
The present invention provides a mounting structure for semiconductor
devices which enables a semiconductor device, such as CSP/BGA, to be
securely fixed to a circuit board by short-time heat curing, which exhibits
good productivity, and excellent heat shock properties (or thermal cycle
properties), and which permits the semiconductor device to be easily
removed from the circuit board in the event of failure. This invention also
provides a mounting process for semiconductor devices.    


