
A reversibly deactivated, particulate catalyst in a hydrocarbon synthesis
slurry is rejuvenated by circulating the slurry from a slurry body through
a rejuvenation zone in which hydrogen contacts the slurry and rejuvenates
the catalyst to form a rejuvenated catalyst slurry and an offgas which
contains catalyst deactivating species. The offgas is separated and removed
from the rejuvenated slurry before it is passed back into the slurry body.
This avoids or minimizes contamination and recontamination of the slurry
body with the deactivating species produced by the rejuvenation process.


