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ABSTRACT 

 An anaerobic curing adhesive composition of the disclosure contains a compound 

having an aromatic ring and an ethylenically unsaturated group, a polymer or an oligomer 

having two or more (meth)acryloyl groups in one molecule, a radical polymerization initiator, 

and an anaerobic curing catalyst. 
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