
A method for manufacturing a multi-layered ceramic substrate which enables
the removal of shrinkage suppression sheets without damaging the multi-
layered substrate. The shrinkage suppression sheet is formed on both faces
of unfired laminated green sheets, and then the laminated green sheets are
fired. Water, ceramic powder, or a water and ceramic powder mixture is
sprayed, together with compressed air, onto the shrinkage suppression
sheets, on both faces of the 



multi-layered ceramic substrate, after sintering, to remove the shrinkage
suppression sheets.    


