
A metal oxide coating can be applied to a substrate
(60) at a relatively low temperature and at or near
atmospheric pressure by carrying a metal oxide
precursor (10) and an oxidizing agent through a corona
discharge (40) or a dielectric barrier discharge to
form the metal oxide and deposit it onto to the
substrate. 


