
Enhanced fidelity of pattern transfer of aqueous developable photoresist
compositions is achieved with top antirefective coatings which are
fluorine-containing and have a refractive index approximately equal to the
square root of the underlying photoresist and which are removable in the
developer for the photoresist.    


