
WO 2008/022932 PCT/EP2007/058302  1 CONTROLLED RELEASE
SYSTEM  AND  METHOD FOR MANUFACTURING THE SAME  FIELD
OF THE INVENTION The present invention is directed to
a controlled release system, particularly for  oral
administration, of active substances with pH-dependent
solubility  characteristics and a method for the
production thereof. BACKGROUND OF THE INVENTION As
commonly known, controlled release of active
substance(s) allows to simplify  the patient's
administration scheme by reducing the amount of
recommended  daily intakes, improves patient's
compliance, attenuates adverse events, e.g.  related
to high plasma peaks and improves the bioavailability
of the active  substance(s). Pharmaceutical controlled
release preparations regulate the  release of the
incorporated active substance(s) over time and
comprise  formulations e. g. with a prolonged, a
sustained, a delayed, a slow or an  extended release,
so they accomplish therapeutic or convenience
objectives not  offered by conventional dosage forms
such as solutions or promptly dissolving  immediate
release dosage forms. There exists always a need to
improve the known release systems in order to  improve
the effectivity of the contained active substances.
Many oral controlled release dosage forms are designed
to deliver the doses of  a drug at a regulated rate so
as to achieve zero-order release kinetics.
Irrespective of the type of dosage form, drug
solubility and hence absorption  depends to a large
extent upon the constant changing environmental
conditions  within the gastrointestinal tract. Many
drugs are weak acids or weak bases, or WO 2008/022932
PCT/EP2007/058302  2 



the salts thereof. Therefore, the pH value plays a
significant role in the  dissolution rate of weakly
acidic or weakly basic compounds. It follows therefore
that an oral release solid dosage form e. g.
containing a weakly basic drug may  potentially lead
to bioavailability problems. As the drug enters the
small intestine,  the pH rises to pH 5.5 or higher. In
this environment the solubility of a weakly  basic
drug often decreases greatly and this might translate
to a markedly  decreased release and absorption in
vivo. Therefore, it exists a need to  overcome said
deficiencies. In prior art a number of approaches is
described which provides a controlled  release system.
A variety of patent applications relate to
pharmaceutical  compositions which focus on the fact
that the active substance is contained in  the core:
For example EP 0 436 370 Al and US 5 395 628 describe
a controlled release  pharmaceutical preparation
comprising (a) a core containing a pharmaceutically
active substance and an organic acid, and (b) a
coating film formed on the surface of the core by
aqueous coating of a water-insoluble and slightly
water- permeable acrylic polymer containing a
trimethylammonium-ethyl group.  Furthermore, WO
00/19984 and US 6 878 387 131 relate to a
pharmaceutical  preparation consisting of (a) a core
containing an active substance, optionally  an
excipient and common pharmaceutical additives in
addition to the salt of an  inorganic acid whose
proportion in the weight of the core ranges from 2.5
to  97 % by weight and (b) an outer film coating
consisting of one or more  (meth)acrylate copolymers
and optionally common pharmaceutical adjuvants,
wherein 40 to 100 % by weight of the (meth)acrylate
copolymers consist of 93  to 98 % by weight of
radically polymerized Cl- to C4-alkylesters of acrylic
or  methacrylic acid and 7 to 2 % by weight of
(meth)acrylate monomers with a  quaternary ammonium
group in the alkyl radical. Preferably the polymers
are  selected from Eudragit(r) RS or Eudragit(r) RL.
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3 However, the systems containing the active substance
in the core have  disadvantages because the
effectivity is not always reliable and the control of
dissolving and release of the active substance is not
in each and every case  sufficient satisfying.
Additionally, numerous active substances display a
more or  less marked tendency to hydrolytic
decomposition in the presence of acids and  traces of
water. In individual cases there may even be a direct
chemical reaction between the active substance and
organic acids, e.g. ester formation.  Therefore, the
pharmaceutical preparation does not remain stable when
stored.  Furthermore, in prior art controlled release
pellets as shown in Fig. 1. are known  wherein anions
of salts in the core (1) thereof interact via an
intermediate layer  (2) (modulating layer) with
cationic groups of polymers in the outmost coating
layer (4) (controlled release layer). Such a
composition is described to influence  the release of
coated pharmaceutical forms during in vitro release.
The  modulating layer (2) is a neutral polymer layer
such as Eudragit(r) NE. The  modulating layer (2) is
layered with a drug layer (3) and further coated with
controlled release methacrylate polymer having
quaternary ammonium ions  such as Eudragit(r)
RL/Eudragit(r) RS as outmost layer (4). According to
the  supposed release mechanism the ions of core (1)
interact with the controlled  release layer (4)
leading to alterations in hydration of the outmost
layer (4)  which causes a change in the permeability
of said outest layer (4). In other  words using the
properties of the ion exchanger Eudragit(r) RS or RL
in the  outmost layer (4) allows for the change of the
permeability of said outest layer in  order to control
the solubility of the drug. Such controlled release
pellets are  commercially available under the
trademark EUDRAMODETM by Degussa,  Pharma Polymers,
Darmstadt. However, the above controlled release
pellets are only tested in vitro and the  mechanism
based on the above-described ionic interactions
resulting in a  change of the permeability of the
outest layer is very complicated and does not  



allow a reliable control of the release system.
Further the effectivity of an in vivo  system is not
clarified. WO 2008/022932 PCT/EP2007/058302  4
Finally, US 2005/0095293 Al relates to a
pharmaceutical composition with a  bioavailability of
an active substance which is substantially independent
of the  gastric pH, for oral administration of active
substances with pH-dependent  solubilities and a dose
number of more than 1 at a pH > 5, comprising a
plurality  of pellets synthesised in each case from a)
a core material, b) an optional  insulating layer, c)
an active substance layer and d) an optional coating,
wherein the core material consists of one or more
pharmaceutically acceptable  organic acid(s) with a
water solubility of more than 1 g/250 ml at 20C,
optionally with the addition of binders or other
technological adjuvants.  However, the release
characteristics of said system of prior art are not
always satisfying.  It is therefore an object of the
present invention to provide an improved  controlled
release pharmaceutical system which avoids the
disadvantages of  the prior art and which allows for a
reliable control of the dissolution and release  of
the pharmaceutically active substance. Furthermore, it
shall be possible to  adjust a release profile of the
active substance which is virtually independent  from
the pH values of the environmental medium. Furthermore
a method of  manufacturing the system shall be
provided. DESCRIPTION OF THE INVENTION Surprisingly,
it has been found that a specific build-up of a
release system  makes it possible to readily control
and adjust the desired release profile, the
formulation principles allow a release profile which
is independent from the pH  value. Therefore, the
present invention provides a pharmaceutical controlled
release  system for administration, particularly oral
administration, of active substances  



with pH-dependent solubilities, comprising WO
2008/022932 PCT/EP2007/058302  5 a) a core material
containing or consisting of one or more
pharmaceutically  acceptable pH modifiers; b)
optionally an insulating layer, c) a first layer,
particularly for protection of the layer(s) beneath
and/or for  further controlling of the release of the
pH-modifier, containing or  consisting of one or more
pharmaceutically acceptable water-insoluble  polymers;
d) a second layer containing or consisting of at least
one active substance  having a pH-dependent
solubility; e) a third layer, which preferably
represents a further controlled release  layer,
containing or consisting of one or more
pharmaceutically  acceptable polymers having anionic
or no ionic groups; and f) optionally a fourth layer,
for example in form of a secondary controlled  release
outer coating, preferably for controlling release in
the stomach or  a non-functional coating. It is
therefore provided a controlled release system,
particularly for oral  administration, of one or more
active substances with pH-dependent solubility
characteristics which guarantees largely
pH-independent bioavailability of the  active
substance. In the frame of the present invention the
term "controlled release" should be  understood in
contrast to an immediate release, the active
ingredient is  gradually, continuously liberated over
time, sometimes slower or faster, but  independent
from the pH value. In particular, the term indicates
that the system  does not release the full dose of the
active ingredient immediately after oral  dosing and
that the formulation allows a reduction of peak plasma
concentration  and/or in dosage frequency. The
controlled release is a pH-controlled release  



either triggered by the pH of the absorption side
and/or the pH-modifier of the  core, whichever applies
first. WO 2008/022932 PCT/EP2007/058302  6 A "system"
should be understood in its broadest meaning
comprising any type  of formulation, preparation or
pharmaceutical dosage form providing a number  of
layers as required according to the present invention.
The controlled release  system may be in form of
pellets, tablets, matrix tablet, mini-tablest, micro
capsules or granules.The system may be administered
directly or filled in  another form such as a capsule
or compressed into tablets together with  suitable
fillers. The structure, composition and build-up of
the combination of layers make it  possible to provide
an improved control of the release system avoiding the
disadvantages of prior art. Since the pH modifier is
spatially separated from the active substance in the
formulation of the controlled release system of the
present invention it remains  stable when stored,
undesirable interactions between pH modifier and
active  substance are prevented. Only after the oral
administration of the controlled  release system of
the present invention the pH modifier does dissolve
and  produces a micro environment in which the active
substance can dissolve. In the following the optional
and obligatory layers will be described in detail.  a)
core material The core material contains at least one
pH modifier. The pH modifier is not  limited according
to the present invention but any known chemical
substance  capable of providing a modified pH value
may be used. Usually the pH modifier  may be selected
from one or more organic acids and/or organic bases
and/or  buffers or mixtures thereof. The pH modifier
is selected to control the solubility  of the active
substance, i.e. the type(s) of pH modifier selected
and the amount  of pH modifier adjusted has an impact
on or triggers the release of the active  



substance. Therefore, the choice of the pH modifier
strongly depends from the  active substance(s) to be
used. The pH modifier controls the pH to be adjusted
WO 2008/022932 PCT/EP2007/058302  7 for the active
substance(s); in contrast to prior art the pH modifier
of the present  invention has no influence on the
permeability of any outer layer. The organic acids,
bases or buffers are not limited according to the
frame of the  present invention but any acid, base or
buffer usable in pharmaceuticals may be  employed.
Therefore, the pH modifier is selected from the group
consisting of  one or more pharmacologically
acceptable organic acids, one or more
pharmaceutically acceptable bases, one or more
pharmaceutically acceptable  buffers, derivatives and
mixtures thereof. The term "one or more" or "at least
one" as used in the present invention stands  for 1,
2, 3, 4, 5, 6, 7, 8, 9, 10 compounds or even more.
Preferred embodiments  comprise 1, 2 or 3 such
compounds. More preferred embodiments comprise 1  or 2
such compounds and even more preferred are embodiments
comprising  one of such compounds. The pH modifier may
be in solid or liquid form. The pH modifier is not
necessarily used in the form of a solid or mixture of
solids but it may be  employed in form of a liquid or
mixtures of liquids, for example, by firstly  adhering
or coating the pH modifier onto a carrier or carrier
particles and then  forming the core containing the pH
modifier. For instance, the adhering or  coating can
be carried out by a conventional coating method which
is usually  used in the preparation of pharmaceutical
preparations, such as fluidized bed  coating, pan
coating, or the like. The inert carrier may include
particles of a  carrier substance, such as sucrose,
lactose, starches, crystalline cellulose,  calcium
phosphates, silicium dioxide and derivatives thereof,
and the like. The pharmaceutically acceptable organic
acids and/or bases to be contained in  the core may be
preferably selected from the group consisting of
acetic acid,  



adipic acid, ascorbic acid, I-alanine, arginine,
asparagines, aspartic acid,  benzenesulphonic acid
(besylate), benzoic acid, p-bromophenylsulphonic acid,
camphorsulphonic acid, carbonic acid,
gamma-carboxyglutamic acid, citric acid, WO
2008/022932 PCT/EP2007/058302  8 cysteine,
ethanesulphonic acid, fumaric acid, particularly
cis-fumaric acid and/or  trans-fumaric acid, gluconic
acid, glutamic acid, glutaric acid, I-glutamine,
hydrobromic acid, hydrochloric acid, hydroiodic acid,
isethionic acid, isoleucine,  lactic acid, I-leucine,
lysine, maleic acid, malic acid, malonic acid,
mandelic acid,  methanesulphonic acid (mesylate),
methionine, mucinic acid, nitric acid,  omithine,
oxalic acid, pamoic acid, pantothenic acid, phosphoric
acid, serine,  sorbic acid, succinic acid, sulphuric
acid, tartaric acid, p-toluenesulphonic acid,
tyrosine glutamic acid, valine and derivatives and
mixtures thereof. The above  listing is not intended
to be of (imitative character, the skilled person is
familiar  with further examples. Particularly
preferred organic acids are acetic acid, ascorbic
acid, tartaric acid,  glutaric acid, malic acid,
fumaric acid, citric acid, lactic acid, adipic acid
and  succinic acid or combinations thereof. As
derivatives e. g. the hydrates or the salts of the
acids may be used such as  alkali and earth alkali
salts or ammonium salts. The preferred type depends on
the intended use of the controlled release system.
Particularly preferred are  salts of weak organic
acids such as succinic acid, fumaric acid, malic acid,
tartaric acid, glutaric acid, citric acid, formic
acid, acetic acid, adipic acid,  ascorbic acid, maleic
acid, or lactic acid. Particularly suitable salts are
sodium  succinate, sodium citrate, and sodium acetate.
The buffer is preferably selected from one or more
pharmaceutically acceptable  or compatible buffers or
buffering agents for example Mcllvaine buffers (for
example citric acid phosphate buffer, pH 2.2-7.0),
ammonia solution, calcium  carbonate, tribasic calcium
phosphate, citric acid monohydrate, dibasic sodium  



or potassium phosphate (for example pH 5.0-8.0),
diethanolamine, malic acid,  monobasic sodium
phosphate, monoethanolamine, monosodium glutamate,
phosphoric acid, potassium citrate, sodium acetate,
sodium bicarbonate,  sodium borate, sodium citrate
dihydrate, sodium hydroxide, sodium lactate,
triethanolamine and derivatives and mixtures thereof.
WO 2008/022932 PCT/EP2007/058302  9 The core material
used is preferably a pharmaceutically acceptable pH
modifier  to which 0 to 50% by weight, preferably 0.1
to 25% by weight, more preferably 1  to 10% by weight,
even more preferably 2 to 8% by weight, and most
preferably  3 to 6% by weight of a suitable binder is
optionally added. The content of the pharmaceutically
acceptable pH modifier(s) is usually  between 30 and
100% in the core material. However, it is also
possible to use  pure (100%) pH modifier as the
starting material, then it may be advantageous  to use
a sufficiently narrow range of particle sizes. It
should be noted that the ranges of values given herein
expressly include all  the numerical values, both
whole numbers and fractions, within the ranges as
specified. The numerals given are always the percent
by weight values. Percent  by weight value means the
percentage with respect to an individual part of the
dosage form like the core or the coating. As binder,
it is possible to use any binder usually employed in
pharmaceuticals.  Exemplarily mentioned are naturally
occuring or partially or totally synthetic  polymers
selected from among acacia, agar, gum arabic, alginic
acid,  carbomers, carrageenan, ceratonia, chitosan,
confectionar's sugar, copovidone,  povidone,
cottonseed oil, dextrate, dextrin, dextrose,
polydextrose, maltodextrin,  maltose, cellulose and
derivatives thereof such as microcrystalline
cellulose,  methylcelluloses, hydroxypropyl methyl
celluloses, ethylcelIuloses, hydroxyethyl  celluloses,
hydroxyethyl methylcelluloses, hydroxypropyl
celluloses,  carboxymethylcelIuloses, carmellose
sodium, hypromelloses (cellulose  



hydroxypropyl methylether), cellulose acetate
phthalate, starch and derivatives  thereof, such as
pregelatinized starch, hydroxypropylstarch, corn
starch, gelatin,  glyceryl behenate, guar gum,
hydrogenated vegetable oils, inulin, lactose,
glucose, magnesium aluminium silicate, poloxamer,
polycarbophils,  polyethylene oxide,
polyvinylpyrrolidone, copolymers of N-vinylpyrrolidone
and  vinyl acetate, polymethacrylates, alginates auch
as sodium alginate, stearic acid,  sucrose, sunflower
oil, zein as well as derivatives and mixtures thereof.
WO 2008/022932 PCT/EP2007/058302  10 The term
"derivatives" according to the present invention is
meant to include  any compound derived from the
mentioned compounds as basic system, for  example by
substitution with one or more functional groups. This
belongs to the  general knowledge of the skilled
person. Particularly preferred binders are gum arabic,
hydroxypropyl celluloses,  hydroxypropyl
methylcelluloses, methylcelluloses, hydroxyethyl
celluloses,  carboxymethylcelIuloses, carmellose
sodium, povidone, corn starch,  polyvinylpyrrolidone,
the copolymers of N-vinylpyrrolidone and vinyl
acetate, or  combinations of these polymers. The above
listing is not intended to be of  limitative
character, the skilled person is familiar with further
examples. As a matter of course also other additives,
excipients, carriers, technological  adjuvants
suitable in pharmaceutical formulations may be present
such as as  lubricants, glidants, agents to improve
flowability, granulating agents, anti- caking agents,
agglomeration inhibitors, pore formers,
anti-adherents, anti- tacking agent, anti-sticking
agent, flavors, aromatiziers, dyes or colorants,
preservatives, plastizers, diluents, wetting agents,
sweeteners, disintegrants,  tonicity agents, chelating
agents, stabilizers, solubilizers, antioxidants,
fillers,  pigments and the like. These
pharmaceutically acceptable formulating agents  are
e.g. present in order to promote the manufacture,
compressibility,  appearance and/or taste of the
preparation. Other conventional additives known  



in the art can also be included. The above listing is
not intended to be of  limitative character, the
skilled person is familiar with further examples. The
core material which may be spherical, has preferably
an average diameter  of 0.1-5 mm, more preferably
0.2-2 mm and most preferably 0.4-1.5 mm.  Actually,
the core to be coated may be in any suitable form such
as crystals,  microparticulates, beads, tablets,
capsules, pills, pellets, granules, or fine  granules.
WO 2008/022932 PCT/EP2007/058302  11 The core can be
manufactured by techniques generally known in the art
such  as direct pressing, extrusion and followed by
forming to preferably rounded  shape, moist or dry
granulation or direct pelleting, for example on plates
or rotor  pelletizers, or by binding of powders, such
as powder layering on spherules  (nonpareils). The
core which is free of active substance can be
homogeneous  or can have a layered structure or any
other build-up known by those skilled in  the art. b)
optional insulating / mobiliy decreasing layer To coat
the core material before the application of the
further layer(s) with an  insulating / mobility
decreasing layer based on a water-soluble,
pharmaceutically acceptable polymer may be
advantageous for two reasons:  I) To increase the
durability of the finished core product material. II)
To decrease the mobility of the pH modifier and
control interactions between  the pH modifier and the
following layer (first layer), especially if the first
layer  contains Eudragit(r) RS. Examples of such
water-soluble polymers include gum arabic or a
partially or  totally synthetic polymer selected from
the alkyl celluloses and derivatives  thereof such as
methylcelluloses, hydroxyalkyl celluloses and
derivatives  thereof such as hydroxyethyl celluloses,
hydroxypropyl celluloses, hydroxyalkyl
alkylcelluloses and derivatives thereof such as the
hydroxypropylmethyl  



celluloses, carboxyal kylcel I u loses such as
carboxymethyl cel I u loses,  polyvinylpyrrolidones,
copolymers of N-vinylpyrrolidone and vinyl acetate or
combinations of said polymers and derivatives and
mixtures thereof. Gum  arabic or a hydroxyalkyl
alkylcellulose such as hydroxypropyl methylcellulose
is  preferably used. If desired, the coating with the
water-soluble, pharmaceutically  acceptable polymer
may be carried out with the addition of excipients,
preferably one or more suitable plasticizers, one or
more separating agents  and/or one or more pigments.
WO 2008/022932 PCT/EP2007/058302  12 Exemplarily
mentioned plasticizers are citrates such as
acetyltributyl citrate,  acetyltriethyl citrate,
tributyl citrate, triethyl citrate, benzyl benzoate,
castor oil,  phthalates such as dibutyl phthalate,
diethyl phthalate, dimethyl phthalate,  dimeticon,
fractionated coconut oil, chlorbutanol, dextrin,
sebacate such as  dibutyl sebacate, glycerine,
glycerine derivatives such as glycerine  monostearate,
glycerol triacetate (triacetin), acetylated
monoglyceride, mannitol,  mineral oil, lanolin
alcohols, palimitic acid, 2-pyrrolidone, sorbitol,
stearic acid,  triethanolamin, polyethyleneglycols
(all types at different molecular weights of  PEGs),
and propylene glycol, and derivatives and mixtures
thereof. Preferred  plasticizers which may be used are
acetylated monoglyceride, acetyltributyl  citrate,
acetyltriethyl citrate, dibutyl phthalate, dibutyl
sebacate, diethyl phthalate,  dimethyl phthalate,
tributyl citrate, triethyl citrate, polyethylene
glycols (all types  at different molecular weigths of
PEGs), and propylene glycol. Particularly  preferred
are triethyl citrate, tributyl citrate,
polyethyleneglycols (all types at  different molecular
weights of PEGs), and propylene glycol. Exemplarily
mentioned separating agents are talc, silicic acid and
glycerol  monostearate. Examples of pigments which are
especially useful are titanium dioxide, iron  oxide
pigments, and some of the aluminium lakes as well as
pigment black,  



pigment white, pigment yellow, sunset yellow, sunset
yellow lake, quinoline  yellow lake and the like.
Other additives, excipients, carriers, technological
adjuvants, if desired, may be  present. The
application quantity of the optional (first)
insulating layer based on the  specific surface area
of the starting core is for case I): in the range from
0.05 to  5.0 mg/cm2, preferably 0.1 to 3.0 mg/cm2,
more preferably 0.15 to 2.5 mg/cm2,  particularly 0.2
to 2.0 mg/cm2 and more particularly 0.2 to 1.5 mg/cm2,
for case  II): in the range from 0.1 to 30.0 mg/cm2,
preferably 0.2 to 20 mg/cm2, more WO 2008/022932
PCT/EP2007/058302  13 preferably 0.5 to 15 mg/cm2,
particularly 0.7 to 12 mg/cm2 and more particularly  1
to 10 mg/cm2. c) first layer The first layer is
provided directly on the core or on the optional
insulating layer  or another intermediate layer being
applied on the core or the insulating layer  and
preferably serves as a control layer in order to
support the controlled  release desired. In addition,
the first layer may also serve as a protective layer
of the layer(s) beneath, particularly the core
material. The first layer is based on  a
water-insoluble polymer. The water-insoluble polymer
is not limited according  to the present invention.
Any type of pharmaceutically acceptable water-
insoluble polymer may be used. The term
"water-insoluble" may be understood  that the compound
has a solubility in water which is below 0.1 mg/ml at
room  temperature. Preferably the water-insoluble
polymer contained in the first layer is selected  from
the group consisting of an acrylic and/or methacrylic
polymer which may  contain a low content of quaternary
ammonium groups in the alkyl moiety such  as
trimethylammonium-groups, alkylcelluloses such as
ethylcelIuloses,  methylcelluloses, cellulose acetate,
and polyvinyl acetate and derivates and  



mixtures thereof. Preferably, the water-insoluble
polymer may comprise polymers or coplymers of  acrylic
acid, methyl acrylate, ethyl acrylate, methacrylic
acid, methyl  methacrylate, ethyl methacrylate and the
like which may contain quaternary  ammonium groups
such as ammonio (meth)acrylate copolymers. Preferred
examples are copolymers of ethyl acrylate, methyl
methacrylate and  trimethylammonioethyl methacrylate
chloride. Such an acrylic polymer is  available under
the name Eudragit(r) RS which is a water-insoluble
copolymer  (poly(ethyl acrylate, methyl methacrylate,
trimethylammonioethyl methacrylate  chloride) 1:2:0.1,
manufactured by Rhom Pharma, Germany) e.g. in form of
WO 2008/022932 PCT/EP2007/058302  14 organic-based
polymeric solutions or aqueous-based polymeric
dispersions  thereof which may be used for coating,
for example Eudragit(r) RS 30D. Another  acrylic
polymer may be Eudragit(r) RL which consists of the
same components as Eudragit(r) RS but has a different
molar ratio (Eudragit(r) RL: poly(ethylacrylate,
methyl methacrylate, trimethylammonioethyl
methacrylate chloride; 1:2:0.2) e. g.  in form of
organic-based polymeric solutions or aqueous-based
polymeric  dispersions thereof, for example
Eudragit(r) RL 30D. The presence of quaternary
ammonium groups appears to take advantage of ionic
interactions for the  release of the active substance.
This interaction can be additionally altered in an
advantageous way exchanging the originally counter
cation (chloride) of  Eudragit(r) RS or RL against
anions which display a higher attraction towards the
quaternary ammonium group than chloride (R. Grutzmann,
Thesis 2005,  University of Tubingen, Germany, "Zum
Mechanismus der Anionenwirkung auf  die Permeabilitat
kationischer Polymethacrylatuberzuge"). This effect
can be  used in an advantageous way at any step
poly(ethyl acrylate, methyl  methacrylate,
trimethylammonioethyl methacrylate chloride) is used
in this  invention without being mentioned again. Not
being bound by any theory it is  



assumed that an ion induced transport may occur
wherein ionic interactions  between solved anions
released from the core and the cationic quaternary
ammonium ions of the first layer take place. The
release rate depends among  other things from the
anion species and the ratio of anions/cations present.
Also preferably used are, for example, poly(ethyl
acrylate, methyl methacrylate)  2:1 (Eudragit(r) NE)
e. g. in form of aqueous-based polymeric dispersions
thereof,  for example Eudragit(r) NE 30D, Kollicoat(r)
EMM 30D; and ethylcelluloses e. g. in  form of
organic-based polymeric solutions or aqueous-based
polymeric dispersions thereof, for example,
ethylcellulose N10, N20 or N45, Aquacoate(r)  ECD, and
Surelease(r). Furthermore preferably mentioned are
cellulose acetate e. g. in form of organic- based
polymeric solutions thereof and/or polyvinyl acetate
e. g. in form of  aqueous-based polymeric dispersions
thereof, for example Kollicoat(r) SR 30D. WO
2008/022932 PCT/EP2007/058302  15 The mentioned
polymers may be used alone or in combination of two or
more  polymers. The selection of the water-insoluble
(co-)polymer or mixtures of  (co)polymers have an
influence on the release of the active substance in
order  to establish the desired release profile.
Although the active substance has a pH- dependent
solubility it is possible to adjust a release profile
which is  independent from the pH value resulting in
an improved bioavailability.  Depending on the active
substance used and the further structure of the
release  system the profiles may be further adjusted.
For example, if the viscosity of the  water-insoluble
polymer used is enhanced, the retardation of the
release of the  active substance may be increased (for
example the viscosity is enhanced from  ethylcellulose
N10 -> N20 -> N40). Other additives including but not
limited to, plasticizers, glidants, anti tacking
agents, surfactans, pigments and other coloring agents
and/or pore formers  may be present in an amount up to
70 % of the entire layer, depending on the  



polymer used which belongs to the general knowledge of
the skilled person.  Preferably one or more
plasticizers are present, particularly those as
already  described. Preferably used plasticizers are
selected from the group consisting of acetylated
monoglyceride, acetyltributyl citrate, acetyltriethyl
citrate, castor oil,  dibutyl phthalate, dibutyl
sebacate, diethyl phthalate, dimethyl phthalate,
fractionated coconut oil, glycerine, glycerine
triacetate (triacetin), tributyl citrate,  triethyl
citrate, polyethylenen glycols (all types at different
molecular weights of  PEGs), and propylene glycol.
Therefore, the first layer may be obtained using
organic-based polymeric  solutions or aqueous-based
polymeric solutions or dispersions to be sprayed  onto
the starter core, which preferably contain or consist
of one or more water- insoluble polymer as
above-described and preferably excipients, e. g. with
or  without plasticizer(s), with or without
anti-tacking agent(s), with or without pore- former(s)
and/or solvent(s) and/or vehicle(s). WO 2008/022932
PCT/EP2007/058302  16 An anti-tacking agent,
anti-sticking agent or glidant or agent to improve
flowability can be used to improve powder flow
properties prior to and during the  manufacturing
process and to reduce caking. A lubricant and
agglomeration  inhibitor can be used to enhance
release of the dosage form from the apparatus  on
which it is formed, for example by preventing
adherence to the surface of an  upper punch
("picking") or lower punch ("sticking"). Among this
group of  excipients may be exemplarily mentioned
boric acid, calcium silicate, cellulose,  particularly
powdered cellulose, colloidal silicon dioxide (e.g.
Aerosil(r), Cab-O- Sil(r)), DL-leucine, magnesium
silicate, magnesium trisilicate, talc, silicon
dioxide,  starch, tribasic calcium phosphate, glyceryl
behenate (e.g. Compritol(r) 888),  magnesium oxide,
mineral oil, poloxamer, polyvinyl alcohol,
hydrogenated oils  such as hydrogenated vegetable oils
(e.g.Sterotex(r)), hydrogenated castor oil,  kaolin,
(light) mineral oil, canola oil, triglycerides, such
as medium-chain  



triglycerides, myristic acid, palmitic acid,
polyethylene glycols (all types at  different
molecular weights of PEGs), benzoate such as sodium or
potassium  benzoate, sodium chloride, sodium lauryl
sulfate, magnesium lauryl sulphate,  sodium acetate,
sodium benzoate, sodium fumarate, sodium oleate,
sodium  stearyl fumarate, talc, stearic acid and salts
including magnesium, calcium,  sodium and zinc
stearate, glycerol monostearate, glyceryl
palmitostearate,  macrogol, like macrogol 400 or 6000,
polyoxyl-40-stearate, waxes and the like.  Possible
surfactants are lecithin, polysorbate 80, sodium
lauryl sulfate,  poloxamers, polyethylene glycol,
sucrose fatty acid esters, polyoxyethylene  hardened
castor oil, polyoxyethylene fatty acid ester,
polyoxyethylene glycol,  polyoxyethylene sorbitan
fatty acid ester, alkylbenzene sulfonate,
sulfosuccinate  ester salts, hydroxypropylcellulose,
ammonium lauryl sulfate, and other alkyl  sulfate
salts, sodium laureth sulfate, cetyl trimethylammonium
bromide (CTAB),  hexadecyl trimethyl ammonium bromide,
and other alkyltrimethylammonium  salts, cetyl
pyridinium chloride, polyethoxylated tallow amine
(POEA)  benzalkonium chloride, dodecyl betaine,
dodecyl dimethylamine oxide,  cocamidopropyl betaine,
coco ampho glycinate, alkyl polyglucosides, including
octyl glucoside and decyl maltoside, cetyl alcohol,
oleyl alcohol and cocamide  or mixtures thereof. WO
2008/022932 PCT/EP2007/058302  17 The application
quantity of the of the surfactants based on the whole
amount of  the first layer is in the range from 0 to
10% by weight, preferably from 0.5 to  5.0% by weight,
and more preferably from 1 to 3% by weight. Possible
pore formers are methylcelIulose, hydroxypropyl
methylcelIuloses,  hydroxypropyl cellulose,
hydroxyethyl cellulose, povidone (e.g. Kollidon 17),
Eudragit(r) E (Poly(butyl methacrylate,
(2-dimethylaminoethyl) methacrylate,  methyl
methacrylate) 1:2:1), alginic acid and salts thereof
including calcium,  potassium, propylene glycol, and
sodium alginate, gelatin, povidone, and  



polyvinyl alcohol. The application quantity of the
first layer based on the specific surface area of  the
starting core is in the range from 0.1 to 15 mg/cm2,
preferably 0.5 to 12  mg/cm2, more preferably 1.0 to
10 mg/cm2, particularly 1.5 to 8.0 mg/cm2 and  more
particularly 2.0 to 6.0 mg/cm2. In a preferred
embodiment of the present invention the first layer
comprises a  polymer selected from the group
consisting of Eudragit(r) RS, Eudragit(r) RL,
Eudragit(r) NE, ethylcellulose (N10, N20 or N45)
and/or mixtures thereof in an  amount of 2.0 to 4.5
mg/cm2 (calculated as dry matter of the polymer or
polymer  mixture), a plasticizer from the group
consiting of acetyltributyl citrate,  acetyltriethyl
citrate, dibutyl phthalate, dibutyl sebacate, diethyl
phthalate,  dimethyl phthalate, glycerine triacetate
(triacetin), tributyl citrate, triethyl citrate,
polyethylenen glycols in an amount 10 to 30 % (w/w,
based on the dry  polymer/polymer-mixture matter of
the layer) and an anti-tacking agent, anti- sticking
agent or glidant from the group consisting of glycerol
monostearate, talc  or polyethylene glycol in an
amount of 0 to 20 % (w/w, based on the dry
polymer/polymer-mixture matter of the layer). It is
also possible to control the release of the active
substance based on the  quantity of the applied layer.
For example if the application amount is increased,
the retardation effect will be increased. However,
increased layer thickness is WO 2008/022932
PCT/EP2007/058302  18 not desired due to increasing
costs and increasing weight of the application  form.
Further the ratio active substance/excipients will be
unfavourable resulting  in a poor compliance of the
patient. As a result, it is a better way to control
release by the composition and structure of the layers
used. d) second layer The second layer contains at
least one active substance having a pH- dependent
solubility. The term "active substance" for the
purposes of this  



invention refers to any pharmacologically effective
compound which (as such or  in the form of the
pharmaceutically acceptable salts or derivatives
thereof)  having a pH-dependent solubility. That is
the solubility of said active substance  changes due
to a change in the pH value. For example the active
substance may be a weak base which in the range from
pH 1 to pH 7.5 exhibits pH-dependent solubility
characteristics, i.e. with greater  solubility under
acidic conditions and lesser solubility under basic
conditions. In  these active substances, in fact, the
bioavailability may be dependent on the pH  in the
gastrointestinal tract when, for example, administered
orally. This dependency is avoided according to the
present invention. The pharmaceuticals used within the
meaning of the invention are intended for  oral
administration in the human or animal body in order to
cure, alleviate,  prevent or detect diseases,
injuries, body damage or pathological conditions; to
allow the nature, condition or functions of the body
or mental conditions to be  discerned; to replace
active principles or body fluids generated by the
human or  animal body; to combat, eliminate or render
harmless pathogens, parasites or  substances foreign
to the body; or to influence the nature, condition or
functions  of the body, mental conditions or any kind
of disorders. According to the present invention the
active substance is not limited, there can  be used
all active principles that have a pH-dependent
solubility. WO 2008/022932 PCT/EP2007/058302  19 The
pH-dependent solubility characteristics of the active
substance may mean  that the active substance intended
for extended release may be released from  the
preparation at the low pH value of 1 of the stomach,
however, significantly  decreases in release at pH
values exceeding pH 5.5 in the small intestine due  to
poor solubility, depending on the dose, when for
example administered orally  in solid preparations of
conventional composition, the active substance is only
totally dissolved in the patient's stomach if the
liquid present in the stomach has  



a pH low enough. If the pH in the stomach is elevated
(this may be the result of  normal physiological
variability, illness or co-medication with
pharmaceutical  compositions that raise the gastric
pH), the active substance may not dissolve  totally.
The controlled release system of the present invention
is preferably useful for  such compounds for which the
saturation solubility varies by the factor of 5 or
more within the pH-range of 1 to 8 (measured in 0.1 n
HCI or Mc Ilvaine buffer  at room temperature, see
Table 1) Table 1 Composition of citric acid /
phosphate / (Mcllvaine)-buffer pH of buffer citric
acid x H2O Na2HPO4 x 2H20 demineralized H2O  ad  pH
2.2 2.076 g 0.043 g 100 ml pH 3.0 1.687 0.701 100 ml
pH 4.0 1.303 g 1.353 g 100 ml  pH 5.0 1.029 1.816 100
ml  pH 6.0 0.786 g 2.229 g 100 ml  pH 7.0 0.399 2.884
100 ml  pH 7.8 0.097 g 3.396 g 100 ml Scientific
Tables Geigy, Volume Hematology and Human Genetics pg
60 ff, 8  edition, Basle, 1979, 4th reprint 1985 The
pharmaceutically active substance to be contained in
the second layer  includes any medicament which can be
administered by oral route. Without  being limitative
the following illustrative examples are given: agents
affecting  digestive organs, agents for liver
diseases, agents against sexual disorders,
analgesics, antiallergics, antiarrhythmics,
antibiotics, antipyretics, analgesics  and
anti-inflammatory agents, antidiabetics,
antihistamines, antidotes, WO 2008/022932
PCT/EP2007/058302  20 antiepileptics, anti
hypertensives, antihypotensives, anticoagulants,
antimycotics,  



antiphlogistics, antilipaemics, antithrombotic,
antitussive and antiemetic agents,  anti-tumor agents,
autonomic agents, beta receptor blockers, calcium
antagonists and ACE inhibitors, agents for the
treatment of CNS disorders,  affective disorders,
sexual disorders, cardiovascular disorders,
broncholytics/antiasthmatics, cardiacs, cardiotonics,
chemotherapeutics,  cholinergics, corticosteroids
(internal), dermatics, diuretics, enzyme inhibitors,
enzyme preparations and transport proteins,
expectorants, geriatrics, gout  remedies, flu
medicines, hormones and their inhibitors,
hypnotics/sedatives,  inhibitors of thrombin, local
anesthetics, lipid-lowering drugs, muscle relaxants,
nutrients, parathyroid hormones/calcium metabolism
regulators,  psychopharmaceuticals, psychotropic
agents, respiratory stimulants, sex  hormones and
their inhibitors, spasmolytics, sympatholytics,
sympathomimetics,  tonics and alternatives, vitamins,
vasodilators, wound medications, cytostatics  and the
like. Preferred active substances are for example
ethyl 3-[(2-{[4-
(hexyloxycarbonylamino-imino-methyl)-phenylamino]-meth
yl}-1-methyl-1 H-
benzimidazole-5-carbonyl)-pyridin-2-yl-amino]-propiona
te (WO 98/37075),  Lefradafiban
((3S,5S)-5-[[4'-(N-methoxycarbonylamidino)4-biphenylyl
]-
oxymethyl]-3-[(methoxycarbonyl)methyl]-2-pyrrolidinone
; EP 0 483 667), (R)-2-
[4-(N-phenylcarbonylamidino)-phenylaminomethyl]-1-meth
yl-5-[1-(n-propyl-
oxycarbonyl-methylamino)-1-(pyrrolidinocarbonyl)-ethyl
]-benzimidazole (WO  01/47896), Telmisartan, DTTX 30
SE, Terbogrel, Bromhexine, Amelubant (4-
((3-((4-(1-(4-hydroxyphenyl)-1-methyl
ethyl)phenoxy)methyl)- benzyl)oxy)benzenecarboxi
mid-amid -N-ethyl carboxylate; WO 96/02497),
Flibanserin (1-[2-(4-(3-trifluoromethyl
-phenyl)piperazin-1-yl)ethyl]-2,3-dihydro 1
H-benzimidazol-2-one; EP-A-526434;),
4-(4-(2-pyrrolylcarbonyl)-1-piperazinyl)-
3-trifluoromethyl-benzoylguanidine (WO 00/17176),
Pimobendane optionally in  form the free base or
acid,or in form of one of the pharmacologically
acceptable  acid addition salts (such as the
hydrochlorides, hydrobromides, mesylates, 



WO 2008/022932 PCT/EP2007/058302  21 sulphates and
phosphates) and/or optionally in form of the hydrates
and/or  solvates thereof. In a more preferred
embodiment of the present invention the active
ingredient is  flibanserin, optionally in form the
free base, the pharmacologically acceptable  acid
addition salts and/or optionally in form of the
hydrates and/or solvates  thereof. The controlled
release system containing flibanserin can be used for
the  treatment of different diseases. The indication
of flibanserin may include all  known indications
thereof, preferably in the treatment of patients
suffering from  central nervous system disorders, in
particular in affective disorders (e.g.  depression
like major depressive disorder, childhood depression,
dysthymia,  seasonal affective disorder, dysthymic
disorder and minor depressive disorder;  bipolar
disorders), anxiety (incl. panic disorder with or
without agoraphobia,  agoraphobia without history of
panic disorder, specific phobia (simple phobia),
social phobia (social anxiety disorder),
obsessive-compulsive disorder (OCD),  post-traumatic
stress disorder, acute stress disorder, generalized
anxiety  disorder and anxiety disorder not otherwise
specified), sleep and sexual  disorders (e.g.
Hyposexual Desire Disorder, sexual aversion disorder,
sexual  arousal disorder, orgasmic disorder, sexual
pain disorders like dyspareunia,  vaginismus,
noncoital sexual pain disorder; sexual dysfunction due
to a general  medical condition and substance-induced
sexual dysfunction), premenstrual  disorders like
premenstrual dysphoria, premenstrual syndrome and
premenstrual dysphoric disorder; psychosis,
schizophrenia (including the  disorganized type, the
catatonic type, the paranoid type, the
undifferentiated  type, the residual type of
schizophrenia, schizoaffective disorder,
schizophreniform disorder, delusional disorder, brief
psychotic disorder, shared  psychotic disorder,
psychotic disorder due to a general medical condition,



substance-induced psychotic disorder, and psychotic
disorder not otherwise  specified), personality
disorders, mental organic disorders, mental disorders
in  childhood, aggressiveness, age associated memory
impairment, for WO 2008/022932 PCT/EP2007/058302  22
neuroprotection, the treatment and/or prevention of
neurodegenerative diseases  as well as cerebral
ischaemia of various origins (e.g. epilepsy,
hypoglycaemia,  hypoxia, anoxia, brain trauma, brain
oedema, amyotropic lateral sclerosis,  Huntington's
disease, Alzheimer's disease, hypotension, cardiac
infarct, brain  pressure (elevated intracranial
pressure), ischaemic and haemorrhagic stroke
(stroke), global cerebral ischaemia during stoppage of
the heart, diabetic  polyneuropathy, tinnitus,
perinatal asphyxia, cardiac hypertrophia (thickening
of  the heart muscle) and cardiac insufficiency
(weakness of the heart muscle);  anorexia nervosa
(incl. binge-eating/purging type of anorexia nervosa
and the  restricting type of anorexia nervosa),
Attention Deficit Hyperactivity Disorder  (ADHD)
(incl. ADHD predominantly combined type, ADHD
predominantly  inattentive type, and ADHD
predominantly hyperactive-impulsive type), obesity
(incl. exogenic obesity, hyperinsulinaemic obesity,
hyperplasmic obesity,  hyperphyseal adiposity,
hypoplasmic obesity, hypothyroid obesity, hypothalamic
obesity, symptomatic obesity, infantile obesity, upper
body obesity, alimentary  obesity, hypogonadal obesity
and central obesity), urinary incontinence (incl.
overactive bladder syndrome, urgency, urge urinary
incontinence, stress urinary  incontinence, mixed
urinary incontinence), chronic pain (incl. neuropathic
pain,  diabetic neuropathy, post-herpetic neuralgia
(PHN), carpal tunnel syndrome  (CTS), HIV neuropathy,
phantom limb pain, complex regional pain syndrome
(CPRS), trigeminal neuralgia / trigeminus neuralgia /
tic douloureux, surgical  intervention (e.g.
post-operative analgesics), diabetic vasculopathy,
capillary  resistance or diabetic symptoms associated
with insulitis, pain associated with  angina, pain
associated with menstruation, pain associated with
cancer, dental  



pain, headache, migraine, trigeminal neuralgia,
temporomandibular joint  syndrome, myofascial pain
muscular injury, fibromyalgia syndrome, bone and
joint pain (osteoarthritis), rheumatoid arthritis,
rheumatoid arthritis and edema  resulting from trauma
associated with burns, sprains or fracture bone pain
due  to osteoarthritis, osteoporosis, bone metastases
or unknown reasons, gout,  fibrositis, myofascial
pain, thoracic outlet syndromes, upper back pain or
lower  back pain (wherein the back pain results from
systematic, regional, or primary  spine disease
(radiculopathy), pelvic pain, cardiac chest pain,
non-cardiac chest WO 2008/022932 PCT/EP2007/058302  23
pain, spinal cord injury (SCI)-associated pain,
central post-stroke pain, cancer  neuropathy, AIDS
pain, sickle cell pain and geriatric pain), Valvular
Heart  Disease (incl. valvular stenosis, valvular
regurgitation, atresia of one of the  valves, mitral
valve prolapse). Preferably, the controlled release
system containing flibanserin can be used for  the
treatment of sexual disorders (e.g. Hyposexual Desire
Disorder, sexual  aversion disorder, sexual arousal
disorder, orgasmic disorder, sexual pain  disorders
like dyspareunia, vaginismus, noncoital sexual pain
disorder; sexual  dysfunction due to a general medical
condition and substance-induced sexual  dysfunction),
more preferably Hyposexual Desire Disorder; and
premenstrual  disorders like premenstrual dysphoria,
premenstrual syndrome and  premenstrual dysphoric
disorder. Flibanserin is contained in an amount
suitable for exhibiting the desired  pharmacological
activities of each medicament, which are known and
varies in  accordance with the type of medication.
Flibanserin is preferably present in a
pharmaceutically effective amount (0.01 mg to 200 mg,
preferably from 0,1 to  100 mg or 0.1 to 50 mg),
which, however, may depend from a number of factors
for example the age and body weight of the patient,
and the nature and stage of  the disease. This is
deemed to be within the capabilities of the skilled
man, and  



the existing literature on the components can be
consulted in order to arrive at  the optimum dose. The
dose range applicable per day is between 0.1 to 400,
preferably between 1.0 to 300, more preferably between
2 to 200 mg. The dosage forms are administered to the
patient 1, 2, 3, or 4 times daily. It is  preferred
that the formulations of the invention are
administered either three or  fewer times, more
preferably once or twice daily consecutively over a
period of  time. Preferably, the dose is administered
to a patient in the morning and the evening,  more
preferably once in the morning (25 or 50 mg of
flibanserin) and once in the WO 2008/022932
PCT/EP2007/058302  24 evening (25 or 50 mg of
flibanserin), most preferably once in the evening only
(50 or 100 mg of flibanserin) consecutively over a
period of time. The pharmaceutically active substance
is contained in an amount suitable for  exhibiting the
desired pharmacological activities of each medicament,
which are  known and varies in accordance with the
kinds of the medicament. The  preferred active
substance content is, for example, not more than 60%,
preferably not more than 50% of the whole controlled
release system. Unless otherwise stated, percentages
specified are always percent by weight.  In order to
determine the optimum dose of the active substance,
various basic  conditions have to be taken into
consideration such as for example the age and  body
weight of the patient, the nature and stage of the
disease and the potency  of the compound. This is
deemed to be within the capabilities of the skilled
man,  and the existing literature on the components
can be consulted in order to arrive  at the optimum
dose. The active substance layer contains the active
substance as well as preferably  one or more binders
and/or optionally one or more separating agents and/or
other excipients. The term "excipients" or "additives"
or "adjuvants" as  understood in the present invention
shall mean any known suitable auxiliary  



compound which may be used in pharmaceuticals in order
to provide one or  more functionalities to the
controlled release system according to the present
invention. For example suitable binders may be those
as described in connection with the  core material.
Preferably used are cellulose and derivatives thereof
such as  hydroxypropyl celluloses (e.g. Klucel EF),
hydroxypropylmethyl celluloses,  methylcelluloses,
hydroxyethyl celluloses, carboxymethylcelIuloses,
cellulose  acetate phthalate, polyvinylpyrrolidone
(PVP), copolymers of N-vinylpyrrolidone,  gelatin,
shellac, hydroxypropyl methylcellulose phthalate, for
example HP 55(r) or WO 2008/022932 PCT/EP2007/058302
25 HP 50(r), polymers and copolymers of acrylic and
methacrylic acid and the  esters thereof, or
combinations of these polymers such as
polymethacrylates,  starches and derivatives thereof,
sugars, vinyl acetate or combinations of these
polymers and derivatives thereof. Most preferably used
are hydroxypropyl  cellulose or copolymers of
N-vinylpyrrolidone and vinyl acetate. The addition of
suitable separating agents such as e.g. talc,
magnesium  stearate or silicic acid serves to prevent
the particles from aggregating during  the
manufacturing process. Beside binding agents and
separating agents, the second layer may also
incorporate various other conventional additives,
excipients, carriers,  technological adjuvants such as
fillers, diluents, lubricants, glidants, agents to
improve flowability, pore formers, anti-adherents,
anti-tacking agents, flavors,  preservatives,
sweetening agents, disintegrants, dyes and the like.
The above  listing is not intended to be of limitative
character, other conventional additives  known in the
art can also be included. As further excipients which
may be present the following non limitative groups
are given - preservatives, preferably antimicrobial
preservatives such as  



benzalkonium chloride, benzoic acid, methyl
parahydroxybenzoate, propyl  parahydroxybenzoate,
sodium benzoate, and sorbic acid; - sweetening agents
such as acesulfame potassium, alitame, aspartame,
compressible sugar, confectioner's sugar, dextrose,
erythritol, fructose, glycerin,  inulin, isomalt,
lactitol, liquid glucose, maltitol, maltose, mannitol,
neospheridin  dihydrochalcone, polydextrose,
saccharin, saccharin sodium, sodium cyclamate,
sorbitol, sucralose, sucrose, thaumatin, trehalose,
xylitol; and WO 2008/022932 PCT/EP2007/058302  26 -
disintegrants such as alginic acid and salts thereof
including calcium,  sodium, magnesium,
carboxymethylcellulose calcium, carboxymethylcellulose
sodium, powdered cellulose, chitosan, colloidal
silicon dioxide, crospovidone,  croscarmellose sodium,
docusate sodium, guar gum, hydroxypropyl cellulose,
particularly low-substituted hydroxypropyl cellulose,
hydroxypropyl starch,  magnesium aluminum silicate,
methylcelIulose, micocrystalline cellulose,
polacrilin potassium, povidone, sodium starch
glycolate, starch, particularly  pregelatinized
starch, and corn starch. Suitable fillers may be
selected from, for example, lactose, in particular
lactose  monohydrate, talc, sunflower oil, tragacanth,
starches and derivatives such as  pregelatinized
starch or sterilizable maize, alginate such as
ammonium alginate,  sodium alginate, sodium chloride,
calcium carbonate, dibasic calcium  phosphate, calcium
sulphate, dicalcium or tricalcium phosphate, magnesium
carbonate, magnesium oxide, cellulose and derivatives,
such as  microcrystalline or silicified
microcrystalline cellulose, cellulose acetate,
ethylcellulose, sugars and derivatives such as
confectioner's sugar, fructose,  sucrose, dextrate,
dextrin, sulfobutylether R-cyclodextrin, dextrose,
polydextrose, trehalose, maltose, maltitol, mannitol,
maltodextrin, sorbitol, inulin,  xylitol, erythritol,
fumaric acid, glyceryl palmitostearate, tablettose,  



hydrogenated vegetable oils, isomalt, kaolin,
lactitol, triglycerides, particularly  medium-chain
triglycerides, polymethacrylate, and simethicone as
well as  derivatives or mixtures thereof. It is a
matter of course that an additive may have more than
one functionality so  that they may be categorized
among more than one type of additive. For  example
corn starch or pregelatinized starch may impart
several functions at  the same time such as swelling
polymer, filler, glidant, and the like. However,  the
skilled person knows the several functions and is able
to select the additive  according to the intended use
thereof. The selection of additives depends from  a
variety of factors such as the active substance used,
the desired application  field, dose form and the
like. Such requirements are known by the skilled WO
2008/022932 PCT/EP2007/058302  27  person. The
application quantity of the second layer based on the
specific surface area  of the starting core is in the
range from 0.1 to 20 mg/cm2, preferably 1.0 to 18
mg/cm2, more preferably 5.0 to 15 mg/cm2, particularly
7.0 to 13 mg/cm2, more  particularly 8.0 to 12.0
mg/cm2. According to an alternative embodiment of the
present invention it is also  possible to provide an
optional insulating layer applied on the second layer
containing active substance. Said insulating layer may
be provided additionally  or alternatively to the
first insulating layer b) described above. The second
insulating layer may have the same structure and
composition as already  described above for the first
insulating layer. The application quantity of the
optional (second) insulating layer based on the
specific surface area of the starting core is in the
range from 0.05 to 5.0 mg/cm2,  preferably 0.1 to 3.0
mg/cm2, more preferably 0.15 to 2.5 mg/cm2,
particularly  0.2 to 2.0 mg/cm2 and more particularly
0.2 to 1.5 mg/cm2. e) third layer 



The third layer which may be a controlled release
outer coating layer comprises  or consists of one or
more polymers having anionic or no ionic groups. This
polymer is not limited according to the present
invention. Any type of  pharmaceutically acceptable
polymer having anionic or no ionic groups may be
used. The polymer having anionic or no ionic groups
contained in the third layer may  be selected from
polymers and/or copolymers comprising acrylic and/or
methacrylic acids or derivatives thereof (having no
cationic groups such as  quaternary ammonium groups,
particularly no trimethylammonium-ethyl groups), WO
2008/022932 PCT/EP2007/058302  28 alkylcelluloses and
derivatives thereof, such as ethylcelluloses,
hydroxyalkyl  celluloses and derivatives thereof,
hydroxyalkyl alkylcelluloses, like  hydroxypropyl
methylcellulose (e.g. Hypromellose E5), and
derivatives thereof  such as hydroxypropylmethyl
cellulose phthalates (e.g. HP 55(r) HP 50
hydroxypropyl methylcellulose acetate succinate,
cellulose acetates and derivatives thereof such as
cellulose acetate phthalate, cellulose acetate
trimellitate, polyvinyl acetates and derivatives
thereof such as polyvinyl acetate  phthalate, shellac,
derivatives and mixtures thereof. Particularly
preferred  polymers are ethylcelluloses in different
grades such as varying ethoxyl content  and molecular
weight, e.g. in form of organic-based polymeric
solutions or  aqueous-based polymeric dispersions
thereof, for example, ethylcellulose N10,  N20 or N45,
Aquacoat(r) ECD, Surelease(r), Chitosan, Shellac, and
Zein. Also preferably used are, for example,
poly(ethyl acrylate, methyl methacrylate)  2:1
(Eudragit(r) NE), e. g. in form of aqueous-based
polymeric dispersions  thereof, for example
Eudragit(r) NE 30D, Kollicoat(r) EMM 30D;
poly(methacrylic  acid, ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55);
poly(methacrylic acid, methyl methacrylate) 1:1
(Eudragit(r) L 100);  poly(methacrylic acid, methyl
methacrylate) 1:2 (Eudragit(r) S); hydroxypropyl  



methylcellulose acetate succinate, for example
organic-based polymeric  solutions or aqueous-based
polymeric dispersions thereof; hydroxypropyl
methylcellulose phthalate, for example organic-based
polymeric solutions or  aqueous-based polymeric
dispersions thereof; cellulose acetate trimellitate,
for  example organic-based polymeric solutions
thereof; hydroxypropyl  methylcellulose phthalate, for
example HP 55(r) or HP 50(r), cellulose acetate
phthalate, for example organic-based polymeric
solutions or aqueous-based  polymeric dispersions
thereof such as Aquacoat(r) CPD; polyvinyl acetate
phthalate, for example aqueous-based polymeric
dispersions thereof such as  Sureteric(r) and shellac,
for example organic-based polymeric solutions or
aqueous-based polymeric dispersions thereof. WO
2008/022932 PCT/EP2007/058302  29 Furthermore
preferably mentioned are cellulose acetate and
derivatived thereof  such as organic-based polymeric
solutions thereof and/or polyvinyl acetate and
derivatives thereof such as aqueous-based polymeric
dispersions thereof, for  example Kollicoat(r) SR 30D.
The mentioned polymers may be used alone or in
combination of two or more  polymers. Eudragit(r) RS,
or Eudragit RL(r) having cationic groups are excluded
to be  present in the third layer. According to a
preferred embodiment the polymer(s) present in the
third layer  is(are) identical or different from the
polymer(s) present in the first layer. For  example
the polymer(s) of the first and second layer may be
the same. Preferably one or more plasticizers are
present in the third layer. The  plasticizers may be
selected from the plasticizers already described in
connection with the optional insulating layer. More
preferably the plasticizer is selected from the group
consisting of acetylated monoglyceride, acetyltributyl
citrate, acetyltriethyl citrate, dibutyl phthalate,
dibutyl sebacate, diethyl phthalate,  



dimethyl phthalate, tributyl citrate, triethyl
citrate, polyethylene glycols (all types  at different
molecular weigths of PEGs), and propylene glycol.
Preferably one or more pore formers are present in the
third layer. Possible  pore formers are
methylcelIulose, hydroxypropyl methylcelluloses (e.g.
hypromellose E5), hydroxypropyl cellulose,
hydroxyethyl cellulose, Eudragit(r) E  (Poly(butyl
methacrylate, (2-dimethylaminoethyl) methacrylate,
methyl  methacrylate) 1:2:1), alginic acid and salts
thereof including calcium, potassium,  propylene
glycol, and sodium alginate, gelatin, povidone (e.g.
Kollidon 17), and  polyvinyl alcohol. WO 2008/022932
PCT/EP2007/058302  30 Other additives may be used such
as lubricants, antiadherents, anticaking  agents,
fillers and the like. In a preferred embodiment of the
present invention the third layer comprises a  polymer
selected from the group consisting of Eudragit(r) NE,
ethylcellulose (N10,  N20 or N45) Kollicoat(r) EMM
30D; poly(methacrylic acid, ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55);
poly(methacrylic acid, methyl  methacrylate) 1:1
(Eudragit(r) L 100); poly(methacrylic acid, methyl
methacrylate)  1:2 (Eudragit(r) S); and/or mixtures
thereof in an amount of 0.2 to 3.0 mg/cm2  (calculated
as dry matter of the polymer or polymer mixture), a
pore former  selected from the group consisting of
methylcellulose, hydroxypropyl  methylcelIuloses,
hydroxypropyl cellulose, hydroxyethyl cellulose,
povidone (e.g.  Kollidon 17) and Eudragit(r) E
(Poly(butyl methacrylate, (2-dimethylaminoethyl)
methacrylate, methyl methacrylate) 1:2:1) in an amount
of 30 to 300 % (w/w,  based on the dry
polymer/polymer-mixture matter of the layer), a
plasticizer from the group consiting of acetyltributyl
citrate, acetyltriethyl citrate, dibutyl  phthalate,
dibutyl sebacate, diethyl phthalate, dimethyl
phthalate, glycerine  triacetate (triacetin), tributyl
citrate, triethyl citrate, polyethylenen glycols in an
amount 10 to 30 % (w/w, based on the dry
polymer/polymer-mixture matter of  



the layer) and optionally an anti-tacking agent,
anti-sticking agent or glidant  from the group
consisting of glycerol monostearate, talc or
polyethylene glycol  in an amount of 0 to 20 % (w/w,
based on the dry polymer/polymer-mixture  matter of
the layer). In a further preferred embodiment of the
present invention the third layer  comprises a polymer
selected from the group consisting of Eudragit(r) NE,
ethylcellulose (N10, N20 or N45) Kollicoat(r) EMM 30D;
poly(methacrylic acid,  ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55);
poly(methacrylic  acid, methyl methacrylate) 1:1
(Eudragit(r) L 100); poly(methacrylic acid, methyl
methacrylate) 1:2 (Eudragit(r) S); and/or mixtures
thereof in an amount of 0.2 to  3.0 mg/cm2 (calculated
as dry matter of the polymer or polymer mixture), a
plasticizer from the group consiting of acetyltributyl
citrate, acetyltriethyl citrate, WO 2008/022932
PCT/EP2007/058302  31 dibutyl phthalate, dibutyl
sebacate, diethyl phthalate, dimethyl phthalate,
glycerine triacetate (triacetin), tributyl citrate,
triethyl citrate, polyethylenen  glycols in an amount
10 to 30 % (w/w, based on the dry polymer/polymer-
mixture matter of the layer) and optionally an
anti-tacking agent, anti-sticking  agent or glidant
from the group consisting of glycerol monostearate,
talc or  polyethylene glycol in an amount of 0 to 20 %
(w/w, based on the dry  polymer/polymer-mixture matter
of the layer). Preferably, the polymers used in the
third layer are selected from the group  consisting of
selected from the group consisting of ethylcellulose,
hydroxypropyl  methylcellulose phthalate, and
poly(methacrylic acid, ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55); and/or
mixtures thereof, more  preferably from the group
consisting of ethylcellulose and poly(methacrylic
acid,  ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L 30D-55); and/or mixtures  thereof. The
application quantity of the third layer based on the
specific surface area of  



the starting core is in the range from 0.1 to 15
mg/cm2, preferably 0.2 to 12  mg/cm2, more preferably
0.5 to 10 mg/cm2, particularly 0.7 to 8.0 mg/cm2, more
particularly 0.8 to 5.0 mg/cm2. f) optional fourth
layer The optional fourth layer may preferably be an
outer coating layer. Said optional  outermost layer,
which may serve to reduce any increased abrasion
during  packing, e. g. into capsules and/or to
increase the shelf life and/or as further  diffusion
barrier, comprises or consists of one or more
pharmaceutically  conventional film-forming agents and
optionally excipients, particularly preferred  are
plasticizers and pigments. Suitable film-forming
agents to reduce increased abrasion and/or can serve
as  further diffusion barrier include for example
ammonium alginate, chitosan, WO 2008/022932
PCT/EP2007/058302  32 chlorpheniramine maleate,
copovidone, phthalate such as dibutyl phthalate,
diethyl phthalate, dimethyl phthalate, cellulose
acetate phthalate, polyvinyl  acetate phthalate,
dibutyl sebacate, ethyl lactate, alkylcelluloses and
derivatives  thereof such as ethylcelIuloses,
methylcelluloses, gelatin, hydroxyalkyl  celluloses
and derivatives thereof such as hydroxyethyl
cellulose, hydroxypropyl  cellulose, hydroxyalkyl
alkylcellulose and derivatives thereof such as
hypromelloses (hydroxypropyl methylcellulose),
hydroxypropyl methylcellulose  acetate succinate,
hydroxypropyl methylcellulose phthalate, cellulose
acetate  trimellitate, cellulose acetate phthalate,
maltodextrin, calcium carbonate,  polydextrose,
polyethylene glycols (all types at different molecular
weigths of  PEGs), polyethylene oxide, polymers and
copolymers of acrylic and methacrylic  acid and the
esters thereof, or combinations of these polymers such
as  polymethacrylates, poly(methylvinyl ether/maleic
anhydride), polyvinyl acetate  phthalate, triethyl
citrate, vanillin, shellac, Zein, as well as
derivatives and  mixtures thereof. 



Particularly preferred film-forming agents are
hydroxypropyl cellulose,  hydroxypropyl
methylcellulose, methylcelluloses, polymers and
copolymers of  acrylic and methacrylic acid and the
esters thereof, or combinations of these  polymers,
for example used in form of organic-based polymeric
solutions or  aqueous-based polymeric dispersions
thereof. Also preferred polymers are  poly(methacrylic
acid, ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L  30D-55); poly(methacrylic acid, methyl
methacrylate) 1:1 (Eudragit(r) L 100);
poly(methacrylic acid, methyl methacrylate) 1:2
(Eudragit(r) S); hydroxypropyl  methylcellulose
acetate succinate, for example organic-based polymeric
solutions or aqueous-based polymeric dispersions
thereof; hydroxypropyl  methylcellulose phthalate, for
example organic-based polymeric solutions or
aqueous-based polymeric dispersions thereof; cellulose
acetate trimellitate, for  example organic-based
polymeric solutions thereof; cellulose acetate
phthalate,  for example organic-based polymeric
solutions or aqueous-based polymeric  dispersions
thereof such as Aquacoate(r) CPD; polyvinyl acetate
phthalate, for  example aqueous-based polymeric
dispersions thereof such as Sureteric(r) and WO
2008/022932 PCT/EP2007/058302  33 shellac, for example
organic-based polymeric solutions or aqueous-based
polymeric dispersions thereof. The compounds are
partly commercially available in form of organic-based
solutions or dispersions or aqueous-based solutions or
dispersions. It is also  possible to produce such
solutions or dispersions. The expressions "organic-
based" and "aqueous-based" systems shall be understood
to be directed to the  solvents or dispergants mainly
present in the liquid system to be used. Also
mixtures of solvents and/or dispergants may be
included. Suitable plasticizers are already described,
preferably are used inter alia triethyl  citrate,
tributyl citrate, triacetin or polyethyleneglycols.
Preferred pigments used  may be e.g. titanium dioxide
or iron oxide pigments. Also fillers may be  



contained, possible fillers are described above. Other
known additives may be  present, if desired. It is
particularly preferred if the optional fourth layer is
omitted in the controlled  release system according to
the present invention. However, the controlled
release system of the invention may comprise this
fourth layer as a type of non- functional coating in
case intended as an abrasion protective layer or a
functional coating in case the layer is intended as a
diffusion barrier. The term  "non-functional" in the
present context means having no substantial effect on
release properties of the controlled release system,
and the coating serves  another useful purpose. For
example, such a coating can impart a distinctive
appearance to the dosage form, provide protection
against attrition during  packaging and
transportation, improve ease of swallowing, and/or
have other  benefits. A non-functional coating should
be applied in an amount sufficient to  provide
complete coverage of the controlled release system.
Typically an  amount of about 1 % to about 10%, more
typically an amount of about 2% to  about 5%, by
weight of the controlled release system as a whole, is
suitable. WO 2008/022932 PCT/EP2007/058302  34 In a
preferred embodiment of the present invention where
the fourth layer is  intended to protect the drug
product from abrasion the layer comprises a  polymer
selected from the group consisting of hydroxypropyl
cellulose,  hydroxypropyl methylcellulose,
methylcelluloses, Eudragit(r) E (Poly(butyl
methacrylate, (2-dimethylaminoethyl) methacrylate,
methyl methacrylate) 1:2:1);  and/or mixtures thereof
in an amount of 0.2 to 1.5 mg/cm2 (calculated as dry
matter of the polymer or polymer mixture), a
plasticizer from the group consiting  of
acetyltributyl citrate, acetyltriethyl citrate,
dibutyl phthalate, dibutyl sebacate,  diethyl
phthalate, dimethyl phthalate, glycerine triacetate
(triacetin), tributyl  citrate, triethyl citrate,
polyethylenen glycols in an amount 10 to 30 % (w/w,
based on the dry polymer/polymer-mixture matter of the
layer) and an anti- 



tacking agent, anti-sticking agent or glidant from the
group consisting of glycerol  monostearate, talc or
polyethylene glycol in an amount of 0 to 20 % (w/w,
based  on the dry polymer/polymer-mixture matter of
the layer). In another preferred embodiment of the
present invention where the fourth layer  is intended
as an additional diffusion barrier the layer comprises
a polymer  selected from the group consisting of
Eudragit(r) NE, ethylcellulose (N10, N20 or  N45),
Kollicoat(r) EMM 30D, poly(methacrylic acid,
ethylacrylate) 1:1 (Eudragit(r) L  100-55 or
Eudragit(r) L 30D-55); poly(methacrylic acid, methyl
methacrylate) 1:1  (Eudragit(r) L 100);
poly(methacrylic acid, methyl methacrylate) 1:2
(Eudragit(r)  S); and/or mixtures thereof in an amount
of 0.5 to 2.5 mg/cm2 (calculated as dry  matter of the
polymer or polymer mixture). Additionally the fourth
layer  comprises a plasticizer from the group
consisting of acetyltributyl citrate,  acetyltriethyl
citrate, dibutyl phthalate, dibutyl sebacate, diethyl
phthalate,  dimethyl phthalate, glycerine triacetate
(triacetin), tributyl citrate, triethyl citrate,
polyethylenen glycols in an amount 10 to 30 % (w/w,
based on the dry  polymer/polymer-mixture matter of
the layer) and optionally an anti-tacking  agent,
anti-sticking agent or glidant from the group
consisting of glycerol  monostearate, talc or
polyethylene glycol in an amount of 0 to 20 % (w/w,
based  on the dry polymer/polymer-mixture matter of
the layer). WO 2008/022932 PCT/EP2007/058302  35 In a
further preferred embodiment of the present invention
where the fourth  layer is intended as an additional
diffusion barrier the layer comprises a polymer
selected from the group consisting of Eudragit(r) NE,
ethylcellulose (N10, N20 or  N45), Kollicoat(r) EMM
30D; poly(methacrylic acid, ethylacrylate) 1:1
(Eudragit(r) L  100-55 or Eudragit(r) L 30D-55);
poly(methacrylic acid, methyl methacrylate) 1:1
(Eudragit(r) L 100); poly(methacrylic acid, methyl
methacrylate) 1:2 (Eudragit(r)  S); and/or mixtures
thereof in an amount of 1.0 to 5.0 mg/cm2 (calculated
as dry  matter of the polymer or polymer mixture), a
pore former selected from the  



group consisting of methylcellulose, hydroxypropyl
methylcelIuloses,  hydroxypropyl cellulose,
hydroxyethyl cellulose, povidone (e.g. Kollidon 17)
and  Eudragit(r) E (Poly(butyl methacrylate,
(2-dimethylaminoethyl) methacrylate,  methyl
methacrylate) 1:2:1) in an amount of 30 to 300 % (w/w,
based on the dry  polymer/polymer-mixture matter of
the layer), a plasticizer from the group  consiting of
acetyltributyl citrate, acetyltriethyl citrate,
dibutyl phthalate, dibutyl  sebacate, diethyl
phthalate, dimethyl phthalate, glycerine triacetate
(triacetin),  tributyl citrate, triethyl citrate,
polyethylenen glycols in an amount 10 to 30 %  (w/w,
based on the dry polymer/polymer-mixture matter of the
layer) and  optionally an anti-tacking agent,
anti-sticking agent or glidant from the group
consisting of glycerol monostearate, talc or
polyethylene glycol in an amount of  0 to 20 % (w/w,
based on the dry polymer/polymer-mixture matter of the
layer).  Preferably, if the fourth layer is intended
as an additional diffusion barrier, the  layer
comprises a polymer is selected from the group
consisting of  ethylcellulose, hydroxypropyl
methylcellulose phthalate, and poly(methacrylic  acid,
ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L 30D-55); and/or  mixtures thereof, more
preferably selected from the group consisting of
hydroxypropyl methylcellulose phthalate, and
poly(methacrylic acid,  ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55); and/or
mixtures  thereof and most preferably the polymer is
poly(methacrylic acid, ethylacrylate)  1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55). WO
2008/022932 PCT/EP2007/058302  36 The application
quantity of the fourth layer based on the specific
surface area of  the starting core is in the range
from 0.1 to 15 mg/cm2, preferably 0.2 to 12  mg/cm2,
more preferably 0.5 to 10 mg/cm2, particularly 0.7 to
8.0 mg/cm2, more  particularly 0.8 to 5.0 mg/cm2.
According to a preferred embodiment, the controlled
release system of the  present invention is
characterized in that the application quantities for
the layers  



present, based on the specific surface area of the
starting core, are as follows: - optional (first)
insulating layer:  in the range from 0.05 to 5.0
mg/cm2;  - first layer: in the range from 0.1 to 15
mg/cm2;  - second layer: in the range from 0.1 to 20
mg/cm2;  - third layer: in the range from 0.1 to 15
mg/cm2, and  - optional fourth layer: in the range
from 0.1 to 15 mg/cm2. According to a more preferred
embodiment, the controlled release system of the
present invention is characterized in that the
application quantities for the layers  present, based
on the specific surface area of the starting core, are
as follows: - optional (first) insulating layer: in
the range from 0.1 mg/cm2, to 3.0 mg/cm2;  - first
layer: WO 2008/022932 PCT/EP2007/058302  37  in the
range from 0.5 to 12 mg/cm2; - second layer: in the
range from 1 to 18 mg/cm2;  - third layer: in the
range from 0.2 to 12 mg/cm2, and  - optional fourth
layer: in the range from 0.2 to 12 mg/cm2. According
to a even more preferred embodiment, the controlled
release system  of the present invention is
characterized in that the application quantities for
the  layers present, based on the specific surface
area of the starting core, are as  



follows: - optional (first) insulating layer: in the
range from 0.15 mg/cm2, to 2.5 mg/cm2;  - first layer:
in the range from 1 to 10 mg/cm2;  - second layer: in
the range from 5 to 15 mg/cm2;  - third layer: in the
range from 0.5 to 10 mg/cm2, and  - optional fourth
layer: in the range from 0.5 to 10 mg/cm2. WO
2008/022932 PCT/EP2007/058302  38 According to a even
more preferred embodiment, the controlled release
system  of the present invention is characterized in
that the application quantities for the  layers
present, based on the specific surface area of the
starting core, are as  follows: - optional (first)
insulating layer: in the range from 0.2 mg/cm2, to 2.0
mg/cm2;  - first layer: in the range from 1.5 to 8
mg/cm2;  - second layer: in the range from 7 to 13
mg/cm2;  - third layer: in the range from 0.7 to 8
mg/cm2, and  - optional fourth layer: in the range
from 0.7 to 8 mg/cm2. According to a most preferred
embodiment, the controlled release system of the
present invention is characterized in that the
application quantities for the layers  



present, based on the specific surface area of the
starting core, are as follows: - optional (first)
insulating layer: in the range from 0.2 mg/cm2, to 1.5
mg/cm2;  - first layer: in the range from 2 to 6
mg/cm2;  - second layer: in the range from 8 to 12
mg/cm2; WO 2008/022932 PCT/EP2007/058302  39  - third
layer: in the range from 0.8 to 5 mg/cm2, and  -
optional fourth layer: in the range from 0.8 to 5
mg/cm2. According to a further preferred embodiment,
the controlled release system of  the present
invention is characterized in that the application
quantities for the  layers present, based on the
specific surface area of the starting core, are as
follows: - optional (first) insulating layer:  in the
range from 0.05 to 30.0 mg/cm2;  - first layer: in the
range from 0.1 to 15 mg/cm2;  - second layer: in the
range from 0.1 to 20 mg/cm2;  - third layer: in the
range from 0.1 to 15 mg/cm2, and  - optional fourth
layer: in the range from 0.1 to 15 mg/cm2. According
to a more preferred embodiment, the controlled release
system of the  present invention is characterized in
that the application quantities for the layers  



present, based on the specific surface area of the
starting core, are as follows: - optional (first)
insulating layer: WO 2008/022932 PCT/EP2007/058302  40
in the range from 0.1 mg/cm2, to 20.0 mg/cm2;  - first
layer: in the range from 0.5 to 12 mg/cm2;  - second
layer: in the range from 1 to 18 mg/cm2;  - third
layer: in the range from 0.2 to 12 mg/cm2, and  -
optional fourth layer: in the range from 0.2 to 12
mg/cm2. According to a even more preferred embodiment,
the controlled release system  of the present
invention is characterized in that the application
quantities for the  layers present, based on the
specific surface area of the starting core, are as
follows: - optional (first) insulating layer: in the
range from 0.15 mg/cm2, to 15 mg/cm2;  - first layer:
in the range from 1 to 10 mg/cm2;  - second layer: in
the range from 5 to 15 mg/cm2;  - third layer: in the
range from 0.5 to 10 mg/cm2, and  - optional fourth
layer: WO 2008/022932 PCT/EP2007/058302  41  in the
range from 0.5 to 10 mg/cm2. 



According to a even more preferred embodiment, the
controlled release system  of the present invention is
characterized in that the application quantities for
the  layers present, based on the specific surface
area of the starting core, are as  follows: - optional
(first) insulating layer: in the range from 0.2
mg/cm2, to 12 mg/cm2;  - first layer: in the range
from 1.5 to 8 mg/cm2;  - second layer: in the range
from 7 to 13 mg/cm2;  - third layer: in the range from
0.7 to 8 mg/cm2, and  - optional fourth layer: in the
range from 0.7 to 8 mg/cm2. According to a most
preferred embodiment, the controlled release system of
the  present invention is characterized in that the
application quantities for the layers  present, based
on the specific surface area of the starting core, are
as follows: - optional (first) insulating layer: in
the range from 0.2 mg/cm2, to 10 mg/cm2;  - first
layer: in the range from 2 to 6 mg/cm2; WO 2008/022932
PCT/EP2007/058302  42  - second layer: in the range
from 8 to 12 mg/cm2;  - third layer: in the range from
0.8 to 5 mg/cm2, and  - optional fourth layer: in the
range from 0.8 to 5 mg/cm2. 



In a further preferred embodiment, the layers of the
controlled release systems  having the above described
application quantities comprises, preferably  consists
of: - optional (first) insulating layer: 48 to 50 %
(w/w) hydroxypropyl methylcellulose  (e.g. Pharmacoat
603), 48 to 50 % (w/w) talc and 0.1 to 1.5 % of
anti-foaming  agent (e.g. Dimeticon 350) applied in
the range from 0.2 mg/cm2 to 1.5 mg/cm2, based on the
specific surface area of the starting core; - first
layer: 82 to 84 % (w/w) ethylcellulose (e.g.
ethylcellulose N10) and 16 to  18 % (w/w) triethyl
citrate applied in the range from 2 mg/cm2 to 6
mg/cm2,  based on the specific surface area of the
starting core; - second layer: 13,5 - 15,5 % (w/w)
hydroxylpropyl cellulose (e.g.Klucel EF), 72  - 75 %
(w/w) active ingredient (e.g. Flibanserin) and 11 - 13
% (w/w) talc applied  in the range from 8 mg/cm2 to 12
mg/cm2, based on the specific surface area of  the
starting core; - third layer: 46 - 48.5 % (w/w)
ethylcellulose (e.g. ethylcellulose N10), 46- 48.5 %
(w/w) hydroxypropyl methylcellulose (e.g. hypromellose
E5) and 3 - 5.5 % (w/w) triethyl citrate applied in
the range from 0,8 mg/cm2 to 1.5 mg/cm2,  based on the
specific surface area of the starting core, WO
2008/022932 PCT/EP2007/058302  43 - fourth layer: 86 -
88 % (w/w) Eudragit(r) L 100-55, 8 - 10 % (w/w) talc
and 3 - 5 % (w/w) triethyl citrate applied in the
range from 0.8 mg/cm2 to 5 mg/cm2,  based on the
specific surface area of the starting core. In a
further preferred embodiment, the layers of the
controlled release systems  having the above described
application quantities comprises, preferably  consists
of: - optional (first) insulating layer: 48 to 50 %
(w/w) hydroxypropyl methylcellulose  (e.g. Pharmacoat
603), 48 to 50 % (w/w) talc and 0.1 to 1.5 % of
anti-foaming  agent (e.g. Dimeticon 350) applied in
the range from 0.2 mg/cm2 to 1.5 



mg/cm2, based on the specific surface area of the
starting core; - first layer: 82 to 84 % (w/w)
ethylcellulose (e.g. ethylcellulose N10) and 16 to  18
% (w/w) triethyl citrate applied in the range from 2
mg/cm2 to 6 mg/cm2,  based on the specific surface
area of the starting core; - second layer: 13,5 - 15,5
% (w/w) hydroxypropyl cellulose (e.g. Klucel EF), 72
- 75 % (w/w) active ingredient (e.g. Flibanserin) and
11 - 13 % (w/w) talc applied  in the range from 8
mg/cm2 to 12 mg/cm2, based on the specific surface
area of  the starting core; - second insulating layer:
100 % (w/w) hydroxypropyl methylcellulose (e.g.
hypromellose E5), applied in the range from 0.2 mg/cm2
to 1.5 mg/cm2, based  on the specific surface area of
the starting core, - third layer: 86 - 88 % (w/w)
Eudragit(r) L 100-55, 8 - 10 % (w/w) talc and 3 - 5 %
(w/w) triethyl citrate applied in the range from 0,8
mg/cm2 to 5.0 mg/cm2,  based on the specific surface
area of the starting core. WO 2008/022932
PCT/EP2007/058302  44 In a further preferred
embodiment, the layers of the controlled release
systems  having the above described application
quantities comprises, preferably  consists of: -
optional (first) insulating layer: 48 to 50 % (w/w)
hydroxypropyl methylcellulose  (e.g. Pharmacoat 603),
48 to 50 % (w/w) talc and 0.1 to 1.5 % of anti-foaming
agent (e.g. Dimeticon 350) applied in the range from
0.2 mg/cm2 to 1.5 mg/cm2, based on the specific
surface area of the starting core; - first layer: 82
to 84 % (w/w) ethylcellulose (e.g. ethylcellulose N10)
and 16 to  18 % (w/w) triethyl citrate applied in the
range from 2 mg/cm2 to 6 mg/cm2,  based on the
specific surface area of the starting core; - second
layer: 13,5 - 15,5 % (w/w) hydroxypropyl cellulose
(e.g. Klucel EF), 72  - 75 % (w/w) active ingredient
(e.g. Flibanserin) and 11 - 13 % (w/w) talc applied
in the range from 8 mg/cm2 to 12 mg/cm2, based on the
specific surface area of  



the starting core; - third layer: 46 - 48.5 % (w/w)
ethylcellulose (e.g. ethylcellulose N10), 46 - 48.5 %
(w/w) hydroxypropyl methylcellulose (e.g. hypromellose
E5) and 3 - 5.5 % (w/w) triethyl citrate applied in
the range from 0,8 mg/cm2 to 1.5 mg/cm2,  based on the
specific surface area of the starting core, - fourth
layer: 70 - 72 % (w/w) Eudragit(r) L 100-55, 15 - 20 %
(w/w)  hydroxypropyl methylcellulose (e.g.
hypromellose E5), 8 - 10 % (w/w) talc and  3 - 5 %
(w/w) triethyl citrate applied in the range from 0.8
mg/cm2 to 5 mg/cm2,  based on the specific surface
area of the starting core. In a further preferred
embodiment, the layers of the controlled release
systems  having the above described application
quantities comprises, preferably  consists of: WO
2008/022932 PCT/EP2007/058302  45 - optional (first)
insulating layer: 48 to 50 % (w/w) hydroxypropyl
methylcellulose  (e.g. Pharmacoat 603), 48 to 50 %
(w/w) talc and 0.1 to 1.5 % of anti-foaming  agent
(e.g. Dimeticon 350) applied in the range from 0.2
mg/cm2 to 1.5  mg/cm2, based on the specific surface
area of the starting core; - first layer: 82 to 84 %
(w/w) ethylcellulose (e.g. ethylcellulose N10) and 16
to  18 % (w/w) triethyl citrate applied in the range
from 2 mg/cm2 to 6 mg/cm2,  based on the specific
surface area of the starting core; - second layer:
13,5 - 15,5 % (w/w) hydroxypropyl cellulose (e.g.
Klucel EF), 72  - 75 % (w/w) active ingredient (e.g.
Flibanserin) and 11 - 13 % (w/w) talc applied  in the
range from 8 mg/cm2 to 12 mg/cm2, based on the
specific surface area of  the starting core; - second
insulating layer: 100 % (w/w) hydroxypropyl
methylcellulose (e.g.  hypromellose E5), applied in
the range from 0.2 mg/cm2 to 1.5 mg/cm2, based  on the
specific surface area of the starting core, - third
layer: 70 - 72 % (w/w) Eudragit(r) L 100-55, 15 - 20 %
(w/w)  



hydroxypropyl methylcellulose (e.g. hypromellose E5),
8 - 10 % (w/w) talc and  3 - 5 % (w/w) triethyl
citrate applied in the range from 0.8 mg/cm2 to 5
mg/cm2,  based on the specific surface area of the
starting core. In a further preferred embodiment, the
layers of the controlled release systems  having the
above described application quantities comprises,
preferably  consists of: - optional (first) insulating
layer: 48 to 50 % (w/w) hydroxypropyl methylcellulose
(e.g. Pharmacoat 603), 48 to 50 % (w/w) talc and 0.1
to 1.5 % of anti-foaming  agent (e.g. Dimeticon 350)
applied in the range from 0.2 mg/cm2 to 1.5 mg/cm2,
based on the specific surface area of the starting
core; WO 2008/022932 PCT/EP2007/058302  46 - first
layer: 82 to 84 % (w/w) ethylcellulose (e.g.
ethylcellulose N10) and 16 to  18 % (w/w) triethyl
citrate applied in the range from 2 mg/cm2 to 6
mg/cm2,  based on the specific surface area of the
starting core; - second layer: 13,5 - 15,5 % (w/w)
hydroxypropyl cellulose (e.g. Klucel EF), 72  - 75 %
(w/w) active ingredient (e.g. Flibanserin) and 11 - 13
% (w/w) talc applied  in the range from 8 mg/cm2 to 12
mg/cm2, based on the specific surface area of  the
starting core; - third layer: 46 - 48.5 % (w/w)
ethylcellulose (e.g. ethylcellulose N10), 46 - 48.5 %
(w/w) hydroxypropyl cellulose (e.g. Klucel EF) and 3 -
5.5 % (w/w)  triethyl citrate applied in the range
from 0,8 mg/cm2 to 1.5 mg/cm2, based on  the specific
surface area of the starting core, - fourth layer: 70
- 72 % (w/w) Eudragit(r) L 100-55, 15 - 20 % (w/w)
hydroxypropyl cellulose (e.g. Klucel EF), 8 - 10 %
(w/w) talc and 3 - 5 %  (w/w) triethyl citrate applied
in the range from 0.8 mg/cm2 to 5 mg/cm2, based  on
the specific surface area of the starting core. In a
further preferred embodiment, the layers of the
controlled release systems  having the above described
application quantities comprises, preferably  



consists of: - optional (first) insulating layer: 48
to 50 % (w/w) hydroxypropyl methylcellulose  (e.g.
Pharmacoat 603), 48 to 50 % (w/w) talc and 0.1 to 1.5
% of anti-foaming  agent (e.g. Dimeticon 350) applied
in the range from 0.2 mg/cm2 to 1.5 mg/cm2, based on
the specific surface area of the starting core; -
first layer: 82 to 84 % (w/w) ethylcellulose (e.g.
ethylcellulose N10) and 16 to  18 % (w/w) triethyl
citrate applied in the range from 2 mg/cm2 to 6
mg/cm2,  based on the specific surface area of the
starting core; WO 2008/022932 PCT/EP2007/058302  47 -
second layer: 13,5 - 15,5 % (w/w) hydroxypropyl
cellulose (e.g. Klucel EF), 72  - 75 % (w/w) active
ingredient (e.g. Flibanserin) and 11 - 13 % (w/w) talc
applied  in the range from 8 mg/cm2 to 12 mg/cm2,
based on the specific surface area of  the starting
core; - second insulating layer: 100 % (w/w)
hydroxypropyl methylcellulose (e.g.  hypromellose E5),
applied in the range from 0.2 mg/cm2 to 1.5 mg/cm2,
based  on the specific surface area of the starting
core, - third layer: 70 - 72 % (w/w) Eudragit(r) L
100-55, 15 - 20 % (w/w)  hydroxypropyl cellulose (e.g.
Klucel EF), 8 - 10 % (w/w) talc and 3 - 5 %  (w/w)
triethyl citrate applied in the range from 0.8 mg/cm2
to 5 mg/cm2, based  on the specific surface area of
the starting core. In a further preferred embodiment,
the layers of the controlled release systems  having
the above described application quantities comprises,
preferably  consists of: - optional (first) insulating
layer: 95 to 100 % (w/w) hydroxypropyl
methylcellulose (e.g. hypromellose E5) and 0 to 5 %
(w/w) applied in the  range from 0.2 mg/cm2 to 10.0
mg/cm2, based on the specific surface area of  the
starting core; - first layer: 62 to 86 % (w/w)
Eudragit RS, 5 to 20 % (w/w) triethyl citrate, 5 to  



10 % glycerol monostearate and 4 to 8 % sodium
sulphate applied in the  range from 2 mg/cm2 to 6
mg/cm2, based on the specific surface area of the
starting core; - second layer: 13,5 - 15,5 % (w/w)
hydroxylpropyl cellulose (e.g.Klucel EF), 72  - 75 %
(w/w) active ingredient (e.g. Flibanserin) and 11 - 13
% (w/w) talc applied  in the range from 8 mg/cm2 to 12
mg/cm2, based on the specific surface area of  the
starting core; WO 2008/022932 PCT/EP2007/058302  48 -
third layer: 63 - 72 % (w/w) hydroxypropyl
methylcellulose phthalate (e.g. HP  50(r)), 20 - 25 %
(w/w) povidone (e.g. Kollidon 17), 4 - 6 % glycerole
monostearate and 4 - 6 % (w/w) triethyl citrate
applied in the range from 0,8  mg/cm2 to 5 mg/cm2,
based on the specific surface area of the starting
core. The controlled release system of the present
invention may be prepared  according to conventionally
known methods. The controlled release system may  be
prepared by the following method described
hereinafter: The core material containing the pH
modifier may for example comprise crystals  of the
particular pH modifier(s) used or, more
advantageously, roughly spherical  particles of the
desired size containing a defined amount of pH
modifier(s),  which can be produced by methods known
and established in pharmaceutical  technology. The
core material may be produced, in particular, by pan
methods,  on pelleting plates or by
extrusion/spheronisation. Then the core material thus
obtained may be divided into fractions of the desired
diameter by screening.  Suitable core material has
preferably an average diameter of 0.4 to 1.5 mm,
preferably 0.6 to 0.8 mm. Subsequently, the optional
insulating layer may be applied to the core material.
This can be done by conventional methods, e.g. by
applying an aqueous  solution or dispersion of the
water-soluble, pharmaceutically acceptable
polymer(s), optionally with the addition of
plasticizers, separating agents and/or  



pigments and/or other suitable additives, in a
fluidised bed, in coating pans or in  a conventional
layer coating apparatus. If necessary the product can
then be  screened again. Thereafter, the first layer
may be applied. This can be done by conventional
methods, e.g. by applying a solution or dispersion
(aqueous-based or organic- based) of the
water-insoluble pharmaceutically acceptable
polymer(s), WO 2008/022932 PCT/EP2007/058302  49
optionally with the addition of suitable additives, in
a fluidised bed, in a coating  pans or in conventional
layer coating apparatus. If necessary the product can
then be screened again. Then, the active substance may
be applied from a solution or dispersion  preferably
containing binder and optionally separating agent
and/or other  additives. The volatile solvent or
dispersant is removed during or after the  process by
drying. The solvents or dispersants used in the
process according to the present invention may be for
example water, ethanol, isopropanol, acetone  or
mixtures of these solvents with one another.
Emulsifiers or stabilizers may be  present such as
cetyl alcohol, Nonoxynol 100, oleic acid, polysorbates
(polyethylene sorbitan fatty acid esters), sodium
hydroxide, sodium lauryl  sulphate, sorbic acid and
the like. The application of active substance to the
core material may be carried out by  established
methods known in pharmaceutical technology, e.g. in
coating pans,  conventional layer coating apparatus or
by the fluidised bed method. Then a  further screening
process may be carried out. Subsequently a further
optional (second) insulation layer may be provided on
the second layer. Said insulating layer is composed as
already described. This  insulating layer may be
present additionally or alternatively to the first
insulating  layer. Afterwards the third layer can be
produced by methods known and established  



in pharmaceutical technology. This can be done by
conventional methods, e.g.  by applying a dispersion
of the pharmaceutically acceptable polymer(s) having
anionic or no ionic groups, optionally with the
addition of plasticizers and/or  other suitable
additives, in a fluidised bed, in coating pans or in a
conventional  layer coating apparatus. If necessary
the product can then be screened again. WO 2008/022932
PCT/EP2007/058302  50 To reduce any increased abrasion
during transfer into capsules and/or to  increase the
shelf life or in order to add a further diffusion
barrier, the controlled  release system may finally be
coated with a coating (i.e. the optional fourth
layer) preferably of a conventional pharmaceutical
film forming agent, plasticizer  and optionally
pigment. This may be done by conventional methods. The
controlled release system of the present invention can
be of any suitable  size and shape, for example round,
oval, polygonal or pillow-shaped, and  optionally bear
non-functional surface markings. When core material
with an average diameter of 0.4-1.5 mm is used, the
process described above produces for example pellets
containing active  substance, which can then be packed
into capsules. To do this, a number of  these units
corresponding to the required dosage may be packed
into capsules  in a standard capsule filling machine.
Suitable hard capsules include, for  example, hard
gelatine capsules or hard capsules of hydroxypropyl
methylcellulose (HPMC). Alternatively these units may
be compressed together  with suitable binders into
tablets which disintegrate in the stomach releasing
the  coated pellets. In case tablets or capsules are
provided they may be packed in bottles or  blisters
well known in the art. Among such blisters are such
being made of  polyvinylchloride or polyvinylidene
chloride. Aluminum-blisters are also possible. Bottles
may be made of poylpropylene or polyethylene for
example. Other  conventional packaging materials are
possible, too. 



The controlled release systems of the invention, for
example present in  capsules or in another suitable
dosage form, can be packaged in a container,
accompanied by a package insert providing pertinent
information such as, for  example, dosage and
administration information, contraindications,
precautions,  drug interactions and adverse reactions.
WO 2008/022932 PCT/EP2007/058302  51 BRIEF DESCRIPTION
OF THE DRAWINGS  In the drawings Fig. 1 shows a
sectional schematic and enlarged view of a controlled
release system of the prior art; Fig. 2 shows a
sectional schematic and enlarged view of a preferred
embodiment of the controlled release system according
to the  present invention; Figs. 3 to 14 represent
flow diagrams illustrating a preferred method for the
manufacturing of the controlled release system
according to the  present invention; and Fig. 15 shows
the results of a in-vitro dissolution profiles of
three  different modified release formulations
according to the  invention compared to one
non-modified release formulation as  more fully
described in Example 4 Fig. 1 shows a controlled
release system of prior art wherein anions of salts
are  present in the core 1. Thereon a modulating layer
2 is provided which is  composed of a neutral polymer
layer such as Eudragit(r) NE. The modulating  layer 2
is layered with a drug layer 3 and further coated with
controlled release  layer 4 of methacrylate polymer
having quaternary ammonium ions such as  Eudragit(r)
RL/RS as outmost layer. The release mechanism is based
on the ion  exchanger Eudragit(r) RS in the outmost
layer 4 which changes the permeability  and thus
controls the solubility of the drug. 



In contrast to prior art as illustrated in Fig. 1 the
function of the controlled  release system of the
present invention is not based on the change of the
permeability of the outmost layer but mainly on ionic
interactions between the  core and, for example, the
first layer and third layer. According to the present
invention the outmost layer has no cationic groups
such as quaternary  ammonium groups so that the
mechanism of release is totally different. WO
2008/022932 PCT/EP2007/058302  52 Furthermore, the
controlled release system of the present invention
does  function in vitro and in vivo. FIG. 2 shows a
sectional schematic and enlarged view of a preferred
embodiment of a controlled release system according to
the present invention.  The preferably
bead-shaped/spherical core portion 10 contains or
consists of  one or more pharmaceutically acceptable
organic acids and/or bases and/or  buffers and
optionally suitable excipients. This is optionally
followed by a layer  which separates the core 10 from
the subsequent layers, the so-called  insulating layer
20. The insulating layer 20 in turn, or the core
material 10 in the  absence of an insulating layer 20,
is surrounded by a first layer 30 containing or
consisting of one or more water-insoluble polymers and
optional excipients, on  which is applied the active
substance layer 40, which are both preferably also
spherical, which itself be surrounded by the third
layer 50 containing or  consisting of one or more
polymers having no cationic groups in the molecules
and optional excipients, on which one or more coatings
60 may be provided to  increase the abrasion
resistance and shelf life of the controlled release
system  of the present invention or to control the
release of the active ingredient at low  pH-values
(e.g. pH 1). Further, the release of the controlled
release system of the present invention is
schematically represented in Fig. 2 by the gastric
liquid (pH about 1), for  example the fluid penetrates
into the formulation (a) dissolving the active  



substance which for example might be a weak base. The
release rate of the  active substance is then
controlled by the fourth layer (60) Moving into the
small  intestine the pH raises towards 6, thus for
this example the fourth layer would  be dissolved. The
enteric liquid will penetrate the core hence, the
dissolved pH  modifier penetrates layer 1 (30)
enhancing dissolution of the active substance at
controlled pH (B), Finally, the third layer controls
drug release. Figures 3 to 15 will be described in
detail in the Examples. WO 2008/022932
PCT/EP2007/058302  53 The advantages of the present
invention are manifold: The invention shows well
controlled release of the pharmaceutically active
substance(s), i. e. the controlled release system
according to the present  invention exhibit improved
bioavailability of the active substance(s) contained
therein due to a release profile being almost
pH-independent. Furthermore, the pH modifier(s) in the
core is separated from the active  substance core
which provides a number of advantages: A desired
controlled release system which can inhibit the
dissolution and  release of the active substance for a
predetermined period of time can be  obtained and the
release of the active substance after the initiation
of dissolving  can be reliably achieved, the desired
level in blood of the active substance for a  long
period of time can be realized. Undesirable
interactions between pH  modifier(s) and active
substance(s) in spite of the use of pH modifier(s) to
improve the solubility may be prevented. The
controlled release system of the  present invention
remains sufficiently stable when stored. Only after
the  administration of the formulation system does the
pH modifier(s) dissolve and  produce a micro climate
in which the active substance can dissolve. The
invention described will now be illustrated by the
Examples which follow  various other embodiments and
will become apparent to the skilled person from  the
present specification. However, it is expressly
pointed out that the Examples  



and description are intended solely as an illustration
and should not be regarded as restricting the
invention. In the following the invention is
exemplified by formulations for pellets. However,  the
present invention is not limited to pellets, but other
dosage forms are  possible. The active ingredient for
each formulation given is each of the  compounds
mentioned above. Each of the examples shall be
combined with  each of the listed compounds. This
means each of the examples given below WO 2008/022932
PCT/EP2007/058302  54 shall count for each of the
compounds listed above. The preferred active
substances as defined above, define the preferred
formulations. The information given will allow the
skilled person in the art to manufacture the  desired
dosage form of any of the aforementioned active
ingredients with the  therapeutically necessary
dosage. Each of the dosage forms may have a total
weight of 50 mg, 100 mg, 150 mg,  200 mg, 250 mg, 300
mg, 350 mg, 400 mg, 450 mg, 500 mg, 550 mg, 600 mg,
650 mg, 700 mg, 750 mg, 800 mg, 850 mg, 900 mg, 950
mg, 1000 mg or even  more or less. Examples  Example 1
In the following a preferable process to manufacture
the controlled release  system of the present
invention is exemplarily described. However, the
process  steps are not intended to be of limitative
character at all. The preparation of the controlled
release system of the present invention in the
following Example usually takes place over 6 steps:
step a): preparation of core material containing pH
modifier;  step b): preparation of the first layer;
step c): preparation of the second layer containing
active substance;  step d): preparation of the third
layer; 



step e): preparation of the fourth layer; and  step
f): packing into capsules. The steps will be described
in the following in detail:  Step a) WO 2008/022932
PCT/EP2007/058302  55 Preparation of Core Material
Containing pH Modifier al) 1 part by weight of gum
arabic is dissolved with stirring in 4 parts by weight
of purified water at 500 C 5 parts by weight of
tartaric acid are then dissolved in  this solution
with stirring. 8.3 parts by weight of tartaric acid
crystals with an average particle size of 0.4 to  0.6
mm are placed in a suitable coating apparatus fitted
with an air inlet and  exhaust and the container is
set rotating. At an air inlet temperature of 60 -80
C. The tartaric acid crystals are sprayed with the
solution of tartaric acid-gum  arabic in intermittent
operation and sprinkled with a total of 6.7 parts by
weight  of powdered tartaric acid, so as to produce
roughly spherical particles. The spherical tartaric
acid core material is then dried in the rotating
container at  an air inlet temperature of 60-80 C. The
core material is fractionated using a tumbler
screening machine with  perforated plates having
nominal mesh sizes of 0.6 and 0.8 mm. The product
fraction of between 0.6 and 0.8 mm is used in
subsequent processing. a2) Isolation of the Core
Material Containing Tartaric Acid 0.5 parts of
hyprmellose are dissolved in 10.1 parts of 96 %
ethanol. Further 0.5  parts of talc together with 0.01
parts of polydimethylsiloxane are dispersed into  the
hypromellose/ethanol solution with stirring. This
insulating dispersion is  sprayed onto the tartaric
acid cores (al) in a fluidised bed processing plant,
21  parts by weight of tartaric acid-containing core
material are sprayed with the  hypromellose/talc
dispersion at an air entry temperature of 35-40 C. by
the  under-bed spraying method. The isolated tartaric
acid-containing core material  



is then dried in the circulating air dryer at 40 C for
8 hours. To remove lumps  the dried isolated tartaric
acid-containing core material is screened through a
screen with a nominal mesh size of 1.0 mm. The
fraction of material (particle  size less than 1 mm)
is further processed. The other steps b) to f) are
illustrated in flow diagrams shown in Figures 3 to 7.
WO 2008/022932 PCT/EP2007/058302  56  Step b)
Preparation of the First Layer As illustrated in Fig.
3 it may be started with a core material prepared as
described above, for example a core material
containing tartaric acid, the first  layer was
subsequently prepared as follows: 1. Preparation of
the Lake Solution Isopropyl alcohol (4730.00 g) was
charged in a suitable reaction vessel and  then
triethyl citrate (45.00 g) and ethylcellulose typ N10
(225.00 g) were added  in portions and dispersed in
this solution with stirring. The solution was stirred
at  room temperature overnight. It was obtained a lake
solution. 2. Spraying of the obtained lake solution
Then the obtained lake solution was sprayed onto 1500
g of tartaric starter  pellets (insulated). To this
purpose the pellets were placed in a suitable coating
apparatus fitted with an air inlet and exhaust. At an
air inlet temperature of  about 45C the tartaric
pellets were sprayed with the lake solution in
continuous  operation so as to produce roughly
spherical particles. The following conditions  were
used: inlet air quantity 100 m3/h  spraying rate 2 -
18 g/min  spray pressure 0.6 bar,  micro climate 0.2
bar  nozzle diameter 1.2 mm  



spray time about 7 h  product temperature 30 - 40C WO
2008/022932 PCT/EP2007/058302  57 The virtually
spherical product obtained was then dried in a
suitable drying  device at 40C for 12 hours. The
product was fractionated using a suitable  screening
machine with perforated plates having nominal mesh
sizes of 1.0 mm.  Step c) Preparation of the Second
Layer Containing the Active Substance  1. Preparation
of the Lake Solution As illustrated in Fig. 4
isopropyl alcohol (1360.00 g) was charged in a
suitable  reaction vessel and then Klucel EF (binder;
50.00 g), an active substance  (250.00 g) added in
portions and talc (40.00 g) were dispersed in this
solution  with stirring. The solution was stirred at
room temperature overnight. It was  obtained a lake
solution. 2. Spraying of the obtained lake solution
Then the lake solution was sprayed onto 778 g of the
product obtained in step  b). To this purpose the
product was placed in a suitable coating apparatus
fitted  with an air inlet and exhaust. At an air inlet
temperature of about 25C the  product was sprayed with
the lake solution in continuous operation and
sprinkled so as to produce roughly spherical
particles. The following conditions  were used: inlet
air quantity 100 m3/h  spraying rate 1 - 10 g/min
spray pressure 0.6 bar,  micro climate 0.2 bar  nozzle
diameter 1.2 mm  spray time about 5 h  product
temperature 20 - 25C 



WO 2008/022932 PCT/EP2007/058302  58 The virtually
spherical product obtained was then dried in a
suitable drying  device at 400C for 12 hours. The
product was fractionated using a suitable  screening
machine with perforated plates having nominal mesh
sizes of 1.25  mm. Step d) Preparation of the Third
Layer 1. Preparation of the Lake Solution As
illustrated in Fig. 5 isopropyl alcohol (421.70 g) was
charged in a suitable  reaction vessel and then
purified water (74.42 g), triethyl citrate (1.65 g),
ethylcellulose type N10 (16.50 g) and hypromellose
(Methocel E5, 16.50 g)  were added in portions and
dispersed in this solution with stirring. The solution
was stirred at room temperature overnight. It was
obtained a lake solution. 2. Spraying of the obtained
lake solution Then the lake solution was sprayed onto
1100 g of the product obtained in step  c). To this
purpose the pellets were placed in a suitable coating
apparatus fitted  with an air inlet and exhaust. At an
air inlet temperature of about 350C the  product was
sprayed with the lake solution in continuous operation
and  sprinkled so as to produce roughly spherical
particles. The following conditions  were used: inlet
air quantity 70 m3/h  spraying rate 2 - 6 g/min  spray
pressure 0.6 bar,  micro climate 0.2 bar  nozzle
diameter 1.2 mm  spray time about 4 h  product
temperature 30 - 350C WO 2008/022932 PCT/EP2007/058302



59 The virtually spherical product obtained was then
dried in a suitable drying  device at 40C for 12
hours. The product was fractionated using a suitable
screening machine with perforated plates having
nominal mesh sizes of 1.25  mm. Step e) Preparation of
the Fourth Layer 1. Preparation of the Lake Solution
As illustrated in Fig. 6 isopropyl alcohol (341.36 g)
was charged in a suitable  reaction vessel and then
triethyl citrate (1.25 g), Eudragit(r) L 100-55 (25.00
g)  and purified water (46.550 g) were added in
portions and dispersed in this  solution with
stirring. The solution was stirred at room temperature
overnight. It  was obtained a lake solution. 2.
Spraying of the obtained lake solution Then talc (2.50
g) was suspended into the lake solution which was
subsequently sprayed onto 1000.0 g of the product
obtained in step d). To this  purpose the pellets were
placed in a suitable coating apparatus fitted with an
air  inlet and exhaust. At an air inlet temperature of
about 35C the product was  sprayed with the lake
solution in continuous operation and sprinkled so as
to  produce roughly spherical particles. The following
conditions were used: inlet air quantity 70 m3/h
spraying rate 2 - 6 g/min  spray pressure 0.6 bar,
micro climate 0.2 bar  nozzle diameter 1.2 mm  spray
time about 3 h  product temperature 30 - 35C WO
2008/022932 PCT/EP2007/058302  60 



The virtually spherical product obtained was then
dried in a suitable drying  device at 25C for 12
hours. The product was fractionated using a suitable
screening machine with perforated plates having
nominal mesh sizes of 1.25  mm. Step f) Packing into
Capsules As illustrated in Fig. 7 a quantity of
pellets containing active substance was  mixed with
talc to obtain the final mixture which was
subsequently packed into  size capsules such as hard
gelatine capsules size 0 using a capsule filling
machine. During or after any step usual Internal
Process Controls (IPC) were employed.  Example 2 The
preparation of the controlled release system of the
present invention in the  following Example usually
takes place over 6 steps: step a): preparation of core
material containing pH modifier;  step b): preparation
of the first layer; step c): preparation of the second
layer containing active substance;  step d):
preparation of an insulating layer; step e):
preparation of the third layer; and  step f): packing
into capsules. The same process steps a), b) and c)
were performed as described above in  Example 1. Then
the process was continued as follows: step d)
Insulating layer WO 2008/022932 PCT/EP2007/058302  61
1. Preparation of the Lake Solution As illustrated in
Fig. 8 purified water (466.88 g) was charged in a
suitable  reaction vessel and then hypromellose
(Methocel E5) (22.00 g) at a  



temperature of 70 to 75C added in portions and
dispersed in this solution with  stirring. The
solution was cooled and stirred at room temperature
overnight. It  was obtained a lake solution. 2.
Spraying of the obtained lake solution Then the lake
solution was sprayed onto 1100.0 g of the product
obtained in  step c). To this purpose the pellets were
placed in a suitable coating apparatus  fitted with an
air inlet and exhaust. At an air inlet temperature of
about 40C the  product was sprayed with the lake
solution in continuous operation and sprinkled so as
to produce roughly spherical particles. The following
conditions  were used: inlet air quantity 70 m3/h
spraying rate 1 - 6 g/min  spray pressure 0.6 bar,
micro climate 0.2 bar  nozzle diameter 1.2 mm  spray
time about 3 h  product temperature 30 - 35C The
virtually spherical product obtained was then dried in
a suitable drying  device at 40C for 12 hours. The
product was fractionated using a suitable  screening
machine with perforated plates having nominal mesh
sizes of 1.25  mm. Step e) WO 2008/022932
PCT/EP2007/058302  62  Preparation of the Third Layer
1. Preparation of the Lake Solution As illustrated in
Fig. 9 isopropyl alcohol (341.36 g) was charged in a
suitable  reaction vessel and then triethyl citrate
(1.25 g), Eudragit(r) L 100-55 (25.00 g)  and purified
water (46.55 g) were added in portions and dispersed
in this  



solution with stirring. The solution was stirred at
room temperature overnight. It  was obtained a lake
solution. 2. Spraying of the obtained lake solution
Then talc (2.50 g) was suspended into the lake
solution which was  subsequently sprayed onto 1000.0 g
of the product obtained in step d). To this  purpose
the pellets were placed in a suitable coating
apparatus fitted with an air  inlet and exhaust. At an
air inlet temperature of about 35C the product was
sprayed with the lake solution in continuous operation
and sprinkled so as to  produce roughly spherical
particles. The following conditions were used: inlet
air quantity 70 m3/h  spraying rate 2 - 6 g/min  spray
pressure 0.6 bar,  micro climate 0.2 bar  nozzle
diameter 1.2 mm  spray time about 3 h  product
temperature 30 - 35C The virtually spherical product
obtained was then dried in a suitable drying  device
at 25C for 12 hours. The product was fractionated
using a suitable  screening machine with perforated
plates having nominal mesh sizes of 1.25  mm. WO
2008/022932 PCT/EP2007/058302  63  Step f) Packing
into Capsules As illustrated in Fig. 10 a quantity of
pellets containing active substance was  mixed with
talc to obtain the final mixture which was
subsequently packed into  size capsules such as hard
gelatine capsules size 0 using a capsule filling
machine. During or after any step usual Internal
Process Controls (IPC) were employed.  



Example 3 In the following a preferable process to
manufacture the controlled release  system of the
present invention is exemplarily described. However,
the process  steps are not intended to be of
limitative character at all. The preparation of the
controlled release system of the present invention in
the  following Example usually takes place over 6
steps: step a): preparation of core material
containing pH modifier;  step b): preparation of the
first layer; step c): preparation of the second layer
containing active substance;  step d): preparation of
the third layer; step e): packing into capsules. The
steps will be described in the following in detail:
Step a) Preparation of Core Material Containing pH
Modifier al) 1 part by weight of gum arabic is
dissolved with stirring in 4 parts by weight  of
purified water at 50 C 5 parts by weight of tartaric
acid are then dissolved in  this solution with
stirring. WO 2008/022932 PCT/EP2007/058302  64 8.3
parts by weight of tartaric acid crystals with an
average particle size of 0.4 to  0.6 mm are placed in
a suitable coating apparatus fitted with an air inlet
and  exhaust and the container is set rotating. At an
air inlet temperature of 60-80  C. The tartaric acid
crystals are sprayed with the solution of tartaric
acid-gum  arabic in intermittent operation and
sprinkled with a total of 6.7 parts by weight  of
powdered tartaric acid, so as to produce roughly
spherical particles. The spherical tartaric acid core
material is then dried in the rotating container at
an air inlet temperature of 60-80 C. The core material
is fractionated using a tumbler screening machine with
perforated plates having nominal mesh sizes of 0.6 and
0.8 mm. The product  



fraction of between 0.6 and 0.8 mm is used in
subsequent processing. a2) Isolation of the Core
Material Containing Tartaric Acid 1 part of
hyprmellose is dispersed in 9 parts of water at 90 C
and further  dissolved with stirring cooling the
dispersion to 20 C. This insulating solution is
sprayed onto the tartaric acid cores (al) in a
fluidised bed processing plant, 1  part by weight of
tartaric acid-containing core material is sprayed with
the  hypromellose solution at an air entry temperature
of 45-49 C by the Wurster  spraying method. The
isolated tartaric acid-containing core material is
then  dried in the circulating air dryer at 40 C for
12 hours. To remove lumps the  dried isolated tartaric
acid-containing core material is screened through a
screen with a nominal mesh size of 1.0 mm. The
fraction of material (particle  size less than 1 mm)
is further processed. The other steps b) to e) are
illustrated in flow diagrams shown in Figures 11 to
14. Step b) Preparation of the First Layer WO
2008/022932 PCT/EP2007/058302  65 As illustrated in
Fig. 11 it may be started with a core material
prepared as  described above, for example a core
material containing tartaric acid, the first  layer
was subsequently prepared as follows: 1. Preparation
of the Lake Solution Purified water (1385.71 g) was
charged in a suitable reaction vessel and then
triethyl citrate (10.00 g), glycerol monostearate
(10.00 g), sodium sulphate  (8.83) and Eudragit RS 30
D (666.67 g) were added in portions and dispersed  in
this solution with stirring. The solution was stirred
at room temperature  overnight. It was obtained a lake
solution. 2. Spraying of the obtained lake solution
Then the obtained lake solution was sprayed onto 1000
g of tartaric starter  



pellets (insulated). To this purpose the pellets were
placed in a suitable coating  apparatus fitted with an
air inlet and exhaust. At an air inlet temperature of
about 40 - 48 C the tartaric pellets were sprayed with
the lake solution in  continuous operation so as to
produce roughly spherical particles. The following
conditions were used: inlet air quantity 90 m3/h
spraying rate 2 - 10 g/min  spray pressure 1.2 bar,
nozzle diameter 1.0 mm  spray time about 7 h  product
temperature 30 - 35C The virtually spherical product
obtained was then dried in a suitable drying  device
at 40C for 24 hours. The product was fractionated
using a suitable  screening machine with perforated
plates having nominal mesh sizes of 1.0 mm. WO
2008/022932 PCT/EP2007/058302  66  Step c) Preparation
of the Second Layer Containing the Active Substance
1. Preparation of the Lake Solution As illustrated in
Fig. 12 isopropyl alcohol (1360.00 g) was charged in a
suitable  reaction vessel and then Klucel EF (binder;
50.00 g), an active substance  (250.00 g) added in
portions and talc (40.00 g) were dispersed in this
solution  with stirring. The solution was stirred at
room temperature overnight. It was  obtained a lake
solution. 2. Spraying of the obtained lake solution
Then the lake solution was sprayed onto 778 g of the
product obtained in step  b). To this purpose the
product was placed in a suitable coating apparatus
fitted  with an air inlet and exhaust. At an air inlet
temperature of about 25C the  product was sprayed with
the lake solution in continuous operation and  



sprinkled so as to produce roughly spherical
particles. The following conditions  were used: inlet
air quantity 100 m3/h  spraying rate 1 - 10 g/min
spray pressure 0.6 bar,  micro climate 0.2 bar  nozzle
diameter 1.2 mm  spray time about 5 h  product
temperature 20 - 25C The virtually spherical product
obtained was then dried in a suitable drying  device
at 40C for 12 hours. The product was fractionated
using a suitable  screening machine with perforated
plates having nominal mesh sizes of 1.25  mm. WO
2008/022932 PCT/EP2007/058302  67  Step d) Preparation
of the Third Layer 1. Preparation of the Lake Solution
As illustrated in Fig. 13 isopropyl alcohol (33.09 g)
was charged in a suitable  reaction vessel and then
purified water (7.79 g), triethyl citrate (0.12 g),
glycerol  monostearate (0.12 g), HP 50(r) (1.80 g) and
Kollidon 17(r) (0.60 g) were added in  portions and
dispersed in this solution with stirring. The solution
was stirred at  room temperature overnight. It was
obtained a lake solution. 2. Spraying of the obtained
lake solution Then the lake solution was sprayed onto
30 g of the product obtained in step c).  To this
purpose the pellets were placed in a suitable coating
apparatus fitted  with an air inlet and exhaust. At an
air inlet temperature of about 35C the  product was
sprayed with the lake solution in continuous operation
and  sprinkled so as to produce roughly spherical
particles. The following conditions  



were used: inlet air quantity 500 mbar  spraying rate
0.3 - 0.5 g/min  spray pressure 0.8 bar, nozzle
diameter 0.3 mm  spray time about 2 h  product
temperature 22 - 28C The virtually spherical product
obtained was then dried in a suitable drying  device
at 40C for 12 hours. The product was fractionated
using a suitable  screening machine with perforated
plates having nominal mesh sizes of 1.25  mm. WO
2008/022932 PCT/EP2007/058302  68  Step e) Packing
into Capsules As illustrated in Fig. 7 a quantity of
pellets containing active substance was  mixed with
talc to obtain the final mixture which was
subsequently packed into  size capsules such as hard
gelatine capsules size 0 using a capsule filling
machine. During or after any step usual Internal
Process Controls (IPC) were employed.  Example 4
Dissolution profiles of modified release formulations
of each of examples 1 to 3  were evaluated and
compared to an immediate release formulation
(flibanserin  IR tablet 100 mg) as described e.g. in
WO 03-097058 (Example 3). Dissolution testing was
performed in apparatus 2 (USP 30) equipped with a pH-
sensor and a titration apparatus. The drug product is
placed in a biphasic  dissolution medium with a lower
phosphate buffered aqueous phase of 550 ml  which is
covered by an upper lipophilic phase of 100 ml
n-octanol facilitating  sink conditions in the
lipophilic phase throughout the dissolution test. Drug



release in the test apparatus is performed at 37C and
50 rpm for 24 hours in  an apparatus 2 dissolution
vessel. Quantification of drug release is performed
online using a UV-DAD spectrophotometer for each
phase. During the  dissolution test pH-values are
adjusted in 3 stages using a suitable titration
system: stage 1 pH 2 (1 h), stage 2 pH 5.5 (2 + 2 h),
stage 3 pH 6.8 (19 h). pH  adjustment is performed
using 5 M sodium hydroxide solution. In order to test
the drug products ability to release the active
ingredients at pH 5.5 in  combination with the
incorporated pH modifier, a decreased pH value in
stage 2  (pH < 5.5) is readjusted to the initial value
after 2 hours. All dissolution profiles  display the
total drug dissolved in aqueous and organic phase
together. WO 2008/022932 PCT/EP2007/058302  69 Data
are shown in Fig. 15. During the first hour in pH 2 at
which the active  ingredient displays good solubility,
all examples proofed to prevent dose  dumping. In
contrast the IR tablet released the entire dose within
20 min at the  first stage of pH 2 for 1 hour. At the
beginning of the second stage (pH 5.5) the  absorption
of active ingredient dissolved in the aqueous phase at
pH 2 (stage 1)  into the octanol phase is not
completed hence, the dissolved fraction of active
ingredient in the aqueous phase is susceptible to
precipitate at the pH change  from 2 to 5.5. This
phenomenon is highly pronounced for the IR tablet in
the  combined dissolution / absorption test however,
is not of in vivo relevance for  the IR tablet, for
the AUC of the IR tablet is determined by the early
drug  release at low pH in the stomach. In contrast
the advantageous modified  release formulations showed
various drug release rates controlled by the
prototypes especially at pH values (5.5 - 6.8) where
the aqueous solubility of  the active ingredient is
poor. WO 2008/022932 PCT/EP2007/058302  70 Claims  



1. Pharmaceutical controlled release system for
administration, particularly  oral administration, of
active substances with pH-dependent solubilities,
comprising a) a core material comprising one or more
pharmaceutically acceptable pH  modifiers; b)
optionally an insulating layer, c) a first layer
comprising one or more pharmaceutically acceptable
water- insoluble polymers; d) a second layer
comprising at least one active substance having a pH-
dependent solubility; e) a third layer comprising one
or more pharmaceutically acceptable  polymers having
anionic or no ionic groups; and f) optionally a fourth
layer. 2. Pharmaceutical controlled release system
according to claim 1,  characterized in that the core
material comprises one or more pH modifiers, one  or
more binders and optionally one or more other
excipients. 3. Pharmaceutical controlled release
system according to claim 1 or 2,  characterized in
that the pH modifier(s) being selected from the group
consisting of one or more pharmaceutically acceptable
organic acids, one or  more pharmaceutically
acceptable bases, one or more pharmaceutically
acceptable buffers and mixtures thereof. 4.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the pH modifier(s) being in solid or  liquid
form. 5. Pharmaceutical controlled release system
according to one or more of the  preceding claims,
characterized in that the organic acids and/or bases
to be  contained in the core are selected from the
group consisting of acetic acid, WO 2008/022932
PCT/EP2007/058302  71 



adipic acid, ascorbic acid, I-alanine, arginine,
asparagines, aspartic acid,  benzenesulphonic acid
(besylate), benzoic acid, p-bromophenylsulphonic acid,
camphorsulphonic acid, carbonic acid,
gamma-carboxyglutamic acid, citric acid,  cysteine,
ethanesulphonic acid, fumaric acid, particularly
cis-fumaric acid and/or  trans-fumaric acid, gluconic
acid, glutamic acid, glutaric acid, 1-glutamine,
hydrobromic acid, hydrochloric acid, hydroiodic acid,
isethionic acid, isoleucine,  lactic acid, 1-leucine,
lysine, maleic acid, malic acid, malonic acid,
mandelic acid,  methanesulphonic acid (mesylate),
methionine, mucinic acid, nitric acid, omithine,
oxalic acid, pamoic acid, pantothenic acid, phosphoric
acid, serine,  sorbic acid, succinic acid, sulphuric
acid, tartaric acid, p-toluenesulphonic acid,
tyrosine, glutamic acid, valine and derivates and
mixtures thereof. 6. Pharmaceutical controlled release
system according to any one or more of  the preceding
claims, characterized in that the organic acids are
selected from  the group consisting of acetic acid,
ascorbic acid, tartaric acid, glutaric acid,  malic
acid, fumaric acid, citric acid, lactic acid, adipic
acid and succinic acid or  combinations thereof.. 7.
Pharmaceutical controlled release system according to
any one or more of  the preceding claims,
characterized in that the buffers are selected from
the  group consisting of Mcllvaine buffers (for
example citric acid phosphate buffer,  pH 2.2-7.0),
ammonia solution, calcium carbonate, tribasic calcium
phosphate,  dibasic sodium or potassium phosphate,
citric acid monohydrate,  diethanolamine, malic acid,
monobasic sodium phosphate, monoethanolamine,
monosodium glutamate, phosphoric acid, potassium
citrate, sodium acetate,  sodium bicarbonate, sodium
borate, sodium citrate dihydrate, sodium hydroxide,
sodium lactate, triethanolamine and derivatives and
mixtures thereof. 8. Pharmaceutical controlled release
system according to one or more of the  preceding
claims characterized in that the core material has an
average particle  size of 0.4 to 1.5 mm. WO
2008/022932 PCT/EP2007/058302  



72 9. Pharmaceutical controlled release system
according to one or more of  the preceding claims,
characterized in that the first layer comprises one or
more  water-insoluble polymers, optionally one or more
plastiziers and/or one or more  separating agents
and/or one or more pigments and/or other excipients.
10. Pharmaceutical controlled release system according
to one or more of the  preceding claims, characterized
in that the water-insoluble polymer(s) contained  in
the first layer is (are) selected from acrylic and/or
methacrylic (co-)polymer(s)  which may contain
quaternary ammonium groups, alkylcelluloses such as
ethylcelluloses, cellulose acetate, polyvinyl acetate
and derivatives and  mixtures thereof. 11.
Pharmaceutical controlled release system according to
claim 10,  characterized in that the water-insoluble
polymer in the first layer is an  ethylcellulose. 12.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the third layer comprises one or  more polymers
having anionic or no ionic groups and one or more
plastiziers  and optionally one or more separating
agents and/or other excipients. 13. Pharmaceutical
controlled release system according to one or more of
the  preceding claims, characterized in that the
polymer having anionic or no ionic  groups contained
in the third layer is selected from polymers and/or
copolymers  comprising acrylic and/or methacrylic
acids or derivatives thereof (having no  cationic
groups ), alkylcelluloses and derivatives thereof such
as ethylcellulose,  hydroxyalkyl celluloses and
derivatives thereof, hydroxyalkyl alkylcelluloses like
hydroxypropyl methylcellulose, and derivatives thereof
such as hydroxypropyl  methylcellulose phthalate,
hydroxypropyl methylcellulose acetate succinate,
cellulose acetates and derivatives thereof such as
cellulose acetate trimellitate,  cellulose acetate
phthalate, polyvinyl acetates and derivatives thereof
such as  polyvinyl acetate phthalate, shellac and
derivatives and mixtures thereof. 



WO 2008/022932 PCT/EP2007/058302  73 14.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the polymer having anionic or no  ionic groups
contained in the third layer is selected from the
group consisting of  Eudragit(r) NE, ethylcellulose,
Kollicoat(r) EMM 30D; poly(methacrylic acid,
ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L 30D-55); poly(methacrylic  acid, methyl
methacrylate) 1:1 (Eudragit(r) L 100);
poly(methacrylic acid, methyl  methacrylate) 1:2
(Eudragit(r) S); and/or mixtures thereof. 15.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the polymer having anionic or no  ionic groups
contained in the third layer is selected from the
group consisting of  ethylcellulose, hydroxypropyl
methylcellulose phthalate, and poly(methacrylic  acid,
ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L 30D-55); and/or  mixtures thereof. 16.
Pharmaceutical controlled release system according to
one or more of the  preceding claims characterized in
that the third layer comprises additionally a  pore
former. 17. Pharmaceutical controlled release system
according to claim 16  characterized in that the pore
former is selected from the group consisting of
methylcellulose, hydroxypropyl methylcelIuloses,
hydroxypropyl cellulose,  hydroxyethyl cellulose,
povidone (e.g. Kollidon 17) and Eudragit(r) E
(Poly(butyl  methacrylate, (2-dimethylaminoethyl)
methacrylate, methyl methacrylate) 1:2:1)  18.
Pharmaceutical controlled release system according to
one or more of the  preceding claims, characterized in
that the polymer in the first and the third  layer may
be identical or different. 19. Pharmaceutical
controlled release system according to one or more of
the preceding claims, characterized in that the second
layer comprises one or WO 2008/022932
PCT/EP2007/058302  



74 more active substances having pH-dependent
solubility, one or more binders  and optionally one or
more other excipients. 20. Pharmaceutical controlled
release system according to one or more of the
preceding claims, characterized in that the insulating
layer(s) comprise(s) one  or more water-soluble
polymers, optionally one or more plasticizers, and/or
one  or more separating agents and/or one or more
pigments and/or other excipients.  21. Pharmaceutical
controlled release system according to claim 20,
characterized in that said water-soluble polymer of
the insulating layer is  selected from the group
consisting of gum arabic or a partially or totally
synthetic polymer selected from among the alkyl
celluloses and derivatives  thereof such as
methylcelluloses, hydroxyalkyl celluloses and
derivatives  thereof such as hydroxyethyl celluloses,
hydroxypropyl celluloses, hydroxyalkyl
alkylcelluloses and derivatives thereof such as the
hydroxypropylmethyl  celluloses, carboxyal kylcel I u
loses such as carboxymethylcelIuloses,
polyvinylpyrrolidones, copolymers of
N-vinylpyrrolidone and vinyl acetate or  combinations
of said polymers and derivatives and mixtures thereof,
preferably  gum arabic and hydroxyalkyl
alkylcelluloses such as hydroxypropyl
methylcelIulose. 22. Pharmaceutical controlled release
system according to one or more of the  preceding
claims, characterized in that an insulating layer is
provided on the  core. 23. Pharmaceutical controlled
release system according to one or more of the
preceding claims, characterized in that an insulating
layer is provided on the  second layer. 24.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the controlled release system  comprises a fourth
layer. WO 2008/022932 PCT/EP2007/058302  



75 25. Pharmaceutical controlled release system
according to claim 24,  characterized in that the
fourth layer comprises one or more polymers having
anionic or no ionic groups and one or more plastiziers
and optionally one or  more separating agents and/or
other excipients. 26. Pharmaceutical controlled
release system according to one or more of  the
preceding claims, characterized in that the fourth
layer comprises one or  more polymers selected from
the group consisting of Eudragit(r) NE, ethylcellulose
(N10, N20 or N45), Kollicoat(r)EMM 30D,
poly(methacrylic acid,  ethylacrylate) 1:1
(Eudragit(r) L 100-55 or Eudragit(r) L 30D-55);
poly(methacrylic  acid, methyl methacrylate) 1:1
(Eudragit(r) L 100); and poly(methacrylic acid,
methyl methacrylate) 1:2 (Eudragit(r) S). 27.
Pharmaceutical controlled release system according to
one or more of  the preceding claims, characterized in
that the polymer contained in the fourth  layer is
selected from the group consisting of hydroxypropyl
methylcellulose  phthalate, and poly(methacrylic acid,
ethylacrylate) 1:1 (Eudragit(r) L 100-55 or
Eudragit(r) L 30D-55); and/or mixtures thereof. 28.
Pharmaceutical controlled release system according to
one or more of  the preceding claims characterized in
that the fourth layer comprises  additionally a pore
former. 29. Pharmaceutical controlled release system
according to claim 27  characterized in that the pore
former is selected from the group consisting of
methylcellulose, hydroxypropyl methylcelIuloses,
hydroxypropyl cellulose,  hydroxyethyl cellulose,
povidone (e.g. Kollidon 17) and Eudragit(r) E
(Poly(butyl  methacrylate, (2-dimethylaminoethyl)
methacrylate, methyl methacrylate) 1:2:1).  30.
Pharmaceutical controlled release system according to
one or more of the  preceding claims characterized in
that the plasticizer is selected from the group WO
2008/022932 PCT/EP2007/058302  76 



consisting of acetyltributyl citrate, acetyltriethyl
citrate, dibutyl phthalate, dibutyl  sebacate, diethyl
phthalate, dimethyl phthalate, glycerine triacetate
(triacetin),  tributyl citrate, triethyl citrate,
polyethylenen glycols. 31. Pharmaceutical controlled
release system according to one or more of the
preceding claims, characterized in that the
application quantities for the layers  present, based
on the specific surface area of the starting core, are
as follows - optional (first) insulating layer: in the
range from 0.05 to 5 mg/cm2, preferably 0.1 to 3
mg/cm2;  - first layer: in the range from 0.1 to 15
mg/cm2, preferably 0.5 to 12 mg/cm2;  - second layer:
in the range from 0.1 to 20 mg/cm2; preferably 1 to 18
mg/cm2;  - third layer: in the range from 0. 1 to 15
mg/cm2, preferably 0,2 to 12 mg/cm2; and  - optional
fourth layer: in the range from 0.1 to 15 mg/cm2,
preferably 0.2 to 12 mg/cm2. 32. Pharmaceutical
controlled release system according to one or more of
the preceding claims, characterized in that the active
ingredient is flibanserin.  33. Process for preparing
a pharmaceutical controlled release system,
particularly for oral administration, containing an
active substance with pH- dependent solubility
characteristics comprising the steps of: step a)
producing the core material from one or more
pharmaceutically  acceptable pH modifiers, optionally
with the addition of one or more WO 2008/022932
PCT/EP2007/058302  77 binders and/or other excipients,
by pan methods, on pelleting plates or  by
extrusion/spheronisation; step b) optionally applying
an insulating layer comprising one or more water-
soluble pharmaceutically acceptable polymers,
optionally with the  



addition of one or more plasticizers, one or more
separating agents  and/or one or more pigments, and/or
other excipients; step c) applying a first layer
comprising one or more water-insoluble
pharmaceutically acceptable polymers, optionally with
the addition of  one or more plasticizers and/or one
or more separating agents and/or  one or more pigments
and/or other excipients; step d) applying a second
layer comprising at least one active substance from  a
solution or dispersion optionally containing one or
more binders  and/or one or more separating agents
and/or other excipients, and  simultaneously or
subsequently drying to eliminate the solvent or
dispersing agent; step e) optionally applying an
insulating layer comprising one or more water- soluble
pharmaceutically acceptable polymers, optionally with
the  addition of one or more plasticizers and/or one
or more separating  agents and/or one or more pigments
and/or other excipients; step f) applying a third
layer comprising one or more pharmaceutically
acceptable polymers having anionic or no ionic groups
optionally with  the addition of one or more
plasticizers, one or more separating  agents and/or
one or more pigments and/or other excipients; step g)
optionally applying a fourth layer, optionally with
addition of one or  more plasticizers and/or one or
more pigments and/or other excipients;  and WO
2008/022932 PCT/EP2007/058302  78 step h) optionally
packing the controlled release system containing
active  substance thus obtained into capsules. 34.
Process for preparing a pharmaceutical controlled
release system  according to claim 33, characterized
in that the active ingredient is flibanserin.  35. Use
of a pharmaceutical controlled release system
according to claim 32  



for the treatment of central nervous system disorders,
affective disorders,  anxiety, sleep and sexual
disorders (Hyposexual Desire Disorder, sexual
aversion disorder, sexual arousal disorder, orgasmic
disorder, sexual pain  disorders like dyspareunia,
vaginismus, noncoital sexual pain disorder; sexual
dysfunction due to a general medical condition and
substance-induced sexual  dysfunction), premenstrual
disorders like premenstrual dysphoria, premenstrual
syndrome and premenstrual dysphoric disorder;
psychosis, schizophrenia,  personality disorders,
mental organic disorders, mental disorders in
childhood,  aggressiveness, age associated memory
impairment, neuroprotection,  neurodegenerative
diseases, cerebral ischaemia of various origins,
anorexia  nervosa, Attention Deficit Hyperactivity
Disorder (ADHD), obesity, urinary  incontinence,
chronic pain and Valvular Heart Disease. 36. Method of
treating central nervous system disorders, affective
disorders,  anxiety, sleep and sexual disorders
(Hyposexual Desire Disorder, sexual  aversion
disorder, sexual arousal disorder, orgasmic disorder,
sexual pain  disorders like dyspareunia, vaginismus,
noncoital sexual pain disorder; sexual  dysfunction
due to a general medical condition and
substance-induced sexual  dysfunction), premenstrual
disorders like premenstrual dysphoria, premenstrual
syndrome and premenstrual dysphoric disorder;
psychosis, schizophrenia,  personality disorders,
mental organic disorders, mental disorders in
childhood,  aggressiveness, age associated memory
impairment, neuroprotection,  neurodegenerative
diseases, cerebral ischaemia of various origins,
anorexia  nervosa, Attention Deficit Hyperactivity
Disorder (ADHD), obesity, urinary WO 2008/022932
PCT/EP2007/058302  79 incontinence, chronic pain and
Valvular Heart Disease, in a mammal, which  comprises
administering a pharmaceutical controlled release
system according  to claim 32 to the mammal. 37. Use
or method according to claim 35 or 36, characterized
in that  



flibanserin is applied in a dosis range between 0.1 to
400 mg per day.  38. Use or method according to one or
more of the claims 35 or 36,  characterized in that
the pharmaceutical controlled release system is
applied once or twice daily consecutively over a
period of time. 39. Use according to one or more of
the claims 35 or 36 characterized in that  the
pharmaceutical controlled release system is applied in
the morning and the  evening, more preferably once in
the morning (25 or 50 mg of flibanserin) and  once in
the evening (25 or 50 mg of flibanserin). 40. Use
according to one or more of the claims 35 or 36,
characterized in  that the pharmaceutical controlled
release system is applied once in the  evening only
(50 or 100 mg of flibanserin) consecutively over a
period of time. 




