
ABSTRACT POLYPROPYLENE-BASED RESIN COMPOSITION, PROCESS FOR PRODUCING THE
SAME AND STRETCHED FILM CONTAINING THE  SAME  A polypropylene-based resin
composition for a stretched film, comprising 20 to 99.99 % by weight of a
propylene-based polymer(A) having a die swelling ratio of less than 1 . 7 ,
and 0 . O1 to 80% by weight of a propylene-based polymer(B) having a die
swelling ratio of 1.8 or more.    


