
An air filter, a method for manufacturing the same, and also a high
efficiency air cleaning apparatus employing  the  same  are  disclosed.
The  air  filter includes a supporter and an inorganic material layer that
is formed by fixing the powder of the fraipontite mineral to the surface of
the supporter, using the powder of an inorganic  substance  as  a  binder.
The  method  for manufacturing the filter includes the steps of immersing a
supporter in a suspension in which the powder of the fraipontite mineral
and the powder of an inorganic substance as a binder are dispersed as the
suspensoid, and drying the supporter impregnated with the suspensoid,
thereby forming an inorganic material layer fixed to the surface  of  the
supporter.   The  fraipontite  mineral adsorbs and removes gaseous acid or
basic impurities in the air while the inorganic substance as a component of
the inorganic material layer works as an adsorbent against gaseous organic
impurities contained in the space of the air cleaning apparatus.    


