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(54) Title: METHOD FOR THE HETEROGENICALLY CATALYSED PARTIAL GAS PHASE OXIDATION OF PROPENE TO
FORM ACRYLIC ACID

(54) Bezeichnung: VERFAHREN DER HETEROGEN KATALYSIERTEN PARTIELLEN GASPHASENOXIDATION VON
PROPEN ZU ACRYLSAURE

(57) Abstract: The invention relates to a method for the heterogenically catalysed partial gas phase oxidation of propene to form
acrylic acid. According to said method, the reaction starting mixture with a propene charge of <160 NI/I*h is oxidised in a first
< reaction stage on a fixed-bed catalyst feed material (1), which is located in two successive reaction zones A, B and the product
gas mixture from the first stage containing acrolein is subsequently oxidised in a second reaction stage on a fixed-bed catalyst feed
I~ material (2), which is located in two successive reaction zones C, D. According to said method, the highest temperature of the reaction
\& gas in reaction zone A lies above the highest temperature of the reaction gas mixture in reaction zone B and the highest temperature
€73 of the reaction gas mixture in reaction zone C lies above the highest temperature of the reaction gas mixture in reaction zone D.
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(57) Zusammenfassung: Ein Verfahren der heterogen katalysierten partiellen Gasphasenoxidation von Propen zu Acrylsiure, bei
dem man das Reaktionsgasausgangsgemisch mit einer Propenlast <160 NI/I¢h in einer ersten Reaktionsstufe an einer Festbettkataly-
satorschiittung (1) oxidiert, die in zwei aufeinanderfolgenden Reaktionszonen A, B untergebracht ist, und anschlieBend das Acrolein
enthaltende Produktgasgemisch der ersten Reaktionsstufe in einer zweiten Reaktionsstufe an einer Festbettkatalysatorschiittung (2)
oxidiert, die in zwei aufeinanderfolgenden Reaktionszonen C, D untergebracht ist, wobei die hochste Temperatur des Reaktionsgas-
gemisches innerhalb der Reaktionszone A oberhalb der héchsten Temperatur des Reaktionsgasgemisches innerhalb der Reaktions-
zone B und die hdchste Temperatur des Reaktionsgasgemisches innerhalb der Reaktionszone C oberhalb der hochsten Temperatur
des Reaktionsgasgemisches innerhalb der Reaktionszone D liegt.
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