
A process for the hydrogenation of aromatic polymers in the presence of
catalysts, wherein a metal or a mixture of metals of subgroup VIII of the
periodic table, together with a support comprising alumina, is used as a
catalyst, and the pore volume corresponding to the pore diameter of the
catalyst between 1000 and 10,000 A, as measured by mercury porosimetry, is
generally 100 - 15 % with respect to the total pore volume as measured by
mercury porosimetry.    


