
Polyketone polymers are prepared in continuous manner by polymerizing
carbon monoxide with one or more olefinically unsaturated compounds in the
presence of a diluent in which the polymers are insoluble. The start-up
procedure for the continuous process is performed by adding the monomer and
diluent feed streams into a reactor wherein a solid material suspended in
diluent is already present.    


