
Disclosed is an optical disc having an interfacial layer on an organic
pigment recording layer, and on the interfacial layer, a cured resin layer
made from a UV-curable resin composition containing: (A) a (meth)acrylate
(excluding urethane acrylate) having a structure represented by formula (1)
below (where n is an integer from 1 to 10); (B) a photopolymerization
initiator; and (C) methacrylate other than (A). Also disclosed is a
UV-curable resin composition for said optical disc. Said disc has
outstanding recording signal characteristics and durability. 


