
Title: INTERMEDIATES FOR PREPARATION OF POLYMERIC
COMPOSITIONS [err]  (57) Abstract: A Stable Liquid
Intermediate comprising of a polyol and/or an acid
and/or catalyst and/or water for the preparation of
polymeric compositions, the polyol being polyester
polyol, a polyoxpropylene- or polyoxypropylene-
polyoxyethelene polyol or  a mixture thereof. There is
disclosed a method of use of said Stable Liquid
Intermediate wherein said Stable Liquid Intermediate
is  mixed with rubber granules. 


