
Partially deactivated catalyst in a slurry hydrocarbon synthesis process is
rejuvenated employing a cyclic rejuvenation process in which syngas or CO
flow into the slurry is stopped to stop the hydrocarbon synthesis reaction,
the CO purged out of the slurry with a purge gas in the presence of
hydrogen, the catalyst rejuvenated with a hydrogen containing rejuvenating
gas and the hydrocarbon synthesis reaction restarted by passing the
synthesis gas feed back into the reactor. All or a portion of the purge gas
and/or the rejuvenating gas may be recycled during the respective purge
and/or rejuvenation. The hydrogen required during the purge is typically
part of the purge gas.    


