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PLASMA PROCESSING APPARATUS AND PLASMA PROCESSING 

METHOD 

 

ABSTRACT 

 A plasma processing apparatus includes a chamber and a substrate support 

provided in the chamber.  A power supply unit is connected to a lower electrode of the 

substrate support.  The power supply unit applies a first DC voltage to the lower 

electrode during generation of plasma from an etching gas in the chamber.  The first 

DC voltage is a positive DC voltage.  The power supply unit applies a second DC 

voltage to the lower electrode during the generation of plasma from the etching gas in 

the chamber, to etch the substrate placed on the substrate support.  The second DC 

voltage is a negative DC voltage.  The DC voltage output by the power supply unit is 

continuously switched from the first DC voltage to the second DC voltage. 
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