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ABSTRACT 

A diffusion film is provided, including a matrix material including a reaction 

product of following components: a polythiol, a polyolefin, and a crosslinking agent 

having thiol and alkenyl functional groups; a photoluminescence material including 

at least a quantum dot or at least a fluorescent powder; and light diffusion particles 5 

including organic polymer particles and/or inorganic particles.  
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