
A process of coating the internal surface of a hollow body by depositing a
coating on a substrate having an external surface similar to the internal
surface of the hollow body; inserting the coated substrate to mate within
and contact the internal surface of the hollow body; and then removing the
substrate while leaving the coating secured to the internal surface of the
hollow body.    


