
AROMATICS ALKYLATION ABSTRACT The present invention provides a process for
producing cumene or ethylbenzene  comprising the steps of providing a
reactor with an alkylation catalyst comprising a porous  crystalline
inorganic oxide material of MCM-49 and phosphorous; supplying said reactor
with  benzene and propylene to produce said cumene under alkylation
conditions; and wherein  said alkylation catalyst has a higher activity than
said alkylation catalyst that is unmodified  by phosphorus under equivalent
alkylation conditions. 


