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ABSORBENT AR TIC LES 

FIELD OF THE INVENTION 
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The present invention relates to absorbent articles such as sanitary napkins. 
pantiliners, and incontinence pads. More particularly, the present invention relates to 
sanitary napkins that provide improved protection through a combination of 
improved contact with t~e wearer's body and improved coverage of the wearer's 
undergannents. 

BACKGROUND OF THE INVENTION 

Absorbent articles such as sanitary napkins, pantiliners. and incontinence pads 
are devices that are typically worn in. the crotch region of an undergannent. These 
devices are designed to absorb and retain liquid and other discharges from the human 
body and to prevent body and clothing soiling. Sanitary napkins are a type of 
absorbent anicle worn by women in a pair of panties that is normally positioned 
between the wearerts legs, adjacent to the perinea} area of the body. 

It has been found that it is desirable to maintain absorbent articles in close 
contact with the wearer's body. The maintenance of close contact of such products 
to the perinea! area is referred to herein as body contact. Close body contact allows 
the absorbent article to absorb the body exudates at their source or intercept and 
absorb body liquids flowing along the crevices of the wearer's body. Achieving good 
body contact limits the chance for the body exudates to flow off of or out of the 
absorbent anicle. Current products, however. are not believed to conf onn to the 
body of the wearer as closely as desired. Thus, leakage is possible when wearing 
these products. 

Typically, the currently marketed disposable absorbent anicles of the types 
mentioned above also are made of materials that will not stretch. That is. the 
materials and the article itself will not stretch under the forces that the absorbent 

. article .:is normally subjected to when worn. Recently, however, effons have been . . 

directed toward providing extensible absorbent articles for improved comfort and 
conformity with the wearer's body and undergarments. PCT Application Publication 
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No. 93/01785 and its corresponding U.S. application Serial No. 07/915.133. both 

filed July 23. 1992 {of which the present application is a continuation-in-part). 

discloses extensible absorbent articles. The search for improvements to the features 

of such absorbent articles has. however, continued., 

Thus. a need exists for an absorbent article, such as a sanitary napkin. that 

provides improved protection from soiling. A need exists for a sanitary napkin that is 

provided with an improved mechanism for maintaining the sanitary napkin in contact 

with the wearer's body and which provides improved coverage of the wearer's 

undergarments. 

lt· .. is. therefore. an object of the present invention to provide an absorbent 

anicle. such as a sanitary napkin. that fits closer to the wearer's body in a comfortable 

manner especially in the areas where menses originate and provides improved 

coverage of the wearer's undergarments and which retains its ability to cover a given 

area of the wearer's undergarments when in use. 

These and other objects of the present invention will be more readily apparent 

when considered in reference to the following description and when taken in 

conjunction with the accompanying drawings. 

SUMMARY OF THE INVENTION 

The present invention provides an absorbent -article, such as a sanitary napkin. 

pantiliner. or incontinence pad. More particularly, the present invention is directed to 

a sanitary napkin that is provided with improved mechanisms for maintaining the 

sanitary napkin in contact with the wearer's body and mechanisms which provide the 

sanitary napkin with improved ability to cover and, thus protect. the wearer's 

undergarments, clothing, bedding, etc. from soiling. 

The sanitary napkin comprises a liquid pervious topsheet, a !~quid impervious 

backsheet joined to the topsheet. and an absorbent core positioned between the 

topsheet and the backsheet. The sanitary napkin has a first end region, a second end 

region (or "second region"}, and a central region disposed between the end regions. 

The first end region and the central region can be considered to comprise a first 

region of the sanitary napkin. In a preferred embodiment, the sanitary napkin is 

asyrnmetri~ally shaped so that the second end region is larger than the first end 
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region. The ratio of the width of the second end region to the first end region is 

between greater than about 1: 1 up to about 2. 7: 1. Preferably. the ratio of the width 

of the second end region to the first end region is about I. 7: I. The sanitary napkin is 

preferably worn by the wearer so that the second end region is placed to the rear of 

the wearer's body. 

The sanitary napkin preferably has a caliper of less than or equal to about 4 

mm. The sanitary napkin also preferably comprises at least some extensible 

components. In a preferred embodiment, the topsheet, backsheet, and absorbent 

core are all exten~ible, or at least comprise some extensible regions that are provided 

with extensibility without the use of elastic strands, particularly along the longitudinal 

edges of the sanitary napkin. In a panicularly preferred embodiment, the sanitary 

napkin is provided with a less extensible element that is positioned between said 

topsheet and said absorbent core in the first region of the sanitary napkin. The less 

extensible element can place the associated portion of the first region of the napkin in 

close contact with the wearer's body by assuming a convex upward configuration 

when the remaining portions of the napkin are stretched during wear. or when the 

inside of the wearer's thighs exert compressive forces on the portion of the napkin 

containing the less extensible element. 

The components of the sarutary napkin (that is, the topsheet, backsheet. 

absorbent core, and less extensible element) can be comprised of a variety of different 

materials. In a particularly preferred embodiment, the topsheet comprises an 

apertured plastic film that has been subjected to a process that provides it with 

elastic-like properties without attaching elastic strands to the film. i.e .. that fonns a 

structured elastic film (referred to herein as "SELF" or a SELFing process). The 

backsheet comprises an impervious SELF ed film. The absorbent core comprises a 

laminate of absorbent gelling material between two tissues that is at least partially slit 

for extensibility. The insert comprises a laminate of thermally bonded airlaid 

absorbent material and either an impermeable backing or a semi-impermeable 

backing. The components of the sanitary napkin are preferably assembled in a 

"sandwich" construction with the topsheet and backsheet forming the perimeter ~f 

the sanitary napkin. The topsheet and backsheet are then sealed with a novel 

perimeter seal. 

The sanitary napkin can, and preferably does also comprise various additional 

components and/or features. The sanitary napkin preferably comprises a pair of 

extensible side extensions that extend laterally outward to form the longitudinal side 
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edges of the napkin. The extensible side extensions preferably cover between about 

130 mm and about 180 mm of the length of the elastic edges of the wearer's panty 

during wear and are preferably extensible under forces that are less than those that 

cause the elastic edges of the panty to extend (typically. forces in the range of 

between about 70 grams/cm and about 200 grams/cm .. typically about 135 

grams/cm). The garment side of the sanitary napkin also preferably comprises. a 

novel panty fastener. The panty fastener preferably comprises an extensible fastener. 

such as an extensible adhesive disposed inboard of the edges of the main body 

portion around the perimeter of the main body portion and one inextensible fastener 

adjacent each end edge of the main body portion. The inextensible fasteners anchor 

each end edge of the napkin in the wearer's panties. The portion of the sanitary 

napkin between inextensible fasteners is generally extensible. The extensible fastener 

permits it to extend with the wearer's panties in use. 

The sanitary napkin thus formed is preferably very thin, extensible, soft. and 

highly drapable so that it is more cloth-like and less plastic-like (like many current 

sanitary napkins). The main body portion of the napkin extends with the wearer's 

undergarments and in conjunction with the extensible side extensions. provides 

sustained coverage of a large ponion of the wearer's panties. The flexibility of the 

sanitary napkin and the body-conforming capability of the less extensible element 

combine to provide the sanitary napkin with a Lift of greater than about 3 mm. 

greater than about l mm. and greater than about 3 mm when measured in the first. 

second. and third positions of the Lift Test apparatus described herein. 

The present application is also directed to other types of sanitary napkins (and 

other types of absorbent articles) that are capable of providing the area coverage and 

achieving the amounts of lift described herein. Such absorbent articles may provide 

these propenies by stretching and conforming to the wearer's body as in the case of 

the sanitary napkin described above. However, the absorbent articles that fall within 

the scope of the present invention may provide such properties by means other than 

by vinue of being extensible. For instance, it is also within the scope of the present 

invention for an absorb~nt article to provide such propenies by vinue of having a 

raised area on its surface with a lifting mechanism therein (a type or' pad-assisted 

body contact). or alternatively to provide body contact and area coverage through a 

panty-assisted (or undergarment-assisted) mechanism such as by having a high Wet 

Burich Recovery (as described in greater detail herein). 
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BRIEF DESCRIPTION OF THE DR.A.WINGS 

Wrule the specification concludes with claims particularly pointing out and 

distinctly claiming the subject matter which is regarded as forming the present 

invention. it is believed that the invention will be better understood from the 

following description which is taken in conjunction with the accompanying drawings 

in which: 

FIG. 1 is a top plan view of a preferred embodiment of the sanitary napkin of 

the present invention. 

FIG. 2 is a side elevational view of the sanitary napkin shown in FIG. l. 

FIG. 3 is a schematic sectional view taken along line 3-3 of the sanitary 

napkin shown in FIG. 1. 

FIG. 4 is a bottom plan view of the sanitary napkin shown in FIG. 1 shown 

with the release paper removed from the adhesive on the backsheet. 

FIG. 5 is a perspective view of the sanitary napkin shown in FIGS. 1-4 in an 

in-use configuration. 

FIG. 6 is a simplified plan view showing the extensibility of a sanitary napkin 

of a more conventional shape which has extensible components. 

FIG. 7 is a table which shows preferred relationships between the magnitude 

of stretching forces applied to the sanitary napkin and the amount the sanitary napkin 

stretches in response to such forces. 

FIG. 8 is a plan view photograph of a preferred embodiment of a polymeric 

web material having a strainable network which is used in the panty covering 

component of the present invention (shown with the defonnations facing toward the 

viewer). 

FIG. 9 is a segmented. perspective illustration of the polymeric web material 

of FIG. 8 in an untensioned condition. 

FIG. 10 is a segmented. perspective illustration of a polymeric web material 

of FIG. 8 in a tensioned condition corresponding to stage I on the force-elongation 

curve depicted in FIG. 12. 
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FIG. 11 is a segmented perspective illustration of the polymeric web material 

of FIG. 8 in a tensioned condition corresponding to stage II on the force-elongation 

curve depicted in FIG. 12. 

FIG. 12 is a graph of the resistive force versus percent elongation comparing 

the strainable web material shown in FIG. 8 with an otherwise identical. planar. base 

polymeric web material. 

FIG. 13 is an enlarged plan view of the area where the topsheet and 

backsheet are mechanically bonded together in a manner which provides for 

extensibility. 

FIG. 14 is a plan view of a modified crescent-shaped web that is attached to 

the sanitary napkin to form cine of the pleated side wrapping elements. 

FIG. 15 is a plan view of an alternative web of material having ring rolled 

sections that can be attached to the sanitary napkin to form one of the side wrapping 

elements. 

FIG. 16 is a plan view of a sanitary napkin in which the side wrapping 

elements comprise more than one overlapping element on each side of the napkin. 

FIG. 17 is a graph which depicts the stress-strain curves for some absorbent 

articles that are extensible and some absorbent articles that are relatively inextensible 

under low forces. 

FIG. 18 is a perspective view of the Lift Test apparatus. 

FIG. 19 is a bottom view of the Lift Test apparatus. 

FIG. 20 is a side view of the Lift Test apparatus. 

FIG. 21 is a cross-sectional view of one of the PLEXIGLAS plates used in 

the Lift Test apparatus as taken along line 21-21 of FIG. 20. 

FIG. 21A is a side view of the calibration of the Lift Test apparatus for a 

particular absorbent article. 

FIG. 2.2 is a perspective view of the manner in which the tape pieces are 

attached to the end of an absorbent anicle (shown partially cut away) in preparation 

for the Lift Test. 
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FIG. 22A is a front view of the Pin Chamber caliper measurement device used 
in the Lift Test_ 

FIGS. 23-25 are graphs which depict the Lift of a stretchable sanitary napkin 

according to the present invention versus a commercially-available ultra-thin sanitary 

napkin at the first, second. and third positions. respectively, of the Lift Test · 

apparatus. 

FIG. 26 is a table of the data in FIGS. 23-25. 

FIG. 27 is a graph showing the cycles of elongation of an extensible material 

from which the "set" of the material can be detennined. 

FIG. 28 is a plan view of the cardboard cutout used in the Area Coverage 

Test. 

FIG. 29 is a schematic view of the Cantilever Drape Tester. 

FIG. 30 is a perspective view of an instrument for measuring the compressive 

force and resiliency of a catamenial pad. 

FIG. 31 is a top plan view of the compression plate assembly used in 

measuring the compressive force and resiliency of the catamenial pad. 

FIG. 32 is a side view of the compression plate assembly shown in FIG. 31. 

FIG. 33 is a top plan view of the upper compression plate of the compression 

plate assembly shown in FIGS. 31 and 32. 

FIG. 34 is a side view of the upper compression plate assembly shown in FIG 

31. 

FIG. 35 1s a schematic side view of the Wet Bunch Recoverability Test 

Apparatus. 

DETAILED DESCRIPTION OF THE INVENTION 

l. General Characteristics of the Absorbent Anicle 
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The overall characteristics of the absorbent article of the present invention 

will be discussed first. 

FIGS. 1-5 show a preferred embodiment of a disposable absorbent article of 

the present invention 20. The present invention relates to absorbent articles that are 

pro"ided with an improved mechanism for maintaining the sanitary napkin in contact 

with the wearer's body and which provide improved coverage of the wearer's 

undergarments. 

The tenn "absorbent article," as used herein, refers to articles which absorb and 

contain body exudates. More specifically, the term refers to articles which are placed 

against or in proximity to the body of the wearer to absorb and contain the various 

exudates discharged from the body. The term "absorbent article" is intended to 

include sanitary napkins, pantiliners. and incontinence pads (and other articles worn 

in the crotch region of a garment). The term "disposable" refers to articles which are 

intended to be discarded after a single use and preferably recycled, composted. or 

otherwise disposed of in an environmentally compatible manner. (That is. they are 

not intended to be laundered or otherwise restored or reused as an absorbent anicle.) 

In the preferred embodiment illustrated, the absorbent article is a sanitary napkin 

designated 20. 

The term ''sanitary napkin". as used herein, refers to an article which is worn 

by females adjacent to the pudendal region that is intended to absorb and contain the 

various exudates which are discharged from the body (e.g., blood, menses, and 

urine). It should be understood, however, that the present invention is also 

applicable to other feminine hygiene or catamenial pads such as panty liners, or other 

absorbent anicles such as incontinence pads, and the like. 

The sanitary napkin 20 has two surfaces, a liquid pervious body-contacting 

surface or "body surface" 20A and a liquid impervious garment surface 20B. The 

sanitary napkin 20 is shown in FIG. l as viewed from its body surface 20A. The 

body surface 20A is intended to be worn adjacent to the body of the wearer. The 

garment surface 20B of the sanitary napkin 20 (shown in FIG. 2) is on the opposite 

side and is intended to be placed adjacent to the wearer's undergarments when the 

sanitary napkin 20 is worn. 

The sanitary napkin 20 has two centerlines, a principal longitudinal centerline L 

and a principal transverse centerline T. The term "longitudinal", as used herein. 
refers to a line. axis or direction in the plane of the sanitary napkin 20 that is 
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generally aligned with (e.g .. approximately parallel to) a venical plane which bisects a 

standing wearer into left and right body halves when the sanitary napkin '.W is worn 

The tenns "transverse" or "lateral" used herein. are interchangeable. and refer to a 

line. axis or direction which iies within the plane of the sanitary napkin 20 that is 

generally perpendicular to the longitudinal direction. The sanitary napkin 20 has a 

longitudinal dimension that. runs in the general direction of the principal longitudinal 

centerline L, and a (typically shorter) transverse dimension that runs in the general 

direction of the principal transverse centerline T. 

FIG. I shows that the sanitary napkin 20 has a main body portion 21 with two 

spaced apart longitudinal edges 22. two spaced apart transverse or end edges (or 

"ends") 24, and four comers 27, which together form the periphery 26 of the main 

body portion 21 of the sanitary napkin 20. The main body portion 21 also has two 

end regions. which are designated first end region 28 and second end region 30. A 

central region 32 is disposed between the end regions 28 and 30. The end regions 28 

and 30 extend outwardly from the edges of the central region 32 about 1/8 to about 

1/3 of the length of the main body portion. A detailed description of the central 

region 32 and the two end regions 28 and 30 is contained in U.S. Patent 4,690.680 

issued to Higgins on September 1. 1987. The sanitary napkin 20 has a longitudinal 

central region 23 disposed along the length of at least a portion of the principal 

longitudinal centerline L ·(and preferably centered about the same). 

The sanitary napkin 20 (or main body portion thereof) can be of any thickness. 

including relatively thick. relatively thin, or even very thin. The embodiment of the 

sanitary napkin 20 shown in Figures 1-3 of the drawings is intended to be anexample 

of a relatively thin sanitary napkin (having a caliper of less than or equal to about 5 

mm. more preferably less than or equal to about 4 mm). and preferably is an "ultra­

thin" sanitary napkin. It should be understood, however, when viewing these figures 

the number of layers of material shown cause the sanitary napkin 20 to appear much 

thicker than it actually is. An "ultra-thin" sanitary napkin 20 as described in U.S. 

Patents 4,950.264 and 5.009.653 issued to Osborn preferably has a caliper of less 

than about 3 millimeters. The thin sanitary napkin 20 shown should also be 

preferably relatively flexible. so that it is comfortable for the wearer. 

In other embodiments. the longitudinal central region 23 of the sanitary napkin 

20 may be provided with an absorbent hump or some other type of raised region or 

structure (such as those described in the references cited in Section 6 herein) so that 

a portion of the sanitary napkin has a relatively high caliper. and the surrounding 
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regions 25 have a lesser caliper. Preferably. the surrounding regions. and in 

panicular the end regjons. have a caliper of less than or equal to that of the thin 

sanitary napkins described above. While the longitudinal central region 23 is shown 

in Fig. 1 as a rectangular strip that extends the length of the sanitary napkin. it should 

be understood that the raised region. and, thus. the longitudinal central region :3 

may be of many other shapes. In such a case. the boundaries of the longitudinal 

central region 23 will ordinarily coincide with the perimeter defined by the base of the 

raised region. (The perimeter of the raised region is located where the elevation of 

the body surface 20A changes due to the presence of the raised region.) The size and 

shape of longitudinal central region 23 and the surrounding regions 25. therefore. 

depend on the plan view dimensions of the raised region. 

The surrounding regions 25 are the significant absorbent portions of the 

sanitary napkin that lie outboard of the longitudinal central region 23. The term 

"outboard" means positioned away from the intersection of the principal longitudinal 

and transverse centerlines, Land T. The surrounding regions 25 may be referred to 

as "longitudinal side regions" (or "side regions"} 25 because they will typically lie at 

least transversely outboard of the raised region so that they are on both longitudinal 

sides of the raised region and the sanitary napkin (hence the name "longitudinal side 

regions"). The surrounding regions 25 can, however, lie outboard of the longitudinal 

central region 23 in either a longitudinal direction (i.e., outside the ends of the raised 

region in the end regions 28 and 30), a transverse direction (i.e., outside the 

longitudinal edges of the raised region. for instance, if the raised region runs the 

entire length of the sanitary napkin). or both. The surrounding regions 25. thus. need 

not completely surround all sides of the raised region. 

FIG. 3 shows the individual components of the sanitary napkin 20 of the 

present invention (without any type of raised structure). The sanitary napkin shown 

in FIG. 3 generally comprises at least three primary components. These include a 

liquid pervious topsheet 38. a liquid impervious backsheet 40, and an absorbent core 

42 positioned between the topsheet 38 and the backsheet 40. The preferred 

embodiment shown in FIGS. 1-3 also comprises a less extensible element 44 at least 

partially located in the central region 32 that deflects in response to stretching (and 

preferably lifts to provide improved body contact). 

The sanitary napkin may be comprised of several of the basic components 

described in PCT Publication Nos. WO 93/01785 and 93/01786. and is preferably 

comprised of one or more extensible components, and more preferably. is comprised 
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of all extensible components (with the exception of the less extensible element). and. 

thus. has an overall extensibility_ The extensibility of the sanitary napkin 20 is shown 

in a simplified fashion in FIG. 6. The term "extensible". as used herein refers to 

articles that can increase in at least one of their dimensions in the x-y plane. The x-y 

plane is a plane generally parallel to the faces of the sanitary napkin 20. The term 

extensible includes anicles that are stretchable and elastically stretchable (defined 

below). The sanitary napkin 20 shown in Figures 1-5 is preferably extensible both in 

length and width. In its most preferred e_mbodiments, the sanitary napkin is 

extensible in all directions in the t-y plane. The sanitary napkin 20, in other 

embodiments however. may be generally inextensible. only extensible in one of these 

directions, or extensible in the same direction between the longitudinal and transverse 

directions. Preferably, the sanitary napkin 20 is extensible at least in the longitudinal 

direction. 

The sanitary napkin 20 may in some preferred embodiments, in addition to 

being extensible. also be stretchable. The term "stretchable", as used herein. refers to 

articles that are extensible when stretching forces are applied to the anicle and offer 

some resistance to stretching. More preferably still, the sanitary napkin 20 may be 

elastically stretchable. The tenns "elastically stretchable" or "elastically extensible" 

are intended to be synonymous. These terms. as used herein. mean that when the 

stretching forces are removed. the sanitary napkin will tend to return toward its 

unextended or unstretched (or "original" dimensions). The sanitary napkin 20 need 

not return all the way to its unstretched dimensions, however, It may. as shown in 

Figure 6. return to relaxed dimensions {such as LR and WR) between its unstretched 

dimensions and extended (or stretched dimensions) Ls and Ws. Making the sanitary 

napkin elastically stretchable will reduce the undesirable tendency of the sanitary 

napkin to gather longitudinally inward (i.e .. bunch longitudinally and become sloppy) 

when forces which tend to stretch the sanitary napkin are removed such as when the 

wearer's panties contract. 

The preferred sanitary napkin 20 embodiment shown in Figs. 1-5 is preferably 

extensible in the amounts described in PCT Publication Nos. WO 93/01785 and WO 

93/01786. To summarize the same, the sanitary napkin is preferably capable of 

extending about 5% to less than about 50%. more preferably between about l 0% and 

about 40%. and most preferably between about 25% and about 40% under the forces 

associated with wearing the sanitary napkin in a pair of panties. Preferably. the 

sanitary napkin is capable ·of such extension under forces of between about 50 - I 00 

erams to about t.000 - l.500 erams. more oreferablv under forces of between about 
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250 grams and about 800 grams. Other preferred amounts of extensibility are set 

forth in Table 1 (FIG. 7). The sanitary napkin of the present invention can also be 

provided with any of the other features of the sanitary napkins described in the above 

publications including, a structure that provides a "force wall" to prevent elongation 

past a certain amount without substantial increases in the amount of force applied to 

the sanitary napkin. 

In addition, in some especially preferred embodiments described in greater 

detail herein. various embodiments of the sanitary napkin 20 are capable of smaller 

amounts extension under forces at the low end of the broadest range set forth above 

(e.g., forces in the range of about 100 - 200 grams). For instance, in such 

embodiments, the sanitary napkin is preferably capable of extending about 2.5%, 

more preferably about 3% at 100 grams force, and about 5%, more preferably about 

7_5% at 200 grams force. In absorbent articles with such small amounts of 

extensibility under low forces, the force wall may also occur at low elongations. such 

as about 5% elongation, but may occur at elongations up to about 50% elongation. 

Further. in embodiments of the sanitary napkin (or other absorbent article) of 

the present invention which are extensible, the sanitary napkin is extensible in at least 

the same amounts and under the same forces as the wearer's panties (or other 

undergannents) so that the panties control the extensibility of the sanitary napkin 

during wear. In other words, the sanitary napkin preferably has a modulus of 

elasticity that is close to, and preferably less than or equal to that of the 

undergannent in which it is placed. For example, if the undergarment requires a 

force to extend about 5% (or about 10%). the sanitary napkin (that is. the main body 

portion thereof) requires a force to extend the same amount that is less than or equal 

to about 1.2 times, preferably less than or equal to about 1 times the force required 

to extencl the undergarment. The force required to extend the crotch region of a 

typical North American-type woman's panty in the transverse direction {at the 

narrowest point of the same) is about 135 g/cm . .The force required to extend the 

portions of the back panel of such a panty where the second end region of the 

sanitary napkin might lie in the longitudinal direction is about 165 g/cm. A typical 

force to elongate the panty elastics of a North American cotton panty is about 135 

g/in. Elastic forces for other types of panties or undergannents may be somewhat 

higher. The main body portion of the sanitary napkin of the present invention is 

preferably also extensible at such forces that it can be extended by hand by a 

consumer in order to increase the absorbent surface area of the napkin at least about 

5% without destruction of the main body portion. 
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Several additional matters should be noted regarding extensibility of rhe 

sanitary napkin. The extensibility referred to herein is distinct from mere wrinkling or 

unfolding of an absorbent anicle. as well as the straightening of a product curved by 

elasticity (or by other means). and that any lengthening resulting from such actions is 

not considered to involve extension of an absorbent article in the X· Y plane. In 

addition. it is within the scope of the present invention for an absorbent article to 

have portions or regions that are extensible and portions or regions which are 

relatively inextensible. If desired, if the properties of such portions of an absorbent 

article fall within any of the ranges and limits specified herein. the aforementioned 

ranges and limits can be equally applicable to only portions of an absorbent article. 

and may be described as such in the appended Claims. 

2. The Individual Components of the Sanitary Napkin and the Assemblv of 

the Same. 

The individual components which may be suitable for the various embodiments 

of the sanitary napkin 20 of the present invention will now be looked at in greater 

detail with reference to FIGS. 1-3. 

A. The T opsheet 

(1) General Characteristics of Preferred Topsheet 

Materials 

The topsheet 38 comprises a first liquid pervious component. When the 

sanitary napkin 20 is in use, the topsheet JS·is in close proximity to the skin of the 

user. The topsheet 38 may be extensible or inextensible depending on the type of 

absorbent article it is used with. The topsheet 38 used in the embodiment shown in 

FIGS. 1 ·5 is preferably extensible, more preferably elastically extensible. and as 

compliant, soft feeling, and non-irritating to the user's skin as possible. The topsheet 

38 should further exhibit good strikethrough and a reduced tendency to rewet. 

permitting bodily discharges to rapidly penetrate it and flow toward the core 42. but 

not allowing such discharges to flow back through the topsheet 3 8 to the skin of the 

wearer. 

The topsheet 38 has two sides (or faces or surfaces), including a body-facing 

side 38A and a gannent-facing side (or core.facing side) 38B. The body-facing side 

38A of the topsheet 38 generally fonns at least a portion of the body-contacting 
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surface ("body surface") 20A of the sanitary napkin 20. The topsheet 38 has two 

longitudinal edges 38C and two end edges 38D. 

(A similar numbering system applies to the other components of the sanitary 

napkin. That is. the side of the component facing the wearer's body can be 

designated by the number of the component and a reference letter "A". The side 

facing the wearer's undergannents can be designated by the number of the 

component arid the letter "B". The side and end edges can be designated by the 

number of the component and the reference letters "C" and "D", respectively.) 

A suitable topsheet 38 may be manufactured from a wide range of materials 

including, but not limited to woven and nonwoven materials. apertured formed 

thennoplastic films, apertured plastic films. hydro-formed films. porous foams. 

reticulated foams. reticulated thermoplastic films, and thermoplastic scrims. Suitable 

woven and nonwoven materials can be comprised of natural fibers (e.g., wood or 

cotton fibers), synthetic or modified natural fibers (e.g., polymeric fibers, such as 

polyester. polypropylene fibers, and polyethylene, or polyvinylalcohol, starch base 

resins, polyurethanes, cellulose esters. nylon, and rayon fibers) or from a combination 

of natural and synthetic fibers. When the topsheet 38 comprises a nonwoven web. 

the web may be spunbonded. carded, wet-laid. meltblown. hydroentangled. 

combinations of the above. or the like. 

Apertured films are generally preferred for the topsheet 38 because they are 

pervious to liquids and. if properly apertured. have a reduced tendency to allow 

liquids to pass back through and rewet the wearer's skin. Suitable apertured films are 

described in U.S. Patent 3,929,135 issued to Thompson on December 30, 1975. U.S. 

Patent 4.324.426 issued to Mullane et al. on April 13, 1982, U.S. Patent 4.342.314 

issued to Radel et al. on August 3. 1982. U.S. Patent 4.463,045 issued to Ahr. et al. 

on July 31, 1984. and U.S. Patent 5.006.394 issued to Baird on April 9. 1991. A 

particularly suitable topsheet 38 is made in accordance with U.S. Patent 4.342.314 

issued to Radel. et al. and U.S. Patent 4.463,045 issued to Ahr, et al. A topsheet 38 

made of model X-3265 or model Pl 552 apertured fanned film sold by Tredegar 

Corporation of Terre Haute. Indiana has been found to work well. 

In embodiments in which the topsheet is eKtensible. the topsheet 38 preferably 

has at least some portion with a secant modulus in the longitudinal direction of 

greater than about 0.1 g/cm/% to about 6 (g/cm)/%_· _at 25% elongation. The 

term "secant modulus". as used herein. refers to the slope of a straight line that is 
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drawn from the origin through a particular point on a stress-strain curve. The 

topsheet preferably also has at least some portion with a combined secant modulii in 

longitudinal direction and transverse direction is such that the geometric mean (or · 

square root) of the product of the longitudinal and transverse direction secant 

modulii is less than or equal to about 5 g/cm/%. Such extensible topsheet materials 

also preferably exhibit a set of greater than or equal to about 10%, more preferably 

about 15%, and even more preferably about 20%. 

(2) Alternative Ways of Providing The Topsheet With 

Extensibility 

The topsheet 38 can be made extensible by perfonning a mechanical operation, 

such as pleating, corrugating, or ring rolling on the topsheet material to provide folds 

in the topsheet that are able to open when the topsheet is stretched. Such a process 

can be performed on many of the topsheet materials described above. In one 

preferred embodiment of the present invention, the topsheet 3 8 is made in 

accordance with U.S. Patent 4,463,045 and ring rolled to provide it with a degree of 

longitudinal extensibility. Such a topsheet is described in U.S. Patent Application 

Serial No. 07/936,195 entitled "Polymeric Web Having Deformed Sections Which 

Provide a Substantially Increased Elasticity To The Web". filed in the name of John J. 

Curro, et al. on August 25, 1992. · 

Su!table processes for ring rolling or "pre-corrugating" are described in U.S. 

Patent 4,107,364 issued to Sisson on August 15, 1978, U.S. Patent 4,834,741 issued 

to Sabee on May 30, 1989, and in co-pending, conunonly assigned U.S. Patent 

Application Serial No. 07/662,536 filed by Gerald M. Weber. et al. on February 28. 

1991, U.S. Patent Application Serial No. 07/662,537 filed by Kenneth B. Buell, et al. 

on February 28, 1991, and U.S. Patent Application Serial No. 07i662,543 filed by 

Gerald M. Weber, et al. on February 28, 1991. 

The fold lines in the corrugations of a ring rolled topsheet should run in the 

transverse direction so the topsheet is longitudinally extensible. ·In other 

embodiments, the fold lines could run in the longitudinal direction. both directions. 

and/or other directions. The topsheet 38 will be extensible in directions 

perpendicular to the fold lines. 

Description of SELF Material 
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In the panicularly preferred embodiment shown in Figs. 1-5. the topsheet 38 

comprises an apertured web material with a strainable network which exhibits elastic­

like behavior without added elastic materials. A web material with such a strainable 

network may be referred to herein as a "strainable apertured web material" or. for 

brevity, as a "strainable web material" or simply as the "web material". (It is noted 

that these latter two tenns may include web materials that are apertured or 

nonapenured.) This type of material is also referred to herein as a structural elastic­

like film or "SELF" material. 

The strainable apertured web material can, in a preferred embodiment. 

comprise an apertured formed polymeric film such as a film which is made in 

accordance with the aforementioned patents issued to Radel, et at and Ahr. et al. In 

one highly preferred embodiment, the starting material for the topsheet comprises an 

apertured film has an absorbent component integrally fonned with it which defines its 

garment-facing side and that it could be any of the types of materials described in 

Section 2E below. ·The following description of the material with the strainable 

network, will be applicable to both apertured materials and non-apertured materials 

since the SELF technology is also useful in fonning preferred components for the 

backsheet. For clarity in seeing the other components of the sanitary napkin. only a 

ponion of the topsheet 38 is shown in Fig. I as being SELFed. 

The strainable web material can be made of a base material that has a relatively 

low extensibility under the forces the sanitary napkin is normally subjected to when 

worn. When formed into the strainable web material as described herein. however. 

the base material, thus formed, will be extensible under these forces. The strainable 

web material can also be formed into a structure that provides a "force wall" to be 

created at specific, pre-selected elongations and forces. The strainable web material 

is preferably comprised substantially of linear low density polyethylene (LLD~E). 

The strainable web material may also be comprised of other polyolefins such as 

polyethylenes, including low density polyethylene (LDPE). ultra low density 

polyethylene (ULDPE). high density polyethylene (HDPE), or polypropylene and 

blends thereof with the above and other materials. Examples of other suitable 

polymeric materials which may also be used include, but are not limited to polyester. 

polyurethanes. compostable or biodegradable polymers, heat shrink polymers. 

thermoplastic elastomers. and breathable polymeric structures. 

The strainable web material 60 is shown in Figs. 8 and 9 without apenures for 

simplicity. Figs. 8 and 9 show the strainable web material 60 in its substantiall~· 
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untensioned condition. The strainable web material has two centerlines. a 

longitudinal centerline. which is also referred to hereinafter as an axis or direction "I'' 

and a transverse or lateral centerline, which is also referred to hereinafter as an ax.is 

or direction "t". The lateral centerline "t" is generally perpendicular to the 

longitudinal centerline "l". In a preferred embodiment, the longitudinal centerline l of 

the strainable web material is aligned with the principal longitudinal centerline L of 

the sanitary napkin. In other embodiments, however, the longitudinal centerline I of 

the web material can be oriented in other directions, depending on the direction of 

extensibility desired. 

As shown in Figs. 8 and 9, strainable web material 60 includes a "strainable 

network" of distinct and dissimilar regions. As used herein, the tenn "strainable 

network" refers to an interconnected and interrelated group of regions which are able 

to be extended to some useful degree in a predetermined direction providing the 

strainable web material with an elastic-like. relatively low resistive force stage and a 

relatively high resistive force stage. The strainable network includes at least a first 

region 64 and a second region 66. The first and second regions each have a first 

surface and an opposing second surface. In the preferred embodiment shown in Figs. 

8 and 9. the strainable network includes a plurality of first regions 64 and a plurality 

of second regions 66. The first regions 64 have a first axis 68 and a second axis 69, 

wherein the first axis 68 is preferably longer than the second axis 69. The first axis 
68 of the first region 64 is substantially parallel to the longitudinal axis. l. of the 

strainable web material 60 while the second axis 69 is substantially parallel to the 

transverse axis. t. of the strainable web material 60. The second regions 66 have a 

first axis 70 and a second axis 71. The first axis 70 is substantially parallel to the 

longitudinal axis of the strainable web material. while the second axis 71 is 

substantially parallel to the transverse axis of the strainable web materiaL In the 

preferred embodiment of Fig. 8, the first regions 64 and the second regions 66 are 

substantially linear. extending continuously in a direction substantially parallel to the 

longitudinal axis of the strainable web material. 

The first region 64 of the strainable network has an elastic modulus E 1 and a 

cross-sectional area Al . The second region 66 of the strainable network has a 

modulus E2 and a cross-sectional area A2. 

In the embodiment illustrated, a ponion of the strainable web material 60 has 

been "formed" such that the entire strainable web material exhibits a controlled 

resistive force along a predetennined axis when subjected to an applied axial 
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elongation in a direction substantially parallel to such an axis. In the case of the 

embodiment illustrated. the predetermined axis is substantially parallel to the 

longitudinal axis of the web material. As used herein. the term "formed" refers to the 

creation of a desired structure or geometry upon the web material that wlll 

substantially retain the desired structure or geometry when it is not subjected to any 

externally applied elongations or forces. As used herein, the term "formed ponion" 

refers to the portion of the material which is comprised of the desired structure or 

geometry of the strainable network. Suitable methods for fonning a material such as 

the strainable web material described herein include. but are not limited to embossing 

by mating plates or rolls. thennofonning, high pressure hydraulic fanning. or casting. 

The web material used in the present invention is comprised of a strainable 

netWork of contiguous. "distinct". and "dissimilar" regions, wherein the strainable 

network includes at least a first region and a second region, where the first region has 

a 11surface-pathlength 11 less than that of the second region. The surface path1ength is 

measured parallel to a predetennined axis when the material is in an untensioned 

state. As used herein. the term "surface-pathlength" refers to a measurement along 

the topographic surface of the region in question in a direction parallel to the 

predetennined axis. As used herein. the term "distinct" or "dissimiJar" when referring .. 

to regions. refers to regions within the strainable network having measurably 

different surface-path1engths as measured parallel to a predetennined axis while the 

web material is in an untensioned condition. 

In the preferred embodiment shown in Figs. 8 and 9, the first regions 64 

comprise a substantially planar region. That is. the material within the first region 64 

is in substantially the same condition before and after the formation step undergone 

by strainable web material. The second regions 66 include a plurality of continuous. 

interconnected. deformations 74 which extend alternately beyond the plane of both 

the first and second surfaces {64A an·d 64B, respectively) of first region 64. In other 

embodiments, the deformations 74 may extend beyond the plane of only one of either 

the first or the second surfaces of the first region. 

The defonnations 74 have a first axis 76 which is substantially parallel to the 

transverse axis of the web material and a second axis 77 which is substantially parallel 

to the longitudinal axis of the strainable web material. The first axis 76 of the 

deformations 74 is at least equal to. and preferably longer than the second axis 77. 

To enhance the two-stage resistive force versus elongation behavior characteristics of 

the strainable web material 60 used in the sanitary napkin 20 of the present invention. 
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the ratio of the first axis 76 to the second axis 77 is at least l: I. and preferably at 

least 2: 1 or greater. In general. the greater this ratio. the more pronounced will be 

the two-stage resistive force versus elongation characteristic of the web material. 

The first region 64 and the second region 66 each have a "projected 

pathlength". As used herein the tenn "projected pathlength" refers to length of a 

region as viewed perpendicularly to the surface of the web material measured parallel 

to the pre-determined axis (i.e .• parallel to the longitudinal axis) of the strainable web 

material 60. The projected pathlength of the first region 64 and the projected 

pathlength of the second region 66 are equal to one another. 

However, the first region 64 has a surface-pathlength. L l, less than the 

surface-pathlength. L2, of the second region 66 as measured topographically parallel 

to the longitudinal axis of the web material while the web material is in an 

untensioned condition. To enhance the two-stage resistive force versus elongation 

behavior characteristic of the strainable web material 60, the surface-pathlength of 

the second region 66 is at least about 15 percent greater than that of the first region. 

more preferably about 30 percent greater than that of the first region, and most 

preferably at least about 70 percent greater than that of the first region. 

The web material 60 exhibits a modified "Poisson lateral contraction effect" 

substantially less than that of an otherwise identical unfonned web material of the 

prior art. A5 used herein.· the tenn "Poisson lateral contraction effect" describes the 

lateral contraction behavior of a material which is being subjected to an applied 

elongation. Preferably the Poisson lateral contraction effect of the web material of 

the present invention is less than about 0.4 when the web is subjected to about 20 

percent elongation. Preferably, the web material exhibits a Poisson lateral 

contraction effect less than about 0.4 when the web material is subjected to about 40, 

50, or even 60 percent elongation. More preferably, the Poisson lateral contraction 

effect is less than about 0.3 when the web material is subjected to 20, 40, 50. or 60 

percent elongation. 

For the strainable web material. the direction of applied axial elongation. 

indicated by arrows 80, is substantially perpendicular to the first axis 76 of the 

deformations 74. (The amount of axial elongation is distance, D.) As the 

deformations 74 are able to extend in a direction substantially perpendicular to their 

first axis 76, the direction of applied axial elongation to cause extension in strainable 
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web material is also substantially perpendicular to the first axis 76 of the 
deformations 74. 

While the direction of applied axial elongation. indicated by arrows 80. is 

substantially perpendicular to the first axis 76 of the defonnations 74. an applied axial 

elongation having a longitudinal component will cause the strainable web material to 

extend in the direction of applied axial elongation. 

Fig. 12 is an exemplary graph of a resistive force-elongation curve 720 of a 

formed polymeric web material of the present invention along with a similar curve 

710 for a planar, base polymeric film from which the web material is formed. 

Referring now to the force-elongation curve 720. there is an initial substantially 

linear, lower force versus elongation stage I designated 720a. a transition zone 

designated 720b, and a substantially linear stage II designated 720c which displays 

substantially higher force versus elongation behavior. corresponding to a resistive 

force wall beyond which the web material may undergo additional permanent 

deformation. 

As seen in Fig. 12 a formed web material having a strainable network exhibits a 

controlled multi-stage behavior when subjected to an applied elongation in a 

direction paralJel to the longitudinal axis of the web material. The resistive force to 

the applied elongation is significantly different between stage I (720a) and stage II 

(720c) of curve 720 as compared to curve 710 which does not exhibit this behavior. 

Referring now to Fig. IO. as the web material is subjected to an applied axial 

elongation indicated by arrows 80 in Fig. 8, the first region 64 having the shorter 

surface-pathlength, L 1, provides most of the initial resistive force. P 1, to the applied 

elongation which corresponds to stage I. While in stage I, the deformations 74 in the 

second region 66 are mostly out of the plane of applied elongation and offer minimal 

resistance to the applied elongation. In the transition zone between stages I and II. 

the deformations 74 are becoming aligned with the applied elongation. In stage 11. 

as seen in Fig. 11, the deformations 74 in the second region 66 have become 

substantially aligned with the plane of applied elongation and begin to resist further 

elongation. The second region 66 now contributes a second resistive force. P2. to 

further elongation. The first and second resistive forces to elongation provide a total 

resistive force. PT. which is greater than the resistive force provided by the first 

region 64. Accordingly. the general slope of the force-elongation curve in stage II 

displays the characteristics of a force wall that is significantly greater than the general 

slope of the force-elongation curve in stage I. 
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The resistive force Pl is substantially greater than the resistive force P: when 

(L l ":"'D) is less than L.2. While (L l +D) is less than L2 the first region 64 provides an 

initial resistive force. P 1. generally satisfying the equation: 

. Pl = (Al *El *D) 

Ll 

When (LI+D) is greater than L2 the first and second regions provide a 

combined total resistive force. PT. to the applied elongation D. generally satisfying 

the equation: 

PT = (Al*El*D) + CA2*E2*jLl+D-L2!) 

LI L2 

(Where"*" represents a multiplication sign.) 

The maximum elongation occurring while in stage I is considered to be the 

"available stretch" of the web material. The available stretch can be effectively 

determined by inspection of the force-elongation curve 720, the approximate point at 

which there is an inflection in the transition zone between stage I and stage II is the 

percent elongation point of "available stretch". The range of available stretch can be · 

varied from about l 0% to 100% or more; this range of elastic-like response is often 

found to be of interest in disposable absorbent articles. and can be largely controlled 

by the extent to which surface-pathlength L2 in the second region 6~.~_xceeds 

surface-pathlength L 1 in the first region 64 and the properties of the base film. 

Significantly higher forces are required to achieve percent elongations in the base film 

equivalent to those percent elongations in the web 60. The approximate extent of 

stage I can be controlled as desired by adjusting the pathlengths, L l and L2 in an 

untensioned condition. The force-elongation behavior of stage I can be controlled by 

adjusting the width. thickness. and spacing of first region 64 and the properties of the 

base film. 

When the web material of Fig. 8 is subjected to an applied elongation, the web 

material exhibits an elastic-like behavior as it extends in the direction of applied 

elongation and retracts to its substantially untensioned condition once the applied 

force is removed. unless extended to the point of yielding. The web material is able 

to undergo multiple applications of applied elongation without losing its ability to 
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substantially recover. Accordingly. the web material is able to retract to its 

substantially untensioned condition once the applied elongation or force is removed. 

While the web material may be easily and reversibly extended in the direction 

of applied axial elongation. in a direction substantially perpendicular to the first axis 

76 of the deformations 74. web material is relatively non-extensible in a direction 

substantially parallel to the first axis 76 of the defonnations 74. The plastic 

deformation imparted upon the deformations 74 allows the deformations to be 

extended in one direction, in a direction substantially perpendicular to the first axis of 

the deformations, while being relatively non-extensible in a direction substantially 

perpendicular to the direction of extension, in a direction substantially parallel to the 

first axis of the deformations. In other embodiments, however, the strainable web 

material 60 can be provided with first regions 64 that extend in different directions to 

make the strainable we!> material 60 extensible in more than one direction. For 

example, the strainable web material 60 can be provided with first regions 64 that 

extend outward from a center and second regions 66 that are disposed in concentric 

circles around the center to make the strainabte web material 60 extensible in all 

directions in the x-y plane. 

The amount of applied force required to extend the web material is dependent 

upon the inherent properties of the base material forming the web material and the 

width and spacing of the undeformed regions 64. with narrower and more widely 

spaced undeformed regions 64 requiring lower extensional forces to achieve the 

desired elongation. The first axis 68, (i.e., the length) of the undefonned regions 64 

is preferably greater than the second axis 69, (i.e., tfie width) with a preferred length 

to width ratio of between 5: I and 300: 1. 

The depth and number of deformations 74 can also be varied to control the 

applied force or elongation required to extend the web material of the presenr 

invention. In one preferred embodiment. the deformations are formed by two rigid 

plates having outer dimensions of 5.011 by 12" by 0.75". On one sutface of each plate 

are a series of meshing teeth which are substantially triangular in cross section and 

measure 0.030" at their bases and taper to a vertex with a radius of 0.008" at the top. 

The centerlines of the teeth are spaced evenly and at 0.030" increments. On the 

"toothed" side of one plate, a series of grooves are cut which are parallel to each 

other and perpendicular to the evenly spaced teeth. These grooves measure 0.031" 

wide and are continuous over the entire length of the plate. and are spaced at a 
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distance of 0.25" on center. These grooves correspond to the undeformed regions of 

the deformed web of material. 

The preferred LLDPE base material is placed between the plates in a hydraulic 

press having platens larger than the plates to evenly distribute pressure. The plates 

are compressed under a load of at least 4.000 pounds. The formed web material is 

then removed from between the plates. The available stretch or elongation is 

increased if for a given number of deformation~. the height or degree of deformation 

imparted on the deformations is increased. · Similarly, the available stretch or 

elongation is increased if for a given height or degree of deformation. the number or 

frequency of deformations is increased. 

(3) Additional Steps 

In preferred embodiments. the topsheet 3 8 is rendered hydrophilic so that 

liquids will transfer through the topsheet 38 faster. This will diminish the likelihood 

that body exudates will flow off the topsheet rather than being drawn through the 

topsheet and being absorbed by the absorbent core. The topsheet can be rendered 

hydrophilic by treating it with surfactants. Suitable methods of applying surfactants 

are described in U.S. Patents 4,950.254 and 5,009,653 issued to Osborn (which 

include incorporating the surfactant into the polymeric material of a formed film 

topsheet) as well as treating the surface of the component underlying the topsheet 

with a surfactant. 

In addition. in preferred embodiments, the inner surface 38B of topsheet 38 is 

secured in contacting relation with an underlying absorbent layer. This contacting 

relationship results in liquid penetrating topsheet 38 faster. The topsheet 38 may be 

kept in a contacting relationship with an underlying layer by bonding the topsheet to 

the underlying layer. However, it is not absolutely necessary to bond the face of the 

topsheet 38 to the face of the underlying layer. The topsheet 38 can be maintained in 

contact with an underlying absorbent component by applying adhesives between the 

topsheet and the underlying component, by entangling the fibers of the underlying 

layer with the topsheet, by fusing the topsheet 38 to an underlying absorbent layer by 

a plurality of discrete individual fusion bonds. or by any means known in the art. 

B. The Absorbent Core 

(i) General Characteristics of Preferred Absorbent Core 

Materials 
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The absorbent core 42 is positioned between the topsheet 38 and the backsheet 

40. The absorbent core 42 provides the means for absorbing exudates such as 

menses and other body fluids. The absorbent core 42 need not have an absorbent 

capacity much greater than the total amount of body fluids anticipated to be 

absorbed. In fact, the absorbent core 42 may have a capacity that is substantially less 

than the amount of bodily exudates required to be absorbed if the Jess extensible 

element 44 has a capacity sufficient to absorb most or all of such bodily exudates. 

The absorbent core 42 is generally compressible, conformable, and non-irritating to 

the user's skin. 

In the embodiment shown in Figs. 1-5, the absorbent core 42 is preferably 

extensible. The absorbent core 42, however, need not be extensible in all 

embodiments to provide a benefit. For example. a relatively inextensible core can be 

used in an embodiment in which the topsheet together with an underlying ·absorbent 

component (or integral absorbent component) is extensible and the topsheet and ·such 

absorbent component are not attached to the face of the core so that they are able to 

separate from (or "decouple" from) the core. The concept of decoupling (in general) 

is described in U.S. Patent 5,007,906 issued to Osborn on April 16, 1991. Such an 

embodiment is useful if the topsheet 38 is capable of extending independently of the 

absorbent core and any other underlying components which are relatively 

inextensible. In such an embodiment, the topsheet can play a large pan in providing 

the desired body conformity and comfort for the wearer notwithstanding the 

inextensibility of the underlying components. 

The absorbent core 42 can comprise any material used in the art--for such 

purpose including natural materials and synthetic materials. Non-limiting examples 

of such materials include natural materials such as cornminuted wood pulp (which is 

generally referred to as airfelt). cr,~ped cellulose wadding, hydrogel-fonning polymer 

gelling agents, creped tissues or creped nonwovens containing fibers comprised of 

absorbent or superabsorbent polymers, modified cross-linked cellulose fibers (such as 

those described in U.S. Patent 5.217.445 issued to Young, et al. on June 8, 1993), 

capiJlary channel fibers (that is, fibers having intra-fiber capillary channels such as 

those described in U.S. Patent 5,200,248 issued to Thompson, et al. on April 6. 

1993), absorbent foams (such as those described in U.S. Patent 5,260,345, issued to 

DesMarais. et al. on November 9, 1993 . and U.S. Patent 5,268,224 issued to 

DesMarais. et al. on December 7, 1993 ), thermally bonded airlaid materials (such as 

those materials described in U.S. Patent Application Serial No. 08/141. I 56. entitled 

"Catamenial Absorbent Structures Having Thermally Bonded Layers for Improved 
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Handling of Menstrual Fluids. and Their Use in Catamenial Pads Having Improved 

Fit and Comfort" filed in the name of Richards. et al. on October 2 l. 1993 (P&G 

Case 505 l ). absorbent sponges. synthetic staple fibers, polymeric fibers, peat moss. 

or any equivalent material or combinations of materials. 

The polymeric gelling agents listed above may also be referred to as "absorbent 

gelling materials" ("AGM"). or "superabsorbent materials". Polymeric gelling agents 

are those materials which. upon contact with liquids such as water or other body 

liquids, imbibe such liquids and thereby fonn hydrogels. In this manner. liquids 

discharged into the absorbent core 42 can be acquired and held by the polymeric 

gellin~ agent, thereby providing the articles herein with enhanced absorbent capacity 

and/or improved liquid retention performance. The polymeric gelling agent which is 

employed in the absorbent core 42 will generally comprise particles of a substantially 

water-insoluble, slightly cross-linked, partially neutralized, hydrogel-forming polymer 

material. The polymeric gelling agent can be in many fonns, including in the fonn of 

particles. flakes, or fibers. 

In one preferred embodiment, the absorbent core 42 is a laminate. The 

laminate is comprised of a layer of superabsorbent polymer material, such as in the 

form of particles 41. disposed between two air-laid tissues, first and second tissue 

layers. The first and second tissue layers provide containment of the superabsorbent 

polymer material, improve lateral wicking of the absorbed exudates throughout the 

absorbent core 42 and provide a degree of absorbency. The tissue layers can be 

comprised of a single tissue web which is folded with the superabsorbent material 

particles between, or two separate sheets of the same (or different) tissue. 

A suitable laminate is a superabsorbent laminate known as WATER-LOCK 

L-535 available from the Grain Processing Corporation of Muscatine, Iowa 

(WATER-LOCK registered TM by Grain Processing Corporation). Such 

superabsorbent laminates are disclosed in U.S. Patent 4,467,012, issued to Pedersen 

et al. on August 21, 1984, U.S. Patent 4.260,443, issued to Lindsay et al. on April 7, 

1981. and U.S. Patent 4.578,068 issued to Kramer. et al. on March 25. 1986. 

(2) Alternate Ways of Providing The Absorbent Core 

With Extensibility 

·The absorbent core materials described above can be made extensible in many 

different ways, including by cutting or slitting the same. Figure 1 shows an 

embodiment in which the topsheet 38 is partially cut away and the absorbent core 42 
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is a laminate as described above which is slitted or partially slitted with transverse 

slits for longitudinal extensibility. 

The entire plan view area of the absorbent core 42 can be provided with slits 

of the type shown in Fig. 1, or only a ponion of the core can be provided with slits. 

Preferably, in the embodiment shown in Fig. 1. the entire core is slit. In alternative 

embodiments. the portions of the absorbent core 42 that lie beyond the less extensible 

element 44 can be slit and the portion of the core that lie below the less extensible 

element 44 can be unslit, or vice versa. 

In alternative embodiments, the absorbent core 42 can be made extensible by 

making the same from tissue paper having between 20% and 200% stretch (i.e .. 

capable of extending to an extended dimension that is between about 1.2 and 3 times 

its unextended dimension). Such tissue sheets can be made by a number of 

processes. The tissue paper may in one embodiment, be conventionally creped 

tissue. For example. the tissue paper may be a BOUNTY tissue that is taken directly 

after it has been creped off of a Yankee dryer before any crepe is pulled out of the 

tissue. A process for making such a tissue is described in U.S. Patent 5,098,522 

issued to Smurkoski. et al. on March 24. 1992. 

In alternative embodiments. the absorbent core 42 can be made from a tissue 

with no or very low initial crepe that is creped after lamination. The creping process 

in this case could occur by passing the laminate through two matched rolls such that 

they will yield a corrugated laminate tissue with extensibility in the range of 20% to 

200%. The conugations should be perpendicular to the direction of a desired 

stretch. Thus. in this and the aforementioned embodiment. a laminate can be formed 

that comprises two creped nonwoven layers with a superabsorbent polymeric 

material disposed between the layers of nonwoven material. In still other 

embodiments, the entire main body portion 21 of the sanitary napkin (or the entire 

sanitary napkin) can be creped. 

In other alternative embodiments, the absorbent core 42 can comprise an 

absorbent strainable web material (that is. a "SELFed" web). A SELFed absorbent 

web material can be prepared in a number of ways. The "SELFing" process 

described above with relation to providing the topsheet with extensibility can be 

perfonned on an absorbent staning material such as a tissue· layer or tissue laminate 

or on one of the other types of absorbent material described herein as being suitable 

for use in the absorbent core 42. It should be understood that while such an 
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operation will provide an extensible absorbent material, when many types of 

absorbent material (such as tissue layers) are SELFed. they may not be provided with 

the same type of magnitude of multi-stage behavior in response to applied elongation 

because such starting materials may initially have very little inherent resistance to 

elongation. In other alternative embodiments, a material that has greater inherent 

resistance to elongation can be used as a starting material, and such a material can be 

combined with an absorbent material either before or after the SELFing process. For 

instance. the starting material may comprise a laminate of a tissue layer on top of a 

film (which is either apertured or non-apertured) that is subjected to a SELFing 

process. An example of a material which is first SELFed and then combined with an 

absorbent material is a film which has particles of absorbent gelling material adhered 

to its surface after the film is subjected to a SELFing process. In still other 

embodiments, the entire main body portion 21 of the sanitary napkin (or the entire 

sanitary napkin) can be SELFed after it is assembled. 

In still other alternative embodiments, rather than comprising an extensible 

component, the absorbent core 42 can comprise a transversely segmented structure 

such as is described in P&G Case 4310. U.S. Patent Application Serial No. 

07/630,451 filed in the name of Osborn on December 19, 1990, (PCT Patent 

Publication No. WO l 0984. published July 9, 1992). 

(3) Additional Steps 

The longitudinal and end edges 22 and 24 of the main body ponion 21 are 

preferably sealed to prevent the wicking and expulsion of liquid or any liquid­

containing superabsorbent material from the napkin when it is extended. 

Alternatively. the longitudinal edges 42C and edges 420 of the absorbent core 42 

may be sealed rather than sealing the edges of the entire main body portion. The 

edges of the core 42 may, for example. be wrapped or covered by a tissue layer. In 

other alternative embodiments, the edges of the tissue may be folded, or otherwise 

manipulated to prevent the wicking and expulsion of liquid or liquid-containing 

superabsorbent material particles 41 from the core 42. All permanent seals around 

the perimeter of the main body portion should not break upon lengthening (i.e .. any 

seal is intended to remain for the duration of the use of the sanitary napkin). 

The absorbent core 42 may be made elasticalJy extensible even though it does 

not have elastic properties of its own. The absorbent core 42 can be made elastically 
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extensible by attaching it to an elastic backsheet or topsheet so that the absorbenr 

core 42 will extend and retract with the elastic iopsheet or backsheet. 

C. The Backsheet 

(1) General Characteristics of ·Preferred Backsheet 
Materials 

The backsheet 40 prevents the exudates absorbed and contained in the 

absorbent core 42 from wetting articles which contact the sanitary napkin 20 such as 

pants, pajamas and undergannents. The backsheet 40 should be flexible and 

impervious to liquids (e.g., menses and/or urine). 

The backsheet 40 may comprise a woven or nonwoven material, polymeric 

films such as thennoplastic films of polyethylene or polypropylene, or composite 

materials such as a film-coated nonwoven material. Preferably, the backsheet 40 is a 

thin plastic film, such as a polyethylene film having a thickness of from about 0.012 

mm (0.5 mil) to about 0.051 mm (2.0 mils). Exemplary polyethylene films are 

manufacrured by Clopay Corporation of Cincinnati, Ohio, under the designation P 18-

1401 and by Tredegar Film Products of Terre Haute. Indiana. under the designation 

XP-39385. 

The backsheet 40 is preferably embossed and/or matte finished to provide a 

more clothlike appearance. Further, the backsheet 40 may pennit vapors to escape 

from the absorbent core 42 (i.e., the backsheet 40 may be breathable) while still 

preventing exudates from passing through the backsheet 40. Flushable or 

biodegradable backsheets can also be used, e.g., such as with the pantiliner devices 

described herein. Another suitable backsheet material is nonwoven/film l~minate 

described in U.S. Patent 5,007,906 issued to Osborn April 16. 1991. 

(2) Alternate Wavs of Providing The Backsheet With 

Extensibilitv 

The backsheet 40 {and any attached overlying component) may have the same 

extensibility characteristics as the topsheet (e.g.. secant modulus, etc.). The 

backsheet 40 can be made extensible by forming it from an elastomeric film such as 

the film described in U.S. Patent 4,476.180 issued to Wnuk on October 9, 1984. 

Such a film is obtained from Exxon Chemical Company of Lake Zurich. Il.. as Exxon 

film EXX-500 (formerly EXX-7). 
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Another preferred extensible backsheet 40 is an extensible adhesive film 
Fonnula #198-338 manufactured by the Findley Adhesives Company of Wauwatosa. 
Wisconsin. The Findley adhesive film is a fluid impervious film capable of extending 
200 - 300%. The Findley adhesive film is preferred because it is also elastically 
extensible. At least one side of this film can be used with the adhesive "as is" in the 
sanitary napkin 20. For example. this side of the adhesive film can be adhered to the 
gannent-facing side 42B of the absorbent core 42. The other side of the adhesive 
film that forms the garment-facing side 40B of the backsheet 40 may have its 
adhesive surface at least partially covered (or "blocked" to eliminate its adhesive 
characteristics). The adhesive defining the body-facing side 40A of the backsheet can 
also be at least partially blocked. The exposed adhesive can be blocked in a number 
of suitable ways. These include, but are not limited to ~ttaching a layer of 
nonadhesive material to cover the exposed adhesive, brushing or sprinkling a 
powdered material such as talcum powder or corn starch on at least part of the 
exposed adhesive, and covering the exposed adhesive with a creped nonwoven 
material and/or a nonwoven material that is oriented in a direction which allows the 
backsheet to extend (such as with most of its fibers running perpendicular to the 
desired direction of the stretch). The partial blocking of the exposed adhesive on the 
gannent-facing side 40B of the backsheet 40 can be used with the remaining exposed 
adhesive to create particular adhesive patterns for fastening the backsheet to the 
panty covering component. 

In still other embodiments, an adhesive film can be created with one side that 
has adhesive tack; and one side without tack. One suitable adhesive film having these 
characteristics is a composite structure comprising a nonwoven elastomeric film with 
a low modulus pressure sensitive adhesive, such as adhesive film Formula #198-338 
which is available with a blocking film such as film Formula H203 I from the Findley 
Adhesives Company. Such materials are further described (and used for other 
purposes) in U.S. Patent 5.032.120 issued to Freeland, et al. on July 16, 1991. and 
U.S. Patent 5,037.416 issued to Allen, et al. on August 6, 1991. 

In other preferred embodiments, the backsheet 40 may comprise an extensible 
laminate structure comprised of two or more layers. The laminate can be comprised 
of layers which are each capable of differ::nt extensibility. For instance, a backsheet 
40 can comprise a laminate formed of a layer of Findley adhesive film that is covered 
on one or both sides by an extensible nonwoven web or by an extensible film. 
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In still other embodiments. the backsheet 40 can be made extensible by 

performing a mechanical operation. such as pleating. corrugating. ring rolling. or 

SELFing the backsheet material. In the preferred embodiment shown in Figs. 1-5. 

the backsheet 40 is fanned by SELFing one of the exemplary polymeric films 

described above. Such a SELFed backsheet material is preferred over many of the 

elastomeric films described above because of its relatively low cost. 

D. The Less Extensible Element 

The sanitary napkin 20 is also preferably provided with an optional less 

extensible or non-extensible region or less extensible element (or "insert") 44. Such a 

less extensible region can comprise a part of one or more of the components of the 

sanitary napkin. or it can comprise a separate element (e.g. an insert) that is placed 

between or within the various components of the sanitary napkin. 

For example, the less extensible region can comprise part of the absorbent 

core, or a separate element positioned above the absorbent core, below the absorbent 

core, or within the absorbent core (e.g., such as between layers of a laminate 

absorbent core). Figs. 1-5 show an embodiment in which the less extensible region is 

provided by an insert 44 that is positioned between the topsheet 38 and the absorbent 

core 42. 

The insert 44 is preferably located approximately in the central region 32 of the 

sanitary napkin 20, but as shown in Fig. I. the insert 44 may also lie at least partially 

in the first end region 28 of the sanitary napkin. In the particularly preferred 

embodiment shown. the insert 44 is activated in response to forces from at least two 

different sources. The insert 44 preferably both deflects in response to stretching of 

the rest of the sanitary napkin (and preferably deflects upward in the center or lifts to 

provide improved body contact} and also preferably deflects upward in response to 

inward compressive forces exerted by the wearer's thighs during use. 

The insert 44 has a body-facing side 44A, a garment-facing side 44B. a pair of 

longitudinal edges 44C. and a pair of end edges 440. The insert 44 can generally be 

any type of component that is less extensible than at least some of the other parts of 

the main body portion 21 of the sanitary napkin 20. The insert 44 may be relatively 

inextensible. In other embodiments, the less extensible element may have a degree of 

extensibility, albeit a lesser degree of extensibility than the other pans of the main 

body ponion 21. 
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The insen 44 should preferably be flexible. The flexibility of the insert 44 

should be enough that the sanitary napkin is comfonable to wear. The flexibility of 

the insert 44 is not unlimited. however. since the less extensible element 44 muse 

resist flexibility enough to maintain the sanitary napkin in the desired in use 

con.figurations without collapsing under the forces associated with wearing the . 

napkin. The structure of the insert 44 is preferably rigid enough. however. to allow 

bowing or buckling to occur when inwardly-oriented lateral compressive forces are 

applied to the longitudinal edges 44C of the less extensible element. The insert 44 

should preferably not collapse inward (i.e., "squash" like a sponge) without providing 

any z-direction lift in response to the lateral compressive forces exened on the 

sanitary napkin 20 during use. The insert 44 can be in the form of a layer of material. 

or in some other suitable form. The insert 44 will preferably maintain sufficient 

rigidity when it is both dry and after it has become wet (such as by body exudates). 

The insert 44 is preferably also flexure-resistant, reformable, and moisture 

stable as these tenns are defined in the U.S. Patent 5. 171,302 issued to Buell. The 

insert 44 and the sanitary napkin may also be made to assume many of the cross­

sectional configurations described in the aforementioned patent. More panicularly, 

the insert described herein has an improved structure which is designed to achieve the 

desired in-use configurations even more efficiently in thinner, more consumer-friendly 

executions. 

The insert 44 should be laterally compressible under relatively low forces so 

that the sanitary napkin is comfortable to wear. When worn, sanitary napkin and 

other related catamenial products are subjected to lateral compression forces. When 

these compressive forces are released, the sanitary napkin may rebound from its 

compressed state. The insert 44 may be resilient enough that it moves back to its 

uncompressed configuration in use after the laterally inward compressive forces 

exerted by the wearer's thighs are removed. Alternatively. if the insert is joined to the 

longitudinal side edges of the absorbent core, the insert may passively expand with 

the panty crotch when the compressive forces exerted by the wearer's legs are 

removed. This ensures that the insert 44 ~ill enable the sanitary napkin 20 to cover a 

large portion of the wearer's panties during use and to minimize lateral leakage of 

exudates around the sides of the sanitary napkin which leads to staining of the 

wearer's panties {which may be referred to as "side soiling"). The manner in which 

the sanitary napkin reacts to these compressive forces is also important since it 

affects the visual appearance of the sanitary napkin after use. 



The insen 44 may be made from any suitable material. The marerial should be 

soft. flexible. and absorbent. but ri2id enou2h to bow or buckle. The insen 44 mav - - . 
be made from many of the basic types of absorbent core materials specified herein. 

These core materials. however, preferably should not be subjected to any process 

(such as SELFing, ring rolling. pleating, corrugating, or slitting) to provide the 

material with extensibility. FIGS. 1-5 show an embodiment in which the insert 44 

comprises an unslit absorbent laminate. The insen 44 is preferably a:_lso designed to 

provide for controlled buckling such as by folding it to create a medial longitudinally­

oriented fold line in the same. 

The insert 44 may be simply placed on top of the core 42 and held in place by 

fitting snugly against the surrounding components of the sanitary napkin 20. In the 

embodiment shown in FIGS. 1-5, the insert 44 is affixed at a single point 46 on each 

of its longitudinal side edges. 

When the sanitary napkfo 20 is elongated, the central region 32 of the napkin 

narrows. This causes the insert 44 to bow or buckle and form a ridge 48 (shown in 

FIG. 5) along the principal longitudinal centerline L of the sanitary napkin 20. 

The insert 44 can be formed from many of the types of materials used in the 

various components of the sanitary napkin {such as the types of materials used in the 

absorbent core and as the backsheet, or combinations thereof). For instance. the 

insert can be formed from webs or laminates of absorbent material {with or without 

absorbent gelling materials), or from impervious materials. Examples of suitable 

absorbent materials include webs of cross-linked .ceUulosic fibers and meltblown 

webs. It is preferred, however, to form the insert from an absorbent material. and a 

material such as a thermally bonded airlaid web (which may be referred to herein as 

"TBAL" for brevity) that has some resiliency. Examples of some suitable 

nonabsorbent materials which may be placed under the absorbent core (or slit. or 

otherwise adapted to provide liquid passageways to the core) include thennoplastic 

polyethylene, polypropylene. synthetic foams, films or suitable blends of the types of 

materials described herein. On preferred foam material for use in the insert is a 

polyethylene foam known as VOLAR.A 2a obtained from Voltek Corp .. Lawrence. 

Mass. 

The insert 44 preferably contains at least some thennoplastic material. Upon 

melting. at least a portion of this thermoplastic material migrates to the intersections 

of the fibers. typically due to interfiber capillary gradients. These intersections 
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become bond sites for the thermoplastic material. When cooled, the thermoplastic 

material at these intersections solidifies to form the bond sites that hold the web or 

matrix of fibers. Bonding at these fiber intersections increases the overall 

compressive modulus and strength of the resulting matrix. Th.is matrix preferably 

contains from about I 0 to 90% cellulosic fibers and from about 10 to about 90% 

thermoplastic fibers or material. 

In a particularly preferred embodiment, the insert 44 is made of a thermally 

bonded absorbent material fabricated from a blend of cellulose and synthetic fibers. 

Such a preferred material for the insert 44 is described in the aforementioned U.S. 

Patent Application Serial No. 08/141, 156. entitled, "Catamenial Absorbent 

Structures Having Thennally Bonded Layers for Improved Handling of Menstrual 

Fluids, and Their Use in Sanitary napkins Having Improved Fit and Comfort" filed in 

the name of Richards~ et al. on October 21, 1993. Such a material is preferred 

because, unlike many foam materials, it is absorbent, and it has inherent resiliency, 

and it can be formed into resilient strucrures without having cells that are crushed in 

the process (which often happens with foam materials). 

Such particularly preferred thermally bonded absorbent material is obtained as 
DANWEB material #1079-2338 and 2339 from Dan Web of Aarhus, Denmark. 

DANWEB material #1079-2338 comprises a homogeneous blend of about 70% Flint 

ruver fluff {cellulose). 15% DANAKLON ES-C 1.7 dtex x 6 mm bicomponent fibers. 

and about 15% Nalco 1180 absorbent gelling material particles. DANWEB material 

#1079-2338 is formed into a web having a basis weight of about 152 grams/m2. a 

caliper of about 1.2 mm measured under a load of 0.2 psi, and a density of about 

0.13 glee. DANWEB material #1079-2339 comprises a two layer composite. The 

first layer has the same composition as material #1079-2338. The second layer 

comprises a homogeneous blend of about 85% Flint River fluff and 15% 

DANAKLON ES-C 1. 7 dtex x 6 mm bicomponent fibers. The composite web has a 

basis weight of about 290 grams/m:!, a caliper of about 2.3 mm, and a density of 

about 0.13 glee. 

The insert 44 can also comprise a laminate of a thermally bonded absorbent 

material and other materials. One particularly preferred laminate comprises a 

laminate of DANWEB #1079-2338 material and one or more layers of an 18 g/yd2 

(21.S glm2) spunbonded polypropylene nonwoven material known as CELESTRA 

available from Fiberweb. North America of Simpsonville, SC, which is then 

embossed with the pattern described in U.S. Patent 4.781.710 issued to Megison. et 
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al. on November I. 1988. and referred to internally at P&G as P-9. Both layers of P-

9 material are preferably melted to the back of the DANWEB material. 

The thermallv bonded airlaid material can be fanned bv meterinsz an airtlow 
• J -

containing the fibers and thermoplastic material. in substantially dry condition. onto a 

typically horizontally moving wire forming screen. Suitable systems and apparatus 

for air-laying mixtures of fibers and thermoplastic material are disciosed in. for 

example, U.S. Patent 4.157,724 (Persson). issued June 12. 1979. and reissued 

December 25, 1984 as Re. 31,775; U.S. Patent 4.278, 113 (Persson). issued July 14. 

1981; U.S. Patent 4,264,289 (Day), issued April 28. 1981; U.S. Patent 4,352.649 

(Jacobsen et al). issued October 5. 1982; U.S. Patent 4,353,687 (Hosler. et al). 

issued October 12, 1982; U.S. Patent 4,494.278 (Kroyer. et al). issued January:~. 

1985; U.S. Patent 4,627,806 (Johnson), issued December 9. 1986; U.S. Patent 

4,650,409 (Nistri, et aJ), issued March 17, 1987; and U.S. Patent 4, 724,980 (Farley). 

issued February 16, 1988. A particularly desirable system for air-laying mixtures of 

fibers and thermoplastic material according to the present invention is disclosed in 

U.S. Patent 4,640,810 (Laursen et aJ), issued February 3, 19&7. 

In the preferred embodiment shown, the topsheet 38, backsheet 40, and 

absorbent core 42 are extensible, and the insert 44 is positioned on top of the 

absorbent core and is less extensible than these other components. The lamination of 

the P-9 material on the bottom of the insert 44, in this embodiment provides the 

insert 44 with a smooth bottom surface (that is, one that has a lower coefficient of 

friction) so that when the underlying absorbent core 42 is stretched, the insert 44 will 

be able to more easily slide relative to the core 42. This is believed to improve the 

ability of the core 42 to stretch and cause this less extensible insert 44 to pop up. 

In such an embodiment. since the insert 44 has a plastic layer for its bottom 

surface, it is important for the insert 44 to avoid interfering with the absorbent 

function of the sanitary napkin. There are several ways this can be done. In one 

embodiment, the top surface 44A of the insert 44 can comprise sufficient absorbent 

material that the insert 44 serves as the primary absorbent component of the sanitary 

napkin and the absorbent core in the remaining portions of the sanitary napkin can 

serve as a "drop cloth" for exudates that are not deposited on the insert 44. In other 

versions of such an embodiment, the insert 44 can be made semi-liquid impervious or 

liquid impervious. For instance. the insert 44 can be formed of a laminate of TBAL 

material and a single layer of P-9 material and/or the P-9 material is not heated 

completely until the insert is totaJly impervious. Alternatively. the insert 44. or the P-
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9 material may be slitted with slits. or have holes punched in it or a window cut out 

therein so that liquids may travel through the insen 44 to the underlying absorbent 

core 42. 

E. Other Optional Components 

The sanitary napkin 20 of the present invention may be provided with optional 

additional components. 

The sanitary napkin 20 of the present invention can be provided with one or 

more additional pervious or absorbent ponions or layers. The additional pervious or 

absorbent portions or layers may be an integral part of one of the components of the 

sanitary napkin. such as the topsheet or absorbent core, or they may be a separate 

layer positioned between the absorbent core 42 and either the topsheet 38. the 

backsheet 40, or both. 

FIG. 3 shows that in the preferred sanitary napkin embodiment shown in Figs. 

1-5, an underlying absorbent portion, such as wicking material (or acquisition 

material) 50 fonns the garment-facing side of the topsheet 38. In the embodiment 

shown in Figure 3, the acquisition component SO is a nonwoven material having the 

same configuration as the absorbent core 42 that is attached to and integrated with 

the fonned film ponion of the topsheet and is SELFed along with the formed film 

prior to the assembly of the sanitary napkin. 

The terms "layer" or "web". as used herein to describe the acquisition 

component, include, but are not limited to single unfolded sheets. folded sheets. 

strips of material, loose or bonded fibers. multiple layers or laminates of material. or 

other combinations of such materials. The terms layers and webs are thus, not 

limited to single unfolded layers or sheets of material. Various folded arrangements 

are described in greater detail in PCT Patent Application Publication No. WO 

92/07535 published in the name of Visscher. et al. on May 14. 1992. 

The acquisition component SO serves to improve wicking of exudates over and 

into the absorbent core 42. There are several reasons why the improved wicking of 

exudates is impon:ant. The improved wicking provides a more even distribution of 

the exudates throughout the absorbent core. The improved wicking also allows the 

sanitary napkin 20 of the present invention to be made relatively thin. The 

acquisition component 50 is capable of dispersing exudates over a large surface area 

of the absorbent core 42. · The acquisition component SO thus allows the sanitary 
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napkin 20 to absorb relatively large amounts of exudates. Bulky prior art sanitary 

napkins relied on a high degree of venical absorption at the point where exudates are 

initially deposited. Because the absorbent cores of these prior napkins were fairly 

thick they could absorb a large volume of exudates while utilizing: only a small 
degree of the surface area or lateral absorption capacity. The thin versions of the 

sanitary napkins 20 of the present invention may absorb relatively large amounts of 

exudates because the wicking disperses the exudates over a large surface area of the 

absorbent core 42 where the exudates can better and faster be vertically absorbed 

into the absorbent core 42. 

The acquisition component 50 may also be used to direct exudates toward 

panicular portions of the core such as the ends of the core 420. Liquid exudates 

that are deposited on the core 42 will tend to be distnbuted radially outward from the 
place where they are deposited. Since the core 42 of the sanitary napkin 20 is 

relatively narrow in comparison to its length. liquid exudates will reach the 

longitudinal edges 42C of the core 42C much sooner than they will reach the ends 

420 of the absorbent core. The acquisition component 50 can be used to 

longitudinally wick and direct exudates toward the ends 420 of the core 42. This 

more effectively utilizes the capacity of the core, and reduces the possibility of 

leakage caused by exudates prematurely reaching the longitudinal edges 42C of the 
core. 

The characteristics of the acquisition component 50 are as follows. The 
acquisition component 50 should be liquid permeable and is preferably hydrophilic. 

The acquisition component 50 is also preferably compliant. soft feeling, and non· 
irritating to the user's skin. It can be made from any materials that are capable of 

dispersing exudates in the preferred manner described above. The materials are 

preferably also be capable of having the topsheet 3 8 fused to them. The acquisition 

component 50 is preferably provided with stretch properties. (If desired. these 

additional components may be provided with extensibility in any of the manners 

described herein.) 

The fibers or other structural elements comprising the acquisition component 

50 may be inherently hydrophilic. Alternatively, they may be treated to render them 

hydrophilic. Suitable methods for rendering fibers hydrophilic include treating them 

with a surfactant. The fibers can be treated by spraying the material comprising the 

acquisition component with a surfactant or immersing the material into the surfactant. 

A more detailed discussion of such a treatment and hydrophilicity is contained in Li. S 
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Patents 4.988.344 and 4.988,345 issued to Reising. et al. and to Reising. 

respectively. The hydrophilicity of these fibers allows the acquisition component SO 

to draw liquid exudates through the body-facing surface 38A of the topsheet 3& from 
below. 

The acqu1smon component 50 may be comprised of many of the same 
materials as the absorbent core. The acquisition component 50 may be comprised of 

woven or nonwoven materials. These materials may be synthetic. or partially 

synthetic and partially natural materials. Suitable synthetic fibers include polyester. 

polypropylene. polyethylene, nylon. viscous rayon fibers. or cellulose acetate. with 

polyester fibers being preferred. Suitable nawral fibers include cotton. cellulose. or 

other natural fibers. The acquisition component SO may also be at least partially 

comprised of cross-linked cellulose fibers, capillary channel fibers and fibrous 

superabsotbent material such as FIBERSORB manufactured by Camelot of 

Leominster, MA. 

The fibers of the acquisition component 50 may be oriented primarily in a 

single direction to cause liquid exudates deposited on the acquisition component 50 

to preferentially wick and be distributed toward the ends 42D of the absorbent core 

42. 

The acquisition component 50 may be any suitable size. The acquisition 

component 50 need not extend the full width of the absorbent core 42. The 

acquisition component 50 could. for instance, be in the form of a strip. 

The acquisition component 50. if nonwoven, can be made by a number of 

different processes. These include. but are not limited to the following in order of 

preference from least to most preferred: meltblown. spunbonded, carded. the latter 

including. in order of preference. thermally-bonded, air-through bonded, powder 

bonded. latex bonded. solvent bonded. or m~st preferably, spunlaced. The latter 
processes are more preferred because it is easier to orient the fibers in a single 

direction in such processes. 

Suitable commercially available products for use as the acquisition component 

of the topsheet 50 include a 70%/30% rayon/polyester fabric known as SONT ARA. 

The SONT ARA. fabric is described in greater detail in U.S. Patents 4,950,264 and 

5.00.9.653 issued to Osborn. Another material suitable for use as the acquisition 

component of the topsheet is an air-through bonded nonwoven material comprised of 
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bi-component fibers which is manufactured under the tradename HA VIX S'.2146 by 

the Havix Corporation, Gifu-City, Japan (formerly known as Fukamura). 

F. Combinations of Topsheet. Backsheet. and Core Materials and 

Assembly of the Same Into the Main Body Ponion of the Sanitarv 

Napkin. 

The main body ponion 21 of the sanitary napkin 20 of the present invention 

can be comprised of any combinations of the different topsheet, backsheet, and core 

materials described herein. The main body portion 21 may. as noted above. be 

comprised of all extensible components. The main body portion may also be 

comprised of any of the other types or combinations of extensible or inextensible 

topsheets, backsheets and absorbent cores that are described in PCT Publication Nos. 

WO 93/01785 and 93/01786. 

The components of the main body ponion described above {the topsheet, 

backsheet, and absorbent core) can be assembled in any suitable manner. In the 

preferred embodiment shown in Figures 1-3, the components of the main body 

portion are assembled in a "sandwich" configuration with the components sized so 

that the edges of the topsheet 3 8 and backsheet 40 extend outward beyond the edges 

of the absorbent core 42. The topsheet 38 and backsheet 40 are preferably at least 

panially peripherally joined using known techniques. As shown in Figure I, the 

topsheet 38 is preferably secured to backsheet 40 along a seam. such as seam 90. 

Seam 90 is preferably liquid impervious. The seam 90 can be formed by any means 

commonly used in the an for this purpose such as by gluing, crimping. or heat­

sealing. 

The term "joined". as used herein. encompasses configurations in which an 

element is directly secured to another element by affixing the element directly to the 

other element; configurations in which the element is indirectly secured to the other 

element by affixing the element to intermediate member(s) which in tum are affixed 

to the other element: and configurations in which one element is integral with another 

element, i.e., one element is essentially pan of the other element. 

The components of the sanitary napkin 20 can be joined together by adhesives. 

stitching. heat and/or pressure bonds, dynamic mechanical bonds, ultrasonic bonds. 

intenningling or entanglement of the fibers or other structural elements comprising 

the components of the sanitary napkin. such as by meltblowing the fibers comprising 

one component onto another component. extruding one component onto another. or 
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by any other means known in the an. Suitable means for attaching the components 

of the sanitary napkin are described in U.S. Patent Application Serial No. 0718 I 0. 744 

filed in the name of Cree. et al. on December 17. 1991 (PCT Patent Publication !'io 

WO 93111725 published on June 24. 1993). 

When the main body portion is comprised of extensible components. the 

components can be joined together in any suitable manner that allows the main body 

ponion to extend. The combining of topsheet and backsheets in extensible products 

cannot always be accomplished by traditional sealing methods or materials used for 

nonstretchable products. Bonds formed by traditional heat and pressure methods 

often do not stretch or are embrittled at the seals so that they easily rip or tear when 

the product is stretched. This is particularly a problem when the topsheet and the 

backsheet have different elastic properties, or melting points, or are sufficiently 

different in composition that sealing is difficult even when these components do not 

stretch. 

Another difficulty is associated with making the perimeter seals liquid 

impermeable when the extensible components are highly textured or corrugated and 

receive their extensibility from their corrugations. These corrugated structures often 

have very small regions that are not sealed due to their surface texture. This may 

allow the leakage of menses through the corrugations. In addition. the corrugations 

may be destroyed when the edges are sealed together, destroying their stretch 

properties. 

Backsheets made via SELF technology present unique problems in that the 

caliper of the backsheet can vary by a factor of 4 over very short distances due to the 

deep embossing pattern. Conventional thermal bonding may cause brittleness that 

destroys the stretch leading rips and tears in the edge seal. In addition, differences in 

the caliper of the SELFed film causes non-uniform heating and melting resulting in 

holes along the seal or in the backsheet. 

There are several approaches that can be used to produce fluid impermeable. 

stretchable edge seals between the topsheet and the backsheet. In one example. the 

backsheet 40 comprises a stretchable adhesive film. The core 42 is placed on top of 

the backsheet 40. The topsheet 38 is then placed on top of the core 42. The 

portions of the edges of the topsheet 38 that extend outward beyond those of the 

core 3 8 are secured to those of the backsheet 40 using the adhesive around the 

perimeter of the backsheet film. It has been found that such a construction 
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adequately secures the components of the sanitary napkin without further securing 

the faces of the adjacent components to each other. Although. as noted above. it is 

often preferred to secure some of the components at their faces. as well. 

A liquid impermeable seal with proper stretch and integrity can be formed in an 

absorbent article comprised of one or more SELFed components when the edges of 

the product are heat sealed prior to subjecting the edge region to the SELFing 

process. This can be accomplished in several ways. 

One suitable method is to SELF the component parts of the product leaving 

the edge regions undeformed, then combine the materials. and thermally seal or 

otherwise crimp the edges. As a separate process. the sealed edges are then 

"SELFed" resulting in a stretchable product ~th fluid impenneable, stretchable 

edges seals than have good integrity. 

Alternatively. the process can be accomplished in a single SELFing process. In 

this case the product is combined with conventional heat seals along the product 

edges. The total product is the "SELFed" in a die where the SELF patterns for the 

main body portion are recessed so that the thin edge regions of the pad receive the 

proper degree of embossing and the thicker central regions of the pad are also 

adequately embossed resulting in a product that has both extensible edge seals and an 

extensible main body portion. 

It is further possible to have different degrees of embossing for the outer edges 

of the pad and the interior regions of the pad, so that the pad when stretched defonns 

in a manner that provides configurations in use that enhance body fit, and/or panty 

coverage. 

The topsheet and the backsheet of a stretchable product can be combined with 

a stretchable adhesives such as Fuller 4031 or Fuller 2352. However, to prevent the 

problems of the adhesive bleeding through the topsheet ciuising the topsheet to have 

a low level of tack which become very uncornfonabJe during wear, an elastic barrier 

film (such as EXX.500 made by Exxon) may be bonded on top of the edge seal. This 

technique is particularly useful when the topography of the materials (e.g., pre­

stretched tri-laminates. ring rolled materials, and materials with fibrous surfaces) is 

such that bonded areas formed in the same would often leave small pin hole leaks. 

The elastic barrier film is heated so that its adhesive fills the valleys blocking the flow 

of fluid. Heat and pressure are required to force the hot molten glue into capillaries 

or small valleys that would transport fluid. A related approach is to create a product 
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where the backsheet extends outward further than the topsheet and to adhesive!\· 

bond the top sheet to the backsheet as above and then turn the edges of the backsheet 

film over the sealed area. 

The components of the products can also be prestretched prior to sealing with 

either adhesive and/or thermal bonds to provide a pleated edge seal pattern (and a 

softer corrugated surface). This approach has the added advantage of providing a 

"stop" in the amount of stretch available in the product. This approach also provides 

a puckered or pleated outer edge seal which may be preferred for a soft edge. In 

addition, special sealing patterns may be used to help provide stretchable seals. such 

as, pleated edge seal. a zig-zag seal and intermittent dot patterns. Heat seal bonds 

can be combined with the adhesive approach. 

In other alternate embodiments, a suitable seal can be created by extrusion of a 

stretchable film (e.g., EV A, EXSOO) onto the core or onto a nonwoven material 

covering the back of the core layer where the extruded film extends onto the edges of 

the core-facing side of the stretchable topsheet. 

In a particularly preferred extensible sanitary napkin embodiment shown in 

FIGS. 1-5. the portions of the topsheet and backsheet at the edges of the topsheet 

and backsheet are secured together using an extensible adhesive 92 around the 

perimeter of the sanitary napkin and in addition, a preferred distribution of 

mechanical bonds 94 in the perimeter area. The extensible adhesive 92 provides an 

impervious extensible seal around the perimeter of the sanitary napkin. The 

mechanical bonds 94 (only a portion of which are shown in Fig. 1) provide added 

strength. The mechanical bonds 94 are arranged in intennittent zones (or regions) of 

bonded and nonbonded areas. 

FIG. 13 shows the details of one preferred pattern of bonded and unhanded 

areas 96 and 98. In the embodiment shown in FIG. 13, the bonded areas comprise a 

plurality of spaced apart line segments that are approximately perpendicular to the 

longitudinal edges 42C of the absorbent core 42 at each bond. The bonded areas 96. 

thus, typically have at least a component that is oriented in the transverse direction. 

The bonded areas 96 can, in other embodiments. be in many suitable patterns. 

including but not limited to geometric shapes. such as circles or squares or other 

suitable configurations or in continuous or intermittent lines. Regardless of the exact 

pattern which is used, the bonded areas should be spaced apan in the desired 

direction of extensibility for the completely assembled absorbent article so they are 
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separated by unbonded areas. The bonded areas 96 are not extensible and the 

unbonded areas 98 are extensible. 

The bonded areas 96 are preferably formed by a heat and pressure process in 

which the application of temperature and pressure are carefully controlled so that 

neither the material comprising the topsheet nor the material comprising the 

backsheet are melted in the process. If either the temperature or the pressure is too 

high. and the topsheet, the backsheet, or both are melted. the bond formed will 

become brittle which may result in the topsheet and/or backsheet material tearing at 

the bond site. A suitable seal of a SELFed polyethylene fanned film topsheet and a 

SELFed polyethylene film backsheet can be formed by a heated plate having bonded 

areas as shown in Fig. 1 which are approximately 6 mm x 2 mm which are spaced 5 

mm apart. The plate is heated to 170°F for 5 seconds and the seal is fanned using 

hand pressure. 

The above manners of joining the components are preferred for ease of 

construction. (Other means of uniting the various components can be used.) For 

instance. the present invention also includes so-called "tube" products. In these 

products. a liquid pervious cover material (such as topsheet material) can be wrapped 

completely around the absorbent core and the backsheet. and then the components 

can be secured together. In alternative arrangements. the topsheet could be wrapped 

around the core. and the wrapped core could be placed on and secured to the 

backsheet. 

G. Side Wrapping Elements 

The sanitary napkin 20 preferably also comprises side wrapping elements (or 

"panty covering components") 52 located along each longitudinal side edge 22 of the 

main body portion 21. The side wrapping elements 52 preferably automatically wrap 

around the elasticized side edges of the wearer's panties when the sanitary napkin is 

placed in the wearer's panties and the panties are pulled up by the wearer. 

The description herein of the side wrapping elements 52 being "located along" 

(or "associated with") the longitudinal side edges 22 of the main body portion~ l is 

intended to include embodiments in which the side wrapping elements 52 are integral 

with the main body portion 21 (and comprise extensions of the components thereof. 

such as the topsheet and the backsheet} as well as embpdiments in which the side 

wrapping elements 52 comprise separate elements that are attached to the main body 

portion 21 either at or inboard of the longitudinal side edges 22 of the main body 
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ponion 21. If ·the side wrapping elements 52 comprise separate elements. they may 

be attached to any ponion of the main body ponion 21. such as the body-facing side. 

the garment-facing side. or some point in between these two sides. 

The side wrapping elements 52 are preferably extensible. The side wrapping 

elements may be extensible generally in the longitudinal direction, generally in the 

transverse direction, or in any direction between the longitudinal and transverse 

directions. Preferably the side wrapping elements are at least extensible in the 

longitudinal direction. 

In the preferred embodiment shown in ·FIGS. 1-5, the side wrapping elements 

52 comprise a pair of separate elements, one of which is attached to the 

garment-facing side of the napkin along each longitudinal side edge 22 of the main 

body ponion 21. Each side wrapping element preferably comprises a modified 

crescent-shaped piece or web of extensible material. The crescent-shaped webs each 

have a proximal edge 54 adjacent to the place where the side wrapping elements are 

attached to (or extend from) the main body portion 21, and each side wrapping 

element extends outward to a distal edge 56. 

The webs- of material (one of which is shown in FIG. 14) are described as 

being in a "modified" crescent-shape prior to attachment to the main body portion. 

The inside edge of the web of material is concave inward prior to attachment along 

the longitudinal side edge of the main body portion where it forms the proximal edge 

of the side wrapping element. The outside edge of the web of material is convex 

outward. The outside edge has a shape that defines two rounded portions (or lobes) 

SSA and 588 in plan view. These rounded portions (referred to together by 

reference number 58) are located near the ends of the web of material. The rounded 

portion 58A that is to be attached to the front end of the main body ponion may, as 

shown in FIG. 14. be provided with a different radius of curvature than the rounded 

portion 588 at the end of the web that is to be attached to the back end of the main 

body portion. This may be done so the curvature of the distal edge of the side 

wrapping elements will follow the curvature of the longitudinal side edges of the 

main body portion when the web is attached to the main body portion. It should be 

noted that in other embodiments. the curvature of the two rounded portions may be 

the same. 

The rounded ponions SSA and 588 on the distal edges of the side wrapping 

elements are separated by an intermediate section 58C of the distaJ edge. The 
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intermediate section SSC of the distal edge is disposed closer to the longitudinal 

centerline of the sanitary napkin than the outermost points of the rounded ponions. 

In the embodiment shown in FIGS. 1-5 .. the intermediate section 58C is given this 

configuration by spreading open the inside edge of the crescent-shaped pieces and 

attaching them so that they follow the curvature of the longitudinal side edges of the 

main body portion. In the process of attaching the side wrapping elements. at least 

one. and preferably two, pleats 59 are formed in the side wrapping element 52 where 

a first portion of the side wrapping element overlaps a second ponion of the side 

wrapping element. 

FIG. 4 shows that the end edges 57 of the side wrapping elements 52 
preferably form an angle a. of less than or equal to about 90° with the longitudinal 

centerline. The angle a. becomes more important as the length of the side wrapping 

elements 52 increases. panicularly when the side wrapping elements are greater than 

or equal to about 170 mm long (as measured parallel to the longitudinal centerline 

along the proximal edge of the side wrapping elements). Keeping the angle a. under 

the angles specified above assists the side wrapping elements in folding under the 

wearer's panties. In particular, the proper angle a. prevents the undesirable tendency 

for the side wrapping elements 52 to flip the ends of the main body portion back on 

themselves when the sanitary napkin is placed in the wearer's panties. This is 

particularly important in the areas where the side wrapping elements align with the 

regions of the panty leg openings that have the greatest curvature (i.e .. the smallest 

radii of curvature). The regions of the panty leg openings that have the greatest 

curvature (as shown in Fig. 28) are typically found furthest longitudinally outward 

from the narrowest portion of the panty crotch. 

The side wrapping elements 52 may be provided with any of the propenies 

described in U.S. Patent Application Serial No. 08/096, 12 J entitled "Absorbent 

Articles Having Panty Covering Components That Naturally Wrap the Sides of 

Panties" filed in the name of Lavash. et al. on July 22. 1993, and U.S. Patent 

Application Serial No. 08/124,180 entitled "Absorbent Articles Having Panty 

Covering Components Comprising Extensible Web Materials Which Exhibit Elastic­

Like Behavior" filed in the name of Mansfield. et al. on September 20. 1993. Such 

properties include, but are not limited to a resistance to edge compression of greater 

than or equal to 5 grams force so that the side wrapping elements 52 are substantial 

enough that they will not bunch up when forces are applied by the wearer's panty 

elastics to the side wrapping elements during wear. 



·--- - .. .. .. ·~ .. . •.-··--·-·· ... ,,. 

45 

Various ·alternative embodiments of the side wrapping elements 52 are also 

possible. For instance. as shown in FIG. 15, in an another embodiment. instead of 

providing the side wrapping elements 52 with pleats to allow the side wrapping 

elements to expand when they are folded under the wearer's panties_ the side 

wrapping elements 52 can be provided with ring rolled sections. SELFed sections, or 

conugations at various portions, such as at selected portions near the distal edges of 

the same. preferably at the flap transverse centerline in the regions adjacent the flap 

transverse centerline, or both. 

FIG. 16 shows that in another alternative embodiment, the side wrapping 

elements 52 can comprise more than one overlapping element, such as 52A 52B, 

52C, and 52D. That is, there is more than one overlapping side wrapping element 

associated with the main body portion 21 along each longitudinal side edge 22 of the 

main body portion. The overlapping side wrapping elements preferably have at least 

some portions that overlap at least 5 mm, more preferably at least about 1/4 inch 

(about 0.6 cm), more preferably at least about 10 mm. more preferably at least about 

1/2 inch (about 1.3 cm), more preferably still at least about 3/4 inch (about 2 cm}. 

and most preferably about 1 inch (about 2.5 cm). 

The advantage of the alternative embodiment shown in FIG. 16 is that the 

multiple side wrapping elements such as 52A and 52B can function independently of 

each other in fitting around the curvature of the panty crotch. yet since they overlap. 

they will still completely cover the side edges of the panty crotch to prevent soiling of 

the panty. This embodiment also provides the advantage that the different side 

Wrapping elements, such as 52A and 52B. can each be provided with different 

properties that allow them to better fit around the wearer's panty crotch. For 

example. each of the side wrapping elements can be provided with extensibility in 

different directions (e.g .• longitudinal. transverse. or at different angJes relative to 

longitudinal or transverse .directions). Such a construction would be difficult to 

create in a side wrapping element that comprised a single component using 

conventional technologies. 

In less preferred alternative embodiments of the present invention. the sanitary 

napkin 20 may be provided with flaps that extend outwardly from each longitudinal 

edge 22 of the sanitary napkin 20. The flaps may be in any suitable configuration. 

Suitable flaps may. for example. be made in accordance with the teachings of U.S. 

Patents 4,589.876, issued May 20. 1986 to Van Tilburg and 4,687.478, issued 

August 18. 1987 to Van Tilburg. U.S. Patent Application Serial No. 071769.891 
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entitled "Absorbent Article Having Flaps and Zones of Differential Extensibility" filed 

October 1. 1991 in the name of Lavash, et al. (PCT Publication No. WO 93/06805 

published April 15. 1993). U.S. Patent Application Serial No. 07/83~.246 entitled 

"Absorbent Anicle Having Inwardly-Folded Pleated Flaps filed February i. 1992 in 

the name of Niihara. et al.. 071707.233 entitled "Sanitary Napkin Having Laterallv 

Extensible Means for Attachment to the Undergarment of the Wearer", filed May 21. 

1991. in the name of Osborn, et al., and U.S. Patent 5,267.992 issued to Van Tilburg 

on December 7, 1993. Alternatively, the sanitary napkin can be provided.with side 

wrapping elements that have one or more features of the flaps described in the 

aforementioned patents and patent applications. 

H. Fasteners for Attaching the Sanitary Napkin to the Wearer's 

Panties. 

The gannent surface 20B of the sanitary napkin 20 and the garment surface of 

the side wrapping elements 52 may include fasteners for attaching the sanitary napkin 

to the undergarment of the wearer 82. 

FIG. 4 shows that in the particularly preferred embodiment shown in the 

drawings, the sanitary napkin is provided with two end fasteners 84 and perimeter 

fastener 86, a fastener that is disposed around the perimeter of the main body portion 

21, which are adapted to secure the portion of the sanitary napkin underlying the 

main body portion 21 to the crotch region of an undergarment. The end fasteners 84 

are preferably inextensible fasteners. such as inextensible adhesive patches. The end 

fasteners 84 serve to fimtly anchor the ends of the main body portion in the wearer's 

panties. The perimeter fastener 86 is preferably an extensible fastener. such as an 

extensible adhesive. The extensibility of the perimeter fastener 86 assists the portions 

of the sanitary napkin between the ends of the main body portion 21 in extending 

during use. 

The inextensible end fasteners 84 can comprise any adhesive or glue used in 

the art for such puflloses can be used. with pressure-sensitive adhesives being 

preferred. Suitable adhesives are Century A-305-IV manufactured by the Century 

Adhesives Corporation, Instant Lock 34-2823 manufactured by the National Starch 

Company, 3 Sigma 3 I 53 manufactured by 3 Sigma, and Fuller H-223 8ZP 

manufactured by the H.B. Fuller Co. Suitable adhesive fasteners are also described 

in U.S. Patent 4,917.697. 
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Suitable· extensible adhesives for use as the perimeter fastener 86 include 

extensible adhesives. per se. and extensible adhesive/backsheet combinations. Any 

extensible adhesives known in the art can be used. Suitable · extensible 

adhesivetbacksheet combinations include. but are not limited to non-extensible 

adhesive used on an extensible backsheet material such as 3 Sigma 2474 available 

from Anchor Continental, Inc .• 3 Siszma Division. of Covington. Ohio; elasticallv - - . 
stretchable adhesive films such as Findley adhesive 198-338. or an elastically 

stretchable adhesive film known as 3M XP0-0-014 available from the Minnesota 

Mining and Manufacturing Company of St. Paul, Minnesota~ or spray adhesives such 

as 3M adhesive 1442 on a low modulus elastic film. 

Other suitable fastener configurations are shown in PCT International Patent 

Publication No. WO 92/04000 entitled "Shape and Adhesive Fastening Means for an 

Absorbent Anicle" published in the name of Papa, et al. on March 19. 1992; PCT 

Publication No. WO 93101783 published in the name of Olsen, et al., and in PCT 

Publication No. WO 93/01785 published in the name of Osborn. et al. 

It should be understood that if it is desired to make the component that forms 

the gannent surface of the sanitary napkin (and any overlying components) extensible 

in the wearer's panties, the panicular adhesive configurations that can be used depend 

on whether extensible or inextensible adhesives are used. The ponion of the sanitary 

napkin on which extensible adhesives are located will be extensible. Sanitary napkins 

containing inextensible adhesives will typically only be capable of extension between 

the inextensible adhesive patches. Therefore, if inextensible adhesives are used. they 

are preferably applied in intermittent patterns, ·including but not limited to 

intermittent dots, intermittent strips, and the like, to permit the sanitary napkin to 

extend between adhesive patches. If. on the other hand, the adhesive is extensible. 

the adhesive cafl be applied in continuous or intermittent patterns in the above 

configurations (and other con.figurations). If the adhesives are extensible. they 

preferably extend approximately the same amounts as the sanitary napkin as set fonh 

in Table l. 

In addition. other types of fasteners can be used instead of. or in addition to 

adhesives. These other types of fasteners are preferably arranged in patterns similar 

to those in the patent publications referred to above. Such fasteners include. but are 

not limited to conventional VELCRO hook material, the fasteners described in: U.S. 

Patent 4.946.527 issued to Battrell on Aul?Ust 7, 1990; U.S. Patents 5.058.247 and 

5.116.563 issued to Thomas. et al. on October 22, 1991 and May 26. 1992. 
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respectively; and EPO Patent Application Publication No. 0 381 087 published 

August 8, 1990: or, high coefficient of friction foams and other high coefficient of 

friction materials in the same category as those described in U.S. Patent 4 166.464 - . . 
issued to Korpman. U.S. Patent 4.834.739 issued to Linker. III. et al.. and L'.S. 

Patent . 5. 011. 480 issued to Gossens. et al. These fasteners may also be made 

extensible as described in U.S. Patent Application Serial No. 07/915.133 (PCT 

Publication No. 93/01785). 

The side wrapping elements 52, as noted above, should wrap and stay without 

being provided with fasteners to secure the same to the panties. However. 

embodiments of the presen~ invention may have optional fasteners thereon for 

additional security. The optional side wrapping element fasteners 45 can be any of 

the types of fastening materials specified herein. The optional side wrapping element 

fasteners assist the side wrapping elements 52 in staying in position after they are 

wrapped around the edges of the crotch portion of the panty. The side wrapping 

element fasteners may be located on the garment surface of side wrapping elements 

52, adjacent the distal edges 56 of the side wrapping elements 52, or at various other 

locations on the side wrapping elements. 

3. Properties of the Absorbent Article 

The propenies of the absorbent anicle are. unless otherwise stated, described 

below in terms of those of the preferred sanitary napkin shown in the drawings. The 

other types of absorbent articles, such as pantiliners and incontinence products, may 

(but are not required to) have the same or similar propenies. 

A. Size and Shape 

The sanitary napkin has a first end region, a second end region (or "second 

region"). and a central region disposed between the end regions. The first end region 

and the central region can be considered to comprise a first region of the sanitary 

napkin. The sanitary napkin is asymmetrically shaped so that the second end region 

is larger than the first end region. The ratio of the width of the second end region to 

the first end region is between greater than about 1: 1 up to about 2. 7: I or even 3: 1. 

Preferably. the ratio of the width of the second end region to the first end region is 

_about I : 5: 1, more preferably about l. 7: 1. Although the sanitary napkin can be worn 

with either end at the front and rear of the wearer's body. the sanitary napkin is 

preferably worn by the wearer so that the second end region is placed to the rear of 

thP WP~rpr'c: hnrlv 
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The body-facing side 20A ·of the main body ponion 21 of the sanitary napkin 

preferably defines an absorbent surface area of greater than or equal to: about 60 

cm2. and more preferably about 120 cm2, 130 cm2. 140 cm:. 150 cm 2. and most 

preferably about 200 cm2. If the absorbent anicle is a pantiliner. it preferably has an 

absorbent surface area of greater than or equal to about 60 cm2 and is less than or 

equal to about I 00 cm2. 

The term "absorbent surface area", as used herein, refers to a measurement of 

the portion of the surface area of the main body portion of the absorbent article 

which has some underlying absorbent material. Thus, the absorbent surface area of 

an absorbent article having a perimeter seal in which only topsheet and backsheet 

material are joined (i.e .. no absorbent material in the sealed area), would comprise 

the total surface area less the portion of the total surface area that was comprised by 

the perimeter seal. 

B. Body Contact 

The sanitary napkin 20 of the present invention, as discussed above, preferably 

conforms closely to the wearer's body during use, and has a large area that is in 

actual contact with the wearer's body during use. 

The Lift Test is a laboratory method for approximating the potential of an 

absorbent article to achieve good body contact. The procedure for measuring Lift is 

set forth in Section 5 below. The Lift can be measured at several different points in 

the Lift Test apparatus. These points can be thought of as representing a wearer's 

introitus, perineum. and the crevice between the wearer's buttocks (or "gluteal· 

groove''). It should be understood, however. that the points on the test apparatus are 

intended to provide a consistent basis for comparing the Lift of different absorbent 

articles. The test apparatus and the points thereon are by no means intended to 

conform identically to a woman wearer's anatomy. FIGS. 23-25 are graphs which 

depict the Lift at the corresponding first. second, and third positions in the Lift Test 

apparatus. respectively, of a stretchable sanitary napkin according_ to the present 

invention versus a commercially-available ultra-thin sanitary napkin. FIG. 26 is a 

table of the data in FIGS. 23-25. 

The sanitary napkin of the present invention preferably has a Lift at the first 

position in the Lift Test apparatus of greater than about 3 mm, more preferably 

greater than or equal to about 4 mm. S mm. 6 mm, etc .. a Lift at the second position 

of ereater than about 1 mm. more oreferablv ereater than or eaual to about 2 mm. 
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and a Lift at the third position of greater than about 3 mm. preferably greater than or 

equal to about 4 mm. 5 mm. 6 mm. etc. 

The extensibility of the topsheet and any underlying absorbent or previous 

component that is attached to the garment-facing face of the topsheet can also be 

examined as another laboratory method for approximating the potential for an 

absorbent article to achieve body contact. The reason for focusing on the 

extensibility of the topsheet and underlying absorbent component is that it is believed 

that since these components are closest to the wearer's body. if these components · 

have characteristics such as extensibility it will allow them to extend and conform to 

the wearer's body. the absorbent article will also likely provide good body contact. 

The extensibility of the topsheet and any attached underlying component also has the 

effect of allowing movement between the wearer's body and the body-facing side of 

the absorbent anicle which results in transferring the frictional forces from the 

wearer's skin to the absorbent article. providing improved comfort for the wearer. 

The extensible topsheet and any attached underlying component preferably 

have a relatively low modulus of extensibility in both the longitudinal and transverse 

directions. The geometric mean of the longitudinal and transverse secant modulus at 

25% elongation of the topsheet and any attached component (or components) is 

preferably less than or equal to about 8 (g/cm)/%, more preferably less than or equal 

to about 6 (g/cm)/%. still more preferably less than or equal to about 5 (g/cm)f'/o, 

still more preferably less than or equal to about 4 (g/cm)/%. and most preferably less 

than or equal to about I (g/cm)/%. When the stretching forces are removed from the 

topsheet and underlying component, the topsheet and underlying component have 

less than or equal to about 20% set. and more preferably less than or equal to about 

10% set. Similar values are possible for the backsheet and any attached overlying 

component. The procedures for measuring the extensibility and set of the topsheet 

and underlying absorbent· component and the backsheet and any attached overlying 

component is set forth in Section 5 below. (Although the procedure is described in 

tenns of only the topsheet for simplicity, it is understood that the same procedure can 

be performed with respect to the backsheet and any attached overlying components.) 

In particularly preferred embodiments. the entire absorbent article is extensible 

at least about 3% at 100 grams of force and about 7% at 200 grams of force. These 

forces are low enough to allow the absorbent article to be easily extended by the 

wearer prior to the placement of the same in his or her undergarments if it is desired 
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to increase the absorbent surface area provided by the absorbent article The 

extensibility of the absorbent article can be measured in several ways. 

One simple way of measuring the extensibility of the absorbent article during 

wear is simply to lay the absorbent article out flat on a flat surface face down. make 

two heavy black or red marks which can be seen through a white panty on the 

backsheet of the absorbent anicle on opposite ends of the absorbent anicle (or on 

opposite sides of the ahsorbent article) which overlie some absorbent material when 

the absorbent article is face down, and then to place the anicle in a wearer's 

undergannent, and measure the distance between the marks at various times during 

wear. 

Another method for measuring the extensibility of the absorbent anicle at the 

low forces described above is to clamp both ends (or both edges) of the absorbent 

article in the region of the absorbent article which is most extensible in an INSTRON 

tensile tester using one inch clamps set so that the ends of the jaws of the clamps are 

1/2 inch inward from the outer edge of any fastener on the garment side of the 

absorbent anicle. Clamping the absorbent article in this manner ensures that the 

portion of the absorbent article between the places where the absorbent article is 

affixed to the wearer's undergarments {the extensibility of which portion of the 

absorbent article is key to the fit and comfort of the absorbent article) will extend 

under the applied forces. The gauge length is the distance between clamps before the 

absorbent article stretches. The cross-head speed -is set at I inch (2.54 cm)/minute. 

The elongation is continued until a force of 200 grams is reached. The extension of 

the sample at 100 grams and 200 grams are then plotted versus force. The slope of 

the stress-strain curve from the origin to the specified forces for various different 

types of absorbent anicles can be taken from the origin through the 100 gram point 

and through the 200 gram point. 

Fig. 17 is a graph which represents some possible results of such a procedure. 

In Fig. 17, the results for several different absorbent articles are depicted. Three lines 

and two main areas are depicted in Fig. 17. Line M represents the stress-strain curve 

of the most easily elongated conventional non-stretchable (or minimal stretch) 

absorbent articles. Line N represents the stress-strain curve of some of the less 

extensible absorbent articles according to the present invention under low forces 

Line 0 is the stress-strain curve for an extensible absorbent article according to the 

present invention which has a preferred amount of extensibility under low forces. 
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Fig. l 7 shows that the sanitary napkin is preferably capable of extending about 

2.5%. more preferably about 3% at 100 grams force. and about 5%. more preferably 

about 7. 5% at 200 gram:s force. In absorbent articles with such small amounts of 

extensibility under low forces. the force wall may also occur at low elongations. such 

as about 5% elongation. but may occur at elongations up to about 50% elongation. 

The shaded area P in Fig. 17 represents the area of the graph occupied by 

conventional absorbent articles that are not generally considered herein to be 

extensible. The shaded area Q represents the area of the graph occupied by the 

extensible absorbent articles of the present invention which are extensible under low 

forces. The unshaded area between areas P and Q represents a transition zone 

between absorbent articles that are considered herein to generally be extensible for all 

practical purposes. and extensible absorbent articles according to the present 

invention. 

The methods of measuring extensibility described above are believed to be 

somewhat simpler alternatives to the methods described in U.S. Patent Application 

Serial No. 07/915,133. The test methods in Application Serial No. 07/915.133 are. 
however. incorporated by reference herein as additional ways of quantifying the 

desired extensibility of the sanitary napkin of the present invention. 

C. Area Coverage 

The sanitary napkin. as noted above, is intended to cover a relatively large 

portion of the wearer's panties when worn and t~e sanitary napkin is preferably 

capable of sustaining such area coverage for the duration that the sanitary napkin is 

worn. 

The portion of the wearer's panties covered by tht: sanitary napkin is often 

expressed herein in terms of the· length of the elasticized side portions of the wearer's 

panties (or panty elastics) that is covered by the side extensions. This is done for 

convenience since covering the panty elastics will prevent soiling of the sides of the 

panties ("side soiling") and it has been found that if the side extensions cover a given 

length of the panty elastics. the portion of the panties that lies between the panty 

elastics will ordinarily also be covered by the sanitary napkin . 

. The side extensions 52 preferably cover a minimum of at least about 30 mm of 

the wearer's panty elastics and sustain such coverage during use. The side extensions 

52 may cover portions of the panty elastics that range in length up to the length of 
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the sanitary napkin when it is in a fully extended condition. In preferred 

embodiments. the side extensions 52 cover at least about 130 mm of the wearer's 

panty elastics. and more preferably. the side extensions 52 cover at least about 140. 

150. 160. 170. 180. 190, 200 .... etc. mm of the wearer's panty elastics. 

In order to achieve and sustain this area coverage. the side extensions 

preferably are preferably extensible under lesser forces than the elasticized sides of 

the panties and in amounts that are equal to or greater than the panty-elastics. These 

properties allow the panty fabric and elastic to extend during wear without 

constraint. The side extensions 52 preferably have several other properties which 

contribute to their ability to cover the wearer's panties. The side extensions 52 are 

preferably more flexible than the fabric of the wearer's panties and preferably have a 

caliper of less than or equal to about 2 mm. 

D. Drapability/Flex.ibility 

( 1 ) Drapability 

The drapability of the sanitary napkin is expressed in terms of a measurement 

known as Flexural Rigidity. Flexural Rigidity is measured by the Drape Test 

described in Section 5 below. The sanitary napkin preferably has a Flexural Rigidity 

of greater than or equal to about 100 mg-cm. more preferably greater than or equal 

to about 300 mg-cm. and less than or equal to about 30,000 mg-cm. more preferably 

less than or equal to about 25.000 mg-cm, even more preferably less than or equal to 

about 20,000, more preferably less than or equal to about 10,000 mg-cm. more 

preferably still less than or equal to about 5,000 mg-cm. and most preferably less than 

or.equal to about 3,000 mg-cm. 

If. on the other hand, the absorbent article comprises a pantiliner (for example. 

one having a sample size of about S cm x 1 S cm), it preferably has a Flexural Rigidity 

of greater than or equal to about 150 mg-cm in the transverse direction and greater 

than or equal to about 400 mg-cm in the longitudinal direction and less than or equal 

to about 1,600 mg-cm, more preferably between about 500 mg-cm and about 1.600 

mg-cm, and most preferably between about 600 mg-cm and about 1.000 mg-cm. 

Pantiliners may have somewhat different drapability and flexibility ranges than 

sanitary napkins due to their smaller size. 

The drapability (and flexibility) of the absorbent article may also be expressed 

as a ratio in which the length of the absorbent article including any peripherally sealed 
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area is the denominator. This is useful because it provides a way to quantify the ease 

with which the absorbent article can be handled when it becomes highly drapable. If 

the absorbent article is both long and highly drapable, it may become excessively 

"floppy" and difficult to handle. particularly once the release paper is removed from 

the adhesive fastener on the garment side of the article. The absorbent article can 

bend over on itself and need special adjustment by the wearer to place it into her 

panties. Also too high a flexibility can cause the backsheet of the absorbent article to 

fold over on itself causing the adhesive fastener on the backsheet to stick to itself and 

form irreversible wrinkles in the absorbent article. This may happen when the 

product is placed in the wearer's panties as well as during wear. These wrinkles can 

cause discomfort and reduce panty soiling protection because they will make the 

surface of the absorbent article smaller. 

Expressed in this alternative manner, the sanitary napkin described herein 

preferably has a Flexural Rigidity/Length of greater than or equal to about l, more 

preferably greater than or equal to about 1.5 mg-cm/cm and less than or equal to 

about 30 mg-cm. more preferably less than or equal to about 25 mg-cm, more 

preferably less than or equal to about 20 mg-cm, more preferably still less than or 

equal to about 15 mg-cm. and most preferably less than or equal to about I 0 mg­

cm/cm. 

(2) Flexibilitv 

The extensible embodiments of the sanitary napkin of the present invention can 

be somewhat stiffer than the sanitary napkin described in U.S. Patent 5.009.653 

issued to Osborn. but preferably have flexure resistances equal to or less than the 

sanitary napkin described in the Osborn patent. The sanitary napkin may have a 

flexure resistance of less than or equal to about 700 grams, but more preferably has a 

flexure resistance of less than or equal to about 500 grams, more preferably less than 

or equal to about 400 grams. and most preferably less than or equal to about 250 

grams. In cases where the sanitary napkin is provided with a raised or stiffened 

region; it preferably has the flexure resistances set fonh in the patent applications 

incorporated by reference in Section 6 below. 

The saQitary napkin 20 is, thus, highly drapable and highly flexible and very 

clothlike. If the sanitary napkin becomes too flexible, the napkin can be provided 

with optional stiffening zones (as shown in Fig. 16) that give the sanitary napkin. or 

ponions thereof. additional stability to prevent it from becoming difficult to handle. 
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particularly after removal of the release paper. Such optional stiffening zones can be 

made of foam. high loft strips. stretchable scrim. or other suitable materials. The 

materials comprising the optional stiffening zones can be extensible or inextensible. 

If the stiffening materials are inextensible, they can be inc9rporated into the sanitary 

napkin in such a manner that pennits the surrounding ponions of the napkin to 

stretch. Alternatively, such inextensible stiffening materials may be completely 

unconnected to other components of the sanitary napkin. If the sanitary napkin 

contains areas which are inextensible due to the presence of inextensible stiffening 

materials, in detennining the amount that the sanitary napkin is capable of extending. 

the napkin should be clamped in the test apparatus between such inextensible 

structures, rather than on such structures so as not to distort the results of the test. 

E. Compressive Force and Resiliency 

The compressive forces are preferably measured as the amount of force 

necessary to hold the central portion of the sanitary napkin compressed in the cross 

direction (i.e., width) in both. the dry and wet states. The resiliency of the sanitary 

napkin can be measured as both the percent recovery of the initial width of the 

sanitary napkin and the absolute width recovered in the central portion of the sanitary 

napkin after it has been subjected to cross-directional compression. The absolute 

width recovered after compression relates to the ability of the sanitary napkin to 

sufficiently cover the panty to protect it from soiling. · The percent recovery of the 

sanitary napkin after compression has been found to correlate to the visual 

appearance of the product after use. Sanitary napkin users have evaluated sanitary 

napkins that have considerably narrower widths at the time ofremoval (relative to the 

sanitary napkin before it is worn) as being poor for bunching. Although compressive 

forces and recoveries are measured in both the dry and wet states. many of the 

wearer's perceptions as to comfort appear to be formulated as the sanitary napkin is 

first being worn. This meaps that compressive forces and recoveries in the dry state 

may be more relevant to the wearer's perceptions of comfort than are those in the wet 

state. It has been found that thin sanitary napkins having compressive force values of 

about 300 g or less, preferably about 200 g or less. in the dry state are considered to 

be comfortable when worn. Preferably, sanitary napkins according to the present 

invention have compressive force values in the dry state in the range of from about 

50 to about 300 g, and more typically from about 100 to about 200 g. 

Most sanitary napkins suffer a loss in their properties for recovery as they 

become wet. This means the wet state of the sanitary napkin is more critical to 
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sustained area coverage of the panty than is the dry state. Sanitary napkins which 

have an absolute width after wet compression of at least about 48 mm (preferably. at 

least about 5 5 mm) sufficiently cover the panty area to have an impact on the 

prevention of panty soiling. Typically. sanitary napkins according to the present 

invention have a width (or compression recovery value) at the center after wet 

compression in the range of from about 48 to about 70 mm. and are more typically in 

the range of from about 55 to about 65 mm. 

Similarly, since many sanitary napkin users make a visual assessment of the 

sanitary napkin after it has been worn for a period of time (i.e., when checking or 

removing the sanitary napkin), the sanitary napkin is more than likely to contain some 

amount of liquid body exudates. Thus, the wet state is important to the visual 

appearance of the product after use. Sanitary napkins which recover (at the center) 

from the wet compressed state at least about 65% (preferably at least about 75%) of 

their initial width appeal to catamenial users for their visual appearance after use. 

Sanitary napkins according to the present invention preferably recover after wet 

compression from at least about 65 to at least about 90%, and more preferably from 

about 80% to 100% (more typically from about 75 to about 85%) of the initial 

sanitary napkin width. 

The procedure for measuring the compressive force values on the sanitary 

napkin in the dry state, and the absolute and relative recovery from compression (i.e .. 

resiliency) in the wet state are set forth in the Test Methods section of this 

specification. 

F. Wet Bunch Recoverabilitv 

The sanitary napkin preferably also exhibits a high degree of recovery when 

wet after it has been bunched (or "Wet Bunch Recovery"). This ensures that the 

sanitary napkin will continue to cover a relatively large area of the wearer1s 

undergarments after bunching under in use conditions. Wet Bunch Recovery is 

typically a panty-assisted (or undergarment-assisted) type of recovery in which the 

sanitary napkin returns toward its original configuration when the panties stretch 

since the sanitary napkin (and particularly the edges of the same) should remain 

attached to the wearer's panties and be stretched back with the panties. 

Sanitary napkins with an absorbent core comprised of a batt of airfelt that 

wads up when wetted and slumps inside the topsheet and backsheet display 

undesirable low Wet Bunch Recovery values and poor area coverage properties. The 
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sanitary napkin of the present invention are distinguishable in that they exhibit high 

Wet Bunch Recovery values. Preferably the absorbent core of the sanitary napkin of 

the present invention returns to at least 800/o, more preferably at least about 90°/o of 

its original width after wet bunching {i.e. Wet Bunch Recovery of greater than or 

equal to about 80% and 90%. respectively). 

G. Test Capacitv and Total Capacitv 

The sanitary napkin may have the same Test Capacity and Total Capacity of 

the sanitary napkins described in U.S. Patent 5,009,653 issued to Osborn. 

Preferably, the sanitary napkin of the present invention has a Total Capacity of 

greater than or equal to about 10 grams. more preferably greater than or equal to 

about 20 grams. and most preferably greater than or equal to about 40 grams. 

If. on the other hand. the absorbent article comprises a pantiliner. it preferably 

has a Total Capacity of greater than or equal to about 2 grams and less than or equal 

to about 10 grams. 

The following Examples further illustrate several embodiments of the present 

invention. The following Examples. however, are not intended to limit the scope of 

the absorbent articles encompassed therein. 

4. Examples 

Example 1 - Sanitarv Napkin 

The following is an Example of a construction of the sanitary napkin shown in 

Figs. 1-5 of the drawings. 

COMPONENTS 

The components for the sanitary napkin are as follows: 

Absorbent Core - DANWEB #1079-2338 TBAL. slit with a die 
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Topsheet -

Backsheet -

Surfactant -

Side Wrapping 
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Panty fastener -
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DANWEB #1079-2338 TBAL with a layer of P-9 

nonwoven material melted on the back using iron at 300::F 

(Insert is 3 3/8" x 2 112" in size) 

Composite of an Apertured Formed film #5780 made under 

U.S. Patent 4,463.045 by Tredegar Film Products and 

HA VIX S2146 air-through bonded nonwoven which is cut 

to shape of core (slightly smaller on all sides. e.g .. 5-6 mm 

than formed film) oriented so that extensibility is lengthwise 

and fuzzy side is toward film which are adhesively bonded 

together using core-shaped pattern application of Fuller 

adhesive #2031 H. B. Fuller Company of St. Paul, MN and 

SELF ed. 

SELFed Polyethylene film PIS-1401 (CJopay) 

PEGOSPERSE obtained from Lonza. Inc.. Williamsport. 

PA (0.02 grams). 

Laminate of a 18-20 g/yd2 spunlace nonwoven web comprised of 

1.5 denier polyester fibers manufactured as product HEF 

44330ES4 by Hercules. Inc. (Oxford, GA) and an elastomeric 

film (the complete laminate being obtained from Clopay as 

product# Pl8-2147) 

Extensible - Fuller 2238 hot melt adhesive (spiral 

application) 

Inextensible - 2 rectangular patches (both conventional 

pressure sensitive adhesives, e.g .• 3 Sigma 3153): 

Front of pad - I" x I 3/4" 

Back of pad- I 3/4" x 1/2" 

Construction adhesive - Web of Fuller Fil.. 2352 with release paper 

Release paper - Conventional (5 l/2" wide) 

ASSEl\1BLY 
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The assembly of the main body portion of the sanitary napkin is as follows: 

The components are prepared in the form set forth above. The insen 1s 

impressed on both sides with intennittent lines so that it will deform into a preferred 

configuration in use. The P-9 side of the insert is impressed with three spaced apart 

dashed lines that are centered about the longitudinal centerline of the insert. The 

TBAL side of the insert is impressed with two concave inwardly-oriented curved 

dashed lines that lie laterally outboard of the three lines impressed into the other side 

of the insert. The insert is then bent slightly along all of the dashed lines. A small 

(118" x 1/2") piece of 3M double-sided adhesive tape is centered along each 

longitudinal edge of the insert and adhered to the P-9 side of the insert. The insert is 

then placed on top of the absorbent core I 5/8" from the front end edge of the core 

with its P-9 side down. 

The SELFed poly backsheet is taped to a glass plate. A sheet of Fuller 2352 

construction adhesive with a piece cut out of the center is placed over the SELFed 

backsheet material. The Fuller construction adhesive is used to seal the perimeter 

portions of the core to the backsheet material. The central portion of the core is not 

sealed so that it will be able to decouple from the backsheet. The Fuller construction 

adhesive also extends beyond the edges of the core so that it is available to form a 

perimeter seal to the topsheet. The underside of the topsheet sprayed with a 

surfactant using a template which will keep the surfactant at least 3/8" from the edge 

of the absorbent core. The surfactant is pennitted to dry. The topsheet is placed on 

top of the core with the formed film side up. The edges of the assembly of the main 

body ponion are then rolled to seal the components together. 

The preparation of and addition of the side wrapping elements to the main 

body ponion and remaining steps are as follows. 

The material for the side wrapping elements is cut to the configu:ation shown 

in Fig. 14 of the drawings. The side wrapping elements are pleated by folding the 

same around a trapezoidal-shaped template. The side wrapping element material is 

folded so that the ponion of the pleats at the distal edge of the side wrapping 

elements overlaps 1.2 cm. An 8 inch long strip of Fuller 2352 construction adhesive 

is placed on the backsheet of the assembled main body portion parallel to and 1 /8 

inch inward of the longitudinal side edges of the absorbent core. The pleated side 

wrapping elements are placed over the adhesive. The side wrapping elements are 

rolled to secure the same to the main body portion. 
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The fasteners are then applied to the garment-facing side of the sanitary 

napkin. The Fuller hot melt adhesive is applied in a spiral pattern around the 

perimeter of the main body portion as shown in Fig. 4. The end fastener adhesive 

patches are then applied so that they are 1/8 inch inward from the end of the core. 

Release paper is applied, and the assembly of the product is completed. 

The specifications of the finished product are as follows: 

Main Bodv Portion 

Parameters of Main Body Portion 

Pad length (mm) 
Core length (mm) laminate 
Pad width at widest part of first end region (mm) 
Pad width in central region (mm) (narrowest portion 
Pad width at widest part of second end region (mm) 
Core width at center (mm) 
Pad caliper (mm at 0.25 psi) 

At center region 
At end regions 
Insert length (mm) 
Insert width (mm) 

Parameters 

Side Wrapping Elements 

Overall length at proximal edge (mm) 
Overall width at narrowest point {mm) 
Width of pleat at distal edge (mm) 

Specifications 

260±4 
248 ± 1 
94 
80±1 
140 
65 ± 1 

3.01:t0.07 
2.07 :t 0.12 
86 
67 

Specifications 

220±1 
46±2 
10 ± l 

Example 2 - Pantv Liner or Light Dav Pad 

This Example describes a comfortable, highly absorbent, panty-conforming 

liner or light day pad for light menstrual use. tampon back-up, mid-cycle discharge or 

light incontinent use. The comfort is achieved from a combination of stretching with 

the panty. flexibility, and dryness. 

The basic design includes an absorbent core comprising a carded nonwoven 

web comprised of a blend of 50% FIBERSORB fibrous superabsorbent material and 

50% Hercules T-196 polypropylene fibers (the latter obtained from Hercules 

Company of Oxford. GA.). The core is covered with a carded nonwoven 
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polypropylene web as a topsheet. The topsheet and core are then thermally bonded 

using the pattern described in U.S. Patent 4,781.710 issued to Megison. et al. The 

topsheet/core structure is then laminated to a polyethylene film backsheet 

approximately l mil in caliper using a stretchable water-insoluble pressure sensitive 

adhesive or hot melt adhesive.(.<\n alternately preferred method of applying the 

backsheet to the absorbent structure is to extrude a polyethylene backsheet film 

directly onto the back of the absorbent structure.) The combined laminate structure 

is then SELFed or ring rolled to provide the product with extensibility. Preferably. 

the perimeter of the product is not SELFed or ringrolled so that the product 

maintains a higher level of integrity during wear. For example, a 1/8" perimeter that 

is not "SELFed'' provides integrity during wear and still allows the total product to 

stretch. A suitable stretchable fastener, preferably a pressure sensitive adhesive 

fastener is then applied to the backside of the product, such that it does not 

appreciably bridge the female portions of the SELFed or ringrolled pattern. The 

pressure sensitive adhesive can be applied so that it penetrates the female or valley 

portions of the SELFed or ringrolled pattern and does not appreciably bridge the 

female portions of the pattern by spraying spiral hot melt adhesives onto the 

backsheet and then applying pressure. A combination of viscosity and pressures 

force the adhesive into the recessed areas of the SELFed or ringrolled pattern. In 

other alternative embodiments. the adhesive can be restricted only to the land or male 

areas or undeformed regions of the SELFed or ringrolled patterns. A suitable 

method of applying adhesive only to the surface of the male portions of the pattern 

on the backsheet is a gravure printing of the adhesive. The caliper of the finished 

product may be between about < 1 mm and about 4 mm. The flexibility of the 

product may be between about < 50 g and about 700 grams. The product preferably 

has a Flexural Rigidity of between about 100 mg-cm to about 3,500 mg-cm and a 

Flexural Rigidity/Length ratio of from about 2 (mg-cm)/cm to about 20 (mg-cm)/cm_ 

Such a product construction provides several advantages. The incorporation 

of fibrous AGM into the product rather than particulate AGM allows AGM 

containing products to be ringrolled or SELF ed without the AGM puncturing the 

backsheet attempting to perform such operations on products containing particulate 

AGM. 

Standard methods of applying pressure sensitive adhesive fasteners to 

stretchable products with highly corrugated or textured backsheets have often been 

unsatisfactory because the adhesive tends to bridge the female portions of the 

SELFed or ringrolled pattern. This often results in large amounts of adhesive from 
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the fastener transferring to the panty upon removal of the product from the panties. 

The product described above overcomes this problem. 

5. Test Methods 

The following are the procedures for determining whether the sanitary napkin 

(or other absorbent article) falls within the scope of those appended claims that 

require measurement of certain properties of the article. 

All measurements are made on newly packed, and unless otherwise stated. dry 

(i.e., not wetted or soiled) absorbent articles. The articles should be removed from 

their package for at least 30 minutes and handled carefully to avoid compressing. or 

otherwise affecting the properties of the same. Unless otherwise stated, all tests are 

performed at 50% humidity and at 73°f, unless otherwise specified on samples that 

have been conditioned by leaving them in a room at 50% relative humidity and at 73° 

F for a period of two hours prior to the tests. The samples are carefully handled to 

avoid any stretching or bending of the same prior to perfonning the tests. 

A. Bodv Contact 

Several procedures for estimating the relative amount of the surface area of the 

body-facing side of the absorbent article that is in direct contact with the wearer's 

body at a given time are provided below: 

(1) The Lift Measuring Test 

INTRODUCTION 

This test involves the use of a lift measuring test apparatus that is shaped to 

roughly approximate the various areas of a female body that the absorbent article 

must fit adjacent in order to achieve close body contact. The lift measuring test 

apparatus comprises two curved PLEXIGLAS pieces that are intended to 

approximate the portions of the wearer's body that the crotch of the wearer's 

undergarments contact during wear. . The apparatus contains longitudinally-oriented 

slit-like opening that is intended to approximate the space between the wearer's labia 

and the crevice between the wearer's buttocks (the "gluteal groove"). The ends of 

the absorbent anicle are anached to clamps which are adjusted to simulate the forces 

exerted when a woman's panties are pulled up to the wearer's body. The distance 

that the middle of the absorbent article vertically intrudes into the slit-like opening is 

measured to provide a relative measurement of body contact. 
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The lift measuring test apparatus comprises six 
pieces of PLEXIGLAS arranged as shown in 
FIGS. l~-22. The Lift Test apparatus 100 has 
an inside surface l OOA. an outside surface 
1 OOB, a front ponion 1 OOC. and a rear ponion 
1000. 

The PLEXIGLAS pieces include two identical 
l/4" thick arcuate pieces 102 and 104 which 
have a height Hof 150 mm. a width W of 135 
mm. a length S of 300 mm when assembled in 
an abutting relationship as shown in .Figs. 18-
20, and a radius of curvature of the inner 
surface of .the arcuate pieces, J (as shown in 
FIG. 20), of 150 mm. A pair of rectangular 
PLEXIGLAS suppon legs 106 are mounted on 
the sides of the arcuate PLEXIGLAS pieces as 
shown in Fig. 18. The suppon legs 106 are 

· mounted perpendicularly to the arcuate pieces 
so that the bottom 108 of the arcuate pieces is 
held at least 20 mm above the table on which 
the test apparatus 100 is placed. 

The arcuate pieces 102 and l 04 are connected 
by a pair of hinges 110 that allow the arcuate 
pieces to open 90°. The arcuate pieces l 02 
and 104 are held together at the transverse 
centerline R of the test apparatus by a magnet 
112 when closed. The arcuate pieces have an 8 
3/8 inch (212 mm) long central longitudinally­
oriented slit-like opening (or "slit") 114 (as 
measured along the curvature of the outside 
surface I OOB of the arcuate pieces) that varies 
linearly in width from 6 mm at the ponion 
l l 4A of the slit located nearest to the front of 
the ponion l OOC of the test apparatus (the 
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portion of the apparatus that is intended to 

represent the front of the wearer's body) to 19 

mm at the portion 1 l 4B of the slit located 

nearest to the rear 1 OOD of the apparatus. The 

portions of the PLEXIG.(..AS surrounding the 

slit 114 are beveled at a 45° angle so that the 

slit is wider on the bottom surface I OOB than 

on the top surface of the arcuate pieces. Both 

ends of the slit 114 are rounded. 

The arcuate pieces have additional channels to 

the front and rear of the slit 114 which are 

oriented along the longitudinal centerline of the 

slit. These channels provide a mechanism 

within which the bolts holding the clamps I 18 

can slide to adjust the position of the clamps 

relative to the slit. The arcuate pieces 102 and 

104 are provided with tape 116 which can be 

marked with indicia to indicate the proper 

position for clamping the ends of the absorbent 

article in clamps 118. 

The front arcuate piece 102 of the test 

apparatus is also provided with a pair of three­

dimensionally curved PLEXIGLAS pieces 120 

that are intended to represent the wearer's labia 

ma1ora. The curved pieces 120 have the 

configuration shown in Figs. 19-21 and the 

dimensions shown in Table 2 below. The 

curved pieces are centered about the slit and 

are spaced 36 mm apart (on center) as 

described in Table 2 and their rear end edges 

120B are spaced from the rear end edge of the 

first arcuate plate 102 that is defined by the 8° 

angle g described in Table 2. 

TABLE 2 - Dimensions of Curved Pieces 
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Dimension Size (in mm) 

a 7mm 
b 16 mm 
c 33 degrees 
d 16mm 
e 6 mm (radius) 
f 36mm 
g 8 degrees 

Weights Sufficient weight to place total weight of 3 14 

grams on the sample (including weight of 

clamps (described below)). 

Clamps 2 spring-loaded, finger-operated 2 inch (5 cm) 

wide clamps (Boston No. 2 clips manufacrured 

by Hunt Manufacturing Co .. Statesville, N.C.) 

for securing the absorbent article in the test 

apparatus using ~olts with wing nuts. 

Pin Chamber Caliper Measurement Constructed according to attached drawing 

Fig. Device 22A. 

PROCEDURE 

The release paper covering any adhesive fastener on the gannent-facing side of 

the absorbent article is removed prior to the beginning of the test and any fastener is 

covered such as by sprinkJing talc on adhesive fasteners to minimize the effect of the 

fastener on the test results. (Unless otherwise stated. this applies to all test 

procedures described in· this specification.) 

The caliper of the absorbent article is first measured in accordance with the 

caliper test procedure set forth in Section D below. Two caliper measurements are 

taken. The caliper of the point of maximum amplitude of the absorbent article is 

measured. A measurement of the portion of the absorbent article having the smallest 

caliper. such as the end regions 28 and 30, which contains absorbent material is also 

taken (i.e., the minimum caliper). The caliper of the end regions is of interest 

because these are the regions of the sanitary napkin that typically come into contact 
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with sensitive areas of the wearer's body (such as the gluteal groove). Making these 

regions of the sanitary napkin thin has been found to be very important to the 

wearer1s comfort. The maximum calipers are detennined by taking a sufficient 

number of caliper measurements at different places over the absorbent article to 

ensure that the caliper of the portion of the absorbent article with the largest and 

smallest calipers are measured. 

The amount that the absorbent article will extend under a 3 l 4 gram force is 

then measured. This is done to calibrate the test apparatus for each different type of 

absorbent article being tested. The absorbent article used for the caliper 

measurements is discarded and a separate absorbent article is used for this 

measurement. The second absorbent article sample is placed with the body-facing 

side 20A of the absorbent article 20 adjacent to the outside surface l OOB of the 

arcuate PLEXIGLAS plates of the testing apparatus as shown in Fig. 21 A. The 

absorbent article. unless it is provided with flaps or side wrapping elements that are 

offset forward or rearward of the main body of the article, is centered longitudinally 

with respect to the transverse centerline R of the test apparatus. If the absorbent 

anicle has flaps which are offset, the absorbent article is centered on the arcuate 

plates so that the flap (or side wrapping elements) transverse centerline coincides 

with the transverse centerline R of the test apparatus. 

The clamp 118 at the front portion 1 OOC of the test apparatus is set so that the 

edge of the jaw of the clamp is spaced 150 mm from the transverse centerline R of 

the test apparatus (as measured along the curvature of the inside surface lOOA of the 

test apparatus. The clamp 118 at the rear portioh 1 OOD of the test apparatus is 

initially spaced the same distance from the transverse centerline R of the apparatus 

(toward the rear portion of the test apparatus). 

A piece of tape is prepared for each end of the absorbent anicle. The tape 

comprises a folded one inch wide strip of 3M masking tape available from the 

Minnesota Mining and Manufacturing Company of St. Paul, Minn. The strip is 

folded lengthwise as shown in Fig. 22 so that it extends the desired overall length and 

all but a one inch {2.54 cm) by 1/2 inch (l.3 cm) area of the adhesive is covered at 

one end. The tape is used to equalize the results for absorbent articles having 

different lengths and to negate the effect of the different length and position of the 

fasteners on the garment side of the article. 
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A first folded piece of tape is made a length that is long enough so that its 

exposed adhesive section can be affixed to the front end of the absorbent article in 

the manner described below and the other end of the tape can be gripped by the 

clamp at the front portion of the test apparatus while the absorbent article is centered 

over the test apparatus. 

The end of the first folded piece of tape is adhered to the garment-facing side 

of the absorbent article. The end of the tape with the exposed adhesive is adhered to 

the absorbent article so that it is centered along the longitudinal centerline of the 

absorbent anicle The end of the exposed adhesive section nearest the end of the tape 

that will go in the clamps aligns with the most longitudinally remote edge of the 

fastener on the garment-facing side of the absorbent article as shown in Fig. 22. If 

the absorbent article is not provided with a fastener on its garment-facing side. then 

the exposed adhesive section of the first piece of tape is adhered to the garment­

facing side of the absorbent article a similar distance inward from the portion of the 

garment-facing side that overlays the end edge of the absorbent material of the 

absorbent article. Thus, in Fig. 22, the line U denotes either the end edge of a 

fastener or the end edge of the absorbent material of the absorbent article. 

The second folded piece of tape is adhered to the garment-facing side of the 

absorbent article and clamped in the same marmer as the first piece of tape.. The 

other end of the piece of tape is gripped in the clamp 118 at the adjacent end of the 

test apparatus. The nut on the clamp 118 at the front portion I OOC of the test 

apparatus is tightened. The nut on the clamp 118 at the rear portion 1 OOD of the test 

apparatus is left loose so that it can slide freely. 

Weights 124 are hung from the clamp 118 at the end of the absorbent article at 

the rear portion of the test apparatus (where the nut has been loosened). The weight 

is allowed to hang freely (although a short length of the wire 122 holding the weight 

124 may contact pan of the rear portion 1000 of the test apparatus as shown in Fig. 

21 A). The weight should not be dropped, nor should a sudden force be applied with 

the weight when the pad is hanging freely. After a period of 5 seconds the nut on the 

clamp at the rear portion I OOD of the test apparatus is tightened. 

The weight on the end of the absorbent article at the rear portion of the test 

device places a stretchi!lg force on the absorbent article so that the absorbent article 

tends to want to fonn a straight path between the clamps. At this point. the 
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absorbent anicle will move into as close contact within the slit as the absorbent 

anicle is capable of achieving under the test conditions. 

The test apparatus 100 is turned right side up so that it rests on its suppon legs 

I 06. The Pin Chamber caliper measurement device is then used to measure the 

distance the absorbent anicle rises within the slit from the outside surface I OOB of 

the arcuate plates (the baseline). 

The Pin Chamber 128 comprises a case with a plurality of narrow (I. I mm 

diameter). spaced apan. venically-oriented, lightweight (28.4 mg) pins 146 arranged 

in a row across the device. The pins are movable in the venical direction. The Pin 

Chamber case has a glass window in the front and back so that the height of the pins 

can be observed when the Pin Chamber is in use. A ruler 148 marked in millimeter 

increments is provided along side of the pins prior to the placement of the absorbent 

article on the test apparatus. The Pin Chamber is positioned over the test apparatus 

so that it straddles the test apparatus. A measurement to determine the distance the 

pins drop to the bottom surface of the arcuate plates is taken at each of the desired 

locations. These measurements serve as the baseline values for the test. The 

distance the pins drop above or below the baseline is then measured by gently 

lowering the pins with the absorbent article in place. It should be noted that the slit is 

wide enough that several pins may drop between the edges of the slit at various 

locations. If that occurs, the reading taken is that of the highest pin. 

The first measurement is taken at a point that is spaced 47 mm forward of the 

transverse centerline R of the test apparatus. This distance is intended to correspond 

with the labia area of wearer's body. (This 47 mm distance, and the following two 

distance measurements are measured along the curvature of the inside surface 1 OOA 

of the test apparatus.) The second measurement is taken at a point that is spaced 17 

mm to the rear of the transverse centerline of the test apparatus. This is intended to 

correspond with the wearer's perineum. The third measurement is taken at a point 

that is spaced 70 mm to the rear of the transverse centerline of the test apparatus. 

This is intended to correspond with the wearer's "gluteal groove". These values are 

recorded. The foregoing procedure is repeated for a total of three representative 

absorbent anicles. The three measurements obtained are then averaged to provide a 

value for the Lift of the absorbent article at each of the locations. 

(2) Extensibilitv and "Set" of the Topsheet 
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The procedures for measuring the extensibility and "set" of the topsheet and 

any attached underlying component are as follows. 

To measure the extensibility of the topsheet. a one inch (:!.54 cm} wide strip 

sample is cut out of the absorbent article parallel to the principal longitudinal 

centerline of the absorbent article. A second one inch wide strip sample is cut out of 

an identical absorbent article parallel to the principal transverse centerline of the 

absorbent article. The samples should run the full length and width of the absorbent 

article. Any perimeter seal. such as a peripheral crimped area. where the components 

of the absorbent article are peripherally joined together is cut away and removed. 

The remaining samples should then each comprise a strip which includes a strip of the 

topsheet material, possibly one or more components that are attached to the 

underside of the topsheet material in a face-to-face relationship, and possibly some 

strips of underlying components that no longer remain attached to the strip of 

topsheet material either directly or indirectly after the perimeter seal is removed. Any 

strips that are no longer joined to the strip of topsheet material either directly or 

indirectly are discarded. The samples to be used in the test comprise the one inch 

wide strips of topsheet material and any underlying component that remain attached 

to the strips of topsheet material. 

The ends of the sample are clamped in an INSTRON model 1122 tensile 

testing apparatus available from Instron Engineering Corporation of Canton. Mass. 

using a I .inch (2.5 cm) wide clamps. 

The clamps of the tensile tester are set so that they will be pulled away from 

each other in opposite directions (that is, they will pull at an angle of 180 degrees). 

The sample should be centered in the clamps and the clamping pressure should be 

sufficient to prevent any slippage of the sample in the clamps (this applies to all of the 

test methods). The sample should be clamped so that the outermost edge (i.e .. the 

free end) of the clamps are 2.0 inches (5 cm) apart. 

The gauge length of the tensile tester is set at 2.0 inches. The load cell of the 

testing apparatus is tared to zero. The trigger point to begin collecting data is set. 

The elongation is initiated using a cross head speed of 1.0 inch per minute (2.54 cm 

per minute). The force required to extend the samples 25% is recorded, and the test 

is completed and the secant modulus at 25% elongation (defined as the slope of the 

line drawn between the origin and the stress at 25% elongation) is calculated. 
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The term "set". as used herein. refers to the amount of permanent deformation 

(as a percentage of the original sample length) remaining in a sample after application 
and removal of the indicated strain. 

The set of a material is determined by pulling a l" wide and greater than :·· 

long (so that a 2" gauge length can be used) sample of the material to a given strain 

in an Instron model 1122 testing apparatus. using a crosshead speed of 1.0 inimin. 

(2.5 cm/min.). The sample is mounted in the Instron grips so that the axis of 

elongation is parallel to the long dimension of the sample. The gauge length of the 

sample (the distance between gripping points) is 2" (5 cm). The strain used for this 

panicular test is 25%. That is. a 2" (5 cm) gauge length sample is pulled to 2.5" (6.4 

cm) and is held for thirty seconds at that strain. The separation between the grips is 

then returned to 2" (0% strain on the sample) and held at this position for 60 

seconds. This cycle is then repeated. The percent set is determined as the first point 

on the strain axis where the force to elongate is greater than zero during the second 

cycle. This is illustrated in Figure 27. An average percent set for three samples is 

reponed. 

B. Area Coverage 

A laboratory method of approximating the amount of panty area (or area of 

other type of undergarment) covered by an absorbent article requires a stiff 

cardboard cutout and a sample of the absorbent article to be tested. 

The cardboard cutout is in the exact configuration shown in Fig. 28. The 

cardboard cutout shown in Fig. 28 represents a portion of a woman's panty that a 

sanitary napkin is generally required to cover during use. The particular outline of 

the panty crotch shown in Fig. 28 represents the panty when a woman wearer is 

squatting (on of the more extreme cases encountered during wear in which the panty 

is stretched to a relatively large size, particularly at the rear portion of the panty) 

The side edges of the cardboard cutout represent the elasticized side portions of the 

panty at the leg openings. The measurements of the edges of the panty made along 

the curvature of the panties on the wearer's body (a three dimensional complex 

curved surface that is curved from front to back and from side to side). 

Fig. 28 is drawn to scale. but is reduced in size from its actual size. The width 

of the cardboard cutout as measured along the dotted line should be 3 inches (7.6 

cm). The space between each numbered line on the side edge of the cardboard 

cutout should be equal to l 0 mm in the full size cutout. Fig. 28 is also covered with 
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a grid of 1/4 inch x 1/4 inch squares which are useful in determining the area co\'ered 

by the sanitary napkin 20 which is superimposed over the cardboard cutout. A 

cardboard cutout for use in the test can be made by enlarging Fig. 28 to the size 

described herein and using it as a template for the cardboard cutout. The cardboard 

cutout should be made from cardboard that is stiff enough that it will not bend during 

the performance of the test. The cardboard cutout provides a consistent 

undergarment crotch (or "panty crotch") size for comparing the coverage of different 

absorbent articles. 

The absorbent article is centered with its transverse centerline between the two 

marks on the left side of Fig. 28 if it is a symmetric product. If the absorbent article 

is asymmetrical, it is generally positioned so that a transverse line running through the 

narrowest portion of its primarily absorbent component is centered between the two 

lines on Fig. 28. The absorbent anicle is affixed to the cardboard cutout in the 

manner it is intended to be affixed to an undergarment during wear. If the absorbent 

article has flaps or side wrapping elements, these are wrapped around the sides of the 

cardboard cutout as they would normally be wrapped around the leg openings in the 

crotch portion of the undergarment. The transverse centerline of the flaps is 

positioned between the two marks on the cardboard cutout. If the flaps or side 

wrapping elements are nonnally affixed to each other, the nonnal procedure for 

affixing them should be followed. However, if the flaps are generally affixed to the 

underside of the wearer's undergannent, they should be affixed to the bottom of the 

cardboard cutout. 

The distance along the side of the cardboara cutout that is covered by the 

absorbent article is measured from the scale on the side of the cutout. This method 

provides a measurement of the relative area coverage that the absorbent article 

provides in terms of the length of the edge of the undergarment that the absorbent 

article is capable of covering. 

Fig. 28 shows one of the unique features of the preferred sanitary napkin 

shown in Figs. l-5. The sanitary napkin 20 is shown as covering the portions of the 

areas at the rear of the panty (i.e .. the cardboard cutout) designated A, A'. B. and B'. 

The sanitary napkin also covers the areas designated C and C' at the front of the 

cutout. The areas of the cardboard cutout are considered to be "covered" by the 

surface of an absorbent article if they are covered by either the main body portion 21 

of the absorbent article, or if they are covered by any flaps or side wrapping elements 

52. 
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The fact" that the sanitary napkin 20 shown in Fig. 28 is capable of covering 

ponions of areas A A'. B. and B' is believed to distinguish it from currently marketed 

sanitary napkins. Preferably, the sanitary napkin of the present invention is capable 

of covering at least about 10%, more preferably at least about 20%. 30%1 ..... etc. up 

to 100% of the total area of regions C and C' at the front of the cardboard cutout. 

Coverage of the foregoing areas of the cardboard cutout (and. thus. 

corresponding areas of the wearer's panties) is significant for several reasons. The 

areas of the cardboard cutout covered by the sanitary napkin of the present invention 

are believed to be greater than that generally covered by current commercially 

available sanitary napkins. This provides the desired increased protection from 

soiling. In addition, the fact that the cardboard cutout is scaled to the dimensions of 

the panty during wear coupled with the fact that the cutout is substantially covered 

by the sanitary napkin shows that the napkin has the potential capability of covering 

the complex curved surface of the panty in use. The fact that the sanitary napkin is 

highly flexible and drapable and is provided with a perimeter fastener. allows it to 

acrually follow the complex curved shape the panties take during wear and stretch 

with the panties. 

C. Drapability/Flexibility 

( 1) Drapability 

The procedure for measuring the drapability of the absorbent article (expressed 

i!l terms of Flexural Rigidity) is as follows: 

REFERENCE 

ASTM Method BI388-64: Standard Methods for Test for Stiffness of Fabrics 

(modified as described herein). 

PRINCIPLE 

This test is based on the cantilever beam principle. The distance a strip of 

sample can be extended beyond a flat platform before it bends through a 45° angle is 

measured. The inter-action between sample weight and sample stiffness measured as 

the sample bends or drapes under its own weight through the given angle under 

specified test conditions is used to calculate the Flexural Rigidity. 

GENERAL COMM£T\TS 
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The drape test is only one way of measuring a sample's stiffness. and one of the 

components of sample softness. This method should be followed as closely as 

possible. however. there will be times in which additional testing is necessary and 

appropriate. For example, testing of samples in only the longitudinal and transverse 
directions is described. 

In general, a single sample strip should be tested only ~ time with the 

body-facing side of the sample facing upward. Likewise, sample strips for use in this 
test must be very carefully handled to prevent folds. wrinkles, bends, etc. This test is 

intended to be used on products before they have been folded or bent for packaging 

by the manufacturer. If the sample is placed by the manufacturer in a folded 

configuration, it should be gently unfolded for the test. If only folded products are 

available. the Flexural Rigidity can be approximated by measuring a sample taken 

from between the fold lines. lf it is impossible to completely remove the folds from a 

sample, then the measurement may be taken by orienting the sample with the inward 

ponion of the fold facing upward during the test so that the effect of the fold will be 

minimized. 

APPARATUS 

Cantilever Drape Tester 

1-inch Wide Sample Cutter 

Paper Cutter 

Conditioned Room 

The tester is constructed according to drawing 

Fig. 29. 

JDC Cutter. 

Instrument 

Pennsylvania. 

Obtain from Thwing-Alben 

Company, Philadelphia, 

Size convenient for cutting samples to length of 

4.0 ± 0.1 or 6.0 ± 0.1 inches. 

A room conditioned to 73 ± 2°F. 50 .= 2% 

Relative Humidity. 

Zerostat Anti-Static Pistol (optional) To eliminate static charge on the drape tester 

and/or tissue. Distributed in the USA by 

Discwasher, Inc., Columbia, MO 6520 l. May 

be obtained from Morgan Instruments, lnc .. 
P.O. Box 46442. 113 Circle Freeway Dr.. 

Cincinnati, OH 45246. Morgan Catalog No. 
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70-35-00. Also available from record shops 

and photographic supply stores. Use of this 

pistol is an approved way to remove static 

charges for this test. Never use fabric softener 

to remove static chanze from a drape test. 

Operate the Anti-Static Pistol according to the 

manufacturer's instructions. 

The samples should be placed in an area of the room permitting maximum 

recirculation of air and maximizing equilibration with the humidity and temperature 

conditions. 

Carefully cut one 1 in. (2.54 cm) wide strip from four representative samples 

of the absorbent anicles to be tested, in both the longitudinal and transverse 

directions. The strips should initially be cut so that they run in length from one edge 

of the product to the opposite edge. The sample strips should generally be cut from 

the most highly drapable ponions of the absorbent article. In the case of the strips 

cut in a transverse direction. this will normally be in the end regions of the absorbent 

article. The ends of the strips are trimmed so that any portion of the ends of the 

strips such as the crimped area of the sanitary napkin described herein which does not 

contain ~y absorbent material is removed. Mark the direction very lightly on one 

end with the initials LD or TD. 

When trimming any such non-absorbent material from the ends of the strips. 

carefully make a cut exactly perpendicular to the long dimension of the strip near one 

end using a paper cutter. It is important that the cut be e"actly perpendicular to the 

long dimension of the strip. As sa~ple strips are cut, the direction of cut is marked 

lightly on one end. 

OPERATION 

Using other portions of the samples to be tested, determine the basis weight of 

the sample in rnilligrams/cm2. 

The drape tester 130 {Fig. 29) should be placed on a bench directly in front of 

the operator. It should be level on the bench as indicated by the small bubble level 

132 on the top, and· the bench should be relatively free of vibration. e"cessive heat. 
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and most important - must be free of draft. It is very important that no air current 

blow directly or indirectly on the tester during operation as this greatly influences the 

results by causing the sample strip to flutter. 

The operator may either sit or stand in front of the tester while it is being used. 

After the operator has chosen a position in front of the tester which is comfortable. 

the mirror 134 on the tester must be adjusted so that the upper edge of the two 

angular plastic fins 136 extending frotn the one end of the tester appear to be aligned. 

or coincident. forming a single plane. 

Remove the sample slide bar 138 from the sample slot 140 on the top platform 

of the drape tester. Place one of the test sample strips 20' on the sample slot so that 

one end of the sample strip is exactlv even with the vertical edge of the tester where 

the two angular fins are attached. Note that the sample slot is slightly wider than the 

one inch sample. Place the strip so that it is centered and does not touch the edges of 

the sample slot. Very carefully place the sample slide bar back on top of the sample 

strip so that its front edge is also aligned with the edge of the sample strip in the 

tester. The sample strip will be adjacent to two rulers 142 affixed. one to each side 

of the sample slot. The sample slide bar 138 must be carefully placed so that the 

sample is not wrinkled or moved forward. and so that the zero mark on one or the 

other of the rulers also is lined up exactly with the line on the sample slider. 

Using very light, gentle pressure on the knob 144 attached to one end of the 

sample slide bar. and very gently, steadily, and at a rate of approximately 1/3 - 112 in. 

(0.85 cm - 1.3 cm) per second. move the sample sHder forward (toward the end of 

the tester to which the two fins are attached. As the sample slide bar moves forward. 

the sample should move at an equal. slow rate. As the sample slider is pushed 

forward, any tendency of the sample strip to slip can be noted by watching its 

position with reference to the one of the two indicator lines on the sample slide bar 

itself. As the sample slide bar and sample strip project over the edge of the tester. 

the sample strip will immediately or eventually begin to bend, or drape downward. 

Continue moving the sample slide bar. Stop moving the sample slide bar the instant 

the leading edge of the absorbent core of the sample strip falls level with the single 

(coincident and aligned) 45° reference line formed by the two fins as viewed in the 

mirror. Note: If the sample strip contains a fold line due to the condition which the 

product was received from the manufacturer, a representative section of the sample 

strip which does not bend at the fold line should be tested if possible. If it is not 

possible to eliminate the fold. proceed as described above. Should the sample 
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specimen begin to twist. stop the slide when the mid-point of the leading edge cuts 

the reference line fonned by the two fins. If the twist is greater than 45::. discard the 

sample and repeat the test on an additional sample strip. 

After the sample strip has draped to the degree required for the leading edge of 

the absorbent core to fall level with the 45° reference line arid the sample slide bar 

has been stopped. determine the travel of the sample. Mark the point where the 

sample draped on the sample. 

The length of the portion of the sample that draped is then measured from the 

point it was marked to the end edge of the absorbent material in the sample. This 

measurement should not include any portions of the sample that are only comprised 

of a topsheet and/or backsheet peripheral border. The portion of the sample that 

draped is then cut at the marked place. Any peripheral border material is also cut 

away. The sample that remains is then weighed in grams and the basis weight for the 

sample strip is calculated. The test sequence is performed a total of four times for a 

particular type of absorbent article in each direction (LD and TD). 

CALCULATIONS 

The equation used to expr~ss Flexural Rigidity is as follows: 

G=W(U2)3 

Where G equals the Flexural Rigidity. W is the sample basis weight in 

rnilligrams/cm2. and L is the length of the overhang in cm excluding the length of any 

peripheral border. Results are expressed in (milligrams cm) or "milligrams-cm". 

(2) Flexibilitv 

The procedure for measuring the flexibility of the absorbent anicle is the 

Circular Bend Procedure described in U.S. Patent 5,009.653 issued to Osborn (the 

disclosure of which is fully incorporated by reference herein). 

D. Caliper 

The procedure for measuring the caliper of the absorbent article is set fonh in 

U.S. Patent 5.009.653 issued to Osborn for absorbent articles having substantially 

uniform caliper. If the absorbent article has a non-unifonn caliper (e.g .. a hump or 

other raised ponion). the caliper of the raised portion and the surrounding regions 
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should be separately measured using a different shaped comparator foot (e.g .. non­
circular) such as a rectangular foot having the same surface area so that the desired 
loading {0.25 psi) remains the same. Such a procedure is set out in greater detail in 
U.S. Patent Application Serial No. 07/874.872 filed April 28. 1992 (PCT Publication 
WO 93/21879) the disclosure of which is fully incorporated by reference herein. In 
addition. if the raised portion is more than 1 mm greater in caliper than the 
surrounding regions when the caliper of the raised portion is measured under no load. 
the difference in caliper between the raised portion and the surrounding portions is 
subtracted out from the results in the Lift measurement test. 

E. Compressive Force and Resiliency Test 

The following test method is used to measure the lateral compressibility 
properties of a sanitary napkin. The sanitary napkin is compressed by a pair of plates 
designed to simulate forces and constraints experienced during wear. In this test. the 
center of a sanitary napkin is subjected to 6 cycles of compression along its width, 
followed by release of the compressive forces. (This test can also be used with other 
absorbent articles such as incontinence products and pantiliners). The distance of 
travel of the plates and resulting force are measured. 

( l) Apparatus and Sample Preparation 

This test requires a constant rate of elongation tensile testing apparatus such as 
an lnstron model #1122 or EME 599A tensile (and compression) testing instruments. 
FIG 30 shows this test being performed with an EME 599A instrument obtained 
from EME Inc .• P.O. Box 187. Newbury, OH, indicated generally as 150. 

The testing instrument 1 SO includes a fixed lower clamp 154 for securing one 
of the compression plates and an upper reciprocating clamp 158 for securing the 
other compression plate. Instrument 150 also includes a weight ( 4000 g) indicated 
generally as l 62 for biasing the upper clamp 15 8 downwardly. 

Compressive forces are applied the sanitary napkin 20 by an assembly 
comprised of a pair of plates 166 and 170. The upper compression plate 166 
simulates both the opposite thigh of a wearer and the portion of the body contacting 
the sanitary napkin 20 during use (perinea! area). The lower compression plate 170 

also contains two spacc:;d cylindrical posts 17 4 and 178, one on each side of the lower 
body portion 182 of the lower plate 170. as well as a PLEXIGLAS viewing screen 
186 mounted on body portion 182. These posts 17 4 and 178 hold the crotch part of 
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a panty 186 for· attachment of sanitary napkin 20. (The crotch portion of a suitable 

panty is cut out from a pa.nty and provided with a sewn tube at either end for 

attachment to the posts 174 and 178.) 

Plates 166 and 170 are shown in greater detail as assembly 164 in FIGS 31 and 

32. Referring to these Figures. lower plate 170 comprises a base 171 in which are 

formed a pair of spaced lots l 72a and l 72b that are used to secure plate 170 to 

clamp I 54 of instrument 150. As panicularly shown in FIG 3 l, plate 170 has an 

upper body portion 173 that is provided with a convexly curved face 17 5. 

As particularly shown in FIGS 33 and 34. upper plate 166 has a body portion 

167 that is provided with a concave, curved face 169. Attached to body portion 167 

is a generally rectangular mounting bracket 168 for securing the upper plate 166 to 

the reciprocating clamp 158 of instrument 150. As particularly shown in FIG 31, the 

cutved convex face 175 of lower plate 170 forms a matable configuration with 

cutved concave face 169 of upper plate 166. This matable configuration allows 

upper plate 166 to move past lower plate 170 in close proximity thereof. but without 

contact. 

The plates 166 and I 70 (and their constituent parts) can be made from any 

suitable material that can be formed ~nto the required shape (e.g .. aluminum. Lexan, 

Plexiglas). The weight of the plates 166 and 170 together must be significantly lower 

than the limit of the instrument load cell to allow sufficient range for the force 

measurement. The plates 166 and 170 should also be centered with the curvatures of 

the upper and lower pieces lined up opposite one another. When the plates come 

together during compression, there should be no physical contact between them. 

During the test. the crosshead speed is 22 inches/minute (cm/minute). The gap 

between plates 160 and 170 stans at a distance of 4 inches, and then narrows to a I 

inch gap distance when sanitary napkin 20 is fully compressed. This equates to an 

initial cross head setting of 20 cm and a final crosshead setting of 12.5 cm when the 

dimensions of the apparatus are taken into account. 

(2) Test Procedure 

A minimum of six samples of each sanitary napkin 20 is required for the test. 

The release paper is removed from the sanitary napkin 20 and then the sanitary 

napkin is centered on the panty crotch portion with respect to the seams. The 

sanitary napkin 20 is then pressed down lightly to ensure it is secured. The sewn 
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tubes on the ends of the pancy crotch portion are then slid onto the poles of lower 

compression plate 170. Sanitary napkin '.!O should be in the configuration of an arc 

with its ends pointing toward the front of instrument 150. and should be loosely 

confined between the panty crotch and the lower front portion of plate 170. The 

sanitary napkin 20 is oriented such that it is standing up on one edge. The plates 166 

and 170 should now be 4 inches apart. 

The plate 166 is then moved towards plate 170 by the downward motion of 

reciprocating upper clamp 158 until sanitary napkin 20 has been compressed to 1 

inch (full compression). Compression is then maintained for 30 seconds. The 

distance at which the upper compression plate 166 makes contact with the edge of 

sanitary napkin 20 is determined when a force of 10 g is reached. This is the initial 

width of the sanitary napkin. The force at the end of the 30 seconds after full 

compression is reached. and immediately before the compression is released, is 

recorded as the compression force. 

After 30 seconds of full compression, the compressive forces are released by 

moving plate 166 to its initial position (4 inches apart). Sanitary napkin 20 is left 

uncompressed for 60 seconds. At the end of 60 seconds, a second compression cycle 

is started. The same procedure described before is carried out. This procedure is 

repeated until sanitary napkin 20 has been subjected to 6 compression/release cycles. 

Three dry samples of sanitary napkin 20 are tested by this procedure. Three 

additional samples of sanitary napkin 20 are then tested in the wet state by pouring 

7.5 m1 of0.9% saline solution into the center of the samples (allowing the sample to 

distribute the fluid itself), followed by 10 minutes before testing begins. The wet 

samples are subjected to the same procedure as the dry samples. 

(3) Calculations 

After 3 dry samples and wet samples are run, the following values are 

detennined: 

(1) The average compression force from cycle 6 on the three dry sanitary 

napkins; 

(2) The average initial sanitary napkin width from cycle 6 on the three 

wet sanitary napkins; 
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(3)· The average percent width on the three wet sanitary napkins 1s 

calculated using the following equation 

% sanitary napkin width = l 00 x (initial sanitary napkin width cycle 6 

initial sanitary napkin width cycle l) 

F. Wet Bunch Recoverabilitv Test 

The following test is used to measure the amount an absorbent article will tend 

to recover from bunching after it has been wetted and subjected to 

transversely-oriented inward forces {i.e .• bunched). 

The sample used for this test is the entire absorbent article. If the absorbent 

article is provided with an adhesive fastener, a release paper covering an adhesive 

fastener on the gannent-facing side of the absorbent anicle is removed and covered 

with tissue. The same applies to any adhesive on any flaps or side wrapping elements 

if the absorbent article is provided with side flaps or side wrapping elements. The 

width of the absorbent ele~ent (at its narrowest point if it is hourglass:..shaped) is 

measured. The absorbent article is wetted by dispersing 15 mls of saline solution 

(available from Baxter Travenol Company of Deerfield, Illinois) uniformly over a 

portion of the central region of the absorbent article 2 112 inches (6.4 cm) in length 

and the full width of the absorbent element of the absorbent article using a dropper. 

The absorbent article is allowed to set for 2 minutes so that any superabsorbent 

material therein may absorb the saline solution. 

The absorbent anicle is then placed in the device 200 shown in Fig. 3 5. The 

absorbent article 20 is placed in the device 200 with its body-facing side 20A facing 

upward. If the absorbent anicle is provided with flaps, the width of the device is set 

so the flaps are folded upward against the sides of the device. One side of the device 

is then moved slowly inward until the sides of the device are 20 mm apart. This 

bunches the absorbent article. After a period of 5 seconds, the side of the device is 

backed away to the starting position so the absorbent article can be removed. 

After the bunching forces are removed, the absorbent anicle is taken out of the 

bunching apparatus and the bunching procedure is reversed. The reversal of the 

bunching procedure can be done by hand or by a suitable apparatus. The bunching of 

the absorbent anicle is reversed by gripping the longitudinal side edges of the 

absorbent anicle in the central region of the absorbent article and pulling transversely 

outward in opposite directions on the longitudinal side edges of the absorbent article. 
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In the reversal of the bunching. the portions of the absorbent article located outboard 

of any absorbent material (such as in any crimped area) should be gripped so that no 

forces are exerted directlv on the absorbent material. If the absorbent article is 

provided with flaps or side wrapping elements, then the outwardly-oriented forces 

should be applied to the distal edges of the flaps or side wrapping elements. The 

reversal of the bunching is accomplished by using an amount of force which 

unbunches or straightens out the non-absorbent portions of the absorbent article (and 

the absorbent portions. to the extent this can be done without directly contacting the 

absorbent portions) in the area where it is gripped. The force applied should not. 

however. be so high as to destroy the integrity of the absorbent article or any of its 

components. 

The width of the absorbent element is then measured at the same place a width 

measurement was initially taken. The difference in the two widths can be divided by 

the initial width to provide a percentage which represents the Wet Bunch Recovery 

of the absorbent article. This distinguishes the absorbent article from thick airfelt 

products which have a high degree of irreversible wet bunching (and a low Wet 
Bunch Recovery). The Wet Bunch Recovery also provides a measurement of panty 

assisted recovery since during the unbunching portion of the test. the absorbent 

article is grasped by non-absorbent portions such as the backsheet which is typically 

the o~y portion of the absorbent article which is directly linked to the wearer's 

panties (or other undergarments) and the forces exerted on the absorbent article at 

this stage simulate the forces exerted on the absorbent article by the panties through 

t~e panty fastener when the panties straighten out. 

6. Other Alternative Embodiments 

While several preferred sanitary napkin embodiments have been described. 

numerous o~her sanitary napkin embodiments are disclosed in the literature. These 

could be provided with the panty covering component of the present invention. 

Some of such sanitary napkins are described in U.S. Patents 4,950.264 and 5.009,653 

issued to Osborn on August 21. 1990. and April 23. 1991. respectively. in U.S. 

Patent Application Serial No. 07/915,202, entitled "Curved, Shaped Absorbent 

Article" filed in the name of Johnson. et al. (PCT Publication No. WO 93/01781). in 

U.S. Patent Application Serial No. 07/874.872 entitled "Generally Thin. Flexible 

Sanitary Napkin With Stiffened Center" and Serial No. 08/007.207 entitled 

"Generally Thin. Flexible Sanitary Napkin With Central Absorbent Hump" filed in the 

name of Osborn on April 28. 1992. and January 22. 1993. respectively, in U.S. 
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Patent Application Serial No. 081170.461 entitled "Sanitary Napkin Having A 

Pleated Lifting Member" filed in the name of Ronald McFall. and in C.S. Patent 

Application· Serial No. 081170.487 entitled "Sanitary Napkin Having an Internal 

Shaping Component" filed in the name of Bergman both filed on December 20. 1993. 

The terms "panty liner" and "pantiliner" refer to absorbent anicles that are less 

bulky than sanitary napkins which are generally worn by women between their 

menstrual periods. Suitable absorbent articles in the fonn of pantiliners are disclosed 

in U.S. Patent 4.738,676 entitled "Pantiliner" issued to Osborn on April 19. 1988. 

The tenn "incontinence article" refers to pads. undergannents (pads held in 

place by a suspension system of some type, such as a belt, or the like). insens for 

absorbent articles, capacity boosters for absorbent articles, briefs, bed pads, and the 

like, regardless of whether they are worn by adults or other incontinent persons. 

Suitable incontinent articles that can be provided with the panty covering 

components described herein are disclosed in U.S. Patent 4,253,461 issued to 

Strickland, et al. on March 3, 1981; U.S. Patents 4,597,760 and 4,597,761 issued to 

Buell~ the above-mentioned U.S. Patent 4,704,115~ U.S. Patent 4,909,802 issued to 

Ahr. et al.; U.S._Patent 4,964,860 issued to Gipson. et al. on October 23. 1990~ and 

in U.S. Patent Application Serial Numbers 07/637,090 and 07/637.571 filed 

respectively by Noel. et al. and Feist. et al. on January 3, 1991 (PCT Publication Nos. 

WO 92/11830 and WO 92/11831. respectively. both published on July 23, 1992). 

The disclosures of all patents, patent applications (and any patents which issue 

thereon, as well as any corresponding published foreign patent applications). and 

publications mentioned throughout this patent application are hereby incorporated by 

reference herein. It is expressly not admitted, however, that any of the documents 

incorporated by reference herein teach or disclose the present invention. It is also 

expressly not admitted that any of the commercially available materials or products 

described herein teach or disclose the present invention. 

While particular embodiments of the present invention have been illustrated 

and described, it would be obvious to those skilled in the art that various other 

changes and modifications can be made without departing from the spirit and scope 

of the invention. It is to be understood that all of the limits and ranges specified in 

the foregoing description of the fastening device include all narrower ranges and 

limits that are within the specified limits and ranges. Thus, for example if a range is 

specified as being between about 6 and about 42 g!m2. all narrower ranges, such as 
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between about 10 and about 40 g!m2. and between about 20 and about 30 g/m:. etc 

may be claimed even though these ranges are not separately listed. lt is therefore 

intended to cover in the appended Claims all such changes and modifications that are 

within the scope of th.is invention. 
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What is Claimed is: 

1. An absorbent article for wearing in an undergarment. said absorbent article 

having a longitudinal dimension oriented in a longitudinal direction. a 

transverse dimension oriented in a transverse direction. a first end region. a 

second end region. and a central region disposed between said first end region 

and said second end region. said absorbent article comprising: 

a main body portion comprising a liquid pervious topsheet. a liquid 

impervious backsheet. and an absorbent core positioned between said 

topsheet and said backsheet, said absorbent article characterized in that it is 

extensible, wherein said main body portion has an initial relaxed dimension 

when laid flat as measured as the distance between two marks which are 

made on said backsheet on opposite sides of one of said centerlines. and said 

main body portion has at least one extended dimension during wear that is 

greater than said initial dimension as measured by measuring the distance 

between said marks during wear of said absorbent anicle in a direction 

parallel to at least one of said longitudinal direction and said transverse 

direction. 

2. An absorbent article for weanng m an extensible undergarment. said 

undergarment requiring force to extend said undergarment 5% in one case. or 

10% in another case, said absorbent article having a longitudinal dimension 

oriented in a longitudinal direction, a transverse dimension oriented in a 

transverse direction. a first end region, a second end region. and a central 

region disposed between said first end region and said second end region. said 

absorbent anicle comprising a main body portion comprising a liquid pervious 

topsheet. a liquid impervious backsheet, and an absorbent core positioned 

between said topsheet and said backsheet, said absorbent article characterized 

in that it is extensible. wherein said main body portion has extensibility with a 

component in a direction parallel to at least one of said longitudinal direction 

and said transverse direction, and said main body portion requires a force to 

extend that is less than or equal to 1.2 times the force required to extend said 

undergannent in the same direction. 

3. An absorbent anicle for wearing in an undergarment, said absorbent article 

having a longitudinal dimension oriented in a longitudinal direction. a 

transverse dimension oriented in a transverse direction. an absorbent surface 
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area. a first end region. a second end region. and a central region disposed 

between said first end region and said second end region. said absorbent 
anicle comprising: 

a main body ponion compnsmg a liquid perv1ous topsheet. a liquid 

impervious backsheet, and an absorbent core positioned between said 

topsheet and said backsheet, said absorbent anicle characterized in that it is 

extensible, wherein said main body portion is extensible by hand at least 5% 

in a direction parallel to at least one of said longitudinal direction and said 

transverse direction without destruction of said main body ponion so that 

said absorbent surface area can be increased. 

4. An absorbent article for wearing in an undergarment, said absorbent article 

having a longitudinal dimension oriented in a longitudinal direction. a 

transverse dimension oriented in a transverse direction, a first end region, a 

second end region, and a central region disposed between said first end region 

and said second end region. said absorbent article comprising a main body 

portion comprising a liquid pervious topsheet. a liquid impervious backsheet. 

and an absorbent core positioned between said topsheet and said backsheet. 

said absorbent anicle characterized in that it is extensible. wherein said main 

body portion is extensible in the following amounts: greater than or equal to 

3% in a direction parallel to at least one of said longitudinal direction and said 

transverse direction under a force of l 00 grams f; or greater than or equal to 

7% under a force of 200 grams f~ or greater than or equal to 25% under a 

force of 800 grams f. 

5. An absorbent article having a longitudinal dimension oriented in a longitudinal 

direction and a transverse direction oriented in a transverse direction. said 

absorbent article comprising a liquid pervious topsheet, a liquid impervious 

backsheet, and an absorbent core positioned between said topsheet and said 

backsheet. said absorbent article characterized in that it has at least one of the 

following characteristics: 

(a) when a 2.5 centimeter wide longitudinally-oriented strip of said topsheet is 

removed from said absorbent article, said strip is extensible in the longitudinal 

direction, and said strip has a secant modulus of less than or equal to 6 

g/cm/°/o at an extension of 25%; 

I llllllf 111111111111111111' 1111. 
* C L M S * 
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(b) wherein said topsheet has a body-facing face and a garment-facing face 

wherein said garment-facing face of said topsheet is attached during wear of 

said absorbent article to a body-facing face of an underlying absorbent 

component positioned between said topsheet and said backsheet. and a 2.5 

cm wide longitudinally-oriented strip of said topsheet and said underlying 

component are removed from said absorbent article while they remain 

attached to each other, and the topsheet and said underlying component have 

a secant modulus of less than or equal to 8 g/cm/%. and preferably less than 

or equal to 6 g/cmfO/o at an extension of25%; 

(c) wherein a 2.5 cm wide transversely-oriented strip of the component or 

components described in (a) or (b) above is extensible in the transverse 

direction and has a secant modulus such that the geometric average of the 

secant modulus of the component or components in the longitudinal and 

transverse direction is less than or equal to 7 g/cm/%. preferablyless than or 

equal to 6 g/cm/%. at an extension of25%; 

(d) wherein said topsheet has a body-facing face and a garment-facing face 

wherein said garment-facing face of said topsheet is attached during wear of 

said absorbent article to a body-facing face of an underlying absorbent 

component positioned between said topsheet and said backsheet, and said 

topsheet and said underlying component are extensible at least 25% v.ithout 

tearing or separating; 

(e) wherein a 2.5 cm wide longitudinally-oriented strip of said backsheet is 

removed from said absorbent anicle and said backsheet is extensible in the 

longitudinal direction and has a secant modulus of less than or equal to 8 

g/cm/%. preferably less than or equal to 6 g/cmfO/o, at an extension of 25%; 

(f) wherein said backsheet has a body-facing face and a garment-facing face 

wherein said body-facing face of said backsheet is anached during wear of 

said absorbent anicle to a garment-facing face of an overlying absorbent 

component positioned between said topsheet and said backsheet, and a 2. 5 

cm wide strip of said backsheet and said overlying component are removed 

from said absorbent article while they remain attached to each other. and the 

backsheet and said overlying component have a secant modulus of less than 

or equal to 8 g/cml°lo. preferably less than or equal to 6 g/cm/%, under an 

extension of:?.5%; 
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(g) whe.rein a 2.5 cm transversely-oriented wide strip of the back sheet or said 
backsheet and overlying absorbent component is removed (as in (e) & (f) 

above). and said backsheet is extensible in the transverse direction and has a 
secant modulus such that the geometric average of the secant modulus of the 
backsheet in the longitudinal and transverse direction is less than or equal to 8 
g/cm/%, preferably less than or equal to 6 g/cm/%, at an extension of 25%; 
and 

(h) wherein said backsheet and any attached overlying component are 
extensible at least 25% without tearing or separating, and has a set of less 
than 20%. 

6. An absorbent article for wearing in an undergannent, said absorbent article 

characterized in that it has a Lift measured in at 1east one position in a Lift 
Test Apparatus, said Lift Test Apparatus being comprised of an arcuate plate 
having a transverse centerline, an inner surface, an outer surface, said outer 
surface having a radius of curvature of 156 mm. and a longitudinally-oriented 
slit at the bottom of said arcuate plate which slit is 212 mm long from its front 
to its rear, wherein said slit varies in linearly width from 6 mm at the front to 
19 mm at the rear. when said absorbent article is clamped in said Test 
Apparatus and a weight of 3 14 grams is applied to the end of the absorbent 
article at the rear of the Test Apparatus, said absorbent article having a Lift 
meeting at least one of the following criteria: (a) at a first position located 47 
mm forward of transverse centerline of the Test Apparatus. a lift of greater 
than 3 mm, preferably greater than 4 mm~ or (b) at a second position located 
17 mm to the rear of the transverse centerline of the Test Apparatus of 
greater than I mm. preferably greater than 2 mm; or, (c) at a third position 
located 70 mm to the rear of the transverse centerline of the Test Apparatus 
of greater than 3 mm, preferably greater than 4 mm. 

7. An absorbent article for wearing in an undergannent, said absorbent article 
having a surface and a main body portion comprising a liquid pervious 
topsheet, a liquid impervious backsheet, and an absorbent core positioned 

between said topsheet and said backsheet, said absorbent article characterized 
in that it has at least one of the following characteristics: 

(a) when said absorbent article is placed over a full-scale cardboard cutout in 
the shape of the crotch of an undergarment as shown in Fig. 28. said 
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cardboard cutout comprising regions designated A and A'. B and B'. and C 

and C'. said surface of said absorbent article covers one or more of the 

following areas of said cardboard cutout: at least 20% of the total area of 

regions A and A'; at least I 0% of the total regions of B and B': or at least 

20% of the total area of regions C and C'; or 

(b) when said absorbent article is placed over a full-scale cardboard cutout in 

the shape of the crotch of an undergarment as shown in Fig. 28. said 

cardboard cutout comprising a pair of side edges, each of said side edges 

having a length, and said surface of said absorbent article extends beyond said 

side edges of said cardboard cutout and covers at least 130 mm, preferably at 

least 150 mm, of the side edges of said cardboard cutout. 

8. An absorbent article for wearing in an undergarment, said absorbent article 

having a longitudinal dimension oriented in a longitudinal direction, a 

transverse dimension oriented in a transverse direction, a first end region. a 

second end region. and a central region disposed between said first end region 

and said second end region, said absorbent article comprising: 

a main body portion comprising a liquid pervious topsheet. a liquid 

impervious backsheet, and an absorbent core positioned between said 

topsheet and said backsheet, wherein said absorbent article charactized in that 

it has at least one of the following characteristics: 

(a) wherein said main body portion has a Flexural Rigidity of less than or 

equal to 25,000 mg-cm, preferably less than or equal to 15.000 mg-cm. more 

preferably less than or equal to 5.000 mg-cm, and most preferably less than or 

equal to 2.000 mg-cm, and said main body portion is extensible at least 3% in 

a direction parallel to at least one of said longitudinal direction and said 

transverse direction under a force of I 00 grams f. 

(b) wherein said first and second ~nd regions have a caliper of less than or 

equal to 4 mm and said absorbent article has an absorbent surface area of 

greater than or equal to 120 cm2. preferably greater than or equal to 200 

cm2. and a Flexural Rigidity/Length ratio of less than or equal to 25 (mg­

cm)/mg, preferably less than or equal to 15 (mg-cm)/mg. and more preferably 

less than or equal to l 0 (mg-cm)/mg: or 
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{c) wherein said absorbent article has (i) an absorbent surface area of greater 

than or equal to 60 cm2 and less than or equal to I 00 cm2 and a Flexural 

Rigidity/Length ratio of less than or equal to 15 (mg-cm)/mg. preferably 10 

(mg-cm)/mg. and said main body portion is extensible at least 3% in a 

direction parallel to at least one of said longitudinal direction and said 

transverse direction under a force of 100 grams. and (ii) said absorbent article 

even more preferably has a caliper of less than 3 mm. a Total Capacity of 

greater than or equal to I 0 grams, and Flexural Rigidity/Length ratio of 

greater than or equal to 1.5 (mg-cm)/cm. 

9. An absorbent article for wearing in an undergannent, said absorbent article 

having a longitudinal dimension oriented in a longitudinal direction. a 

transverse dimension oriented in a transverse direction, a first end region. a 

second end region, and a central region disposed between said first end region 

and said second end region, said absorbent article comprising a main body 

portion comprising a liquid pervious topsheet, a liquid impervious backsheet, 

and an absorbent core positioned between said topsheet and said backsheet, 

said absorbent article characterized in that it is extensible, wherein said main 

body portion is extensible greater than 3% in a direction parallel to at least 

one of said longitudinal direction and said transverse direction under a force 

of 100 grams, said absorbent core has a width and a Wet Bunch Recovery of 

greater than or equal to 80% of its width, and said absorbent article 

preferably has a Flexure Resistance of less than or equal to 700 grams. more 

preferably less than or equal to 400 grams. and most preferably less than or 

equal to 250 grams. 

10. An absorbent article according to any of the preceding claims wherein said 

liquid impervious backsheet is joined to said topsheet along at least a portion 

of the periphery of said absorbent article by a liquid impervious peripheral 

seal comprising an adhesive and a plurality of spaced apart mechanical bonds; 

wherein said joined portion of said periphery and said peripheral seal are 

extensible. 
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