
ABSTRACT  EROSION RESISTANT ANTI-ICING COATINGS ABSTRACT  A process for
protecting an article using an anti-icing  coating includes the steps of
applying upon at least one surface  of an article an anti-icing composition
comprising at least one  polysiloxane free of additives; and curing the
anti-icing  composition to form an anti-icing coating exhibiting an ice
shear strength of about 19kPA to about 50 kPa.  FIGURE 1  


