
A thermoplastic resin composition includes, based on 100 parts by weight of
the resin composition, a mixture of from 55 parts by weight to 98.5 parts
by weight of a rubber modified thermoplastic resin comprising a
discontinuous elastomeric phase dispersed in a continuous rigid
thermoplastic phase, wherein at least a portion of the rigid thermoplastic
phase is chemically grafted to the elastomeric phase; from 0.5 parts by
weight to 15 parts by weight of a gel copolymer; from 0.5 parts by weight
to 15 parts by weight of an epihalohydrin polymer; and from 0.5 parts by
weight to 15 parts by weight of a (meth)acrylate polymer and is suitable
for use as a molding compound for making thermoplastic articles that
exhibit low surface gloss and improved multiaxial impact performance.    


