
Elastic particle foam based on polyolefin/styrene
polymer mixtures  Abstract Thermoplastic particle foams
which have cells having a mean cell size in the range
from 20 to 500 pm and in which the cell membranes have
a nanocellular or fibrous  structure having pore or
fiber diameters below 1500 nm, and also processes for
producing them. 


