
An interdental brush wire and an interdental brush  which are not buckled
or broken, are excellent in durability  and manipulation ease due to the
springy brush as well as the  ability of insertion between teeth
characterized in that the  wire is a stainless steel wire having a diameter
of 0.15 to 0.35  mm and containing nitrogen and a controlled amount of
manganese.    


