
A composition and method for promoting improved adhesion between a
thermoplastic resinous substrate and polyurethane foam is provided. In one
aspect of this invention, the composition comprises a thermoplastic mixture
of at least one polyphenylene ether and at least one poly(alkenylaromatic)
compound; and at least one primary amine-containing material or secondary
amine-containing material.    


