
This invention relates to a process for co-producing ethanol and
isopropanol by hydrating a mixture of ethylene and propylene in the vapour
phase in the presence of a catalyst composition comprising a heteropolyacid
catalyst supported on a siliceous support. The process is characterised in
that the hydration reaction of the mixed olefin feed is carried out under
specific reaction conditions.    


