
Disclosed is a colored resin composition for use in the production of a
color filter pixel having clear and high-quality color properties, superior
resistance to that of conventional color filter pixels, and high
reliability. The colored resin composition for use in the production of a
color filter pixel utilizes a specific coloring compound and can be
produced readily by mixing the coloring compound with a binder resin, a
solvent, a curing agent and others. A color filter produced using the
composition can have excellent resistance including heat resistance and
high reliability even though a dye is used as the coloring compound. 


