
The present invention provides a resin composition comprising       (a) a
metathesis-polymerizable cycloolefin compound, (b) a   5  metathesis
polymerization catalyst represented by the following       Formula (A), and
(c) a filler, a reinforcing material or an additive, and       a process
for producing a cured product, comprising heating the resin
composition to effect curing.                 [err]         10  wherein M
represents ruthenium or osmium, X[err] and X[err] each       independently
represent an anionic ligand, L[err] and L[err] each       independently
represent a neutral electron-donating group, and R[err]       and R[err]
each represent an organic group, and R[err] represents hydrogen,       an
aryl group or an alkyl group.    


