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i~Anim~iaiiiium PROCESS FOR THE PRODUCTION OF OLEFINS The present invention
relates to a process for the production of olefins. Olefins such as
ethylene and propylene may be produced by the catalytic dehydrogenation ox
cracking of a hydrocarbon feed. In this specification the term "cracking"
will be used to embrace both of these chemical reactions. The cracking of
hydrocarbons is an endothermic process. Accordingly, heat has to be
consumed for the reaction to occur. In a process known as auto-thermal
cracking, the heat required for cracking is generated by combusting a
portion of the original feed stock. This is achieved by passing a mixture
of a hydrocarbon feed and an oxygencontaining gas over catalyst capable of
supporting combustion beyond the fuel rich limit of flammability. The
hydrocarbon feed is partially combusted, and the heat produced by the
combustion reaction is used to drive the cracking of the remainder of the
feed. An example of an auto-thermal cracking process is described in
EP-A-0332289. Generally, in known auto-thermal cracking processes, a
reactant stream of a hydrocarbon and an oxygen-containing gas are passed
over a single catalyst bed to produce product olefin. Typically, the
catalyst bed comprises at least one platinum group metal, for example,
platinum, supported on a catalyst support. Recently, research has been
conducted on how to improve the selectivity of these catalysts to olefin f
product. One method is to modify the catalysts with a metal promoter from
Groups IIIA, fVA, VA of the Periodic Table and/or from the transition
metals. For example, WO 97I26987 discloses that the selectivity of platinum
catalysts may be enhanced by incorporating .tin or copper onto the
supported platinum catalyst. In WO 97/26987, the promoted platinum
catalysts are prepared by impregnating a .catalyst support in a
platinum-containing solution, and thereafter into a solution   2 1 DEC 2004
WO 02/0-Q389 PCT/GBO1/02822 containing the tin or copper promoter. As a
result, the platinum and copper or tin promoter are distributed uniformly
throughout the support. After prolonged use, however, the concentration of
promoter on the support may decrease through evaporation, leading to a loss
of activity. 5 According to Journal of Catalysis 191, 62-74 (2000), the
problem of loss of promoter may be addressed by adding the tin to the
catalyst by an on-line addition technique. More specifically, an aqueous
solution of SnCl2 may be added to the hot operating catalyst support to
deposit a thin coating of metal on to the front surface of the support.
This compensates for the loss of tin due to evaporation, and restores the
10 catalyst's initial performance. This in-situ regeneration technique is
also described in Catalysis Letters 63 (1999), 113 -120. The catalytic
behaviour of a supported Cr203 catalyst is studied in detail in Applied
Catalysis A (1999), 187(1), 13 - 24. This reference proposes the theory
that the Cr203 catalyst exhibits a distinctive boundary between the
oxidising environment at the 15 front of the catalyst and the reducing
environment at the rear of the catalyst. In the oxidising environment near
the front face of the catalyst, the catalyst acts as an oxidative
dehydrogenation catalyst. Once the majority of the oxygen has been consumed
at the front end of the catalyst, however, Cr203 acts as a dehydrogenation
catalyst, using the heat generated by oxidation reactions at the front of
the catalyst to 20 crack the hydrocarbon feed. To support this premise, a
Pt-coated monolith was placed in front of a series of Cr203 monoliths. At
high C2H6102 ratios, the arrangement showed higher C2H4 selectivities than
the Pt-monolith alone, confirming that Cr203 can utilise heat generated by
the exothermic oxidative reactions occurring over the Pt-monolith to crack
any unreacted hydrocarbon in the feed. 25 The teaching of Applied Catalysis
A (1999), l87(1),13 - 24, however, is very specific to Cr203. There is
nothing. in the reference to suggest that other catalyst beds could be
employed to increase olefin selectivity in a corresponding manner. We have
now found that the selectivity of a catalyst zone comprising a catalyst bed
(a first catalyst bed) can be enhanced by positioning a second catalyst bed
30 comprising at' least one metal selected from the group consisting of Mo,
W, and Group IB, IIB, IIIB, IVB, VB, VIIB and VIII of the Periodic Table
downstream of the. f rst , catalyst bed. 2 



W O 02/O:1389 2 1 D E C 2004 PCT/GBO1/02822 In particular, it has been
surprisingly found that the use of a catalyst zone which comprises as the
second catalyst bed, a catalyst which is substantially incapable of
supporting combustion beyond the fuel rich limit of flammability ( that is,
a catalyst which is substantially inactive under auto-thermal process
conditions), and as the first 5 catalyst bed, a catalyst which is
substantially capable of supporting combustion beyond the fuel rich limit
of flammability, generally achieves greater olefin selectivity compared to
that obtained by the use of the first catalyst bed alone. Accordingly, the
present invention provides a process for the production of an olefin, said
process comprising passing a mixture of a hydrocarbon and an oxygen10
containing gas through a catalyst zone which is capable of supporting
combustion beyond the fuel rich limit of flammability to produce said
olefin, said catalyst zone comprising at least a first catalyst bed and a
second catalyst bed, and wherein the second catalyst bed is located
downstream of the first catalyst bed, is of a different composition to the
first catalyst bed and comprises at least one metal selected from the group
15 consisting of Mo, W, and Groups IB, IIB, IIIB,1VB, VB, VIIB and VIII of
the Periodic Table. Preferably, the first catalyst bed comprises a catalyst
which is capable of supporting combustion beyond the fuel rich limit of
flammability. Suitably, the first catalyst bed may comprise a Group VIII
metal. Suitable Group VIII metals include 20 platinum, palladium,
ruthenium, rhodium, osmium and iridium. Preferably, the Group VIII metal is
selected from rhodium, platinum, palladium or mixtures thereof. Especially
preferred are platinum, palladium or mixtures thereof. Typical Group VIII
metal loadings range from 0.01 to 100 wt %, preferably, from 0.01 to 20 wt
%, and more preferably, from 0.01 to 10 wt %, for example 1-5 wt%, such as
3-5 wt%. 25 Suitably, the first catalyst bed is platinum or palladium,
especially platinum. Alternatively, the first catalyst bed may comprise a
promoted catalyst such as a promoted Group VIII metal catalyst. The
promoter may be selected from the elements of Groups IIIA, IVA and VA of
the Periodic Table and mixtures thereof. Alternatively, the promoter may be
a transition metal; the transition metal being a different metal to 30 the
metal(s), such as the Group VIII metal{s) employed as the catalytic
component. Preferred Group IIIA metals include Al, Ga, In and Tl. Of these,
Ga and In are preferred. Preferred Group IVA metals include Ge, Sn and Pb.
Of these, Ge and Sn are preferred, especially Sn. The preferred Group VA
metal is Sb. The atomic xatio of 3   2 1 DEC 2004 WO 02/U~t389
PCT/GB0.1/02822 Group VIII metal to the Group IIIA, IVA or VA metal may be
1 : 0.1 - 50.0, preferably, 1: 0.1 -12.0, such as 1 : 0.3 -5. Suitable
transition metal promoters may be selected firom any one or more of Groups
IB to VIII of the Periodic Table. In particular, transition metals selected
from 5 Groups I~, IIB, VIB, VIIB and VIII of the Periodic Table are
preferred. Examples of such transition metal promoters include Cr, Mo, W,
Fe, Ru, Os, Co, Rh, Ir, Ni, Pt, Cu, Ag, Au, Zn, Cd and Hg. Preferred
transition metal promoters are Mo, Rh, Ru, Ir, Pt, Cu and Zn, especially
Cu. The atomic ratio of the Group VIII metal to the transition metal
promoter may be 1: 0.1 - 50.0, preferably, 1:0.1 - 12.0. 10 Specific
examples of promoted Group VIII catalysts for use as the first catalyst bed
include Pt/Ga, Pt/In, PdSn, PdGe, PtlCu, PdlSn, PdlGe, PdlCu and Rh/Sn.
Where the Group VIII metal is Rh, Pt or Pd, the Rh; Pt or Pd may comprise
between 0.01 and 5.0 wt %, preferably, between 0.01 and 2:0 wt %, and more
preferably, between 0.05 and 1.0 wt % of the total weight of the catalyst.
The atomic ratio of Rh, Pt or Pd to the 



I5 Group IIIA, IVA, VA or transition metal promoter may be 1 : 0.1 - 50.0,
preferably, 1: 0.1 - 12.0. For example, atomic ratios of Rh, Pt or Pd to Sn
may be 1: 0.1 to 50, preferably, 1: 0.1 -12.0, more preferably, 1: 0.2 -
3.0 and most preferably, 1: 0.5 - 1.5. Atomic ratios of Pt or Pd to Ge may
be 1: 0.1 to 50, preferably, 1: 0.1 - 12.0, and more preferably, 1: 0.5 -
8.0. Atomic ratios of Pt or Pd to Cu may be 1: 0.1 - 3.0, preferably, 20 1:
0.2 - 2.0, and more preferably, 1: 0.5 - 1.5. The second catalyst bed
comprises at least one metal selected from the group consisting of Mo, W,
and Groups TB, IIB, IIIB, IVB, VB, VIIB and VIII of the Periodic Table. In
particular, the second catalyst bed may comprise a Group VIII metal as
catalyst. Suitable Group VIII metals include platinum, palladium,
ruthenium, rhodium, 25 osmium, iridium, cobalt and nickel. Preferably, the
Group VIII metal is selected from rhodium, platinum, palladium or mixtures
thereof. Particularly preferred are platinum, palladium or mixtures
thereof, especially platinum. Typical Group VIII metal loadings range from
0.01 to 100 wt %, preferably, from 0.01 to 20 wt %, and more preferably,
from 0.01 to 10 wt %, for example 1-5 wt%, such as 3-5 wt%, 30 ~
Preferably, the second catalyst bed comprises a promoted catalyst such as a
promoted Group VIII metal catalyst. The promoter may be selected from the
elements of Groups IIIA, IVA and VA of ttie Periodic Table and mixtures
thereof. Alternatively, 4    2 ~ oEC 200 W O 02/O:1389 PCT/GBO1/02822 the
promoter may be a transition metal; said transition metal being a different
metal to the Group VIII metals) employed as the catalytic component.
Preferred Group IIIA metals include Al, Ga, In and Tl. Of these, Ga and In
are preferred. Preferred Group IVA metals include Ge, Sn and Pb. Of these,
Ge and Sn are 5 preferred, especially Sn. The preferred Group VA metal is
Sb. The atomic ratio of Group VIII metal to the Group IIIA, IVA or VA metal
may be 1 : 0.1 - 50.0, preferably, 1: 0.1 - 12.0, such as 1 : 0.3 -5.
Suitable transition metal promoters may be selected from any one or more of
Groups IB to VIII of the Periodic Table. In particular, transition metals
selected from 10 Groups IB, IIB, VIB, VIIB and VIII of the Periodic Table
are preferred. Examples of such transition metal promoters include Cr, Mo,
W, Fe, Ru, Os, Co, Rh, Ir, Ni, Pt, Cu, Ag, Au, Zn, Cd and Hg. Preferred
transition metal promoters are Mo, Rh, Ru, Ir, Pt, Cu and Zn, .especially
Cu. The atomic ratio of the Group VIII metal to the transition metal
promoter may be 1: 0.1 - S0.0, preferably, 1:0.1 - 12.0. 15 Specific
examples of promoted Group VIII catalysts for use as the second catalyst
bed include PdGa, Pt/In, Pt/Sn, PdGe, Pt/Cu, Pd/Sn, PdlGe, Pd/Cu and Rh/Sn.
Where the Group VIII metal is Rh, Pt or Pd; the Rh, Pt or Pd may comprise
between 0.01 and 5.0 wt %, preferably, between 0.01 and 2.0 wt %, and more
preferably, between 0.05 and 1.0 wt % of the total weight of the catalyst.
The atomic ratio of Rh, Pt or Pd to the 20 Group IIIA, IVA, VA or
transition metal promoter may be 1 : 0.1 - 50.0, preferably, 1: 0.1 - 12.0.
For example, atomic ratios of Rh, Pt or Pd to Sn may be 1: 0.1 to 50,
preferably, 1: 0.1 - 12.0, more preferably, 1: 0.2 - 3.0 and most
preferably, 1: 0.5 - 1.5. Atomic ratios of Pt or Pd to Ge may be I : 0.1 to
50, preferably, 1: 0.1 -12.0, and more preferably, 1: 0.5 - 8.0. Atomic
ratios of Pt or Pd to Cu may be 1: 0.1 - 3.0, preferably, 25 I : 0.2 - 2.0,
and more preferably, 1: 0.5 -1.5. For the avoidance of doubt, the Group
VIII metal and promoter in the catalyst beds may be present in any form,
for example, as a metal, or in the form of a metal compound, such as an
oxide. The second catalyst bed may comprise a catalyst, such as a Group
VIII metal 30 catalyst, which is capable of supporting combustion beyond
the fuel-rich limit of flammability. However, whilst such catalysts are
useful in certain applications, it may be particularly advantageous to use
as the second catalyst bed, a catalyst which is substantially incapable of
supporting combustion beyond the fuel rich limit of 5   2 1 DEC 2D0 



WO 02/0389 PCT/GBOl/02822 flammability. Catalysts which are substantially
incapable of supporting combustion beyond the fuel rich limit of
flammability may be selected from a wide range of known materials including
conventional dehydrogenation catalysts. Dehydrogenation catalysts are those
catalysts which are capable of converting saturated hydrocarbons to
olefins, 5 but are substantially incapable of causing partial combustion of
the hydrocarbon feed to olefin under auto-thermal conditions. Thus,
suitably, the second catalyst bed may comprise at least one metal selected
from Fe, Ru, Os, Co, Ir, Ni, Mo, W, and Groups IB, IIB, IIIB, IVB, VB and
VIIB of the Periodic Table. Specific examples of such metals include Cu,
Ag, Au, Zn, Cd, Hg, Sc, Y La, Ti, Zr, Hf, V, Nb, Ta, Ni, Co, Ir and 10
mixtures thereof, especially Cu, Co, Ni, Ir and mixtures thereof.
Preferably, catalysts comprising at least one metal selected from Fe, Ru,
Os, Co, ir, Ni, Mo, W, and Groups IB, ITB, IIIB, IVB, VB and VIIB of the
Periodic Table are promoted with at least one promoter selected from Group
IVA and the transition metals. Suitable Group IVA promoters include Ge, Sn
and Pb, preferably Sn. Suitable transition 15 metal promoters include Cr
and Cu. Specific examples of suitable catalysts (and which are
substantially incapable of causing partial combustion of the hydrocarbon
feed to olefin under auto-thermal conditions) for use as the second
catalyst bed include Ni/Sn, Co/Sn, Co/Cu, CulCr, Ir/Sn, Fe/Sn, Ru/Sn,
Ni/Cu, Cr/Cu, Ir/Cu, Fe/Cu and RulCu. Suitably, the catalyst zone comprises
a first catalyst bed which is capable of 20 supporting combustion beyond
the fuel rich limit of flammability and a second catalyst bed which is
substantially incapable of supporting combustion beyond the fuel rich limit
of flammability. A particularly advantageous catalyst zone comprises a
second catalyst bed selected from Ni/Sn, Co/Sn, Co/Cu, Cu/Cr, Ir/Sn and Cu
and a first catalyst bed of a 25 supported platinum-only catalyst.
Alternatively, the catalyst zone may comprise a first and a second catalyst
bed, both of which are capable of supporting combustion beyond the fuel
rich limit of flammability. Suitably, the first and second catalyst beds
may comprise a Group VIII metal such as Rh, Pf or Pd provided that the
second catalyst bed is of a .different 30 composition to the first catalyst
bed. Suitably; the first catalyst may be Rh, Pd or Pt and the second
catalyst bed may be, for example, a promoted Group VIII metal for example,
Group VIII metals promoted with copper or tin, such as Pt/Sn. Specific
examples of 6   WO 02/0=t389 2 1 DEC 2004 PCT/GBO1/02822 such catalyst
zones are those comprising a Pt-only catalyst (as $rst catalyst bed) and a
Pt/Sn catalyst {as second catalyst bed). The catalyst zone may also
comprise a first catalyst bed which is substantially incapable of
supporting combustion beyond the fuel rich limit of flammability and a
second catalyst bed which is substantially capable of supporting combustion
beyond the fuel rich limit of flammability. Specific examples of such a
catalyst zone include a first catalyst bed selected from NiISn, Co/Sn,
ColCu, Cu/Cr, Ir/Sn and Cu and a second catalyst bed selected from Pt or Pd
or promoted Pt or Pd such as Pt or Pd promoted with copper or tin. 10 In
addition to the f rst and second catalyst beds the catalyst zone may
comprise further catalyst beds. For example, the catalyst zone may comprise
3 to 10, preferably, 3 to 5 catalyst beds. Where the catalyst zone
comprises more than two catalyst beds, the catalyst of the additional beds)
may be the same or different to the catalysts used for either of the first
15 and second catalyst beds. Suitably, the catalyst used for the additional
beds) is the same as that of the second catalyst bed. Fox example, the
catalyst zone may comprise 3 catalyst beds wherein the first bed is
platinum and the second and third beds both comprise tin-promoted nickel.
It should be understood that actual concentrations of metal in the
catalysts tend 20 not to be identical to the nominal concentrations
employed in the preparation of the catalyst because not all the metal
employed during the preparation of the catalyst actually becomes
incorporated in the catalyst composition. Thus, the nominal metal
concentrations may have to be varied to ensure that the desired actual
metal concentrations are achieved. Generally, however, the catalyst beds
are prepared such 25 that the actual concentration of a particular metal is
between 80 and 99%, preferably, between 90 and 99% of the nominal value.
Each catalyst employed in the catalyst zone may be unsupported or
supported. Suitably, an unsupported catalyst may be in the form of a metal
gauze. Preferably, at least one catalyst in the catalyst zone is a
supported catalyst. Suitably, each catalyst in 30 the catalyst zone is a
supported catalyst. The support used for each catalyst may be the same or
different. Although a range of support materials may be used, ceramic
supports are generally preferred. However, metal supports may also be used.
7  



2 1 DEC 2004 WO 02/0:1389 PCT/GBO1/02822 Suitably, the ceramic support may
be any oxide or combination of oxides that is stable at high temperatures
of, for example, between 600C and 1200C. The ceramic support material
preferably has a low thermal expansion co-efficient, and is resistant to
phase separation at high temperatures. S Suitable ceramic supports include
cordierite, lithium aluminium silicate (LAS), alumina (alpha-A1203), yttria
stabilised zirconia, aluminium titanate, niascon, and calcium zirconyl
phosphate, and, in particular, alumina. The ceramic support may be
wash-coated, fox example, with gamma-A1203 . The structure of the support
material is important, as the structure may affect 10 flow patterns through
the catalyst. Such flow patterns may influence the transport of reactants
and products to and from the catalyst surface, thereby affecting the
activity of the catalyst. Typically, the support material may be in the
form of particles, such as spheres or other granular shapes or it may be in
the form of a foam or fibre such as a fibrous pad or mat. Suitably, the
particulate support material may be alumina spheres. 15 Preferably, the
form of the support is a monolith which is a continuous mufti-channel
ceramic structure. Such monoliths include honeycomb structures, foams, or
fibrous pads. The pores of foam monolith structures tend to provide
tortuous paths for reactants and products. Such foam monolith supports may
have 20 to 80, preferably, 30 to SO pores per inch. Channel monoliths
generally have straighter, channel-like pores. These pores 20 are generally
smaller, and there may be 8f or more pores per linear inch of catalyst.
Preferred ceramic foams include alumina foams. Alternatively, the support
may .be present as a thin layer or wash coat on another substrate. Where a
supported catalyst is employed, the metal components of the catalyst 25 are
preferably distributed substantially uniformly throughout the support. The
catalysts employed in the present invention may be prepared by any method
known in the art. For example, gel methods and wet-impregnation techniques
may be employed. Typically, the support is impregnated with one or more
solutions comprising the metals, dried and then calcined in air. The
support may be impregnated in one or 30 more steps. Preferably, multiple
impregnation steps are employed. The support is preferably dried and
calcined between each impregnation, and then subjected to a final
calcination, preferably, in air. The calcined support may then be reduced,
for example, by heat treatment in a hydrogen atmosphere. 8   WO 02/0a389 2
1 DEC 200 PCT/GBO1/02822 The catalyst zone may be. achieved in any suitable
manner provided that the . reactant stream (hydrocarbon and
oxygen-containing gas) contacts the first catalyst bed bed thereby
producing an effluent stream (comprising reaction products and unreacted
feed) therefrom, and said effluent stream passes from the first catalyst
bed to the second 5 catalyst bed. A convenient method of achieving the
catalyst zone is to use a single reactor with a space being provided
between the beds. The space can be provided by placing substantially inert
materials such as alumina, silica, or other refractory materials between
the catalyst beds. Alternatively, the space between the catalyst beds is a
substantial void. 10 The space between the catalyst beds is not critical in
relation to the beds. Preferably, however, the space will be as small as
practical. Most preferably, there is no substantial space between the
catalyst beds, that is, the beds are directly adjacent to one another.
Where the catalyst zone comprises more than two beds, the size of the space
between the beds may vary. 15 The size of the catalyst beds can vary one
from the other. 



The catalyst beds may be arranged either vertically or horizontally. The
hydrocarbon may be any hydrocarbon which can be converted to an olefin,
preferably a mono-olefin, under the partial combustion conditions employed.
The process of the present invention may be used to convert both liquid and
20 gaseous hydrocarbons into olefins. Suitable liquid hydrocarbons include
naphtha, gas oils, vacuum gas oils and mixtures thereof. Preferably,
however, gaseous 1-~ydrocarbons such as ethane, propane, butane and
mixtures thereof are. employed. Suitably, the hydrocarbon is a
parafF~n-containing feed comprising hydrocarbons having at least two carbon
atoms. 25 The hydrocarbon feed is mixed with any suitable oxygen-containing
gas. Suitably, the oxygen-containing gas is molecular oxygen, air, and/or
mixtures thereof. The oxygen-containing gas may be mixed with an inert gas
such as nitrogen ox argon. Additional feed components may be included, if
so desired. Suitably, methane, hydrogen, carbon monoxide, carbon dioxide or
steam may be co-fed into the reactant 30 stream. Any molar ratio of
hydrocarbon to oxygen-containing gas is suitable provided the desired
olefin is produced in the process of the present invention. The preferred
stoichiometric ratio of hydrocarbon to oxygen-containing gas is 5 to 16,
preferably, 5 to 9   z ~ oEC zoos WO 02/0a389 PCT/GBO1/02822 13.5 times,
preferably, 6 to 10 times the stoichiometric ratio of hydrocarbon to
oxygencontaining gas required for complete combustion of the hydrocarbon to
carbon dioxide and water. The hydrocarbon is passed over the catalyst at a
gas hourly space velocity of 5 greater than 10,000 h -I, preferably above
20,000 h - and most preferably, greater than 100,000 h -' . It will be
understood, however, that the optimum gas hourly space velocity will depend
upon the pressure and nature of the feed composition. Preferably, hydrogen
is co-fed with the hydrocarbon and oxygen-containing gas into the reaction
zone. The molar ratio of hydrogen to oxygen-containing gas can vary 10 over
any operable range provided that the desired olefin product is produced.
Suitably, the molar ratio of hydrogen to oxygen-containing gas is in the
range 0.2 to 4, preferably, in the range 1 to 3. Hydrogen co-feeds are
advantageous because, in the presence of the catalyst; the hydrogen
combusts preferentially relative to the hydrocarbon, thereby increasing the
15 olefin selectivity of the overall process. Preferably, the reactant
mixture of hydrocarbon and oxygen-containing gas (and optionally hydrogen
co-feed) is preheated prior to contact with the catalyst. Generally, the
reactant mixture is preheated to temperatures below the autoignition
temperature of the reactant mixture. 20 Advantageously, a heat exchanger
may be employed to preheat the reactant mixture prior to contact with the
catalyst. The use of a heat exchanger may allow the reactant mixture to be
heated to high preheat temperatures such as temperatures at or above the
autoignition temperatwe of the reactant mixture. The use of high pre-heat
temperatures is beneficial in that less oxygen reactant is required which
leads to 25 economic savings. Additionally, the use of high preheat
temperatures can result in improved selectivity to olefin product. It has
also be found that the use of high preheat temperatures enhances the
stability of the reaction within the catalyst thereby leading to higher
sustainable superficial feed velocities. It should be understood that the
autoignition temperature of a reactant mixture is 30 dependent on pressure
as well as the feed composition: it is not an absolute value. 



Typically, in auto-thermal .cracking processes, where the hydrocarbon is
ethane at a pressure of 2, atmospheres, a preheat temperature of up to 450
C may be used. 10   WO 02/0389 2 1 D E C 2004 PCT/GBO1/02822 The process of
the present invention may suitably be carried out at a catalyst exit
temperature in the range 600C to 1200C, preferably, in the range s50C to
1050C and, most preferably, in the range 900C to 1000C. The process of the
present invention may be carried out at atmospheric or 5 elevated pressure.
Suitably, the pressure may be in the range from 0 to 2 tiara, preferably
1.5 to 2 tiara, for example 1.8 tiara. Elevated pressures of, fox example,
2 to 50 tiara, may also be suitable. Where the process of the present
invention is carried out at elevated pressure, the reaction products may be
quenched as they emerge from the reaction chamber to avoid 10 further
reactions taking place. Any coke produced in the process of the present
invention may be removed by mechanical means, or by using one of the
decoking methods such as that described in EP-A- 0 709 446, the contents of
which are hereby incorporated by reference. The invention will now be
illustrated by way of example only and with reference 1 S to Fig. 1 and to
the following examples. Fig. 1 represents in schematic form, an apparatus
suitable for use in the process of the present invention. Fig. 2 is a graph
showing the effect on ethylene selectivity of using multiple beds of Sn
promoted Pt catalyst compared to a single bed of Pt-only catalyst. 20 Fig.
3 is a graph showing the effect on ethylene selectivity of using triple
beds of Pt and Ni-Sn catalysts compared to a triple bed of Pt-only
catalyst. Fig. 4 is a graph showing the effect on ethylene selectivity of
using a double bed of Pt and Sn promoted Co catalysts compared to a double
bed of Pt-only catalyst. Fig. 5 is a graph showing the effect on ethylene
selectivity of using a double bed 25 of Pt and Cu promoted Co catalysts
compared to a double bed of Pt-only catalyst and a single bed of Cu
.promoted Co catalyst. Fig. 6 is a graph showing the effect on ethylene
selectivity of using a double bed of Pt, and Sn promoted Pt catalysts
compared to single beds of Pt-only and Sn promoted Pt catalysts. 30 Fig. 7
is a graph showing the effect on ethylene selectivity of using double beds
of Pt and Sn promoted Ir catalysts compared to a double bed of Pt-only
catalyst. Fig.1 depicts an apparatus 10 comprising a quartz reactor 12
surrounded by an electrically-heated furnace 14. The reactor 12 is coupled
to an oxygen-containing gas 11   2 1 DEC 2004 WO 02/0389 PCT/GBO1/02822 



supply 16 and a hydrocarbon feed supply 18. Optionally, the hydrocarbon
feed may comprise a co-feed such as hydrogen and a diluent such as
nitrogen. In use, the reactor 12 is provided with a catalyst zone 20 which
is capable of supporting combustion beyond the fuel rich limit of
flammability and comprises between one to three catalyst 5 beds, 22, 24 and
26. The catalyst beds 22, 24 and 26 are positioned between LAS heat shields
28, 30. In use, the furnace 14 is set so as to minimise heat losses, and
the reactants are introduced into the reactor via line 32. As the reactants
contact the catalyst beds 22, 24, 26, some of the hydrocarbon feed combusts
to produce water and carbon oxides. The 10 optional hydrogen co-feed also
combusts to produce water. Both of these combustion reactions are
exothermic, and the heat produced therefrom is used to drive the cracking
of the hydrocarbon to produce olefin. Catalyst Preparation 15 Catalyst A f
l wt% Pt on alumina) Alumina foam blocks (28mm diameter by 30mm deep; 30
pores per inch) were repeatedly impregnated with an aqueous solution of
tetrammineplatinum(II) chloride. The tetramrnixieplatinum(II) chloride
solution was prepared with sufficient salt to 20 achieve a nominal Pt
loading of 1 wt% if all the metal in the salt were incorporated info the
final catalyst formulation. The volume of de-ionised water employed in the
tetrammineplatinum solution was equivalent to three times the volume of the
alumina foam blocks. Between impregnations excess solution was removed from
the foam blocks. The foam blocks were then dried in air at 120-140C for
approximately 30 25 minutes, and subsequently calcined in air at 450C for
approximately 30 minutes (to decompose the Pt salt to Pt metal on the foam
surface). Once all the solution had been absorbed onto the foams (typically
three impregnations are required) the blocks were dried and given a final
air calcination at I200C for 6 hours. 30 Catalyst B (1 wt% Pt 4 wt% Sn on
aIumina) Alumina foam blocks (99.5% alumina; 28mm diameter by 30mm deep, 30
pores per inch) were alternately impregnated with aqueous solutions of .s
tetrammineplatinum(II) chloride and tin(II)chloride / HCI. The aqueous
solutions were I2   2 1 DEC 2004 WO 02/04389 PCT/GBO1/02822 prepared with
sufficient salt to give a final loading of 1 wt% platinum and 4wt% tin,
assuming 100%' absorption and with a volume of de-ionised water equivalent
to three times the volume of the support materials to be impregnated.
Between impregnations excess solution was removed from the foam blocks and
the blocks were dried in air at 120-140C, and then calcined in air at 450C
for approximately 30 minutes. Once alI the solutions had been absorbed onto
the foam blocks, the blocks were dried and caIcined in air at 600C for 6
hours. Catalyst C ( 3 wt% Pt on alwnina) 10 The preparation as for catalyst
A was repeated except that the tetraamineplatinum(II) chloride solution
employed was of sufficient concentration to produce a catalyst having a
nominal Pt loading of 3 wt %. Catalyst D (0.2 wt% Ni 4 wt% Sn on alumina)
15 The preparation as for catalyst B was repeated except that the alumina
foam blocks were alternately impregnated with aqueous solutions of nickel
(II) nitrate and tin (II) chloride/dil HCl of sufficient concentration to
produce a catalyst having a nominal loading of 0.2wt% Ni and 4wt% tin. 



20 Catalyst E (1 wt% Ni 4 wt% Sn on alumina) The preparation of catalyst D
was repeated except that the concentration of the nickel (II) nitrate
solution used was such so as to produce a catalyst having a nominal Ni
loading of 1 wt%. 25 Catalyst F (1 wt% Co, 4 wt% Sn on alumina) The
preparation as for catalyst B was repeated except that the alumina foam
blocks were alternately impregnated with aqueous solutions of cobalt (II)
nitrate and tin (II) chloride/dil HCl of sufficient concentration to
produce a catalyst having a nominal loading of 1 wt % Co and 4 wt% tin. 30
Catalyst G (1 wt% Co 0 3 wt% Cu on aluminal The preparation as for catalyst
B was repeated except that the alumina foam blocks were alternately
impregnated with aqueous solutions of cobalt (II) nitrate grid 13   WO
0210a389 2 1 DEC 2004 PCT/GBO1/02822 copper (II) chloride of sufficient
concentration to produce a catalyst having a nominal loading of 1 wt % Co
and 0.3 wt % Cu. Catalyst H (1 wt% Pt 4 wt% Sn on alumina) An ethanolic
solution was prepared comprising hexachloroplatinic acid HzPtCl6, tin (II)
chloride SnCl2 and a small quantity of hydrochloric acid. The solution
contained sufficient platinum and tin salts so as to achieve a final
loading of 1 wt% platinum and 4wt% tin if all salt were absorbed onto the
support material during impregnations. The volume of ethanol employed was
equivalent to three times the volume of the 10 alumina foam blocks which
were to be used as the support material. The alumina foam blocks (30 pores
per inch, 28mm diameter, 30mm deep) were repeatedly impregnated with the
ethanolic solution until all the solution was absorbed onto the blocks
(four impregnations were required). Between impregnations excess solution
was removed from the foam blocks and the blocks were dried in air at
120-140C then calcined in air 15 at 450C for approximately 30 minutes. Once
all the solutions had been absorbed onto the foam blocks, the blocks were
dried and given a final air calcination at 600C for 6 hours. Catalyst I (1
wt% Ir 0 3 wt% Sn on alumina) 20 The preparation as for catalyst B was
repeated except that the.alumina foam blocks were alternately impregnated
with aqueous solutions of iridium (III) chloride and tin (II) chloride/dil
HCl of sufficient concentration to produce a catalyst having a nominal
loading of 1 wt % Ir and 0.3 wt % Sn. 25 Catalyst J (3 wt% Pt on alumina)
The preparation as for catalyst A was repeated except that alumina foam
blocks of dimensions 15 mm diameter by 30 mm deep and 30 pores per inch
were used and the blocks were impregnated with sufficient concentration of
tetrammineplatinum(II) chloride solution to achieve a nominal Pt loading of
3 wt%. 30 Catalyst K (1 wt% Cu on alumina) The preparation as for catalyst.
A was repeated except that alumina foam blocks of dimensions 15 mm diameter
by 30 Trim deep and 30 pores per inch were used and the 14  



WO 02/0.l389 2 1 D E C 2004 PCT/GBOl/02822 blocks were impregnated with
sufficient concentration of copper(II) nitrate solution to achieve a
nominal Cu loading of 1 wt%. Catalyst L (3 wt% Pt on alumina spheres)
Alumina spheres (1.8 mm diameter, surface area approximately 210 m2/g
supplied by Condea) were pre-calcined in air to 1200C for 6 hours in order
to remove any residual porosity associated with the spheres. The weight of
the spheres to be used in the preparation was measured and the weight of
platinum metal required to give the final `target' platinum loading of 3
wt% was 10 calculated using the equation below: Elemental platinum required
(g) - 3/100 X Weight of alumina spheres(g) A quantity of
tetrammineplatinum(II) chloride corresponding to the calculated mass of
platinum metal was dissolved in a volume of de-ionised water equivalent to
the bed volume of the alumina spheres. The spheres were placed in the
platinum solution for approximately 20 minutes. 15 Excess platinum solution
was removed and the spheres were transferred to a silica drying tray and
moisture was removed in a drying oven set to 120C and held at that
temperature for 30minutes. The spheres were then transferred into a
calcination oven set to 4s0C and held at 4s0C for 30 minutes, transferred
to the drying oven to cool to 120C and then allowed to cool back to room
temperature. The remaining platinum 20 solution was then absorbed onto the
spheres and the drying and calcination procedure was repeated until all the
platinum solution was absorbed onto the spheres. After the final
calcination at 4s0C the spheres were given an additional high temperature
calcination at 1200C for 6 hours Cramping from 450C to I200C at w sC/min)
and then allowed to cool to room temperature. 2s Catalyst M (1 wt % Cu on
alumina spheres) The preparation as for catalyst L was repeated except that
the Pt solution was replaced by sufficient copper (II) nitrate solution to
give a final target copper loading of 1 wt%. 30 is   2 1 DEC 2004 WO
02/04389 PCT/GBO1/02822 Experiment 1 (Double bed -1 wt% Pt on alumina~ 1
wt% Pt on alumina) Two catalyst beds of catalyst A were positioned
sequentially with respect to one another in the reactor of Fig. 1, as
catalyst beds 22 and 24 (catalyst bed 22 being the first catalyst bed).
Catalyst bed dimensions were 15 mm diameter, 30 mm depth and 5 porosity 30
pores per inch. Internal diameter of the reactor was 28 mm. The reactor
furnace was set to 750 C. Oxygen, ethane, hydrogen and nitrogen were then
passed over the catalyst beds at a fixed total gas flow rate of 36.9n1/min.
The gas flow rates were controlled using thermal mass flow controllers
supplied by Bronkhorst HiTech BV. The volumetric 10 H2:02 feed ratio was
maintained at a ratio of approximately 2:1, whilst the concentration of
nitrogen in the feed was maintained at 10% to allow mass balance work-up.
During the course of the reaction, the oxygen: ethane feed ratio was
adjusted, so as to vary the ethane conversion rate from approximately 40 to
90%. Corresponding changes in ethylene selectivity were measured and the
results are shown in Fig. 2 below. 



15 The product composition was analysed by gas chromatography equipped with
thermal conductivity and flame ionisation detectors. Example 1 (Double bed
.- 1 wt% Pt on alumina~ 1 wt% Pt 4 wt% Sn on alumina) Experiment 1 was
repeated except that catalyst A was used as catalyst bed 22, and 20
catalyst B was used as catalyst bed 24 and prior to reaction the catalyst
beds 22 and 24 were reduced in situ by passing approximately 1.0 nl/min of
hydrogen and 1.5 nl/min of nitrogen over the beds at 750C for 1 hour. The
ethylene selectivities obtained are illustrated in Fig. 2. It can be seen
that a catalyst zone comprising a bed of tin-promoted platinum 25 catalst
located downstream of a bed of platinum catalyst gives a higher selectivity
to ethylene than that obtained in Experiment 1 where the catalyst zone
comprised 2 beds of platinum-only catalyst. Example 2 (Triple bed - 1 wt%
Pt on alumina~ alumina~ 1 wt% Pt 4 wt% Sn on 30 alumina Example 1 was
repeated except that an alurnina block was positioned between the catalyst
beds 22 and 24. The ethylene .selectivities obtained are illustrated in
Fig. 2. As can be seen from Fig. 2, the ethylene selectivity obtained using
a catalyst zone 16   2 1 DE C 2004 WO 02/0a389 PCT/GBO 1/02822 comprising
sequential beds of platinum; alumina and tin promoted platinum is higher
than that obtained firom a catalyst zone comprising a single bed of
platinum, but lower than that obtained from a catalyst zone comprising a
tin-promoted platinum catalyst bed positioned downstream of a platinum-only
catalyst bed. 5 Experiment 2 (Triple bed - 3 wt% Pt' 3 wt% Pt' 3 wt% Pty
Three beds of catalyst C were loaded sequentially into the reactor of
Fig.l, as catalyst beds 22; 24 and 26. The 3 catalyst beds were then
reduced in sitar by passing approximately 1.0 nl/min of hydrogen and 1.5
nl/min of nitrogen over the beds at 750C 10 for 1 hour. -' Oxygen, ethane,
hydrogen and nitrogen were then passed over the catalyst beds as described
for Experiment 1. The corresponding changes in ethylene selectivity were
measured and the results are shown in Fig. 3. 15 Example 3 (Triple bed - 3
wt % Pt on alumina~ 0 2 wt% Ni 4 wt% Sn on alumina 0 2 wt% Ni 4 wt% Sn on
alumina Experiment 2 was repeated except that catalyst C was used as
catalyst bed 22, and catalyst D was used as catalyst beds 24 and 26 and the
3 beds were reduced in situ by passing approximately 1.0 nl/min of hydrogen
and 1.5 nl/rnin of nitrogen over the beds 20 at 7S0C for 1 hour. The
ethylene selectivities obtained in Example 3 are illustrated in Fig. 3. The
results show that the use of a catalyst zone comprising 2 beds of
tin-promoted nickel catalyst placed downstream of a platinum-only catalyst
bed leads to higher ethylene selectivity than that observed in Experiment 2
where the catalyst zone comprised 3 Pt 25 only beds. ' ~ . Example 4
(Triple bed - 3` wt% Pt on alumina 1 wt% Ni 4 wt% Sn on alumina~ 1 wt% Ni,
4 wt% Sn on alumina) Example 3 was repeated except that catalyst E was used
as catalyst beds 24 and 30 26. The ethylene selectivities obtained in
Example 3 are illustrated in Fig. 3. The results show that use of a
catalyst zone comprising two 1 wt% Ni, 4 wt% Sn beds downstream of a
platinum-only catalyst leads to higher ethylene selectivities than those 17



2 1 D E C 2004, W O 02/0:1389 PCT/GB01/02822 observed in Experiment 2 where
a catalyst zone of 3 Pt-only beds was used. However, compared to the
selectivities obtained in Example 3 it can be seen that at higher nickel
loadings, selectivities decline to a greatex extent at high ethane
conversion. 5 Experiment 3 (Double bed - 3 wt% Pt on alumina~ 3 wt% Pt on
aIumina) Two beds of catalyst C were loaded sequentially into the reactor
of Fig.l, as catalyst beds 22 and 24. Oxygen, ethane, hydrogen and nitrogen
were then passed over the catalyst beds as described for Experiment 1. The
corresponding changes in ethylene selectivity were 10 measured and the
results are shown in Fig. 4 below. Example 5 (Double bed - 3 wt% Pt on
alumina~ 1 wt% Co 4 wt% Sn on alumina~ Experiment 3 was repeated except
that catalyst F was used as catalyst bed 24 and catalyst beds 22 and 24
were reduced in situ by passing approximately 1.0 ril/min of 15 hydrogen
and 1.5 nl/min of nitrogen over the beds at 759C for 1 hour. The ethylene
selectivities obtained in Example 5 are illustrated in Fig. 4. The results
show that use of a catalyst zone comprising a bed of tin-promoted cobalt
catalyst placed downstream of a bed of platinum-only catalyst leads to
higher ethylene selectivity relative to that observed in Experiment 3 where
a catalyst zone of 2 20 platinum-only catalyst beds was used. Experiment 4
(Single bed - 1 wt% Co 0 3 wt% Cu on aluminal Catalyst G was loaded into
the reactor of Fig. l, as the only catalyst bed (22). The catalyst bed was
then reduced in situ by passing approximately 1.0 nl/min of 25 hydrogen and
1.5 nl/min of nitrogen over the bed at 750C for 1 hour. Oxygen, ethane,
hydrogen and nitrogen were then passed over the catalyst as described for
Experiment 1. The corresponding changes in ethylene selectivity were
measured and the results are shown in Fig. 5. 30 Experiment 4A (Double bed
- 3 wt% Pt on alumina~ 3 wt% Pt on alumina) Experiment 4 was repeated
except that 2 beds of catalyst C (22, 24) were used. Example 6 (Double bed
- 3 wt% Pt on alumina~ 1 wt% Co 0 3 wt% Cu on alumiria) 18   2 1 DEC 2004
WO 02/0=Q389 PCT/GBO1/02822 Experiment 4 was repeated except that catalyst
C was used as catalyst bed 22 and catalyst G was used as catalyst bed 24.
The ethylene selectivities obtained in Example 6 are illustrated in Fig. 5.
As can be seen from Fig. 5, the use of a catalyst zone comprising a bed of
platinum catalyst and 5 a bed of copper promoted-cobalt catalyst gives
superior ethylene selectivity than a catalyst zone comprising a single bed
of copper-promoted cobalt catalyst. Also illustrated in Fig. 5 is the
ethylene selectivity obtained in Experiment 4A. It can be seen from Fig. 5
that the ethylene selectivity obtained from a catalyst zone comprising a
bed of platinum catalyst and a bed of copper-promoted cobalt catalyst is 



10 also superior to that obtained from a catalyst zone comprising 2 beds of
platinum-only catalyst. Experiment 5 (Single bed - 1 wt% Pt 4 wt% Sn on
alumina~ Catalyst H was loaded into the reactor of Fig. 1, as the only
catalyst bed (22). The 15 catalyst bed was then reduced in situ by passing
approximately 1.0 nl/min of hydrogen and 1.5 nl/min of nitrogen over the
bed at 750C for 1 hour. Oxygen, ethane, hydrogen and nitrogen were then
passed over the catalyst bed as described fox Experiment 1. The
corresponding changes in ethylene selectivity were measured and the results
are shown in Fig. 6. It can be seen that the olefin selectivities 20
obtained using a catalyst bed prepared using the ethanolic preparation
method of catalyst H are relatively poor. Example 7 (Double bed - 3 wt% Pt
on alumina; 1 wt% Pt 4 wt% Sn on alumina) Experiment 5 was repeated except
that two catalyst beds (22, 24) were used. 25 Catalyst C was employed as
catalyst bed 22 and catalyst H was used as catalyst bed 24. The ethylene
selectivities obtained in Example 7 are shown in Fig. 6. From inspection of
Fig. 6 it can be seen that the use of a catalyst zone comprising a bed of
tinpromoted platixium catalyst placed downstream of a platinum-only
catalyst bed shows superior olefin selectivity compared to a catalyst zone
comprising a single bed of tin30 promoted platinum catalyst. Also
illustrated in Fig. 6 are the ethylene selectivities obtained using a
catalyst zone comprising two 3 wt % Pt catalyst beds (catalyst C). As can
be seen from Fig. 6 the olefin selectivities obtained using a catalyst zone
comprising a tin-promoted 19   2 1 DEC 200 WO 02/0389 PCT/GBO1/02822
platinum catalyst bed placed downstream of a platinum-only catalyst bed are
superior to those obtained using a catalyst zone comprising two beds of
platinum-only catalyst. Example 8 ( Double bed - 3 wt% Pt on alumina~ 1 wt%
Ir 4 wt% Sn on alumina~ 5 Catalyst C and catalyst I were loaded
sequentially into the reactor of Fig. 1 as catalyst beds 22 and 24
respectively. The beds were then reduced in situ by passing approximately
1.0 nl/min of hydrogen and 1.5 nl/min of nitrogen over the beds at 750C for
1 hour. Oxygen, ethane, hydrogen and nitrogen were then passed over the
catalyst as 10 described for Experiment 1. The corresponding changes in
ethylene selectivity were measured and the results are shown in Fig. 7.
Also shown on Fig. 7 are the ethylene selectivities obtained using a
catalyst zone comprising two 3 wt % Pt catalyst beds (catalyst C). It can
be seen that the olefin selectivities obtained using a catalyst zone
comprising a bed of tin-promoted iridium catalyst positioned downstream of
a platinum 15 only catalyst bed are superior to a catalyst zone comprising
two beds of platinum-only catalyst. Exarnpl~ 9 ( Double bed - 3- wt% Pt on
alurnina- 1 wt% Ir 4 wt% Sn on alumina) Example 8 was repeated under
identical process conditions. As can be seen from 20 Fig. 7, the ethylene
selectivities achieved are substantially the same as those obtained in
Example 8. Experiment 6 (Single bed - 3 wt% Pt on aluminal A bed of
catalyst J having dimensions 1 Smm diameter by 60mm depth, and a 25 volume
of 10.60 cm3 was loaded into the reactor of Fig. 1. The catalyst bed was
heated to approximately 200 C under nitrogen at reaction 



pressure. The oxygen, ethane, hydrogen and nitrogen feeds were mixed and
preheated to approximately 175 C and then contacted with the catalyst under
the conditions shown in Table 1 below. The reaction pressure was 1 bara. 30
From analysis of the feed and product flow rates and compositions, the
ethane conversion and ethylene selectivity were calculated using the
following equations:Ethane conversion - 100 * Ethane in feed (g/min) -
ethane in product min) (%) Ethane in feed (g/min) 20   ` wo o2/oasss 2 1
DEC 200 PCT/GBO1/02822 Ethylene selectivity - 100 '" . Ethylene in product
mint (g per 100g ethane , Ethane in feed (g/min) - ethane in product
converted) (g/min) The results are given in Table 1. 5 Example 10 (Double
bed - 3 wt% Pt on alumina~ 1 wt% Cu on alumina) Experiment 6 was repeated
except that the reactor was loaded with a bed of catalyst K positioned
immediately downstream of catalyst J such that there was no gap between the
beds. "The bed of catalyst K was of dimensions 1 Smm diameter by 60mm in
depth. 10 The ethylene selectivities obtained in Example 10 are .given in
Table 1. Table 1 Catalyst ZonePre- heat tempCatalyst. face tempCatalyst
exit temp (C)C2H6 nl/min   ~HZ nl/miri02 



nl/min.feed N2 nl/mintotal to reactor02/0H6 feed ratio (wdwt)ethane
conversion (%)C2H4 selectivity per 100g ethane convertedEx f
61804919126.466.303.151.7717.680.65'63.3071.66Expt 61805009246.186.49.
3.241.78 ,17.690.7069.9869.83Expt
61785079335.926.663.331.7617.670.7576.3067.92Expt 617fi5149455.686.823.4'I
:'I.7417:65 ~D.8081.7765.35Ex 10182621911T.485.6.1....2;811.5617.46
.:0.5.047.43'79:07Ex 10.1816359197.11.5.,86. :2:931.5517,45~
0.5'553.4678.18 .~Ex 10181652. 928 .6.77 ..6.063.D51:5317.41.
0:606U.6776.35Ex 101756629336.466.303.151.5417.450.6567.04 .74.78Eic
10'1786809416.18 ~6.49 '3.241.5217.43~ 0.7073.2572.60Ex
101796949505.926:66,: ~3.331,52 .1Z.43p.7578:5070.70Ex 10 ~177
.7179685.686.823.411:5417.450.8085.0367.05 As can be seen from Table 1 the
use of a catalyst gone comprising abed of 15 copper-only catalyst placed
downstream of a platinum-only catalyst bed shows superior olefin
selectivity compared to a catalyst gone comprising a single bed of
platinum-only catalyst. 21   2 1 DEC 2004 WO 02/0a389 PCT/GBO1/02822
Experiment 7 (Single bed - 3 wt% Pt on alumina sphere Catalyst L was tested
as a packed bed of spheres supported on an alurnina foam block of
dimensions 15 mm diameter, 10 mm depth and of porosity 30 pores per inch.
The catalyst bed was of dimensions 15 mm diameter and 60 mm deep and of
volume 5 10.60 cm3. A bed of the catalyst was placed in a metallic reactor
(internal diameter 1 S mm) with a quartz lining and fitted with a pressure
jacket. The pressure jacket was not externally heated. The catalyst bed was
purged under nitrogen at 1.8 bara and the inlet gas temperature was raised
to approximately 200C using electrical heaters. 10 The ethane, hydrogen,
oxygen and nitrogen flows were mixed then passed over the catalyst bed with
compositions as shown in Table 2. The product composition was analysed by
gas chromatography fitted with thermal conductivity and flame ionization
detectors. Gas feed rates were controlled by thermal mass flow controllers
(ex Bronkhorst HiTec BV) 



15 From analysis of the feed and product flow rates and compositions, the
ethane conversion and ethylene selectivities were calculated using
equations as given under Experiment 6 above and the results are shown in
Table 2. Example 11 (Double bed - 3 wt% Pt on alumina spheres 1 wt % Cu on
alumina 20 s heres The procedure as for Experiment 7 was repeated except
that a double catalyst bed was used. A bed of catalyst M (15 mm diameter;
30 nun deep) was placed immediately downstream of a bed of catalyst L (15
mm diameter; 30 mm deep) such. that there was no gap between the two beds..
Catalyst bed M was supported on an 25 alumina foam block of dimensions 15
mm diameter, 10 nun depth and of porosity 30 pores per inch. The ethylene
selectivities achieved are given in Table 2. 22   2 1 DEC 200  WO 02l04389
Table 2 PCTIGB01102822 Catalystfeed temp (C)Catalyst face temp (C)Catalyst
exit ~ temp (C)C2H6 nl/minH2 nl/min02 nUminN2 ~ nl/mintotal to reactor
nl/minO2/C2H6 feed ratio 



(wtJwt)Calls cony (%)C2Ha g per 100g ethane
convertedL24774481641.6431.0415.613.1091.390.5037.1168.80L249~
75483639.4532.6I
~l6.293.089J..440.5S44.6767.16L24676485237.5633.85I6..930.008$.33
.0.6050.1168:07L24677586535.8934.8517.483.04'91.260.6555.5666.23L2457748753
4.3035.9718.013.b691.34~ 0.7062.7466.12L24577888532.8936.8718.493.120 .
_91.37 .:75 .68.41. ~63.28L2447818.953l.57.37.88-18.963.0891.S0~
0.8073.8063:09~L24477990730.3138.6619.333:089l.:390.$578.8960.95L and M240
'95092041.6231.16I5.614.4292.800.5056.66 :76.68L and
M24190593139.4?32.6116.31 .4.3292.'72'0.5563.4575.S5L and
M24186194137.6033.8516.944.1592.53'0:6070.2072.17L and M2.4184895I35.90~
34..97I7.474.07 '92.400.657.4.9571:84L and
M2428519b334.3235.9718.013:9992.290.7080.62- 6'7.67 .. L and
M24286097532.9036.9818.513.9292.31. 0.7584.7466.23L and
M24287398931.5737.8818.953.8692.260.8088.5863.,00L and
M242887100630.3238.6619.333.8092:110.8591.S2f9.19 Catalyst L =~3 wt% Pt on
alumina Catalyst M =1 wt% Cu on alumina 5 . ' Table 2 clearly demonstrates
that a catalyst zone comprising a bed of copper catalyst , placed
downstream .of a platinum-only catalyst achieves greater olefin selectivity
. compared to a~catalyst zone comprising a single bed of platinum catalyst.
23   2 1 DEC 200 Claims . 1. A process for the production of an olefin,
said process comprising passing a mixture of a hydrocarbon and an
oxygen-containing gas through a catalyst zone which is capable of
supporting combustion beyond the fuel rich limit of flammability to produce
said olefin, said catalyst zone comprising at least a first catalyst bed
and a second 5 catalyst bed, and wherein the second catalyst bed is located
downstream of the first catalyst bed, is of a different composition to the
first catalyst bed and comprises at least one metal selected from the group
consisting of Mo, W, and Groups IB, IIB, IIIB, IVB, VB, VIIB and VIII of
the Periodic Table, and wherein the molar ratio of hydrocarbon to the
oxygen-containing gas is 5 to 16 times the stoichiometric ratio of
hydrocarbon to 10 oxygen-containing gas required for complete combustion to
carbon dioxide and water. 2. A process according to claim.l wherein the
first catalyst bed comprises a catalyst which is capable of supporting
combustion beyond the fuel rich limit of flammability. 3. A.process
according to claim 1 or claim ~2 wherein the first catalyst bed comprises a
Group VIII metal. 



15 4. A process according to any one of the preceding claims wherein the
first catalyst bed comprises a Group VIII metal selected from rhodium,
platinum, palladium or mixtures thereof. 5. A.process according to any one
of the preceding claims wherein the first catalyst bed comprises platinum.
20 6. A process according to any one of the preceding claims wherein the
first catalyst bed comprises a promoted catalyst. 7. A process according to
any one of the preceding claims wherein the promoter is selected from the
transition metals and Groups I11A, IVA and VA of the Periodic Table 24   2
1 DEC 2004 and mixtures thereof with the proviso that where the promoter is
a transition metal, the transition metal used as the promoter is different
to the transition metal used as the catalyst. 8. A process according to
claim 7 wherein the promoter is selected from the group 5 consisting of
copper and tin. 9. A process according to claim 1 wherein the first
catalyst bed is selected from the group consisting of Pt/Ga, Pt/In, PtlGe,
Pt/Cu, Pt/Sn, Pd/Ge, Pd/Sn, Pd/Cu and Rh/Sn. 10. A process according to any
one of the preceding claims wherein the second catalyst bed comprises a
catalyst which is substantially incapable of supporting combustion 10
beyond the fuel rich limit of flammability. 11. A process according to
claim 10 in which the catalyst is a dehydrogenation catalyst. 12. A process
according to claim 10 or claim 11 wherein the catalyst comprises an element
selected from the group consisting of Cu, Ag, Au, Zn, Cd, Hg, Sc, Y, La,
Ti, Zr, Hf, V, Nb, Ta, Ni, Co, Ir and mixtures thereof. 15 13. A process
according to any one of claims 10 to 12 wherein the catalyst is promoted
with at least one promoter selected from the group consisting of Group IVA
of the Periodic Table and the transition metals. 14. A process according to
claim 13 wherein the promoter is selected from the group consisting of Sn,
Cr and Cu. 20 15. A process according to any one of claims 1 to 10 wherein
the second catalyst bed is selected from the group consisting of Ni/Sn,
Co/Sn, Co/Cu, Cu/Cr, Ir/Sn, Fe/Sn, Ru/Sn, Ni/Cu, Cr/Cu, Ir/Cu, Fe/Cu, Ru/Cu
and Cu. 16. A process according to claim 1 wherein the second catalyst bed
comprises a Group VIII metal. 25 17. A process according to claim 16
wherein the Group VIII metal is selected ftom rhodium, platinum, palladium
or mixtures thereof. 18. A process according to claim 16 or claim 17
wherein the Group VIII metal is promoted with at least one promoter
selected from the group consisting of the transition metals and Groups
IIIA, IVA and VA of the Periodic Table and mixtures thereof with 30 the
proviso that where the promoter is a transition metal, the transition metal
used as the promoter is different to the Group VIII metals) used as the
catalyst. 19. A process according to claim 18 wherein the promoter is
selected from Sn, Cr, Mo, W, Fe, Ru, Os, Co, Rh, Ir, Ni, Pt, Cu, Ag, Au,
Zn, Cd and Hg. 25  



2 '1 DEC 200 20. A process according to any one of claims 1 to 5 wherein
the second catalyst bed is selected from the group consisting of Pt/Ga,
Pt/In, Pt/Ge, Pt/Cu, Pt/Sn, PdlGe, Pd/Sn, PdlCu and Rh/Sn. 21. A process
according to claim 1 wherein the catalyst zone comprises a first catalyst 5
bed which is substantially incapable of supporting combustion beyond the
fuel rich limit of flammability and a second catalyst bed which is
substantially capable of supporting combustion beyond the fuel rich limit
of flammability. 22. A process according to any one of the preceding claims
wherein the first catalyst bed and/or the second catalyst bed is supported.
10 23. A process according to claim 22 wherein the support is a ceramic
support. 24. A process according to any one of the preceding claims wherein
the catalyst zone further comprises additional catalyst beds. 25. A process
according to claim 24 wherein the catalyst zone comprises 3 to 10 beds. 26.
A process according to any one of the preceding claims wherein the first
and second 15 catalyst beds are directly adjacent to one another. . 27. A
process according to any one of claims 1 to 25 wherein a space is provided
between the first and second catalyst beds. 28. A process according to any
one of the preceding claims wherein the hydrocarbon is a
paraffin-containing hydrocarbon feed having at least two carbon atoms. 20
29. A process according to claim 28 in which the hydrocarbon is selected
from the group consisting of ethane, propane, butane, naphtha, gas oil,
vacuum gas oil and mixtures thereof. 30.. A process according to any one of
the preceding. claims in which hydrogen is a co feed. 25 31.- A process
according to claim ~ 3 0 . in which the molar ratio of hydrogen to
oxygen-containing .gas is in the range 0.2 to 4. 32.. A process according
to any one of the preceding claims wherein the process is conducted at a
gas hourly space velocity of greater than 10,000 /h. 30 26
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