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Method for preparing thermoplastic polyurethane pellets 

 

Abstract 

The present invention relates to a method for manufacturing thermoplastic polyurethane 

pellets by means of reactive extrusion of: a long macrodiol with a molecular weight of 500 to 5 

3000 g/mol; a diisocyanate; at least one chain extender comprising a dianhydrohexitol; and a 

polymerization catalyst. The invention also relates to the resulting thermoplastic polyurethane 

pellets. 
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