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Carbon coatings are known to prov1de certain barrier
characteristics. For example, a carbon coating can inhibit the
transmission of elements such as water and oxygen. Accordingly,
carbon coatings are commonly applied to substrates (e.g.,
polymeric films), which otherwise would not possess these
barrier characteristics. Films having such carbon coatings are
often referred to as barrier films.

Carbon coatings can be deposited on substrates through
various techniques. One preferred technique is Plasma Enhanced
Chemical Vapor Deposition (PECVD), which allows carbon to be
deposited on low-temperature substrates such as polymeric films.
Particularly, this technique allows the deposition of carbon at
lower reaction chamber temperatures, as compared to the reaction
chamber témperatures required in other deposition processes.
As a result, the lower reaction chamber temperature allows

‘carbon to be deposited on low-temperature substrates.

The PECVD process is, however, a relatively slow and
lengthy process, which in many cases renders such technique

| commercially impracticable. Accordingly, there exists a need
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in the art for a method which increases the rate of production -
of a PECVD barrier film, while at the same time maintaining the
desirable barrier properties of a carbon-coated substrate.

The present invention, which addresses the needs of the
prior art, provides a method for producing a polymeric film
having.barrier characteristics. The method includes the step
of depositing a carbon coating on an exposed high energy surface
of an amorphous nylon layer by vapor deposition of a
decomposable precursor in the presence of plasma.

Preferably, the amorphous nylon layer is adhered to a
polymeric substrate. Carbon is thereafter deposited on the
exposed high energy surface by PECVD, preferably under dual
frequency conditions.

| The method preferably includes the step of applying a
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positioned in the chamber to facilitate deposition of the carbon
coating on the exposed high energy surface.

The present invention also provides a method for
increasing the production rate of a barrier film. The method
includes the step of adhering an amorphous nylon layer having
at least one exposed high energy surface to a polymeric
10 substrate. The method includes the additional step of

depositing a carbon coating on the exposed high energy surface
by vapor deposition of a decomposable precursor in the presence

[31]

of plasma. .

The present invention also provides a polymeric £ilm having

15 barrier characteristics. The film is produced by the process
of depositing a carbon coating on an exposed high energy surface
of an amorphous nylon 1layer by vapor deposition of a
decomposable precursor in the présence of plasma. The amorphous
nylon layer is preferably adhered to a polymeric substrate.

20 As a result of the present invention, the time required to

| préduce a carbon coated polymeric film is greatly reduced,

- thereby increasing the commercial practicality of PECVD
techniqués. Moreover, the resultant films provide an improved
barrier to the transmission of oxygen and water. _

25 In accordance with the present invention, a method is
provided for producing a polymeric film having barrier
characteristics. The method. includes the step of depositing a.
carbon ccating on an exposed high e'nergy surface of a polymeric
layer by vapor deposition of a decomposable precursor in the

30 presence of plasma.

In one preferred embodiment, a layer of amorphous nylon is
adhered to a polymeric substrate. The exposed surface of the
nylon layer provides the aforementioned high energy surface.
It is this high energy surface that receives the deposited

35 carbon. |

The amorphous nylon layer may be adhered to the substrate
by a variety of techni'ques known in the art. For example, the
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MHz to a first el ectrode

nylon layer may be laminated onto a polymeric substrate by use
of an adhesive. One particularly preferred method of securlng
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a nylon layer to a polymeric substrate is accomplished by co-

extruding a polymeric material with amorphous nylon, thereby
providing a polymeric substrate having a layer of amorphous
nylon on at least one side. Typically, a tie layer is employed

to adhere the amorphous nylon to the polymeric substrate. For-

example, a material such as malic anhydride modified
polypropylene can be employed as the tie layer. One such
commercially available product is Atmer QF-500A.

The amorphous nylon employed in the present invention is
preferably -an amorphous co-polyamide based on

hexamethylenediamine and a mixture of isophthalic and
' terephthalic acids. One such commercially available product is

Dupont PA-3426. .

The amorphous nylon layer provides a high energy surface,
which is believed to facilitate the adhesion of deposited carbon
thereto. Particularly, the exposed surface of the amorphous
nylon exhibits a high "wettability" compared to other polymers.
Wettability is believed to affect the ability of materials to
intimately contact one another. In this regard, it has been
demonstrated herein that the application of a polymeric layer

having a high energy surface (such as amorphous nylon) to a

polymeric substrate greatly reduces the time required to deposit
a carbon coatiné via PECVD. It is therefore contemplated that
other polymers exhibiting a similar wettability would also be
effective in providing a high energy surface for receipt of a
carbon coating. .

Examples of polymeric substrates ‘contemplated in the
present invention include polypropylene, polyethylene, biaxial
nylon and polyester. However, it 1is believed that other
substrates, as 1ohg as such substrates are compatible with the
material exhibiting the high energy surface, could be employed
in the'present invention.

The present invention also provides a method for increasing
the production rate of a barrier film. The method includes the
steps of adhering a polymeric layer having at least one exposed
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of plasma. Again, this polymeric layer is preferably amorphous
5 nylon.

As described earlier, the ca:bon coating is formed by the
deposition of a decomposable precursor. A hydrocarbon gas
having from 1 to 20 carbon atoms is used as the.decomposable'
precursor. Acetylene is one such preferred precursor gas.

10 Upon the introduction of the decomposable precursor to the
.plesma, the precursor gas decomposes and is thereafter deposited
on the exposed high energy surface as an amorphous carbon layer.

" This carbon coatings may range in thickness from 10 to 5000
Angstroms. The thickness of the amorphous carbon coatings will

15 be primarily dependent on the amount of time allowed for
deposition.

The plasma in the present invention is generated by the
application of a primary radio frequency to a first electrode.
This radio frequency excites the gas mixture flowing through the

20 chamber, thereby forming a plasma. This gas mnixture is
preferably a mixture of the precursor gas mentioned above, e.g.,
acetylene, and an inert gas such as argon.

Apparatuses adapted for PECVD are commercially available:
Such apparatuses generally include a chamber sized for receipt

25 of a substrate. The apparatus additionally includes a vacuum
pump for evacuating the chamber, means for introducing a gas
mixture to the chamber under controlled conditions, and means
for generating a plasma within-the chamber.

In one particularly preferred embodiment, the plasma

30 generation means includes distally spaced first and second
electrodes, which together can be employed to introduce
independent dual energy sources into the reaction chamber. A
primary radio frequency of about 13.56 MHz is applied to the
first electrode and a secondary radio frequency from 90 KHz to

35 450 KHz is applied to the second electrode. Preferably, the
chamber serves as the ground (earth) for both radio frequencies.

The primary frequency generates the plasma (by exciting the
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rationale is supported by the fact that a visible change in the

5 plasma is observed upon application of this second radio

frequency.
Other means of generating the plasma are also contemplated.
For example, a primary radic frequency of about 2.45 GHz could
be applied ‘across the electrodes. In addition, lasers or :
10 magnetic fields could be employed to excite the gas mixture.
The chambér also includes a substrate holder plate for
supporting the polymeric substrate to be coated. This substrate
holder plate is preferably integral with the second electrode.
In addition, the substrate holder plate' may include either a
15 flat or an arcuate support surface. It is contemplated that the
‘use of an arcuate support surface would facilitate commercial
production of the present invention.
The following Examples illustrate the invention.
EXAMPLE 1
20 Two control films were produced. A 1 mil thick oriented
polypropylene film approximately 11" long by 15.5" wide was
placed on a 10" long by 15.5" wide substrate holder plate
attached to the second electrode. The substrate holder plate.
included an arcuate surface having a 40" radius of curvature.
25 The film overhung the substrate holder plate along the length
of such film to allow the film to be secured to the holder.
The chamber was pumped down to about 1 mTorr. An
acetylene/argon gas mixture was.then introduced into the chamber
at a flow rate of 100 sccm, 70% of the mixture being acetylene.
30 The pressure within the chamber was increased to a reaction
pressure of about 100 mTorr by use of a gate valve located at
the inlet of the vacuum pump. A primary frequency of 13.5 MHZ
at a power level of 100 watts was applied to the first electrode
and a secondary frequency of 95 kHz at a power level of 25 watts
35 was applied to the. second electrode. _
The substrate was coated for approximately 300 seconds.
Thereafter, the gas mixture was shut off and the chamber was
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a polyneric substrate by use =76 = _

pumped down again to about 1 mTorr. The chamber vacuum was then
broken by bleeding in dry nitrogen gas and the respective coated
substrate was removed.

The two control films were thereafter tested. The first
control f11m exhlblted an oxygen transmission rate (To ) of 0.4
cc 02/1001n /atm/24hr at 23°C and 0% relative humldlty and a
water vapor transmission rate (WVIR) of 0.02 g-
Hzollooinz/atm/24hr at 100°F and 90% relative humidity. The
second control film exhibited an oxygen transmission rate of 0.6
10 cc ozllooin /atm/24hr at 23°C and 0% relative humldlty and a.

water vapor transmission rate of 0.09 g H 0/1001n /atm/24hr at
100°F and 90% relative humidity.
Accordingly, the average control oxygen transmission rate
was 0.5 cc 02/100in2/atm/24hr at 23°C and 0% relative humidity
15 and the average control water vapor transmission rate was 0.055
g H,0/100in?/atm/24hr at 100°F and 90% relative humidity.

U

EXAMPLE 2

Barrier films in accordance with the present invention were
20 produced by co-extruding amorphous nylon with polypropylene into
a base sheet that was subsequently biaxially oriented. Resin
pellets of Dupont nylon PA-3426 were employed, along with a tie
layef of Atmer QF-500A. The oriented film was approximately 1
mil thick, the amorphous nylon layer representing approximately

25 6% or .06 mils of the total film thickness.

A polymeric sample approximately 11" long by 15.5" wide was
placed on the substrate holder plate attached to the second
electrode and described above in Example 1.

The chamber was pumped down to about 1 mTorr. An

30 acetylene/argon gas mixture was then introduced into the chamber
at a flow rate of 60 sccm, approximately 83% of the mixture
'being acetylene. The pressure within the chamber was increased
to a reaction pressufe 6f about 100 mTorr by use of a gate valve
located at the inlet of the vacuum pump. A primary frequency

35 of 13.5 MHz at a power level of 100 watts was.applied to the
first electrode and a secondary frequency of 95 kHz at a power
level of 25 watts was applied to the second electrode. '
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The polymeric sample was thereafter tested. The sample

film exhibited ‘an oxygen transmission rate of 0.42 cc
2/1001n /atm/24hr at 23°C and 0% relative humldlty and a water
vapor transmission rate of 0.024 g H 0/1001n /atm/24hr at 100°F

10 and 90% relative humidity.

Additional polymeric samples were prepared under varying
test conditions. The measured results from all of the polymeric
samples, i e., samples 1-8, are set forth in the following
table:
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PRIMARY POWER
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present invention include polypropyl ene, polyethyl ene, bl—a*+a4——ﬁy+0n'—aﬁd“_‘-1
pol yester. - However, it is believed that other substrates o

such substrates are conpatible with the nmateri al exh|b|t|n
surface, coul #4984@mi oyed in the present invention. The pr

al so provides a nethod for increasing the production rate of

film The nmethod includes the steps of adhering a polyneric Iayer haV|ng at
| east one exposed -4- high energy surfaceé®to a polyneric substrate and,

thereafter depOS|t|ng a carbagn coating on the exposed high energy surface
is readily apparent from the test data set forth above

that a barrier film can be produced by the deposition of carbon

on an exposed high energy surface of an amorphous nylon layer.
It is particularly significant that the rate of producing such
5 a barrier film can be increased by approximately a factor of 10,
i.e., the coating time is decreased from approximately 300
seconds to about 15 to 60 seconds. It is also significant that
the resultant film exhibits a markedly decreased rate of oxygen
transmission, while improving, or at the minimum maintaining,
10 the level of water transmission.
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dep05|t|0rt|.11m comprises an amorphous nylon layer on an exposed high

energy surface of which layer is deposited a carbon coating,
which coating is preparable bhy vapour deposition. of a
decomposable precursor in the presence of a plasma.

2. A polymeric film according to claim 1, wherein the
nylon layer is adhered to, or coextruded with, a polymeric
substrate.

3. A method of producing a polymeric film having barrier
characteristics, which method comprises depositing a carbon
coating on an exposed high energy surface of an amorphous nylon
layer by vapor deposition of a decomposable precursor in the
presence of a plasma.

4. A method according to Claim 3, wherein the deposition
is accomplished under dual frequency conditions.

5. A method according to Claim 3 or 4, wherein the
depositing step includes applying a primary radio frequency to
a first electrode positioned in a reaction chamber to generate
the plasma and applying a secondary frequency of 90kHz to 450
kHz to a second electrode positioned in the reaction chamber to
facilitate deposition of the carbon coating on the exposed high
energy surface. | ) '

6. A method according to Claim 3, 4 or 5, wherein the
second electrode includes a substrate holder plate and,
the amorphous nylon layer is positioned on the substrate holder
for receipt of the carbon coating on the exposed high energy

~ surface.

7. A method according to any preceding claim, wherein the

'decomposable precursor comprises a hydrocarbon having from 1 to

20 carbon atoms.
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9. Use, in order to increase the production rate in the
5 preparation of a polymeric film having barrier characteristics
and comprising a deposited carbon coating preparable by vapour
deposition of a decomposable precursor in the presence of a
plasma, of an amorphous nylon layer on an exposed high energy
surface of which layer the carbon coating is deposited.
10
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el ectrodes, which together can be enployed to introducé‘fﬂﬁepea&gggsggg%fzf~_
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Preferably, the chanber serves as the ground (earth) for ﬂﬂlﬂ
e

frequencies. The primary frequency generaLeiztbe pl asma (by excl
-5- gas mxture), while the secondary frequency is believed to-facilitate
t he deposition of the carbon on the high energy surface by exciting the

carbon nol ecul es bei ng deposited. This
STRACT

A carbon coated polymeric film is produced by Plasma

5 Enhanced Chemical Vapor Deposition. An amorphous nylon layer

having at least one exposed high energy surface is adhered to

a polymeric substrate. Carbon is thereafter deposited on the

exposed high energy surface by vapor deposition of a
decomposable precursor in the presence of plasma.
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Carbon coatings are known to provide certain barrier
characteristics. For example, a carbon coating can inhibit the
transgisgion of elements such as water and oxygen. Accordingly,
carbon coatings are commonly applied to substrates (e.g.,
pPolymeric films), which otherwise would not possess these
barrier characteristics. Films having such carbon coatings are
often referred to as barrier films.

Carbon coatings can be deposited on substrates through
various techniques. One preferred technique is Plasma Enhanced
Chemical Vapor Deposition (PECVD), which allows carbon to be
deposited on low-temperature substrates such as polymeric films.
Particularly, this technique allows the deposition of carbon at
lower reaction chamber temperatures, as compared to the reaction
chamber temperatures required in other deposition processes.
As a result, the lower reaction chamber temperature allows
carbon to be deﬁosited on low-temperature substrates.

The PECVD process 1is, however, a relatively slow and
lengthy process, which in many cases renders such technique
commercially impracticable. Accordingly, there exists a need
in the art for a method which increases the rate of production
of a PECVD barrier film, while at the same time maintaining the
desirable barrier properties of a carbon-coated substrate.

The present invention, w@ich addresses the needs of the
prior art, provides a method for producing a polymeric film
having barrier characteristics. The method includes the step
of depositing a carbon coating on an exposed high energy surface

of an amorphous nylon layer by vapor deposition of a.

decomposable precursor in the presence of plasma.

Preferably, the amorphous nylon layer is adhered to a
polymeric substrate. Carbon is thereafter deposited on the
exposed high energy surface by PECVD, preferably under dual
frequency conditions. .

The method preferably ihéiudes the step of applying a

. -

i's
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hol der plate included an arcuate surface having a 40" radius of curvature.
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coating on the exposed high energy surface.

The present invention also provides a method for
increasing the production rate of a barrier film. The method
includes the step of adhering an amorphous nylon layer having
at least one exposed high energy surface to a polymeric
substrate. The method includes the additional step of
depositing a carbon coating on the exposed high energy surface
by vapor deposition of a decomposable precursor in the presence
of plasma:

The present invention also provides a polymeric film having
barrier characteristics. The film is produced by the process
of depositing a carbon coating on an exposed high energy surface
of an amorphous nylon layer by vapor deposition of a
decomposable precursor in the presence of plasma. The amorphous
nylon layer is preferably adhered to a polymeric substrate.

As a result of the present invention, the time required to
produce a carbon coated polymeric film is greatly reduced,
thereby increasing the commercial practicality of PECVD
techniques. Moreover, the resultant films provide an improved
barrier to the transmission of oxygen and water.

In accordance with the present invention, a method is -
provided for producing a polymeric film having barrier
characteristics. The method. includes the step of depositing a
carbon coating on an exposed hiqh energy surface of a polymeric
layer by vapor deposition of a decomposable precursor in the
presence of plasma.

In one preferred embodiment, a layer of amorphous nylon is
ad@ered to a polymeric substrate. The exposed surface of the
nylon layer provides. the aforementioned high energy surface.
It is this high energy surface that receives the deposited
carbon.

The amorphous nylon layer may be adhered to the substrate
by a variety of techniques known in the art. For example, the
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a nylon layer to a polymeric substrate is accomplished by co-
extruding a polymeric material with amorphous nylon, thereby
providing a polymeric substrate having a layer of amorphous
nylon on at least one side. Typically, a tie layer is employed
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to adhere the amorphous nylon to the polymeric substrate. For-

example, a material such as malic anhydride modified
polypropylene can be employed as the tie layer. One such
commercially available product is Atmer QF-500A. .

The amorphous nylon employed in the present invention is
preferably an amorphous co-polyamide based  on
hexamethylenediamine and a mixture of isophthalic and
terephthalic acids. One such commercially évailable product is
Dupont PA-3426.

The amorphous nylon layer provides a high energy surface,
which is believed to facilitate the adhesion of deposited carbon
thereto. Particularly, the exposed surface of the amorphous
nylon exhibits a high "wettability" compared to other polymers.
Wettability is believed to affect the ability of materials to
intimately contact one another. In this regard, it has been
demonstrated herein that the application of a polymeric layer
having a high energy surface (such as amorphous nylon) to a
pelymeric substrate greatly reduces the time required to deposit
a carbon coating via PECVD. It is therefore contemplated that
other polymers exhibiting a similar wettability would .also be
effective in providing a high energy surface for receipt of a
carbon coating. .

Examples of polymeric substrates contemplated in the
present invention include polypropylene, polyethylene, biaxial
nylon and polyester. However, it is believed that other
substrates, as long as such substrates are compatible with the
material exhibiting the high energy surface, could be employed
in the present invention. '

The present invention also provides a method for increasing
the production rate of a barrier film. The method includes the

'steps of adhering a polymeric layer having at least one exposed
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by vapor deposition of a decomposable precurggr f%'gg
of plasma. Again, this polymeric layer is preferably amorphous
nylon.

As described earlier, the carbon coating is formed by the
deposition of a decomposable precursor. A hydrocarbon gas
having from 1 to 20 carbon atoms is used as the decomposable
precursor. Acetylene is ocne such preferred precursor gas.

Upon the introduction of the decomposable precursor to the
plasma, the precursor gas decomposes and is thereafter deposited
on the exposed high energy surface as an amorphous carbon layer.
This carbon coatings may range in thickness from 10 to 5000
Angstroms. The thickness of the amorphous carbon coatings will
be primarily dependent on the amount of time allowed for

deposition.

The plasma in the present invention is'generated by the
application of a primary radio frequency to a first electrode.
This radio frequency excites the gas mixture flowing through the
chamber, thereby forming a plasma. This gas mixture is
preferably a mixture of the precursor gas mentioned above, e.qg.,
acetylene, and an inert gas such as argon.

Apparatuses adapted for PECVD are commercially available.
Such apparatuses generally include a chamber sized for receipt
of a substrate. The apparatus additionally includes a vacuum
pump for evacuating the chamber, means for introducing a gas
‘mixture to the chamber under controlled conditions, and means
for generating a plasma within.the chamber.

In one particularly preferred embodiment, the plasma
generation means includes distally spaced first and second
electrodes, which together can be employed to introduce
independent dual energy sources into the reaction chamber. A
primary radio frequency of about 13.56 MHz is applied to the
.first electrode and a secondary radio frequency from 90 KHz to
450 KHz is applied to the second electrode. Preferably, the
chamber serves as the ground (earth) for both radio freguencies.

The primary frequency generates the plasma (by exciting the
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prinmary fredifdriepale is supported by the fact that a visible change in the
plasma is observed upon application of this second radio
frequency.
Other means of generating the plasma are also contemplated.
For example, a primary radio frequency of about 2.45 GHz could
be applied across the electrodes. In addition, lasers or
magnetic fields could be employed to excite the gas mixture.
The chamber also includes a substrate holder plate for
supporting the polymeric substrate to be coated. This substrate
holder plate is preferably integral with the second electrode.
In addition, the substrate holder plate may include either a
flat or an arcuate support surféce. It is contemplated that the
use of an arcuate support surface would facilitate commercial
production of the present invention.
The following Examples illustrate the invention.
EXAMPLE 1
Two control films were produced. A 1 mil thick oriented
polypropylene film approximately 11" long by 15.5" wide was
placed on a 10" long by 15.5" wide substrate holder plate
attached to the second electrode. The substrate holder plate
included an arcuate surface having a 40" radius of curvature.
The film overhung the substrate holder plate along the length
of such film to allow the film to be secured to the holder.
The chamber was pumped down to about 1 mTorr. An
acetylene/argon gas mixture was "then introduced into the chamber
at a flow rate of 100 sccm, 70% of the mixture being acetylene.
The pressure within the chamber was increased to a reaction
pressure of about 100 mTorr by use of a gate valve located at
the inlet of the vacuum pump. A primary frequency of 13.5 MHz
at é power level of 100 watts was applied to the first electrode
and a secondary frequency of 95 kHz at a'power level of 25 watts
was applied to the second electrode.
The substrate was coated for approximately 300 seconds.
Thereafter, the gas mixture was shut off and the chamber was
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broken by bleeding in dry nitrogen gas and the respective coated substrate

was renoved.
exhi bited an

The polyneric sanple was thereafter tested. The sanple
oxygen transm ssion rate of 0,42 cc

pumped down again to abeout 1 mTorr. The chamber vacuum was then
broken by bleeding in dry nitrogen gas and the respective ccated
substrate was removed.

The two control films were thereafter tested. The first
control film exhibited an oxygen transmission rate (To ) of 0.4
cc 02/1001n /atm/24hr at 23°C and 0% relative humldztv and a
water vapor transmission rate (WVIR) of 0.02 g
H,0/100in%/atm/24hr at 100°F and 90% relative humidity. The
second control film exhibited an oxygen transmission rate of 0.6
cc O /1001n /atm/24hr at 23°C and 0% relative humidity and a
water vapor transmission rate of 0.09 g H20/1001n2/atm/24nr at
100°F and 90% relative humidity.

Accordingly, the average control oxygen transmission rate
was 0.5 cc 02/1001n2/atm/24hr at 23°C and 0% relative humidity
and the average control water vapor transmission rate was 0.055
g HZO/looinZ/atm/24hr at 100°F and 90% relative humidity.

EXAMPLE 2

Barrier films in accordance with the present invention were
produced by co-extruding amorphous nylon with polypropylene into
a base sheet that was subsequently biaxially oriented. Resin
pellets of Dupont nylon PA-3426 were employed, along with a tie
layer of Atmer QF-500A. The oriented film was approximately 1
mil thick, the amorphous nylon layer representing approximately
6% or .06 mils of the total £film thickness.

A polymeric sample approximately 11" long by 15.5" wide was
placed on the substrate holder plate attached to the second
electrode and described above in Example 1.

The chamber was pumped down to about 1 mTorr. An
acetylene/argon gas mixture was then introduced into the chamber
at a flow rate of 60 sccm, approximately 83% of the mixture
being acetylene. The prassure within the chamber was increased
to a reaction pressure of about 100 mTor:s by use of a gate valve

film

located at the inlet ¢f the vacuum pump. A primary frequency

~of 13.5 MHz at a power level of 100 watts was applied to the

first electrode and a secondary frequency of 95 kHz at a power
level of 25 watts was applied to the second electrode.
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The substrate was coated for approximately 60 seconds.
Thereafter, the gas mixture was shut off and the chamber was
pumped down again to about 1 mTOrr. The chamber vacuum was then
broken by bleeding in dry nitrogen gas and the respective coated
substrate was removed.

The polymeric sample was thereafter tested. The sample
film exhibited an oxygen transmission rate of 0.42 cec

2/1001n /atm/24hr at 23°C and 0% relative humzdxty and a water
vapor transmission rate of 0.024 g H O/1001n /atm/24hr at 100°F
and 90% relative humidity.

Additional polymeric samples were prepared under varying
test conditions. The measured results from all of the polymeric
samples, i e., samples l-B,'are set forth in the following
table:
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- 10 - CLAIMS 1. A polyneric filmhaving barrier charact efi=sties—whieh ——.
filmconprises an anorphous nylon | ayer on an exposed hi gh @rRERPACHAENICEHERT -
of which layer is deposited a carbon coating, which coatinglis prefsrﬁﬁbemgn i
by vapour deposition of a deconposable precursor in the pregdre:of.’a 0
pl asma. 2. A polynmeric filmaccording to claim1, wherei n“Fhe—ryor—tayer—==:"
I s adhered to, or coextruded with, a pelyneric substrate. 3. A nethod of
producing a polyneric filmhaving barrier characteristics, which nethod
conpri ses deposi t Fhg*® XeadbbY) apPareny Givmakhe rsSclat? gieteforty ahavieace of
an anor phous thatoa baxypderbfilmaparn bdeppedidednbpftie depospaisabbe @ir@emr Sor in
t he on an exposed high energy surface of an amorphous nylon layer.

It is particularly significant that the rate of producing such

a barrier film can be increased by approximately a factor of 10,

i.e., the cbating time is decreased from approximately 300
seconds to about 15 to 60 seconds. It is also significant that
the resultant film exhibits a markedly decreased rate of oxygen
transmission, while improving, or at the minimum maintaining,
the level of water transmission.
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to 450 kHz to a second el ectrode posit+aeed in the reaction chanber to
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surf ace.

eé)osi tion of the carbon coating on the exposed high energy

t he exposed hi gh ener . .
P eéLrgy sugg;ce of which layer is deposited a carbon coating,

which coating is preparable hy vapour deposition of a
decomposable precursor in the presence of a plasma.

2. A polymeric film according to claim 1, wherein the
nylon layer is adhered to, or coextruded with, a polymeric

substrate.

3. A method of producing a polymeric film having barrier
characteristics, which method comprises depositing a carbon
coating on an exposed high energy surface of an amorphous nylon
-layer by vapor deposition of a decomposable precursor in the

presence of a plasma.

4. A method according to Claim 3, wherein the deposition
is accomplished under dual frequency conditions.

5. A method according to Claim 3 or 4, wherein the
depositing step includes applying a primary radio frequency to.
a first electrode positioned in a reaction chamber to generate
the plasma and applying a secondary frequehcy of 90kHz to 450
kHz to a second electrode positioned in the reaction chamber to
facilitate deposition of the carbon coating on the exposed high

energy surface.

6. A method according to Claim 3, 4 or 5, wherein the
second electrode includes a substrate holder plate and,
the amorphous nylon layer is positioned on the substrate holder
for receipt of the carbon coating on the exposed high energy

surface.

7. A method according to any preceding claim, wherein the
decomposable precursor comprises a hydrocarbon having from 1 to

20 carbon atoms.

: t hod according to Claim3, 4 or 5 wherein the second
el ectrode includes.a sapsiymdrdchfilideiayingtfariidr dHagaater iHtids, WHieR | ayer
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surf'ace. 7. A method—accordi ng to any preceding claim whereEr=tHe -

deconposabl e precur ‘m‘ ‘“ﬁdrocar bon having from 1 EPQMEMEﬁéﬁh*-*'
at ons. - 11 - 1@‘“ ‘“B ing to claim7, whereir the 15 AUG 1935 -l!
hydr ocarbon conpris acet yl ehe.® 9.” Use, in order to incredsBatehe  moeremesienes 'J
production rate in the preparatlon of a gol ynmeric film havi arrrer
characteristics and conprising a deposi f&d~car bon coat i ng preparabl e by

vapour depositiongof § HEGRIPISENAG EFUISAE 7, Nld¥R iR ERCACE arBon

comprises acetylene.

9. Use, in order to increase the production raté in the
preparation of a polymeric film having barrier characteristics
and comprising a deposited carbon coating preparable by vapour
deposition of a decomposable precursor in the presence of a
plasma, of an amorphous nylon layer on an exposed high energy
surface of which layer the carbon coating is deposited.
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BARRIER FILMS HAVING CARBON-COATED HIGH ENERGY SURFACES
ARSTRACT

A carbon coated polymeric film is produced by Plasma
Enhanced Chemical Vapor Deposition. An amorphous nylon layer
having at least one.. exposed high energy surface is adhered to
a polymeric substrate. <Carbon is thereafter deposited on the
exposed ' high energy surface by vapor deposition of a
decomposable precursor in the presence of plasma.



