
A method is provided for forming clad hollow cathode magnetron sputter
targets that are lighter in weight and/or less expensive than monolithic
targets. A plate of sputter target material is bonded to a sheet of
cladding material that is lighter in weight and/or less expensive than the
sputter target material. This clad target assembly is then formed into a
hollow cathode magnetron sputter target, such as by deep drawing. The clad
hollow cathode magnetron further provides greater percent utilization of
sputter target material than monolithic targets.    


