
The present invention relates to the use of a
combination of zeolites having the MTT and MTW
framework topologies defined by the connectivity of
their tetrahedral atoms wherein the MTT and MTW
zeolites have a crystal size less than 0.1 micron as a
catalyst in a process for dewaxing hydrocarbon
feedstocks. 


