
A packaging container for chemicals such as pesticides and the like and a
laminated film for forming said container, wherein the inner layer of the
laminated film is constituted of an inner bag made of a water-soluble
polymer film and the outer layer of the laminated film is constituted of an
outer bag made of a water-insoluble film, and at least in the seal part of
the container, films constituting inner layer are bonded to each other and
addi- tionally the film constituting inner layer and the film constituting
outer layer are bonded to each other, and the film constituting inner layer
and the film constituting outer layer are releasable from each other.    


