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ABSTRACT 

 

POLISHING CLOTH 

 

 Provided is a polishing cloth including, as forming materials of the 5 

polishing cloth, an unwoven fabric and a resin that is impregnated in the 

unwoven fabric, wherein an apparent density of the polishing cloth is in a 

range of 0.30 g/cm3 to 0.50 g/cm3, and a standard deviation of the abundance 

ratio of the forming materials in the polishing cloth is 21.7% or less. 

 10 

Figure: None 


