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PROCESSING METHOD AND THERMOCOMPRESSION 

BONDING METHOD FOR WORKPIECE 

 

ABSTRACT OF THE DISCLOSURE 

        A processing method for a workpiece, which includes 

a stacking step of stacking a sheet and a flat plate on a 

front side of the workpiece to form a stack, a 

thermocompression bonding step of thermocompression 

bonding the sheet to the workpiece while planarizing the 

sheet with the flat plate by heating the sheet and 

applying an external force to the stack, a holding step 

of holding the workpiece via the sheet by a holding table 

having a transparent portion, an alignment step of 

performing an alignment by imaging the workpiece through 

the transparent portion and the sheet, and a processing 

step of processing the workpiece by a processing unit. 
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