
The polypropylene stretched film of the present invention is prepared by
stretching a composition comprising a crystalline propylene polymer and 0.1
ppm by weight to 10% by weight of a nucleating agent, the composition
having a melting point of [err] or more, a crystallization temperature of
[err] or more and a [err] xylene soluble portion of 3.0% by weight or less.
The film has a high rigidity and a beautiful appearance as well as the
characteristic properties inherent to crystalline propylene polymers. The
film can be suitably used for food packaging and textile packaging.    


