
An adsorbent vessel (104) and process for using the adsorbent vessel (104)
subject to thermal swing expansion / contraction is disclosed where the
adsorbent vessel (104) comprises a support screen (102) affixed to the
adsorption vessel (104) subject to thermal swing expansion / contraction
and where a first section of the support screen extends along a portion of
the length of the adsorption vessel subject to thermal swing expansion /
contraction in the axial direction and comprises apertures permitting gas
permeation and where the first section of the support screen has a cross -
section in the axial direction that is arcuate. 


