
A Ziegler-Natta procatalyst composition in the form of
solid particles and comprising magnesium, halide and
transition metal moieties, said particles having an
average size (D50) of from 10 to 70 m and
characterized by a D95/D5 particle size ratio of less
than or equal to 10. 


