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MEMBRANE AND METHOD FOR MAKING THE SAME 

Abstract 

A membrane comprises: a porous base membrane; a polyol layer comprising polyols and a metalorganic 

compound; and a polyamide film layer sandwiched between the porous base membrane and the polyol 

layer. A method of making the membrane is also described. 
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