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ABSTRACT 

 A packaging material according to the present discourse 

includes a laminated structure that includes a paper base material, an 

adhesive resin layer, a gas barrier layer, and a sealant layer in this order, 

wherein the adhesive resin layer contains an ionomer resin containing at 5 

least one of zinc ions and sodium ions and a polymer compound. 
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