
Methods for coating articles that include a plastic
substrate are disclosed. Certain methods include the
steps of (i) applying a composition that includes an
adhesion promoting agent to at least a portion of the
substrate by a first application technique, (ii)
applying a composition that includes an adhesion
promoting agent over at least a portion of the
composition applied in step (i) by a second
application technique that is different from the first
application technique, and (iii) applying a protective
and decorative coating system over at least a portion
of the compositions applied in steps (i) and (ii).
Systems for coating articles that include a plastic
substrate are also disclosed. 


