METHOD FOR STRI PPI NG GAMVA- GAMVA PRI ME COATI NG FROM GAMVA- GAMVA PRI MVE
ALLOY ABSTRACT A nmet hod of stripping gamma/ ganma pri ne
polycrystalline all oy bond coats fromsingle crystal ganma/ ganma
pri me nickel based superalloys, including the steps of grit blasting
foll owed by the use of hydrochloric acid solutions, followed by
rinsing. The cycle may be repeated several tinmes, with visual

I nspection betweeR, exel 55 roR SYREPPING GAMMA-GAMMA PRIME
COATING FROM GAMMA-GAMMA PRIME ALLOY

ABSTRACT

A method of stripping gamma/gamma prime polycrystalline alloy bond coats
from single crystal gamma/gamma prime nickel based superalloys, including the steps of
grit blasting followed by the use of hydrochloric acid solutions, followed by rinsing. The

cycle may be repeated several times, with visual inspection between cycles.
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