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A COMPOSITION COMPRISING A SLURRY OF CAPSULES AND 

METHODS THEREOF 

 

ABSTRACT 5 

  

There is provided a composition comprising a slurry of capsules, the 

capsules having shells comprising silica and said shells encapsulating phase 

change materials (PCM); and a cementitious binder.  There is also provided a 

method for preparing said composition. 10 
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