
A surface acoustic wave device includes a quartz substrate, a reflector
disposed on the quartz substrate, a piezoelectric thin film disposed on a
portion of the  quartz substrate which excludes at least a portion of the
quartz substrate on which  the reflector is disposed, and an interdigital
transducer disposed to contact the  piezoelectric thin film.    


