
An infrared light reflecting article is disclosed and
includes a visible light transparent substrate
including a polymer and an infrared light reflecting
cholesteric liquid crystal layer disposed on the
substrate. The substrate and infrared light reflecting
cholesteric liquid crystal layer have a combined haze
value of less than 3%. 


