
Biomedical devices with stable coatings are provided.
The coatings are formed by incorporating at least one
latent reactive component into the reactive mixture,
forming a medical device from said reactive mixture
and reacting said medical device with a coating
effective amount of a coating polymer to bond said
coating to the surface by ester linkages. 


