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FIG. 4

RECOVERY OF INTERMEDIATE POWDER

Y
REMOVE OF SOLVENT

WHETHER OR NOT AMOUNT OF
DISPERSANT IS 50% BY MASS OR LESS WITH RESPECT TO
100% BY MASS OF DISPERSANT CONTAINED IN
INTERMEDIATE POWDER

POWDER
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FIG. 6

Volume resistivity (% =cm)
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