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PROVIDING A SUBSTRATE HAVING A METAL LAYER [~ 302
DISPOSED THEREON INTO THE PROCESSING CHAMBER

f

SUPPLYING A GAS MIXTURE INTO THE -~ 304
THE PROCESSING CHAMBER
\
FORMING A PLASMA IN THE GAS ~ 306

MIXTURE TO ETCH THE METAL LAYER

FIG. 3
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