
A method of machining a sapphire substrate comprises
grinding a first surface of a sapphire substrate using
a first fixed abrasive and grinding said first surface
of the sapphire substrate using a second fixed
abrasive, wherein the second fixed 



abrasive has a smaller average grain size than the
first fixed abrasive, and wherein the second, fixed
abrasive is self -dressing. 


